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Zusammenfassung

Neben ihrer Bedeutung für technische Anwendungen sind Halbleiter von besonderem Inter-
esse in der Grundlagenforschung. Die Möglichkeit, Halbleiter in höchster Reinheit herzustel-
len, macht sie zu idealen Modellsystemen für die Erforschung von Korrelationseffekten in
wohldefinierten Vielteilchensystemen. Die Entwicklung moderner Wachstumstechniken hat es
ermöglicht, diese Effekte sogar in Systemen reduzierter Dimensionalität zu untersuchen, von
nulldimensionalen Quantenpunkten zu zweidimensionalen Quantenfilmen [1]. Werden Elektro-
nen in einem Halbleiter aus dem Valenzband ins Leitungsband angehoben, z.B. durch optische
Anregung, so erzeugt die Coulombwechselwirkung eine Vielzahl von Korrelationen unter den
angeregten Teilchen. Unter anderem führt die Elektron-Elektron-Streuung zu Relaxations-
und Dephasierungsprozessen, die auf einer Pikosekunden- oder sogar Femtosekunden-Zeitskala
stattfinden. Diese ultraschnelle Dynamik des Vielteilchensystems kann mit Methoden der li-
nearen und nichtlinearen optischen Spektroskopie beobachtet werden [2–6].
Ein alternativer Zugang zur Erforschung von Korrelationseffekten in Halbleitern bietet die

Terahertzspektroskopie. Dabei macht man sich zunutze, dass die korrelierten Zustände typi-
scherweise Übergangsfrequenzen von einigen Terahertz (THz) aufweisen. Dies erlaubt, Korre-
lationen im System zu identifizieren und zu charakterisieren, die sich der direkten Beobachtung
mit optischen Methoden verschließen [7–9]. Ein wichtiges Beispiel für Korrelationseffekte in
Halbleitern ist die Bildung von Exzitonen [10]. Hierbei führt die anziehende Coulombwechsel-
wirkung zwischen einem Elektron im Leitungsband und einem Loch (ein

”
fehlendes Elektron“)

im Valenzband zur Bildung eines gebundenen Paarzustandes ähnlich wie beim Wasserstoffa-
tom. In vergangenen THz-Experimenten an Halbleiternanostrukturen konnte der interne 1s-
2p-Übergang genutzt werden, um Exzitonen nachzuweisen sowie ihren ultraschnellen Aufbau
nach optischer Anregung zu untersuchen [8, 11–13]. Mithilfe starker THz-Felder ist es sogar
möglich, den Zustand des Exzitons kohärent zu manipulieren [14]. Für genügend hohe La-
dungsträgerkonzentrationen oder bei hohen Gittertemperaturen sind Exzitonen nicht mehr
stabil, und der vorliegende Vielteilchenzustand besteht aus einem Plasma von korrelierten
Elektronen und Löchern. In diesem Fall kann das System kollektive Ladungsträgerschwingun-
gen aufweisen, sogenannte Plasmonen [1, 5, 15]. Die zugehörige Plasmafrequenz ist in Halb-
leitern typischerweise im Bereich von einigen THz, was die Untersuchung von Plasmonen
mithilfe der THz-Spektroskopie ermöglicht [16].
Ein weiteres Anwendungsgebiet von THz-Strahlung in Halbleitern ist die Untersuchung

von Übergängen zwischen quantisierten Zuständen in niederdimensionalen Systemen, soge-
nannte Intersubbandübergänge [17–21]. In solchen Systemen ist die Bewegung der Elektronen
ein einer oder mehrere Richtungen eingeschränkt. Dabei tauchen Quantisierungseffekte in
der jeweiligen Richtung auf, die dazu führen, dass die Elektronen nur noch diskrete Energie-
zustände besetzten können [5]. Der energetische Abstand zwischen diesen Niveaus hängt von
dem tatsächlichen Potential ab, welches die Elektronen einsperrt, ist in Halbleitern aber in
der Regel im Bereich von einigen zehn THz.
Eine durch einen Halbleiter propagierende THz-Welle induziert auf ihrem Weg verschiede-

ne Übergänge, die in Resonanz mit ihr stehen, beispielsweise die oben erwähnten. Abgesehen
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davon beschleunigt das relativ langsam oszillierende elektrische Feld jedoch auch die Ladungs-
träger gemäß des klassischen Beschleunigungstheorems, siehe z.B. Ref. [22]. Diese oszillieren-
den oder

”
wackelnden“ Elektronen strahlen ihrerseits wieder ein Feld ab und tragen somit

zur THz-Antwort des Halbleiters bei. Dieser sogenannte ponderomotive Beitrag kann bei op-
tischen Feldern für gewöhnlich vernachlässigt werden, da die Elektronen, einfach ausgedrückt,
dem sich rasch ändernden elektrischen Feld nicht folgen können. Bei THz-Anregung kann der
ponderomotive Beitrag jedoch signifikant die Antwort des Halbleiters beeinflussen [14,23].
Der größte Teil der vorliegenden Arbeit beschäftigt sich mit der theoretischen Untersu-

chung der linearen THz-Antwort von Halbleiternanostrukturen auf Basis einer mikroskopi-
schen Theorie [5, 10]. Dabei untersuche ich zwei verschiedene Fälle: Intersubbandübergänge
in optisch angeregten Quantenfilmen sowie die THz-Antwort von zweidimensionalen korrelier-
ten Elektron- und Elektron-Loch-Plasmen. Im zweiten Fall liefert die Bestimmung der Plas-
mafrequenz aus den berechneten linearen THz-Spektren signifikante Unterschiede zur allge-
mein bekannten Form der zweidimensionalen Plasmafrequenz [5]. Des Weiteren untersuche ich
das Elektron-Loch-Systems für Bedingungen, bei denen sowohl Exzitonen vorhanden sind die
THz-Antwort aber auch Einflüsse des Plasmas enthält. Ein quantitativer Exepriment-Theorie-
Vergleich liefert neue Erkenntnisse über das Verhalten des Systems beim Übergang vom rein
exzitonischen zum plasmaartigen Regime. Die Diskussion der Intersubbandübergänge kon-
zentriert sich hauptsächlich auf den Einfluss der beschleunigten Ladungsträgern auf die THz-
Antwort. Ich stelle eine einfache Methode vor, die es ermöglicht, die ponderomotiven Einflüsse
direkt in den THz-Spektren zu identifizieren. Daneben werden auch exzitonische Effekte in
den Intersubbandübergängen untersucht.
Der letzte Teil dieser Arbeit behandelt die extrem nichtlineare optische Antwort von Halblei-

ternanostrukturen. In diesem Regime der Licht-Materie-Wechselwirkung sind die vorhandenen
Felder so stark, dass die Rabifrequenz vergleichbar oder sogar größer ist als die charakteris-
tische Übergangsfrequenz des betrachteten Systems [24]. Dabei ist die Rabifrequenz definiert
als das Produkt aus dem Dipolmatrixelement des entsprechenden Übergangs und der elektri-
schen Feldstärke. Bei resonanter Anregung eines Zweiniveausystems, legt die Rabifrequenz die
Zeit fest, während der sich das System aus dem Grundzustand in einen komplett invertierten
Zustand und wieder zurück in den Grundzustand entwickelt. Dieser Zyklus wird ein Rabi-
flop genannt. In der herkömmlichen nichtlinearen Optik beinhaltet ein Rabiflop üblicherweise
viele Oszillationen des anregenden Feldes. In diesem Fall wird die Dynamik des Zweinive-
ausystems gut durch das sogenannte Areatheorem [25] der nichtlinearen Optik beschrieben,
welches den Besetzungszustand des Systems mit der Einhüllenden des Laserpulses verknüpft.
Die Systemdynamik wird also vielmehr durch die Einhüllende, also die Intensität, des Feldes
bestimmt als durch das elektrische Feld an sich. Im Gegensatz dazu findet ein Rabiflop im ex-
trem nichtlinearen Regime während einer einzigen Schwingung des optischen Feldes statt, so
dass das elektrische Feld selbst nun den Zustand des Systems manipuliert. Man spricht hier-
bei von carrier-wave Rabiflops. Theoretische Untersuchungen [26–32] zu diesem Gebiet haben
eine große Anzahl neuer nichtlinearer Effekte vorhergesagt, von denen einige auch schon in
Experimenten an Halbleitern beobachtet werden konnten [33–35]. In theoretischen Arbeiten
zu Halbleitern wurden diese meist als ein Ensemble von unabhängigen Zweiniveausystemen
modelliert unter Vernachlässigung der Coulombwechselwirkung zwischen den angeregten La-
dungsträgern. Nur in einigen wenigen Veröffentlichungen wurden Coulombeffekte im extrem
nichtlinearen Regime berücksichtigt [35,36]. Des Weiteren haben sich bisherige Untersuchun-
gen lediglich auf Interbandübergänge konzentriert, also auf Prozesse, bei denen Elektronen
aus dem Valenzband ins Leitungsband angeregt werden. Bei den hohen Feldstärken, die hier
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eine Rolle spielen, kann die Intrabandbeschleunigung allerdings nicht mehr von vornherein
vernachlässigt werden. Daher werden in der vorliegenden Arbeit sowohl der Einfluss der Cou-
lombwechselwirkung als auch die Auswirkung der ponderomotiven Ladungsträgerbeschleuni-
gung auf die extrem nichtlineare Antwort untersucht.
Die mikroskopische Theorie, die für Berechnungen der in dieser Arbeit diskutierten Re-

sultate verwendet wurde, wird in Kapitel 2 vorgestellt. Sie basiert auf einer Bewegunsglei-
chungsmethode [5], bei der die auftauchende Vielteilchenhierarchie mit einer sogenannten
Clusterentwicklung [10] konsistent abgebrochen wird. In Hartree-Fock-Näherung erhalte ich
erweiterte Halbleiterblochgleichungen [5], die neben den üblichen Interbandübergängen auch
die Intra- sowie die Intersubbaddynamik beinhalten. Des Weiteren werden die Bewegungsglei-
chungen für die Korrelationsfunktionen vorgestellt, die für die Beschreibung von Exzitonen
bzw. korrelierten Elektron-Loch-Paaren nötig sind.
In Kapitel 3 untersuche ich Intersubbandübergänge zwischen den zwei niedrigsten Leitungs-

subbändern in optisch angeregten GaAs Quantenfilmen. Dabei regt das THz-Feld nicht nur
Elektronen von einem Subband in das andere an, sondern kann auch an die vorhandenen
kohärenten Exzitonen koppeln und somit Übergänge zwischen Exzitonen, die zu verschie-
denen Subbändern gehören, induzieren. Da die exzitonischen Bindungsenergien der beiden
Subbänder im hier betrachteten System leicht verschieden voneinander sind, tauchen im Ab-
sorptionsspektrum zwei Resonanzen auf, die eindeutig den exzitonischen bzw. den elektro-
nischen Übergängen zugeordnet werden können (Paper [IX]). Interessanterweise zeigen die
differentiellen THz-Transmissionsspektren eine charakteristische asymmetrische Linienform
des Intersubbandübergangs, die stark an eine Fano-Resonanz [37] erinnert. Dieses Verhalten
kann auf eine kohärente Überlagerung der durch Intersubbandübergänge und ponderomotive
Dynamik induzierten Felder zurückgeführt werden. Folglich gibt die differentielle Transmis-
sion direkt Aufschluss über die relative Stärke der ponderomotiven Antwort in Anwesenheit
eines echten THz-Übergangs: Je ausgprägter die beobachtete Fano-Signatur ist desto größer
der Einfluss der ponderomotiven Ladungsträgerbeschleunigung (Paper [VII] und [VIII]). Diese
Resultate sind in sehr guter Übereinstimmung mit Messungen, die kürzlich im Forschungs-
zentrum Dresden-Rossendorf durchgeführt wurden.
Kaptitel 4 befasst sich mit der Untersuchung der Intrabanddynamik in zwei unterschied-

lichen Systemen: dem Elektron-Loch-Plasma in einem optisch angeregten Quantenfilm so-
wie dem zweidimensionalen Elektrongas (2DEG) in einem High-Electron Mobility Transistor
(HEMT) [38]. Für die theoretische Beschreibung des 2DEG behandle ich die Dotierungsionen,
die die Elektronen für das 2DEG liefern, als Löcher mit unendlich schwerer effektiver Masse.
In den konkreten Rechnungen benutze ich eine analytische Lösung der resultierenden Bewe-
gungsgleichungen für das 2DEG. Die Antwort des Quantenfilms wird mit der THz-Elliott-
Formel [10] berechnet. Mithilfe einer Plasmon-Pol-Analyse [16] kann die Plasmafrequenz aus
der dielektrischen Funktion des Systems extrahiert werden. Für beide betrachtete zweidi-
mensionale Systeme stellt sich heraus, dass die THz-Antwort durch eine dreidimensionale
Plasmafrequenz bestimmt wird. Die Erklärung für diesen scheinbaren Widerspruch ist, dass
hier die direkte lineare Antwort des Plasmas über die dielektrische Funktion untersucht wird,
welche keine Rückkopplungseffekte der induzierten Felder auf die Systemdynamik enthält. Al-
lein diese Rückkopplungseffekte sind jedoch für die Dimensionsabhängigkeit der gewöhnlichen
Plasmafrequenz verantwortlich. Weiterhin wird die Antwort des Quantenfilms für Bedingun-
gen untersucht, bei denen nahezu alle Elektronen und Löcher zu Exzitonen gebunden sind.
Indem die Ladungsträgerkonzentration kontinuierlich erhöht wird, kann nun der Übergang
zum korrelierten Elektron-Loch-Plasma untersucht werden. Durch einen quantitativen Ver-
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gleich mit experimentellen Resultaten wird die Dichte der vorhandenen Exzitonen bestimmt.
Dabei stellt sich heraus, dass das System bereits plasmaartiges Verhalten zeigt, während ein
signifikanter Anteil der Ladungsträger noch zu Exzitonen gebunden ist. Die hier vorgestellten
Ergebnisse sind in sehr guter Übereinstimmung mit kürzlich in Marburg durchgeführten Expe-
rimenten. Eine weiterführende theoretische Analyse der 2DEG-Daten zeigt, dass die Antwort
hier sehr stark sowohl von ponderomotiven Effekten als auch von der Elektron-Ion-Streuung
beeinflusst wird. Als Konsequenz der großen Streubeiträge kann die Antwort des 2DEG nicht
mit einem einfachen Drude-Modell erklärt werden (Paper [V] und [VI]).
In Kapitel 5 beschäftige ich mich mit der extrem nichtlinearen Antwort von Halbleiterna-

nostrukturen. Dazu berechne ich die kohärent emittierte Strahlung des Systems bei optischer
Anregung mit Feldstärken von 50MV/cm und mehr. In diesem Regime werden viele neuar-
tige nichtlineare Effekte erwartet wie oben bereits diskutiert. Für reine Interbanddynamik
werden hier unter anderem die Carrier-Wave Mollow-Aufspaltung [24] und die Erzeugung
von höheren harmonischen beschrieben. Bemerkenswerterweise spielt die Coulombwechsel-
wirkung in diesem Regime nahezu keine Rolle wie die Untersuchungen zeigen. Dies kann
intuitiv damit erklärt werden, dass die für die Licht-Materie-Wechselwirkung charakteristi-
sche Energie, definiert durch die Rabifrequenz, in diesem Fall etwa zwei Größenordnungen
größer ist als die typische Coulombenergie, die im Bereich der exzitonischen Bindungsenergie
liegt (Paper [I] und [II]). Sobald die Intrabandbeschleunigung eingeschaltet wird, verändern
sich die Emissionsspektren dramatisch. Insbesondere die Erzeugung hoher Harmonischer wird
deutlich verstärkt. Es werden nun Frequenzkomponenten erzeugt, die etwa einen Faktor fünf
größer sind als bei reiner Interbanddynamik. Diese starken Nichtlinearitäten kommen vor al-
lem von der Abstrahlung über die Interbandpolarisation, die durch die Beschleunigungseffekte
ultraschnell moduliert wird (Paper [III] und [IV]).
Die meisten der in dieser Arbeit vorgestellten Untersuchungen stellen keineswegs abge-

schlossene Projekte dar, sondern werden momentan und in Zukunft weiter erforscht, um noch
offene Fragen zu klären sowie ein tieferes Verständnis der physikalischen Prozesse zu erhal-
ten. Beispielsweise ist die Intrabanddynamik im Grenzfall sehr kleiner Frequenzen (ω → 0)
noch nicht richtig verstanden. Die hier auftretenden Probleme können auf eine ungenügen-
de phänomenologische Behandlung diverser Streuprozesse zurückgeführt werden. Es laufen
derzeit bereits Bemühungen, diese Streumodelle zu verbessern. Auf lange Sicht wird eine
komplett mikroskopische Beschreibung der relevanten Streuprozesse angestrebt. Dies wird
mit Sicherheit zu neuen und wertvollen Erkenntnissen der Ladungsträgerdynamik während
und nach THz-Anregungen führen. Ein weiteres laufendes Projekt ist die Weiterentwicklung
der 2DEG-Theorie für starke THz-Felder. Erste Untersuchungen zu einem THz-Pump-THz-
Abfrage-Szenario haben bereits gezeigt, dass die lineare THz-Antwort kohärent durch den
Pumppuls kontrolliert werden kann. Weiterführende Forschung auf diesem Gebiet könnte
dazu beitragen, neue ultraschnelle Untersuchungsmethoden für die Intrabanddynamik zu ent-
wickeln. Weiterhin ist geplant, die Antwort von zuvor unangeregten Halbleitern auf extrem
starke THz-Pulse zu untersuchen. Vorläufige Rechnungen zeigen, dass für genügend starke
Pulse signifikante Ladunsträgerkonzentrationen durch Multiphotonprozesse erzeugt werden,
die dann wiederum beschleunigt werden und somit sehr hohe Harmonische erzeugen können.
Die hierfür benötigten Feldstärken betragen einige 10MV/cm und sind seit wenigen Jahren
auch im THz-Bereich experimentell zugänglich [39].
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H. M. Gibbs, J. T. Steiner, M. Kira, and S. W. Koch, “Terahertz Signatures of Plasmons
in Quasi-Two-Dimensional Semiconductor Systems”, in preparation (2010).

Original Contributions

My first research project was to analyze the extreme nonlinear optical response of semicon-
ductors by solving the semiconductor Bloch equations (SBE). I started this project when I
was still a diploma student and continued it during my PhD time. Hence, some parts of
the results have already been presented in my Diploma thesis [40]. For moderate excitation
intensities, numerical solutions of the SBE usually apply the rotating-wave approximation
(RWA). In extreme nonlinear optics, however, the RWA is not valid any more. Therefore,
I had to write a new computer program that solves the SBE without using the RWA. This
is numerically much more demanding since one has to resolve the the optical field oscilla-
tions completely in this case. In order to analyze the effect of the Coulomb interaction, I
also included scattering terms in 2nd Born-Markov approximation to my RWA-free code. In
the next step, I took into account the field-induced intraband acceleration. This theory was
not new either and had already been used in many publications of our group. In my case,
however, the exciting fields were so strong that the carriers are accelerated over the whole
Brillouin zone. Consequently, I had to extend my code such that complete bands could be
taken into account. The resulting numerical complexity was so high that only 1D calculations
were feasible. The outcomes of this project have been published in Papers [I]–[IV]. All nu-
merical calculations presented therein have been performed by myself. Furthermore, I have
developed simplified analytical models to illustrate the observed effects on an intuitive level.
I presented these results as a talk at the DPG conference in Dresden (2006), as a poster at
the 15th International Conference on Ultrafast Phenomena in Pacific Grove, USA (2006), and
as a poster at the NOEKS09 in Müritz (2008).
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was that these features come from excitonic effects involving various subbands. Therefore,
I extended our THz theory by including terms for the intersubband transitions and wrote a
new computer program that numerically solves the intersubband response for a multisubband
system. My analysis revealed that excitons indeed influence the intersubband transitions
leading to additional resonances. Although this was quite a nice and interesting result, it
could not explain the experimental findings. Eventually, I found that the intersubband re-
sponse is superimposed by the ponderomotive contribution that directly shows up in the
THz transmission. With a simplified analytical model, I could show how this superposition
actually produces the observed characteristic line shape. During our collaboration, I took
part in extensive discussions with the experimentalists. Again, I helped them to analyze the
measured data and to extract the desired quantities. Our joint findings have been published
in Papers [VII] and [VIII] while Paper [IX] presents an exclusively theoretical study on in-
tersubband transitions. To these publications, I contributed the computed spectra and was
mainly responsible for the writing of Paper [IX] and of the theory part of Paper [VII]. These
results have also been presented by me in two talks at the DPG conference in Dresden (2009)
and at the CLEO Europe-EQEC 2009 in Munich.
Each publication presented in this Thesis has preceded a huge amount of meetings in our

group where intermediate results have been discussed and new calculations have been planned.
The actual calculations and subsequent data elaborations have then been performed by myself.
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1 Introduction

Besides their relevance for technical applications, semiconductors are of high interest in fun-
damental research. The possibility of fabricating semiconductors with highest purity makes
them to ideal model systems to study correlation effects in well-defined many-particle sys-
tems. The development of modern growth techniques has even allowed for analyzing these
effects in systems with reduced effective dimensionality from zero-dimensional quantum dots
to two-dimensional quantum wells [1]. When the electrons in a semiconductor are transferred
from the valence band to the conduction band, e.g., by optical excitation across the bandgap,
the Coulomb interaction among the charge carriers induces a variety of many-body corre-
lations. Among other things, electron-electron scattering leads to relaxation and dephasing
processes on a picosecond or even femtosecond timescale. This ultrafast dynamics of the
interacting many-particle system can be monitored using methods of linear and nonlinear
optical spectroscopy [2–6].

An alternative approach to study correlation effects in semiconductors is the terahertz
spectroscopy. Here, one takes advantage of the fact that internal transition frequencies of
the correlated states are typically in the range of few terahertz (THz). This allows for iden-
tifying and characterizing correlations in the system that cannot be accessed directly using
optical methods [7–9]. An important example for correlation effects in semiconductors is the
formation of excitons [10]. Here, the attractive Coulomb interaction between an electron in
the conduction band and a hole (i.e., a “missing electron”) in the valence band causes these
particles to form a bound pair state similar to the hydrogen atom. In THz experiments per-
formed on semiconductor nanostructures, the internal 1s-2p transition has been used to detect
excitons and measure their ultrafast build-up after optical excitation [8, 11–13]. Besides just
detecting excitons, strong THz excitations are even able to coherently manipulate excitonic
states [14]. For sufficiently high carrier concentrations or for large lattice temperatures, ex-
citons are not stable any more and the corresponding many-body state consists of a plasma
of correlated electrons and holes. In this case, the system can exhibit collective charge oscil-
lations, the plasmons [1, 5, 15]. The corresponding plasma frequency is typically in the range
of few THz in semiconductors which allows to employ the techniques of THz spectroscopy to
analyze plasmons in semiconductors [16].

Another application area of THz radiation in semiconductors is the investigation of transi-
tions between quantum confined states, so-called intersubband transitions [17–21]. Quantum
confinement occurs when electrons are trapped in structures with reduced effective dimension-
ality. In such systems, the motion of the electrons in the confinement direction(s) is quantized
such that the electrons can occupy only discrete energy levels [5]. The energetic difference
between these levels depends on the actual potential that traps the electrons but is of the
order of few tens of THz in typical semiconductor nanostructures.

A THz wave that propagates through a semiconductor will, of course, induce various tran-
sitions that are resonant with the THz frequency, e.g., those mentioned above. Besides that,
however, its relatively slowly varying electrical field will also accelerate the carriers according
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1 Introduction

to the classical acceleration theorem (see, e.g., Ref. [22]). These oscillating or “wiggling” elec-
trons will emit a THz field and, thus, contribute to the THz response of the semiconductor.
This so-called ponderomotive contribution can usually be neglected in optics since, simply
speaking, the electrons cannot follow the rapidly oscillating field. For THz fields, however,
the ponderomotive contribution can significantly influence the response of the semiconduc-
tor [14, 23].
In the major part of this Thesis, we will discuss the linear THz response of semiconductor

nanostructures based on a microscopic theory [5, 10]. Here, two different problems will be
investigated: intersubband transitions in optically excited quantum wells and the THz plasma
response of two-dimensional systems. In the latter case, we will analyze the response of
correlated electron and electron-hole plasmas. Extracting the plasma frequency from the
linear response, we find significant deviations from the commonly accepted two-dimensional
plasma frequency [5]. Besides analyzing the pure plasma response, we will also consider an
intermediate regime where the response of the electron-hole plasma consists of a mixture of
plasma contributions and excitonic transitions. A quantitative experiment-theory comparison
provides novel insights into the behavior of the system at the transition from one regime to
the other. The discussion of the intersubband transitions will mainly focus on the coherent
superposition of the responses from true THz transitions and the ponderomotively accelerated
carriers. We will present a simple method to directly identify ponderomotive effects in the
linear THz response. Apart from that, the excitonic contributions to intersubband transitions
will be investigated.
The last part of the present Thesis deals with a completely different regime. Here, the

extreme nonlinear optical response of low-dimensional semiconductor structures will be dis-
cussed. Formally, extreme nonlinear optics describes the regime of light-matter interaction
where the exciting field is strong enough such that the Rabi frequency is comparable to or
larger than the characteristic transition frequency of the investigated system [24]. Here, the
Rabi frequency is given by the product of the electrical field strength and the dipole-matrix
element of the respective transition. For resonant excitation of a two-level system, the Rabi
frequency defines the time in which the population is coherently transferred from the lower
state to the upper state and back again to the lower state [5, 25]. This motion is called one
Rabi flop. In conventional nonlinear optics, one Rabi flop usually includes many cycles of the
exciting electrical field. In this case, the dynamics of the two-level system is well described
by the area theorem [25] of nonlinear optics that directly connects the occupation state of the
system with the envelope of the laser pulse. So, the system dynamics is determined rather
by the envelope, i.e., the intensity of the pulse than by the electrical field itself. In extreme
nonlinear optics, in contrast, the Rabi flopping occurs during one single cycle of the optical
field according to the definition of the extreme nonlinear regime given above. This dynamics
is called carrier-wave Rabi flopping. In this regime, the electrical field itself manipulates the
state of the system and, hence, the area theorem breaks down [26]. Theoretical investiga-
tions [26–32] have predicted a large number of novel nonlinear effects arising for such strong
excitations. Some of them have been observed in experiments performed on semiconduc-
tors [33–35]. Previous theoretical works often modeled the semiconductor as an ensemble of
independent two-level systems. Such an approach does surely not account for many-body in-
teractions among the carriers. Only very few publications exist that include Coulomb effects
in the extreme nonlinear regime [35,36]. Furthermore, these studies concentrated exclusively
on the optically induced interband transitions, i.e, processes where electrons are excited from
the valence band to the conduction band. For the strong fields considered here, however,
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the ponderomotive intraband acceleration of the photo-excited carriers cannot be neglected a
priori. In our discussion of the extreme nonlinear optical response of semiconductors, we will
analyze both the influence of the Coulomb interaction and the effect of carrier accelerations.
The Thesis is organized as follows. In Chap. 2, we will give an overview of our microscopic

theory that has been used to obtain the results presented in this work. Chapter 3 discusses
intersubband transitions of optically excited quantum wells. Besides a purely theoretical
analysis of excitonic effects, a detailed experiment-theory comparison is presented. Chapter 4
deals with the intraband dynamics in two-dimensional semiconductor systems. Here, our
results will also be compared to recent experiments. In Chap. 5, we explore the extreme
nonlinear optical response of semiconductor nanostructures. Finally, we will summarize our
findings and give a short outlook in Chap. 6.
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2 Theoretical Approach

In this chapter, we will give an overview of the theoretical background that forms the basis of
the results presented in Chaps. 3–5 and in the appended papers. The approach outlined here
is based mainly on Refs. [5,10] and shall help the reader to understand the basic concepts of
our theory.
In this work, mostly quasi two-dimensional (2D) semiconductor systems, i.e., quantum wells

(QWs) are considered. In contrast to bulk systems, the electrons in a quantum well can move
freely only in two dimensions while they are confined in the third one (in z-direction). This
leads, similar to the particle-in-a-box problem, to a splitting of the electronic bulk bands into
multiple subbands [5]. The theoretical description of the optical and THz response of such 2D
multisubband systems is presented here. With only minor changes, this theory can also be
applied to one-dimensional quantum wires. We start start with a discussion of the Hamilton
operator in Sec. 2.1 and present the formulas for the electromagnetic response in Sec. 2.2.
Finally, the modeling of the microscopic dynamics using an equation-of-motion approach is
presented in Sec. 2.3.

2.1 The System Hamiltonian

The Hamilton operator is the basement of each quantum mechanical investigation since it
unambiguously defines the model system and its dynamics. In semiconductor optics, it is
convenient to formulate the Hamiltonian within the second-quantization formalism using the
Bloch basis [5]. For this purpose, one defines creation and annihilation operators â†λ,k and âλ,k,
respectively that create or destroy an electron in the Bloch state |λ,k〉 with band index λ and
in-plane crystal momentum ~k. Here, we have defined the combined band index λ = (λb, n)
that includes both the bulk band λb and the subband index n. In order to keep the notation
as compact as possible, the λ-notation will be used unless it is necessary to indicate subband
indices explicitly. In general, the Bloch state is characterized by a third quantum number,
the spin of the electron. However, since the spin does not play any role in our investigations,
it is implicitly included in the momentum index k throughout this Thesis.
The Hamilton operator of a semiconductor QW in the presence of a classical light field is

given by [5, 10]

Ĥ =
∑

λ,k

ελk â
†
λ,kâλ,k +

1

2

∑

λ,λ′

k,k′,q 6=0

V λ,λ′

q â†λ,kâ
†
λ′,k′ âλ′,k′+qâλ,k−q + Ĥl−m + Ĥrest. (2.1)

The first two terms describe free-particle dynamics and the many-body Coulomb interaction
among the electrons, respectively. The third term, Ĥl−m, is the light-matter interaction
that will be discussed separately below. All other contributions are formally included in
Ĥrest like, e.g., the coupling to lattice vibrations (phonons) or disorder-related effects. These
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contributions are not taken into account microscopically but only via effective parameters or
phenomenological models.
The coefficients in Eq. (2.1) are the single-particle energies ελk (i.e., the band structure) and

the Coulomb-matrix element V λ,λ′

q which is given by

V λ,λ′

q =
e2

2ǫ0ǫrS|q|

∫∫ ∞

−∞
dz dz′ |ξλ(z)|

2 |ξλ′(z′)|2 e−|q(z−z′)|. (2.2)

Here, e is the elementary charge, ǫ0 is the vacuum permittivity, ǫr is the static background
dielectric constant, S is the quantization area of the QW, and z is the spatial component
perpendicular to the quantum-well plane. The so-called confinement functions ξλ(z) are the
envelope part of the Bloch wave function in z-direction. They define how strongly the electrons
are confined to the QW. In a simple picture, the confinement functions are the solutions of
the one-dimensional particle-in-a-box problem.
For the light-matter interaction, two different approaches have been used that will be

discussed in the following sections 2.1.1 and 2.1.2.

2.1.1 Light-Matter Interaction in p ·A Picture

In first quantization, the light-matter interaction follows from the free-particle Hamiltonian

Ĥ1st
0 =

N
∑

j=1

[

p̂2
j

2m0

+ VL(rj)

]

(2.3)

via the substitution p̂j → p̂j + |e|A(rj, t) where p̂j is the momentum operator of the j-th
particle and A(rj, t) is the (classical) vector potential at the position of the j-th particle [41].
In Eq. (2.3), m0 is the free electron mass, N is the total number of electrons, and VL is the
lattice periodic potential of the ion cores. Using the Coulomb gauge, i.e., ∇ ·A = 0, the first
quantization form of the light-matter interaction can be written as

Ĥ1st
p·A =

N
∑

j=1

[

|e|

m0

A(rj, t) · p̂j +
e2

2m0

A2(rj, t)

]

(2.4)

and is transformed into second quantization via

Ĥp·A
l−m =

∑

λ,λ′,k,k′

â†λ′,k′ âλ,k

〈

λ′,k′
∣

∣

∣

∣

|e|

m0

A · p̂+
e2

2m0

A2

∣

∣

∣

∣

λ,k

〉

. (2.5)

The explicit evaluation of the matrix elements in Eq. (2.5) can be found, e.g., in Ref. [42] and
is not be repeated here.
The resulting p ·A -Hamiltonian in second quantization consists of four terms

Ĥp·A
l−m = Ĥp·A

inter + Ĥp·A
intersub + Ĥp·A

intra + Ĥp·A
A2 (2.6)

that describe different kinds of interactions between the light-field and the crystal electrons.
Assuming that the wavelength of the field is large compared to the modulation length of the
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electronic wave functions (long wavelength limit), the explicit forms of the different terms are
given by [10,42, 43]

Ĥp·A
inter = A(t) ·

|e|

m0

∑

λ,λ′,k

pλ,λ′(k) â†λ,kâλ′,k , (2.7)

Ĥp·A
intersub = ez ·A(t)

∑

λb,n,n′,k

µλb

n,n′ â
†
(λb,n),k

â(λb,n′),k , (2.8)

Ĥp·A
intra = −A(t) ·

∑

λ,k

jλ(k) â
†
λ,kâλ,k , (2.9)

Ĥp·A
A2 = A2(t)

e2

2m0

∑

λ,k

â†λ,kâλ,k . (2.10)

Obviously, Ĥp·A
inter describes interband transitions, i.e., transitions between different bands

λ ↔ λ′. The strength of each transition is determined by the momentum-matrix element
pλ,λ′(k) = 〈λ,k|p̂|λ′,k〉

∫

dz ξ∗λ(z) ξλ′(z). In Ĥp·A
intersub, the band index has been separated into

its bulk band and subband component, λ = (λb, n). This part of the light-matter interaction
is responsible for transitions between different subbands of the same bulk band, so-called in-
tersubband transitions (n ↔ n′, λb = const). Its strength is given by the intersubband-matrix

element µλb

n,n′ = − i~|e|
mλb

∫

dz ξ∗(λb,n)
(z) d

dz
ξ(λb,n′)(z). Equation (2.9) describes the intraband cou-

pling, i.e., the dynamics of the electrons within their bands. The intraband-matrix element
(or current-matrix element) is given by

jλ(k) = −
|e|

~
∇kε

λ
k. (2.11)

The last term of the light-matter interaction, Ĥp·A
A2 , is a trivial contribution that contains the

operator of the total number of electrons in the system N̂ =
∑

λ,k â
†
λ,kâλ,k. Consequently, it

commutes with all electron operators and, thus, does not contribute to the system dynamics
as long as only classical fields are taken into account.

2.1.2 Light-Matter Interaction in x · E Picture

An alternative formulation of the light-matter interaction is the x ·E picture. In this picture,
the Hamilton operator is written in terms of the electrical field E = −∂A

∂t
rather than the

vector potential. Starting from first quantization, the transition to the x·E picture is mediated
by a unitary transformation (the Göppert-Mayer Transformation) [41, 44]

Ô′ = T̂ Ô T̂ †, (2.12)

with the unitary operator

T̂ = exp

[

i|e|

~

∑

j

rj ·A(rj, t)

]

. (2.13)

Since T̂ has an explicit time dependence, the dynamics of the system in the x · E picture is
not governed simply by the transformed Hamiltonian but by an effective one

Ĥ ′
eff = T̂ ĤT̂ † + |e|

∑

j

rj · E(rj, t). (2.14)
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Inserting the p · A Hamiltonian in first quantization (the sum of Eqs. (2.3) and (2.4)) into
Eq. (2.14) and omitting all terms proportional to a spatial derivative of A (dipole approxi-
mation), one finds for the effective light-matter interaction in the x · E picture

Ĥ1st
x·E = |e|

∑

j

rj · E(rj, t). (2.15)

In second quantization, the light-matter interaction can again be decomposed into different
contributions according to

Ĥx·E
l−m = Ĥx·E

inter + Ĥx·E
intersub + Ĥx·E

intra (2.16)

with [5, 40, 45]

Ĥx·E
inter = −E(t) ·

∑

λ,λ′,k

dλ,λ′(k) â†λ,kâλ′,k , (2.17)

Ĥx·E
intersub = −ez · E(t)

∑

λb,n,n′,k

µ̄λb

n,n′ â
†
(λb,n),k

â(λb,n′),k , (2.18)

Ĥx·E
intra = i|e|E(t) ·

∑

λ,k

â†λ,k

(

∇kâλ,k

)

. (2.19)

The dipole-matrix element defining the strength of interband transitions in the x · E picture
is defined as dλ,λ′(k) = −|e|〈λ,k|r̂|λ′,k〉

∫

dz ξ∗λ(z) ξλ′(z) with the position operator r̂. The

intersubband-matrix element in Eq. (2.18) reads µ̄λb

n,n′ = −|e|
∫

dz ξ∗(λb,n)
(z) z ξ(λb,n′)(z) where

the band index has again been split into its bulk band and subband components.
In the intraband Hamiltonian, Eq. (2.19), the k-derivative of an annihilation operator

enters. This seems to be a bit odd at first sight since k is a discrete variable whose possible
values are separated by ∆k = 2π√

S . In every practical situation, however, the limit S → ∞ can
be applied such that k becomes quasi continuous and the k-sums are transferred to integrals
according to

∑

k → S
4π2

∫

d2k [5]. Nonetheless, we will keep the sum notation in the following
since it is much shorter; in particular, once multiple k-sums appear.
The two formulations of the light-matter interaction presented here and in Sec. (2.1.1) are,

of course, completely equivalent since they are connected via a unitary transformation that
does surely not change physical behavior of the system. It just turns out that for certain
problems, the one or the other picture might be more suitable. However, one must be very
careful if additional approximations are applied. The apparently same approximation might
be good in the one picture while it leads to wrong results in the other one.

2.2 Response to Electromagnetic Fields

The propagation of an electromagnetic field through a semiconductor structure is described
by the inhomogeneous wave equation

[

∇2 −
n2
b

c2
∂2

∂t2

]

A(r, t) = −
1

ǫ0 c2
J(r, t), (2.20)

where nb is the background refractive index of the QW and the surrounding material (assumed
to be identical), c is the speed of light in vacuum, and J(r, t) is the current density excited
in the system that acts as a source for the field.
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As a simple model system, we consider a single QW that is embedded in an optically
inactive barrier. This means that the current density is nonzero only inside the QW. Since
the wavelength of the field is typically much larger than the lateral width of the QW, the
z-dependence of the current can be modeled via a δ-function. If we further assume that the
incident field excites the QW homogeneously, we can write J(r, t) = δ(z)J(t). With this
approximation, the wave equation (2.20) can be solved analytically and one finds for the
electrical field at the position of the QW (z = 0) [10]

E(t) = E0(t)−
1

2nbǫ0 c
J(t), (2.21)

where E0(t) is the incident external field exciting the system. In certain situations, it is
convenient to write the response of the system in terms of the macroscopic polarization P(t)
rather than the current density. In this case, the corresponding equations follow from the
simple connection J(t) = ∂P

∂t
.

Equation (2.21) allows for computing the optical response of a QW once the current density
or the polarization in the QW is known. In the second quantization formalism, these response
functions can be expressed via the following microscopic quantities

fλ
k = 〈â†λ,kâλ,k〉, (2.22)

pλ,λ
′

k = 〈â†λ,kâλ′,k〉 with λ 6= λ′, (2.23)

pλb

nn′,k = 〈â†(λb,n),k
â(λb,n′),k〉 with n 6= n′ . (2.24)

The carrier occupations fλ
k are the possibility distributions for finding an electron in Bloch

state |λ,k〉. The interband and intersubband polarizations pλ,λ
′

k and pλb

nn′,k describe the pos-
sibility for transitions between the denoted (sub-) bands. Similar as in the discussion of the
Hamiltonian, Secs. 2.1.1 and 2.1.2, it is useful to split the current into three parts

J =
∂Pinter

∂t
+

∂Pintersub

∂t
+ Jintra, (2.25)

that contain the response caused by the interband, the intersubband, and the intraband dy-
namics, respectively. The first two contributions are described via macroscopic polarizations
while the intraband response is calculated in terms of the intraband-current density. The ex-
plicit expressions of the response functions depend on the choice of the light-matter interaction
picture. For p ·A interaction, one finds

∂Pp·A
inter

∂t
= −

|e|

m0

1

S

∑

λ,λ′,k

pλ,λ′(k) pλ,λ
′

k , (2.26)

∂Pp·A
intersub

∂t
= −ez

1

S

∑

λb,n,n′,k

µλb

n,n′ p
λb

nn′,k , (2.27)

J
p·A
intra =

1

S

∑

λ,k

jλ(k) f
λ
k −

1

S

∑

λ,k

e2

mλ(k)
fλ
k A(t) (2.28)

≡ JTHz + Jpond .

The intraband current consists of two terms, which we will refer to as the THz current JTHz

and the ponderomotive current Jpond, respectively, in the following. The latter one contains
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the k-dependent effective mass that is defined as 1
mλ(k)

= 1
~2

∂2ελ
k

∂k2
. To keep the notation

as compact as possible, the effective mass is assumed to be the same in all directions of the
crystal. It can easily be shown that fully occupied bands do not contribute to Jpond and, thus,
the λ-sum can be restricted to partially filled bands. If the charge carriers in those bands are
occupying only states close to the Γ-point, i.e., with rather small k-values, the bands can often
be approximated by a parabolic model such that the effective mass is constant (effective-mass
approximation). In these situations, the ponderomotive term can be simplified according to

Jpond = −
∑

λ

e2nλ

mλ

A(t), (2.29)

where nλ = 1
S
∑

k f
λ
k is the density of carriers in band λ. In this form, the λ-sum must be

explicitly restricted to the partially filled bands. Physically, Jpond describes the response from
the classical acceleration of the carriers due to the electrical field.
In the x · E picture, the currents and polarizations are given by

Px·E
inter =

1

S

∑

λ,λ′,k

dλ,λ′(k) pλ,λ
′

k , (2.30)

Px·E
intersub = ez

1

S

∑

λb,n,n′,k

µ̄λb

n,n′ p
λb

nn′,k , (2.31)

Jx·E
intra =

1

S

∑

λ,k

jλ(k) f
λ
k . (2.32)

Whereas the expressions for the inter- and intersubband responses are significantly different
in p · A and x · E pictures, the intraband current densities are quite similar. The only
difference is that there is no ponderomotive current in the x · E picture as it appears in the
p ·A representation. Since both pictures lead to the same physical results, the absence of this
term just means that the classical carrier acceleration is included implicitly via the dynamics
of the occupations fλ

k in the x · E picture.

2.3 Equations of Motion

In the previous section, it has been shown that the current density and the polarization
determining the electromagnetic response of the semiconductor are given via expectation
values of microscopic electronic operators. This allows for computing the response based on
a quantum mechanical treatment. The dynamics of the expectation value of any operator Ô
is determined by Heisenberg’s equation of motion

i~
∂

∂t
〈Ô〉 = 〈[Ô, Ĥ]〉. (2.33)

Inserting one of the quantities of Eqs. (2.22)–(2.24) into Heisenberg’s equation, one imme-
diately realizes that the commutator with the Coulomb Hamiltonian, Eq. (2.1) produces
expectation values consisting of two creation and two annihilation operators. The next logi-
cal step would be to derive the equation of motion for this quantity which will then couple to
quantities with six operators and so on. Eventually, one ends up with an infinite hierarchy of

10



2.3 Equations of Motion

equations, the well-known hierarchy problem of many-body physics which can be illustrated
symbolically by

∂

∂t
〈N〉 = T [〈N〉] + V [〈N + 1〉]. (2.34)

Here, 〈N〉 symbolizes an N -particle operator, i.e., an operator consisting of a product of N
creation and N annihilation operators. The functionals T and V represent the non-interacting
and the interacting part of the equation, respectively. In general, the hierarchy problem is
not caused exclusively by the Coulomb interaction but by every many-body interaction like,
e.g., the coupling to quantized light fields or the electron-phonon interaction [10].
In order to be able to calculate the system dynamics, the set of equations of motion has

to be closed by systematically truncating the infinite hierarchy. Here, a cluster-expansion
approach [10,46–48] is applied to obtain a closed set of equations. This scheme has been used
successfully in different fields dealing with many-particle problems [9,47,49–54]. We will give
only a brief overview of its basic idea here. A detailed discussion of the cluster expansion in
semiconductors can be found, e.g., in Refs. [10, 48].
As is known from the Hartree-Fock (HF) approximation, every N -particle quantity 〈N〉 (so-

called N -particle cluster) contains single-particle contributions besides the true correlations.
For example, a two-particle cluster (doublet) can be factorized into so-called singlets within
the HF approximation according to [5]

〈â†1â
†
2â3â4〉S = 〈â†1â4〉 〈â

†
2â3〉 − 〈â†1â3〉 〈â

†
2â4〉. (2.35)

The difference between the full doublet 〈2〉 and its factorized part 〈2〉S is the correlated dou-
blet ∆〈2〉 that describes truly correlated pairs of charge carriers without any single-particle
contributions. In the cluster expansion, each N -particle cluster is factorized into all combi-
nations of all correlated lower-order clusters including the fully correlated term ∆〈N〉. The
factorization of 〈N〉 can formally be written recursively via

〈2〉 = 〈2〉S +∆〈2〉,

〈3〉 = 〈3〉S + 〈1〉∆〈2〉+∆〈3〉,

· · ·

〈N〉 = 〈N〉S + 〈N − 2〉S∆〈2〉+ 〈N − 4〉S ∆〈2〉∆〈2〉+ · · ·

+ 〈N − 3〉S∆〈3〉+ 〈N − 5〉S ∆〈2〉∆〈3〉+ · · ·

+ 〈N − 6〉S∆〈3〉∆〈3〉+ · · ·+∆〈N〉,

(2.36)

where each term of the expansion includes a sum over all possibilities to factorize the cluster
into the respective subclusters. The sign of each term has to be chosen correctly such that
all clusters fulfill the fermionic symmetry principle.
The infinite hierarchy of equations can systematically be truncated at a certain order by

omitting all higher-order correlated clusters in the factorization scheme, Eq. (2.36). The
actual level at which the factorization can be truncated depends on the physical situation
at hand. If one wants to study effects that involve M correlated particles, then at least all
clusters up to ∆〈M〉 must be included.
In the following, we will present explicit equations of motion for the singlets and the doublets

while triplets (∆〈3〉) and all higher-order clusters will be omitted. This so-called singlet-
doublet approximation is able to describe correlation effects involving two particles like, e.g.,

11



2 Theoretical Approach

carrier-carrier scattering or bound electron-hole pairs (excitons). But even on the pure singlet
level (i.e., in HF approximation), one is able to understand many interesting effects as will
be shown in Chaps. 3 and 5.

2.3.1 Singlet Dynamics

In this section, the explicit equations of motion for the relevant microscopic quantities are
presented in singlet approximation. As a generalization to the well-known semiconductor
Bloch equations [5, 55], we will include both the intra- and the intersubband dynamics in
addition to the interband transitions. The equations are not discussed completely in both
interaction pictures here but are rather given in the form in which they have been used for
obtaining the results presented in this work. As usual, the interband dynamics is treated
within the x · E picture. That way, one avoids possible unphysical divergencies that might
appear in the p · A description of interband transitions [45, 56]. The terms describing the
intraband dynamics will be presented in both pictures while the intersubband motion is
treated exclusively in the p ·A picture.
The complete singlet dynamics for a multiband system with an arbitrary number of sub-

bands is given explicitly in Paper [IX]. Here, only one valence band (labeled by v) and two
conduction subbands (c1 and c2) are taken into account. Since the amount of electrons ex-
cited from the valence band to the conduction band is typically very small compared to the
total number electrons in the filled valence band, it is convenient to transform the equations
into the electron-hole picture. This simply means that only the few missing electrons in the
valence band, the holes, need to be considered instead of the many electrons remaining in the
valence band. Formally, this is done by defining effective hole quantities via

fh
k = 1− fv

k , (2.37)

εhk = −εvk . (2.38)

Because of the second relation, also the hole-effective mass mh = −mv and the current-matrix
element, Eq. (2.11), jh(k) = −jv(k) change their sign. All other valence-band related quanti-
ties are not affected by this transformation and their index v is kept in the following. With
these constrictions, the equations of motion following from Eq. (2.33) in singlet approximation
read

i~
∂

∂t
p
v,cn
k = (ε̃cnk + ε̃hk) p

v,cn
k − (1− f cn

k − fh
k) Ωn,k + pcn̄n,k Ωn̄,k

+ p
v,cn̄
k

[

µc
n,n̄ Az(t)−

∑

q 6=k

V c1,c2
k−q pcn̄n,q

]

+ i~
∂

∂t
p
v,cn
k

∣

∣

∣

∣

intra

,
(2.39)

i~
∂

∂t
pc12,k = (ε̃c2k − ε̃c1k ) p

c
12,k + p

v,c2
k (Ω1,k)

∗ − (p
v,c1
k )∗Ω2,k

+ (f c1
k − f c2

k )

[

µc
21 Az(t)−

∑

q 6=k

V c1,c2
k−q pc12,q

]

+ i~
∂

∂t
pc12,k

∣

∣

∣

∣

intra

,
(2.40)

~
∂

∂t
f cn
k = −2 Im [(p

v,cn
k )∗Ωn,k]− 2 Im

[

pcn̄n,k

(

µc
n̄n Az(t)−

∑

q 6=k

V c1,c2
k−q pcnn̄,q

)]

+ ~
∂

∂t
f cn
k

∣

∣

∣

∣

intra

,

(2.41)
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2.3 Equations of Motion

~
∂

∂t
fh
k = −2 Im

[

∑

n

(p
v,cn
k )∗Ωn,k

]

+ ~
∂

∂t
fh
k

∣

∣

∣

∣

intra

, (2.42)

with the renormalized energies

ε̃λk = ελk −
∑

q 6=k

V λ,λ
k−q f

λ
q , λ ∈ {h, c1, c2}, (2.43)

and the generalized Rabi frequencies

~Ωn,k = dcn,v(k) · E(t) +
∑

q 6=k

V v,cn
k−q pv,cnq . (2.44)

Here, n̄ denotes the other subband index than n in each case and Az is the z-component of
the vector-potential.
In Eqs. (2.39)–(2.42), one can easily identify those terms which describe the different light-

matter interaction processes via the appearance of the respective transition matrix elements.
Terms proportional to dcn,v(k) are responsible for interband transitions while the intersub-
band motion is described by the terms containing µc

12. The intraband dynamics is included
only formally here and will be discussed below for both interaction pictures. The many-body
Coulomb interaction contributes exclusively via averaging q-sums of the Coulomb-matrix
elements V λ,λ′

q and the microscopic quantities. This is a consequence of the singlet approx-
imation that allows only for effective single-particle interactions: each electron ”feels“ the
other electrons only via their mean field. Physically, these Coulomb sums lead to effective
renormalizations of the fields and the single-particle energies.
The intraband dynamics is described in the p ·A picture by the following terms [42]

i~
∂

∂t
p
v,cn
k

∣

∣

∣

∣

intra,p·A
= − (jh(k) + jcn(k)) ·A(t) p

v,cn
k , (2.45)

i~
∂

∂t
pc12,k

∣

∣

∣

∣

intra,p·A
= − (jc2(k)− jc1(k)) ·A(t) pc12,k , (2.46)

~
∂

∂t
f
cn(h)
k

∣

∣

∣

∣

intra,p·A
= 0 , (2.47)

and in the x · E picture by [57–59]

i~
∂

∂t
p
v,cn
k

∣

∣

∣

∣

intra,x·E
= i|e|E(t) · ∇k p

v,cn
k , (2.48)

i~
∂

∂t
pc12,k

∣

∣

∣

∣

intra,x·E
= i|e|E(t) · ∇k p

c
12,k , (2.49)

~
∂

∂t
f
cn(h)
k

∣

∣

∣

∣

intra,x·E
= |e|E(t) · ∇k f

cn(h)
k . (2.50)

Remarkably, the intraband coupling enters the dynamics of the carrier occupations only in
the x · E picture but not in the p · A picture. This asymmetry of both pictures regarding
the intraband motion is exactly compensated by the asymmetry in the current densities,
Eqs. (2.28) and (2.32). It is straight forward to show that Eq. (2.50) produces exactly the
same response as the ponderomotive current density in Eq. (2.28).
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2 Theoretical Approach

2.3.2 Singlet-Doublet Equations for Incoherent Conditions

In this Thesis, the singlet-doublet approximation is used exclusively to study the intraband
THz response of incoherent systems. This means that all interband coherences are assumed
to have decayed when the THz field arrives which happens typically on a ps-timescale [2, 5].
Furthermore, all calculations including doublets are done for two bands (v, c) in effective-
mass approximation. For incoherent systems, the only non-vanishing singlets are the carrier
occupations that obey the following equations of motion [10, 43]

~
∂

∂t
f c
k = −2 Im









∑

k′,q
q 6=k−k′

V vc
q−k+k′ c

q,k′,k
X −

∑

k′,q 6=0

V cc
q cq,k

′,k
cc









, (2.51)

~
∂

∂t
fh
k = 2 Im









∑

k′,q
q 6=k−k′

V vc
q−k+k′ c

−q,k,k′

X −
∑

k′,q 6=0

V vv
q cq,k

′,k
vv









. (2.52)

Here, the correlated doublets

cq,k
′,k

X = ∆〈â†c,kâ
†
v,k′ âc,k′+qâv,k−q〉 (2.53)

and
cq,k

′,k
λλ = ∆〈â†λ,kâ

†
λ,k′ âλ,k′+qâλ,k−q〉 (2.54)

have been introduced. The first one, cq,k
′,k

X , is the exciton-correlation function that describes
correlations between electrons and holes and contains information about the amount of ex-
citons in the system and their momentum distribution [10]. Equation (2.54) defines the
electron-electron (λ = c) and the hole-hole (λ = v) correlations. These quantities do not
couple to the THz field and, thus, are of minor importance in THz spectroscopy. Among
other things, they describe the intraband carrier-carrier scattering which basically leads to
relaxation of the electrons and holes [60]. Hence, their contribution to the dynamics of the
occupations is often replaced by a phenomenological relaxation model.
The relevant quantity for the THz response, however, is the exciton-correlation function.

Its equation of motion is given by [10, 43]

i~
∂

∂t
cq,k

′,k
X = (ε̃ck′+q + ε̃hk′ − ε̃ck + ε̃hk−q) c

q,k′,k
X

+ V vc
k−k′−q

[

f c
k′+qf

h
k′(1− f c

k)(1− fh
k−q)− (1− f c

k′+q)(1− fh
k′)f c

kf
h
k−q

]

+ (1− f c
k − fh

k−q)
∑

p

V vc
p−k c

q,k′,p
X − (1− f c

k′+q − fh
k′)
∑

p

V vc
p−k′ c

q,p,k
X

− jµ(k
′ + q− k) ·A(t) cq,k

′,k
X +

[

Dq,k′,k
X

]

rest
, (2.55)

with jµ(k) = − |e|~
µr

k containing the reduced effective mass µr of the electrons and holes. In

Eq. (2.55), only the most relevant contributions are given explicitly. All other terms are

formally included in
[

Dq,k′,k
X

]

rest
and will be neglected in all calculations presented in this

work. This main-sum approximation has shown to be justified for moderate excitation levels
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2.3 Equations of Motion

of the semiconductor [10, 50]. The complete equation for the exciton correlations is given,
e.g., in Ref. [10].
The second line of of Eq. (2.55) describes the microscopic scattering of electrons and holes.

This process is clearly responsible for the build-up of the correlations since it is the only
source term for cq.k

′,k
X . All other terms contain cq.k

′,k
X itself and, thus, cannot generate but only

modify the correlations. The contributions in the third line are important for the description
of excitons [10] while the first term in line four represents the THz coupling.
Equations (2.51), (2.52), and (2.55) reveal an important feature of THz spectroscopy: For

incoherent conditions, the THz field affects the system dynamics only via cq,k
′,k

X and does
not enter the singlet equations directly. This means that the THz response directly detects
correlations in the system [9, 10].
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3 Intersubband Transitions in Optically

Excited Quantum Wells

When electrons are confined in a quasi two-dimensional structure, e.g., in a semiconductor
QW, the quantization of their motion perpendicular to this plain leads to a splitting of the
energy bands into so-called subbands [5]. In typical GaAs type QWs, electronic transitions
between these subbands can be analyzed and manipulated using the techniques of THz spec-
troscopy [17–21].

Here, we present a theoretical study of the linear THz intersubband response of an optically
excited GaAs QW. In order to analyze the basic principles of the intersubband dynamics, we
concentrate on transitions between the two lowest conduction subbands (c1 and c2) and omit
all higher subbands. Moreover, only one valence band is taken into account. The excitation
scheme that is considered here is illustrated in Fig. 3.1. An optical pump beam excites the
system across the bandgap and creates carriers in the c1 band as well as interband coherences
(microscopic polarizations) between the c1 and the hole states. After a certain delay time,
the excited system is probed by a weak THz pulse tuned to the c1-c2 intersubband transition.

In Sec. 3.1, the ultrafast THz response within the first few ps after the optical excitation
is analyzed. In this regime, the optical interband coherences are still present and contribute
to the intersubband response. It is shown that they lead to additional resonances in the THz
absorption spectrum that can be attributed to excitonic intersubband transitions (Paper [IX]).

Section 3.2 deals with the interplay of intersubband transitions and the classical field-
induced intraband carrier accelerations. Due to the coherent superposition of these contri-
butions, characteristic Fano-like line shapes are observed in the transmission spectra. The
results are in excellent agreement with recent experiments (Papers [VII] and [VIII]). Since
the interband polarizations play no role in this analysis, only the incoherent case for large
delay times is considered here.

In both investigations presented in this chapter, the THz intersubband response is com-
puted by solving Eqs. (2.39)–(2.42) numerically without including the intraband dynamics,
i.e., for jλ(k) = 0. These terms can be neglected since the typical intraband transitions in
GaAs have frequencies of about 2THz [10, 43] while the relevant frequency range for inter-
subband transitions is around 25THz here. Furthermore, a phenomenological damping term
i~ ∂

∂t
pk
∣

∣

deph
= −iγpk has been added to the polarization equations in order to account for the

dephasing of the coherences.

3.1 Coherent Excitonic Effects

For short delay times (∼ few ps) between the optical pump pulse and the THz probe beam, the
system is still in a coherent state when the THz pulse arrives. This means that the excitation
state of the system is characterized by the incoherent charge carriers (electrons and holes)
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3 Intersubband Transitions in Optically Excited Quantum Wells

Figure 3.1: Excitation scheme considered in this chapter. First, an optical pump pulse excites
the QW at the 1s resonance of the first conduction band (c1). Then, a weak THz
pulse probes the c1-c2 intersubband transition probability of the excited system.
The gray connections between the electrons (blue filled circles) and the holes
(red open circles) symbolize the excitonic interband coherences in contrast to the
incoherent electrons in the c1 band.

f
c1(h)
k and the microscopic interband polarizations pv,c1k . Here, the influence of these interband
polarizations on the THz intersubband response is analyzed.

It is known from the optical spectroscopy of semiconductors [5] that the interband tran-
sitions are dominated by the 1s excitonic resonance due to its strong oscillator strength
compared to the free-particle transitions. In other words, the optical pulse generates basi-
cally polarizations in the 1s state, so-called coherent excitons, whose energy is reduced with
respect to the bandgap. The energy levels of the 1s states for both subbands are denoted by
the dashed lines in Fig. 3.1.

A detailed discussion of the polarization equations (2.39) and (2.40) reveals that there are
two sources for intersubband transitions (see Paper [IX]) which are illustrated in Fig. 3.1.
Besides exciting band-to-band transitions of the incoherent electrons, the THz field also cou-
ples to the v-c1 interband polarization and transfers it to a v-c2 polarization. According
to the discussion above, the latter process describes transitions between coherent excitons
that belong to different subbands. If the binding energies of the excitons in both subbands
are sufficiently different from each other, both transitions should show up in the absorption
spectrum.

To compute the linear THz absorption, we introduce the susceptibility via

χ(ω) =
Jintersub(ω)

ǫ0 ω2A(ω)
, (3.1)
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3.2 Fano Signatures
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Figure 3.2: THz absorption spectra after optical excitation with a 100 fs pulse at the 1s reso-
nance of the c1 subband. The figure illustrates the dependence on the time delay
τ between the optical and the THz beams: (a) shows the absorption for τ = 1ps,
(b) for τ = 2ps, and (c) for τ = 3ps. A phenomenological dephasing constant of
γ = 0.2meV has been used which corresponds to a decay time of about 3 ps of
the coherences.

where Jintersub(ω) is the Fourier transform of the intersubband current, see Eq. (2.27). The ab-
sorption follows from α(ω) ∝ ω Im[χ(ω)] [10]. More details, e.g., about the actual parameters
used in the calculations are given in Paper [IX].

Figure 3.2 shows the THz absorption spectra for different values of the delay time τ between
the optical and the THz excitation. For a time delay of τ = 1ps (Fig. 3.2(a)), two absorption
peaks are obtained with a spectral splitting of 0.22THz or 0.9meV. The origin of these peaks
can be revealed by switching off the terms responsible for the two transitions in the equations
of motion one after another (Paper [IX]). One finds that the low-energy peak comes from
the free-particle band-to-band transition while the high-energy peak is caused by 1s-to-1s
transition of the coherent excitons between the subbands. In principle, also transitions to
higher excitons like 1s-to-2s are possible. However, they cannot be seen here since their
oscillator strengths are much smaller than that of the dominant 1s-to-1s resonance. With
increasing time delay (Figs. 3.2(b) and (c)), the excitonic peak decays due to the dephasing
of the v-c1 interband polarizations such that only the incoherent band-to-band resonance
survives for long delay times.

As a result, we have shown that the ultrafast THz response is influenced by coherent
excitonic effects. However, the splitting between the excitonic and the free-particle transitions
is rather small in GaAs QWs and, thus, can only be observed for sufficiently small spectral
line widths.

3.2 Fano Signatures

A THz wave that propagates through an optically excited or doped semiconductor can, un-
der certain conditions, excite the system by inducing internal transitions. Apart from that,
however, the electrical field also accelerates the charge carriers according to the acceleration
theorem [22, 61, 62] leading to a wiggling motion of the electrons with the frequency of the
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Figure 3.3: (taken from Paper [VII]) Measured (gray shaded area) and computed (red line)
spectral amplitudes of the differential THz transmission |∆E(ω)|. (a) and (b) show
the result for optical ps- and fs-excitation, respectively. In (b), the ponderomotive
current has been enhanced by a factor of 1.85 in the calculation in order to account
for substrate excitations (see main text). To obtain the best experiment-theory
agreement, the experimental THz pulse has been used as input for the theory. The
phenomenological dephasing constant of γ = 1.6meV has been chosen to match
the experimental line width.

THz field. Hence, the THz response consists of a mixture of true internal transitions and
the emission from the accelerated carriers, i.e., the ponderomotive response. In many cases,
this mixture shows up rather indirectly in the actual THz spectra and a careful theoretical
analysis is required in order to expose the influence of the ponderomotive response [14, 23],
see also Sec. 4.3.
In this section, we show that the interplay of true THz transitions and the ponderomotive

motion of the carriers can directly be observed in linear THz transmission spectra. Similar
to the previous section, we investigate intersubband transitions of an optically excited GaAs
QW. The ponderomotive response, however, is completely non-absorptive (Paper [VII]) and
can consequently not be studied with THz absorption spectroscopy. We rather analyze the
differential transmission spectrum ∆E(ω) = ET(ω)−E0(ω) that is the difference between the
transmitted field ET and the incoming field E0. According to Eq. (2.21), ∆E is proportional
to the total current density

∆E(ω) ∝ Jtot(ω) = Jintersub(ω) + Jpond(ω), (3.2)

where Jintersub and Jpond are defined in Eqs. (2.27) and (2.28), respectively. The other contri-
butions to the current are omitted since they are strongly off-resonant with the exciting THz
pulse.
Our theoretical findings (Paper [VII]) are compared to a recent experiment done by M. Wag-

ner et al. at the Forschungszentrum Dresden-Rossendorf. They analyzed the intersubband
transitions in a GaAs multi-QW structure. Detailed information about this experiment is
given in Papers [VII] and [VIII]. Figure 3.3 shows the measured (gray shaded area) and the
computed (red line) spectral amplitudes of the differential transmission |∆E(ω)| for two dif-
ferent optical excitation conditions. Besides the expected intersubband resonance at roughly
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Figure 3.4: (taken from Paper [VII]) Analysis of the contributions to the differential THz
transmission (ps excitation). The total result (red line) is shown together with its
two components the intersubband response Jintersub (blue line) and the pondero-
motive current Jpond (gray shaded area).

27THz, we find a second broad feature centered at about 20THz. Interestingly, the intersub-
band peak resembles a typical Fano resonance [37,63–66] with an asymmetric line shape and
an undershoot at its low-frequency side. To reveal the origin of the Fano signature in the THz
response, we separate Jpond and Jintersub from the total current in Fig. 3.4 for the case of ps
excitation. The ponderomotive current (gray shaded area) just reflects the vector potential of
the THz pulse and is obviously responsible for the broad feature in the total response. More-
over, we see that the Fano-like line shape is a result of the phase-sensitive superposition of
Jintersub and Jpond. Figure 3.4 clearly shows that the two contributions interfere constructively
or destructively depending on the frequency.
In order to gain more insight into the interference effects that lead to the Fano signatures,

a simplified analytical solution for the current density is presented here. Before the THz
pulse arrives, the system is assumed to be in an incoherent excited state with no carriers in
the second subband. Neglecting renormalization effects, the intersubband current takes the
simple form

Jintersub(ω) =
|µc

1,2|
2

S
A(ω)

∑

k

f c1
k

εc2k − εc1k − ~ω − iγ
. (3.3)

To reveal the essential mechanisms, we further assume that the conduction subbands have
the same dispersion (i.e., εc2k − εc1k = ∆ε = const.) and that the THz pulse is δ-like in time
space, i.e., A(ω) = A0 ∈ R. In this case, the total current casts into

Jtot(ω) = A0

(

|µc
1,2|

2 ne
∆ε− ~ω

(∆ε− ~ω)2 + γ2
− ε0 ω

2
pl

)

+ i
A0|µ

c
1,2|

2 ne γ

(∆ε− ~ω)2 + γ2
, (3.4)

where ne is the density of the excited electrons in the c1 band. The second term in the
brackets containing the plasma frequency ωpl represents the ponderomotive current while all
other terms follow from the intersubband current. For frequencies below the intersubband
resonance (~ω < ∆ε), the two terms in the brackets, i.e., Jpond and Re[Jintersub] have an
opposite sign and, thus, partially compensate each other. This leads to a reduction of the
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3 Intersubband Transitions in Optically Excited Quantum Wells

intersubband transmission directly below the resonance frequency. At the resonance, the real
part of Jintersub changes its sign such that Jpond and Jintersub interfere constructively for higher
frequencies. Altogether, this analysis explains the Fano-typical narrowing of the resonance
at the low-frequency side and the broadening above the resonance leading to an asymmetric
line shape. Due to the general form of Jintersub in Eq. (3.4), the same argumentation holds, of
course, for any transition resonance and is not restricted to intersubband transitions alone.
The Fano feature is even more pronounced if the system is excited with a broadband

fs-laser pulse, see Fig. 3.3(b). In this case, the optical pulse is spectrally much broader
than the line width of the 1s resonance. Consequently, some frequency components are not
absorbed by the QWs and enter the substrate. The charge carriers excited in the bulk material
effectively enhance the ponderomotive contribution with respect to the intersubband response.
A quantitative analysis of the pulse propagation through the QWs (Paper [VII]) predicts an
enhancement factor of 1.85 due to the bulk excitations which is in excellent agreement with
the experiment (Fig. 3.3(b)).
The discussion in this section shows that the interplay of carrier accelerations and true THz

transitions produces a Fano-like resonance in the spectral amplitude of the linear differential
transmission. Moreover, the relative importance of the ponderomotive contribution is directly
reflected by the strength of the Fano signature. Thus, the linear THz transmission provides
a tool for directly identifying ponderomotive effects and determining their importance.
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4 Intraband Terahertz Response of

Two-Dimensional Systems

In the previous chapter, we discussed the QW response in the spectral region around 20THz
where the dynamics is dominated by intersubband transitions while intraband effects con-
tribute only via the ponderomotive carrier acceleration. The investigations presented in this
Chapter focus on the frequency range below 3THz where true intraband effects become impor-
tant in GaAs-based semiconductors. As has been verified experimentally in recent years, the
major contributions to the intraband dynamics are plasmonic effects [16] and intra excitonic
transitions [8, 12].

In Sec. 4.2, we study both effects for two different systems: a single-component two dimen-
sional electron gas (2DEG) and an optically excited GaAs QW. We analyze the linear THz
response for incoherent conditions and extract the plasma frequency from the obtained spec-
tra using a plasmon-pole analysis according to Huber et al. [16]. Although it is well-known
that the two-dimensional (2D) and three-dimensional (3D) plasma frequencies are qualita-
tively different from each other [5], we find that the direct THz response is characterized by a
3D-like plasma frequency for both 2D systems studied here. Besides the plasmonic features,
the response of the QW is also determined by excitonic effects. By changing the carrier den-
sity, we study the transition from the purely excitonic to the plasma-like regime. This section
presents a detailed experiment-theory comparison of our theoretical findings with recently
measured results from T. Grunwald, S. Chatterjee et al. The results discussed here have not
been published yet but will be part of a paper that is in preparation (Paper [X]).

In Sec. 4.3, the influence of the many-body effects on the THz response is briefly analyzed.
It is shown that the response of the 2DEG consists of a strong competition between the
ponderomotive response and the Coulomb correlations. As a consequence, the obtained results
cannot be explained by means of a simple Drude model [1].

To compute the THz response, we have to solve the equations of motion in singlet-doublet
approximation, see Sec. 2.3.2. In contrast to the previous section, however, we use analytical
solutions here instead of solving the equations numerically. The analytical formulas for the
THz response of the 2DEG and the QW are presented Sec. 4.1.

4.1 Analytical Solutions

The total response of the system is determined by the intraband-current density in Eq. (2.28),
i.e., Jtot = JTHz + Jpond. For the investigation presented in this chapter, we assume parabolic
bands such that the ponderomotive current takes the simple form in Eq. (2.29). Hence, only
the dynamics of JTHz remains to be solved. With few approximations, the singlet-doublet
equations (2.51), (2.52), and (2.55) can be solved analytically. We first derive the response
for the 2DEG in Sec. 4.1.1 and then give the result for the QW in Sec. 4.1.2.
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4 Intraband Terahertz Response of Two-Dimensional Systems

4.1.1 Two-Dimensional Electron Gas

In a semiconductor-based 2DEG structure, the electrons forming the 2DEG are provided by a
nearby n-doped layer. The remaining dopants are positively charged such that various many-
body correlations will emerge between the 2DEG electrons and the dopants. This is a similar
situation as in an optically excited QW with the dopants playing the role of the holes. An
important difference, of course, is that the holes in a QW can move freely while the dopants
are fixed at their lattice site. The analogy to the electron-hole gas allows us to formulate a
theory for the 2DEG electrons based on the QW theory discussed in Chap. 2. To account for
the immobility of the doping ions, we simply regard them as holes with an infinite effective
mass, mion → ∞ and consequently εionk = 0. The distribution function of the ions is constant
f ion
k = f ion

0 ≪ 1 but still satisfies 1
S
∑

k f
ion
k = nion where nion is the 2D density of the dopants.

The 2DEG system which we consider in this chapter is a high-electron-mobility transistor
(HEMT) described in Ref. [38] and in Paper [VI]. Here, the dopant are located in a thin sheet
separated from the 2DEG electrons by a spacer layer with thickness dsp = 10 nm. The 2DEG
theory presented here is, of course, not only applicable for this particular structure but can
be used to describe any semiconductor-based 2DEG. However, some of the approximations
made in the following are adapted for this HEMT and might fail in some other structures.

Before we apply the 2DEG transformations to the equations of motion, we first introduce
some approximations. As mentioned already in Sec. 2.3.2, we include the electron-electron
correlations only via a phenomenological relaxation of the electron distribution. Second,
we neglect the main-sum terms in Eq. (2.55), i.e., those terms including a sum over the
correlations. These terms describe bound pairs of electrons and holes/ions. In our case,
however, the electrons and ions are located in spatially separated layers which makes it very
unlikely for them to form bound pairs.

With these approximations, the 2DEG equations following from Eqs. (2.51) and (2.55) read

~
∂

∂t
fk = −2 Im

[

∑

q 6=k

V vc
q−k c̄

q,k
X

]

− Γ(fk − fFD
k ), (4.1)

i~
∂

∂t
c̄q,kX = (ε̃q − ε̃k − iγ) c̄q,kX + V vc

q−k (fq − fk)S nion

− j(q− k) ·A(t) c̄q,kX ,
(4.2)

where we have defined the reduced correlation function

c̄q,kX =
∑

k′

cq−k′,k′,k
X . (4.3)

Since we describe only electrons in one band, the band indices of the energies and the occupa-
tions have been omitted here. The second term of Eq. (4.1) describes the phenomenological
relaxation of the electrons towards a Fermi-Dirac distribution fFD

k at lattice temperature. This
term includes formally all kinds of scattering processes except for the electron-ion scattering
that is taken into account microscopically. In Eq. (4.2), we have defined a damping constant
γ for the correlations to account for higher-order scattering processes. A more general form
of Eq. (4.2) including the complete doublet dynamics can be found in Paper [V].

In order to solve Eqs. (4.1) and (4.2), we assume that the system in a steady-state with
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4.1 Analytical Solutions

f
(0)
k = fFD

k before the THz pulse arrives. The corresponding correlation function is given by

c̄q,kX,(0) =
V vc
q−k (f

FD
k − fFD

q )Snion

ε̃q − ε̃k − iγ
. (4.4)

As a next step, we apply a perturbation expansion of the occupations and correlations in
orders of the vector potential: fk = f

(0)
k + f

(1)
k + O(A2) and c̄q,kX = c̄q,kX,(0) + c̄q,kX,(1) + O(A2).

We truncate the expansion after the first order since we are only interested in the linear
response. When neglecting scattering and renormalization effects of the first-order quantities,
their equations of motion can be easily solved using a Fourier transformation. Inserting the
solution into Eq. (2.28) yields the THz-current density for the 2DEG

JTHz(ω) =
e2~2 nion A(ω)

m2
e (~ω + iΓ)

∑

k,q

(V vc
q−k)

2
fFD
q − fFD

k

ε̃q − ε̃k − iγ

(kx − qx)
2

~ω − ε̃q + ε̃k + iγ
. (4.5)

Without loss of generality, we have assumed that the THz field is polarized in x-direction.

4.1.2 Terahertz-Elliott Formula

We compute the THz response of a QW using the analytical result presented in Ref. [10]. The
singlet-doublet equations are solved within the exciton basis that is defined via the Wannier
Equation

(ε̃ck + ε̃hk)φ
R
λ (k)− (1− f c

k − fh
k)
∑

q

V vc
k−q φ

R
λ (q) = Eλ φ

R
λ (k). (4.6)

Here, φR
λ (k) is the right-handed wave function of an exciton in state λ and Eλ is the corre-

sponding eigenenergy. In this basis, the THz current can be written as [10]

JTHz(ω) =
A(ω)

~ω + iΓ

∑

ν,λ

(Sν,λ(ω)∆nν,λ − [Sν,λ(−ω)∆nν,λ]
∗), (4.7)

where

Sν,λ(ω) =
∑

β

(Eβ − Eν)Jν,βJβ,λ
Eβ − Eν − ~ω − iγ

(4.8)

is the generic THz response function and

Jα,β =
∑

k

φL
α(k) jµ(k)φ

R
β (k) (4.9)

is the transition matrix element between pair states α and β containing the left-handed solu-
tion of the Wannier Equation φL

λ(k). In this description, we fully include pair-wise electron-
hole correlations while electron-electron and hole-hole as well as higher order correlations are
included via the phenomenological damping constants γ and Γ. The THz current, Eq. (4.7),
depends on the initial many-body state ∆nν,λ which includes the population of true (bound
or unbound) excitons for ν = λ as well as a correlated electron-hole plasma for ν 6= λ. The
steady-state for the off-diagonal correlations reads [10]

∆nν,λ =
Eν − Eλ

Eλ − Eν − iγ

1

S

∑

k,q

φL
ν (k) f

c
k+qf

h
k−q φ

L
λ(k). (4.10)

Since we do not include exciton formation [9,50,51] microscopically here, the diagonal popu-
lations ∆nλ,λ are a free parameter of our theory.
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4 Intraband Terahertz Response of Two-Dimensional Systems

4.2 2D Plasmons

The fundamental excitations of an electron gas are the plasmons, i.e., collective oscillations of
the charges with the plasma frequency ωpl [67–70]. They serve as an important model system
for many-particle interactions [15] and are currently widely employed in plasmonics [71–
73] and metamaterial research [74–76]. Moreover, the plasmon contribution to screening
determines the effective Coulomb interaction among the charge carriers, showing a strong
dependence on the effective dimensionality of the interacting many-body system [5,15,77–81].

One identifies the plasma frequency in a 3D system as ω2
pl,3D = n3De2

ǫ0ǫbme
when analyzing,

e.g., the long-wavelength limit of the dielectric function in random phase approximation
(RPA) [5]. Here, n3D is the 3D electron density, me is the effective mass of the electrons,
and ǫb is the background dielectric constant. A similar analysis of a 2D electron gas yields
ω2
pl,2D(q‖) = n2De2

2ǫ0ǫbme
|q‖| with the sheet electron density n2D and the in-plane wave vector

q‖. In contrast to the three dimensional case, the 2D plasma frequency vanishes in the
long-wavelength limit (q‖ → 0) and, in particular, for a homogeneous excitation of the 2D
plasmon.
This dimension dependence of the plasma frequency is well-known and commonly accepted.

In fact, the characteristic dispersion properties of the 2D plasma frequency have been veri-
fied experimentally already more that thirty years ago [82–85]. In these works, the plasma
frequency was measured in different 2D systems like image-potential surface states on liquid
helium [82], a 2DEG embedded in a field-effect transistor [83, 84], and in GaAs-AlGaAs het-
erostructures [85]. In contrast to our analysis presented in this section, the plasma frequency
has been extracted directly from transmission spectra in those investigations. Consequently,
it contains mixed information about both the pure response of the respective 2D system and
the electrodynamical back coupling of the emitted fields to the matter.
The ultrafast build-up of the plasmonic response of a 3D carrier plasma was investigated in

a femtosecond-pump and THz-probe experiment by Huber et al. [16]. The authors identified
the plasmons by extracting the inverse dielectric function 1/ǫ from the measured THz spectra.
Similar to this approach, we study the plasmonic response of two different 2D systems, i.e.,

the electron-hole plasma in an optically excited QW and the 2DEG in a HEMT that is de-
scribed in Ref. [38] and in Paper [VI]. To apply the plasmon-pole analysis of Ref. [16], we have
to compute the linear dielectric function ǫ that is defined via D(q‖, ω) = ǫ0 ǫb ǫ(q‖, ω)E(q‖, ω)
[15,86–89] where D(q‖, ω) is the displacement field and E(q‖, ω) the electrical field. This re-
lation leads to a simple connection between the dielectric function and the susceptibility:
ǫ = ǫb + χ. In the long-wavelength limit (q‖ = 0), the dielectric function can be written as

ǫ(ω) = ǫb

(

1−
ω2
pl

ω2

)

+
JTHz(ω)

ǫ0LQW ω2A(ω)
, (4.11)

with the generic plasma frequency ω2
pl =

ne2

ǫ0ǫbµr
, the reduced mass of electrons and holes/ions

µr, the quantum-well/2DEG width LQW, and the vector potential of the THz field A(ω).
The density n entering the plasma frequency is the 3D carrier density, i.e., n = n2D/LQW.
The term containing ωpl in Eq. (4.11) represents the ponderomotive contribution while the
last term includes the response from the many-body correlations which are computed with
the analytical formulas given in Sec. 4.1. Our results are compared to a recent experiment
performed by T. Grunwald et al. Detailed information about the 2DEG measurements can
be found in Paper [VI].

26



4.2 2D Plasmons

Im
[−

1
/ε

]

(a)

0.0

0.2

0.4

0.6

Frequency (THz)

R
e
[−

1
/ε

]

(b)

1 2

−0.1

0.0

0.1

1 2

−60

−30

0

1 2

−60

−30

0

R
e
[ε

]

1 2

−60

−30

0

1 2

−60

−30

0

Frequency (THz)
1 2

−60

−30

0

(c)

1 2
0

30

60

1 2
0

30

60

Im
[ε

]

1 2
0

30

60

1 2
0

30

60

Frequency (THz)
1 2

0

30

60

Figure 4.1: Quantum well THz response for plasma conditions with a lattice temperature of
100K. (a), Measured (shaded areas) and calculated (solid lines) Im[−1/ε] spectra
for different carrier densities (4.4, 8.5, 18.5, 22.8, and 35.5 ×109 cm−2 from bottom
to top). (b), Experiment-theory comparison of Re[−1/ε] for the same excitation
conditions as in (a). Here, the excitation density increases from top to bottom.
(c), The corresponding ǫ(ω) spectra.

First, we discuss the THz response of the QW at a lattice temperature of 100K after
optical excitation in the band continuum. In our plasmon-pole analysis, we characterize the
plasma frequency via a resonance peak in Im[−1/ǫ] and an accompanying dispersive feature
in Re[−1/ǫ]. Figure 4.1(a) shows Im[−1/ε] as function of the THz frequency for various
carrier densities. The experimental results are represented by the shaded areas and the
theoretical findings are plotted as black lines. In the calculations, we included a thermal
distribution of ionized excitons besides the steady-state solution for the correlated electron-
hole plasma, Eq. (4.10). As in all investigations presented in this chapter, the experimental
carrier densities are obtained via the experiment-theory comparison. We clearly identify a
well-defined plasmon pole at finite frequencies for all excitation levels. The corresponding
graphs of Re [−1/ε] are shown in Fig. 4.1(b). Here, the typical dispersive behavior is found
confirming the presence of plasma resonances at the respective frequencies. The corresponding
ǫ-spectra (Fig. 4.1(c)) also display a plasma-like response, i.e., a ω−1-decay of the imaginary
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Figure 4.2: Squared peak frequency of Im[−1/ε] as a function of the carrier density extracted
from the QW results. The blue curve shows the result for plasma conditions (see
Fig. 4.1(a)) and the orange curve for resonant 1s excitation (see Fig. 4.4(a)). For
comparison, we also show the RPA result for the 3D plasma frequency (black
dashed line).

part and a zero-crossing of the real part at the plasma frequency.

A quantitative analysis of the density dependence of the plasma frequency is presented as
the blue line in Fig. 4.2. We find a linear increase of ω2

pl with the carrier density as expected for
the plasma frequency. Moreover, the 2D result almost perfectly coincides with the usual 3D
plasma frequency for all densities. The slight deviations from the 3D result are a consequence
of many-body effects included in our theory.

Next, we investigate the THz response of the 2DEG as a representative of a single-component
electron plasma in contrast to the two-component electron-hole plasma that we studied above.
Experimentally, the electron density of the 2DEG can be controlled via an external bias volt-
age applied to the HEMT. This allows us to perform a similar experiment-theory study as for
the QW. Figure 4.3(a) displays the resulting Im[−1/ǫ] spectra for different electron densities.
We again find pronounced plasma peaks that shift to higher frequencies when the density
is increased. A quantitative analysis verifies the expected linear density dependence of ω2

pl

(Fig. 4.3(b)). The dielectric function, Figs. 4.3(c) and (d), also shows the typical plasma
behavior with a zero crossing of the real part both in our calculations (red lines) and in the
measurement (shaded areas). Notably, the plasma peaks of the 2DEG are much broader than
those of the QW, cp. Fig. 4.1(a). This is caused by the electron-ion correlations that turn out
to be very strong in this system as will be shown in Sec. 4.3.

The observation of a dimension-independent plasma-frequency ωpl in our investigations is a
consequence of the direct analysis of the dielectric function ǫ(ω). This quantity describes the
pure material response without any electrodynamic modifications due to back coupling of the
induced fields to the matter. Indeed, the direct response of a plasma system is independent of
its dimension as was already noted by F. Stern [90] in 1967. The response and, thus, the plasma
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4.2 2D Plasmons

Figure 4.3: Plasmon pole analysis of the THz response of the 2DEG embedded in a HEMT.
(a), Experimental (left) and theoretical (right) Im[−1/ε] spectra for carrier den-
sities of 0.8, 1.45, 2.3, 3.2, 4.8, and 7.0 ×1010 cm−2 from bottom to top. (b),
Density dependence of the plasma frequency. (c) and (d), Real and imaginary
part of ǫ(ω) for a carrier density of 3.2×1010 cm−2. The blue shaded areas show
the experimental results while the red solid lines represent the calculations. The
doping concentration of the HEMT is 4×1012cm−2.

frequency (ω̃pl) become strongly dimension dependent if and only if back-coupling effects are
included, as reported, e.g., in Refs. [82–85]. The reason for this dimension dependence is that
the actual electromagnetic field that the electrons respond to depends on the arrangement
of the electrons. A 2D sheet of electrons surely induces a field that is significantly different
from that induced by the electrons in a 3D system. Furthermore, the induced field from a
2D plasma is fully 3D and consequently extends into the surrounding material. This means
that the system dynamics and, thus, the plasma frequency ω̃pl obtained from such a back-
coupling sensitive analysis is also affected by the environment of the plasma. In contrast, the
dielectric function ǫ(ω) contains the pure response of the 2D plasma and does not depend on
the plasma’s surroundings.

Coming back to the QW, we now study the THz response in a regime where bound electron-
hole pairs, i.e., excitons exist. In the experiment, this is done by pumping resonantly at the
1s exciton energy for a lattice temperature of 4K. Figure 4.4(a) shows the experimental and
theoretical plasmon-pole analysis for different carrier densities. We find a clear resonance even
for the lowest excitation levels where a cold exciton gas with a 1s fraction of nearly 100% is

29



4 Intraband Terahertz Response of Two-Dimensional Systems

Im
[−

1
/ε

]

Experiment

(a)

0.0

0.1

0.2

Theory

Frequency (THz)
1 2

0

20

Frequency (THz)
1 2

0

50

R
e
[ε

]

5

20

Im
[ε

]

0

20

(b)

10

15

0

6

Figure 4.4: THz response after resonant excitation at the 1s exciton with a lattice temperature
of 4K. (a), Plasmon-pole analysis according to Fig. 4.1(a). The experimental
results are compared to the model calculations with sheet densities of 1.52, 5.45,
17.5, 28.0, and 33.0 ×109 cm−2. (b), Dielectric function ǫ(ω) for three different
excitation densities (increasing from top to bottom). The blue lines show the real
part of ǫ(ω) while the imaginary part is presented as the shaded areas. We scaled
Re[ǫ] to the left y-axes and Im[ǫ] to the right y-axes.

excited, i.e., almost all carriers are bound to 1s excitons. Under these condition, the response
is dominantly determined by the excitons and not by the plasma contributions. Hence, the
definition of a plasma frequency becomes questionable here. In fact, our quantitative analysis
of the density dependence of the peak frequencies reveals a completely different behavior at
small densities than expected for a plasma frequency (orange curve in Fig. 4.2).

To clarify the origin of the peaks in Im[−1/ǫ], we look at the dielectric function instead
of its inverse. The real (blue lines) and imaginary parts (shaded areas) of ǫ(ω) are shown in
Fig. 4.4(b) for three different excitation densities increasing from top to bottom. A response
typical for a 1s exciton gas is obtained for the smallest density. Here, the peak of Im[ǫ] mainly
results from transitions from the 1s to 2p exciton state with additional contributions from
transitions to higher p-states. The real part of ε shows the typical dispersive shape at the
1s-to-2p transition.

Obviously, the peak position of the low-density Im[−1/ǫ] spectrum coincides with the 1s-
to-2p transition frequency. Hence, the resonance in Im[−1/ǫ] is actually a signature of intra-
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Figure 4.5: Fraction of electron-hole pairs that are bound to 1s excitons as function of carrier
density for resonant 1s excitation. The exciton fractions have been extracted from
the experiment-theory comparison.

excitonic transitions and is not related to the plasma frequency. This is easily confirmed by
the straight-forward identity Im[−1/ǫ] = Im[ǫ]

|ǫ|2 . In fact, a resonance in Im[−1/ǫ] is observed

even if |ǫ|2 is spectrally flat. The resonance then originates from a peak in Im[ǫ], e.g., at
the 1s-to-2p frequency. Consequently, the plasma frequency cannot be determined from the
Im[−1/ε] spectrum alone but additional analysis is necessary, e.g., information about the
density dependence of the peak frequency is required. Moreover, a true plasma resonance is
necessarily accompanied by a zero crossing of Re[ǫ] and, thus, by a dispersive line shape of
Re[−1/ǫ].
As the carrier density is increased, the response becomes more plasma-like. Most impor-

tantly, Im[ǫ] diverges towards zero frequency as expected for a simple Drude response of an
electron gas. However, no zero crossing is observed in Re[ǫ] even for the highest experimen-
tally accessible carrier densities. Thus, no pure plasma response is found and the resonance
in Im[−1/ε] is a mixture of both exciton and plasma contributions. The detailed experiment-
theory comparison provides information about the exciton densities in the QW when the
system evolves from the excitonic towards the plasma-like regime. As shown in Fig. 4.5, the
total 1s exciton fraction drops from 96% to 15% for the lowest and highest carrier densities,
respectively. Comparing this result with Fig. 4.2, we find that the resonance in Im[−1/ǫ]
already shows the typical dependence of a plasmon pole as a significant amount of 1s excitons
is still present in the system.
Our investigations show that the THz response of 2D electron or electron-hole plasmas

exhibit plasmon poles that behave essentially the same way as in 3D. In particular, we observe
non-vanishing plasma frequencies for vanishing in-plane wave vector. Since we analyze the
dielectric function, we obtain the direct response of the plasma without any modifications
due to the self consistent back coupling of the induced fields to the system dynamics. Only
these back-coupling effects are responsible for the dimension dependence of the self consistent
plasma frequency. Consequently, our THz response contains only information about the

31



4 Intraband Terahertz Response of Two-Dimensional Systems

Figure 4.6: (Taken from Paper [V]) Computed dielectric function of the 2DEG for an electron
density of 3.2 × 1010 cm−2 and a doping concentration of 4 × 1012 cm−2. (a) The
full calculation (blue shaded area) is shown together with the contributions from
JTHz (solid lines) and from Jpond (dashed lines). (b) Comparison of the Drude
model (black line) with the full result (blue shaded area). The Drude parameters
have been chosen to match the imaginary part.

plasma and is not affected by its environment. In all cases studied here, we obtain an excellent
agreement with corresponding experiments. This allows us to extract detailed information
about the behavior of the electron-hole system at the transition from the excitonic to the
plasma regime.

4.3 Many-Body Effects

In order to identify the influence of many-body effects in the response of the 2DEG, we
perform a switch-off analysis with our theory. Figure 4.6(a) shows the full dielectric function
(blue shaded area) of the 2DEG together with the result from purely ponderomotive motion
(dashed lines) and from the electron-ion correlations (solid lines). First of all, we see that the
imaginary part and, thus, the absorption follows exclusively from the many-body interactions.
This is, of course, not surprising since non-interacting particles cannot absorb light. The real
part, however, consists of a strong competition between both effects. Since Jpond and JTHz

have a similar magnitude but a different sign, they partially compensate each other leading
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4.3 Many-Body Effects

to a total response that is much smaller than any of its contributions. Hence, the Coulomb
correlations between the electrons in the 2DEG and the doping ions play an important role
in the THz response. This might seem surprising since the electrons and ions are in different
layers in the HEMT such that the Coulomb interaction among the charges is significantly
reduced. However, for the experimentally relevant conditions, the doping concentration, i.e.,
the density of ions is about two orders of magnitude larger than the electron density. This
enhances the many-body contributions with respect to the ponderomotive response since the
ion density enters only JTHz but not Jpond, see Eqs. (4.5) and (4.11). From a physical point
of view, the electron-ion scattering probability is strongly increased due to the huge amount
of available scattering partners for the electrons. In contrast, the ponderomotive contribution
accelerates only the 2DEG electrons regardless of the ion concentration.
A simple model that is often used to describe the response of an electron plasma is the

Drude model [1]. It basically adds a phenomenological damping to the ponderomotive current
leading to the dielectric function

ǫDrude(ω) = ǫb

(

1−
ω2
pl

ω (ω + iΓD)

)

, (4.12)

were ΓD is the phenomenological damping constant. In Fig. 4.6(b), we compare this model
with our full calculation (solid lines: Drude model, blue shaded areas: microscopic theory).
The parameters of the Drude model are chosen such that the best fit with the imaginary
part of ǫ(ω) is obtained. In this case, the model predicts a completely wrong real part. An
alternative fit to Re[ǫ] would produce a wrong imaginary part. In Paper [VI], a similar Drude
fit is applied to the measured response of the 2DEG leading to the same result. Obviously,
the strong many-body effects in the 2DEG produce a THz response that cannot be explained
by means of a simple Drude model.
We want to close this chapter with a short remark about the validity of the intraband theory

used here. As shown in Sec. 4.2, our theory explains the measured spectra very well in the
experimentally accessible frequency range, i.e., down to roughly 0.2THz. As ω approaches
zero, however, we find a ω−2 divergence of the real part of the susceptibility χ, see, e.g.,
Eqs. (4.5) and (4.7). This causes a divergent conductivity σ = −iǫ0ωχ at zero frequency. In
semiconductors, however, scattering processes should lead to a constant current density for a
constant electric field according to Ohm’s law. Consequently we should expect a real-valued
finite conductivity in this case, i.e., a saturation of Re[χ] for ω → 0 as predicted, e.g, by
the Drude model. Obviously, our theory fails at very small frequencies. The divergencies, by
the way, are not an artifact of the approximations that we applied to derive the analytical
formulas. They are rather a consequence of the phenomenological scattering models in the
equations of motion for the occupations and the correlations. In fact, it is known [10] that
such simple models violate fundamental conservation laws of the actual scattering processes.
Therefore, it is not surprising that we find the wrong behavior for ω → 0 where the response
is dominantly determined by scattering effects.
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5 Extreme Nonlinear Optics

We now want to discuss a completely different regime than in the previous chapters where we
investigated the linear THz response. In contrast, the discussion in this chapter focuses on
the extreme nonlinear regime, i.e., the response to extremely strong fields. Furthermore, we
leave the field of THz physics here and study the response to optical fields.
In general, extreme nonlinear optics describes the regime where the Rabi frequency, i.e., the

field strength times the dipole-matrix element, becomes comparable to or even larger than the
transition frequencies in the investigated system [24]. In GaAs-type semiconductor structures
peak-field strengths of several tens of MV/cm are required to reach this regime. Such high field
strengths can nowadays be achieved using ultrashort laser pulses [91] which allows for accessing
the extreme nonlinear optical response experimentally. Theoretical investigations [26–32]
predicted many novel effects including carrier-wave Rabi flopping, high-harmonic generation
(HHG), and carrier-wave Mollow splitting. Some of these effects have also been observed
experimentally in semiconductors [33–35]. Theoretically, the extreme nonlinear regime can
be characterized by the failure of the rotating-wave approximation (RWA) [5, 24] that is
usually applied in nonlinear optics. In short, this approximation neglects the non-resonant
negative frequency components of the exciting pulse. For very strong fields, however, these
contributions become important and produce new effects as is shown below. Hence, we define
the extreme nonlinear effects as those effects that cannot be explained within the RWA.
In this chapter, we review our theoretical studies on the extreme nonlinear optical response

of semiconductor nanostructures presented in Papers [I]–[IV]. Among other things, it is shown
that Coulomb effects are negligibly small in this regime in contrast to linear or conventional
nonlinear optics where the Coulomb interaction dominates the response [5]. We start our in-
vestigations in Sec. 5.1 discussing the response from pure interband transitions. In Sec. 5.2, we
demonstrate that the intraband acceleration plays an important role leading to even stronger
nonlinearities than the pure interband dynamics.
We compute the extreme nonlinear response by numerically solving Eqs. (2.39)–(2.42) in

two-band approximation, i.e., without the terms describing intersubband transitions. The
intraband dynamics is treated in the x ·E picture here, see Eqs. (2.48)–(2.50). The emission
follows from the total current density Jtot = ∂

∂t
Pinter + Jintra according to Eqs. (2.30) and

(2.32). More information about the theoretical treatment is given in Papers [I] and [III].

5.1 Interband Transitions

To get an overview of the extreme nonlinear effects in the semiconductor, we compute the
intensity of the coherently emitted radiation Irad(ω) for many different peak field strengths
E0 of the exciting laser pulse. As a starting point, we omit the intraband terms and include
only interband transitions in this section. Figure 5.1(a) shows such an excitation dependent
emission spectrum of a GaAs quantum wire. Similar results are obtained for QWs, see
Paper [I]. Each cross section parallel to the x-axis corresponds to a simple Irad(ω) spectrum
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5 Extreme Nonlinear Optics

Figure 5.1: (taken from Paper [I]) Excitation dependent emission spectra of a quantum wire
for pure interband dynamics. The x-axis labels the spectrometer frequency ω in
units of the excitation frequency ω0. Here, the system is excited resonantly at
the bandgap by a Gaussian pulse with a duration of 10 ps. The y-axis shows
the dependence on the excitation strength scaled via the Rabi frequency ωR. The
emission intensity is illustrated by the logarithmic color encoding that covers seven
orders of magnitude. In (a), the result for the free-particle dynamics is shown while
(b) includes the Coulomb interaction on Hartree-Fock level.

for the respective excitation level. The field strength of the exciting pulse is scaled via the
peak Rabi frequency ωR = ~

−1 dvc(0)E0 where dvc(0) is the dipole-matrix element at k = 0.
The system is excited resonantly at the bandgap, i.e., ~ω0 = Eg = 1.43meV. Assuming
dvc(0) = 3 eÅ in GaAs, a Rabi frequency of ωR = ω0 corresponds to a field strength of
E0 = 48MV/cm. For not too strong excitation, ωR < ω0, we see that the fundamental
emission at ω = ω0 is accompanied by the so-called Mollow sidebands [92] at frequencies
ω0 ± ωR. A similar structure is found around the third harmonic, ω = 3ω0, where additional
sidebands arise at 3ω0±ωR. Whereas the fundamental Mollow triplet is a well-known nonlinear
effect, the splitting of the third harmonic as well as the emergence of the third harmonic itself
are true extreme nonlinear effects beyond the RWA. In analogy to the conventional Mollow
splitting that arises due to the Rabi flopping of the Bloch vector [5], the splitting of the
higher harmonics is called carrier-wave Mollow splitting since it results from carrier-wave
Rabi flopping [26]. Further extreme nonlinear effects that can be seen here are discussed in
Paper [I].

In order to study the influence of the Coulomb interaction among the carriers on the ex-
treme nonlinear response, we include the many-body effects on different levels to our theory.
As a reference, Fig. 5.1(a) shows the result of a free-particle calculation. In Fig. 5.1(b), the
Coulomb interaction has been included in Hartree-Fock approximation. One can hardly iden-
tify any differences between these two figures. Even if one plots the cross sections on top of
each other, only minute Coulomb effects are visible (Paper [I]). In the next step, we include
the carrier-carrier scattering microscopically in second-Born Markov approximation [5, 55].
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5.2 Coupled Inter- and Intraband Dynamics

It turns out that the scattering has almost no effect on the response (see Paper [I]). Conse-
quently, we can conclude that Coulomb effects play only a minor role in the extreme nonlinear
response of semiconductor nanostructures while the dominant contribution follows from the
free-particle dynamics. This is the complete opposite of what is known from linear and con-
ventional nonlinear optics where excitonic effects as well as scattering processes dominate the
optical response [5]. As an intuitive explanation, we note that in extreme nonlinear optics, the
energy scale describing the light-matter interaction (~ωR ≈ Eg) is about two orders of magni-
tude larger than the typical Coulomb energies, i.e., the exciton binding energy EB ≈ 10meV.
Consequently, the system dynamics is mainly governed by light-matter interaction processes
and not by carrier-carrier interactions. This argumentation is supported by further investiga-
tions (Paper [I]) that show a strong dependence of the spectra on the details of the exciting
pulse. In contrast, changing, e.g., the dephasing times has almost no effect on the results.

5.2 Coupled Inter- and Intraband Dynamics

Up to now, only the extreme nonlinear effects that arise due to interband transitions have
been studied. In semiconductors, however, the electrons also experience a ponderomotive
intraband acceleration as has already been discussed in previous chapters. In conventional
optics, the amplitudes of the resulting wiggling motion of the electrons are negligibly small due
to the large frequencies of the optical pulses. For elevated excitation, these rapid oscillations
become stronger and might influence the optical response for sufficiently high field strengths.
With a simple estimation, we can identify the regime where significant modifications due to
the ponderomotive motion can be expected. In the x · E picture, the intraband dynamics
is described via Eqs. (2.48)–(2.50) which lead effectively to a time-dependent electron wave
vector k according to the acceleration theorem [22,61,62]

dk

dt
= −

|e|

~
E(t). (5.1)

The solution is given by k(t) = k0 +
|e|
~
A(t) where k0 is the wave vector before the excitation

and A(t) = −
∫ t

−∞ dt′E(t′) is the vector potential of the optical pulse. We see that the
electrons are transiently shifted in k-space directly following the vector potential. Hence, the
largest shift ∆kmax the electrons experience during the excitation is defined by the peak value
of the vector potential A0 ≈ ω−1

0 E0:

∆kmax ≈
|e|E0

~ω0

. (5.2)

As soon as ∆kmax becomes comparable to the extent of the Brillouin zone, we might expect
significant nonlinear contributions from the carrier acceleration. For the extreme nonlinear
conditions discussed in Sec. 5.1 with ωR = ω0, we find a shift of roughly one third of the
Brillouin zone indicating strong ponderomotive effects in the extreme nonlinear response.
In fact, Fig. 5.2(b) shows a strong enhancement of the HHG once the intraband terms are

included. For comparison, we also plot the result for pure interband dynamics in Fig. 5.2(a).
In both cases, we find a linear increase of the highest generated frequency with the excitation
strength. Without carrier accelerations, significant emission for frequencies ω . 2ωR is
obtained while the full calculation predicts strong emission even up to ω ≈ 10ωR. Apart
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Figure 5.2: (taken from Paper [III]) The emission spectra from the coupled inter- and intra-
band dynamics, (b)–(d), are compared to the result for pure interband coupling,
(a). The total result, (b), is separated into the emission via the intraband cur-
rent, (c), and via the interband polarization, (d). The excitation conditions are
the same as in Fig. 5.1.

from the HHG, it is hardly possible to assign any of the spectral features to certain extreme
nonlinear effects in Fig. 5.2(b) due to the high complexity of the emission spectra.

In paper [IV], it is shown that the pure intraband acceleration of an excited carrier distribu-
tion would lead to the emergence of odd harmonics at frequencies obeying roughly ω . 0.5ωR,
i.e., even less HHG than for pure interband dynamics. Hence, it is clearly the nontrivial cou-
pling of inter- and intraband dynamics that is responsible for both the strong enhancement of
the HHG and the high spectral complexity. To gain more insight into these coupling effects,
we separate the total emission into its contributions from the intraband current Jintra and
from the interband polarization Pinter. The resulting spectra are shown in Fig. 5.2(c) and (d),
respectively. Obviously, the emission is mainly governed by the interband polarization. In
fact, a more careful analysis of the different contributions (see Paper [III]) reveals that the
emission via Jintra is about two orders of magnitude smaller than the polarization emission.
Consequently, the strong broadening of the emission spectra is caused by the acceleration
induced modifications of the interband transitions. In other words, the optically excited mi-
croscopic interband polarizations pvck are accelerated in k-space leading to rapid modulations
of their phases. Each microscopic polarization oscillates with exp

(

− i
~
εk(t)

)

where εk = εck+εhk
is the interband-transition energy and k(t) is given by Eq. (5.1). This nontrivial time depen-
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5.2 Coupled Inter- and Intraband Dynamics

dence of the phases induces additional strong nonlinearities in the interband dynamics leading
to the observed broad emission in Figs. 5.2(b) and (d).
Additionally, we analyze the influence of the effective band structure parameters on the

response, see Paper [III]. Due to the huge transient shifts of the carriers in k-space, we
need to model the band structure in the whole Brillouin zone. In the calculations presented
in Fig. 5.2, we used simple tight-binding bands [5] proportional to cos(ka) where a is the
lattice constant of GaAs. The parameters of this model are chosen such that the correct
effective masses for GaAs at the Γ-point are obtained. This model, however, predicts a
too large band width of the conduction band (∆c = 6.9 eV). Computing the response with
an artificially decreased band width, we found significant narrower emission spectra, i.e.,
less high-harmonic generation. Within the tight-binding model, the decrease of the band
width is accompanied by an unphysical increase of the effective mass. Consequently, it is
not clear which of the band parameters is responsible for the narrowing of the transmission.
To overcome this problem, we introduce an improved band structure resulting from a linear
combination of cos(ka) and cos(2ka). This allows us to vary the band width and the effective
mass separately. Corresponding calculations show that the emission is much more sensitive
to the effective mass than to the band width. In particular, we obtain equally efficient HHG
as in Fig. 5.2(b) when the band width is decreased to a physical meaningful value while the
effective mass is kept constant. Obviously, a smaller effective mass increases the broadness
of the emission, i.e, produces higher harmonics. This is understandable since a decrease of
the effective mass automatically produces an increase of the maximum steepness of the band
structure. For steeper bands, the transition energies εk change more rapidly due to the time-
dependent wave vector k(t) as discussed above. Consequently, the phase factor exp

(

− i
~
εk(t)

)

of the polarizations contains higher frequency components leading to more efficient HHG in
the emission.
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6 Conclusion and Outlook

In this Thesis, we studied the linear THz and the extreme nonlinear optical response of
low-dimensional semiconductor structures. Besides purely theoretical investigations, detailed
experiment-theory comparisons have been presented that showed excellent agreement of our
calculations with recent state-of-the-art measurements.

Our microscopic theory is based on an equation-of-motion approach where the infinite
many-body hierarchy is truncated using a cluster-expansion scheme. We presented extended
semiconductor Bloch equations in singlet approximation including inter- intra- and intersub-
band dynamics. It has been shown that for incoherent conditions, the inclusion of doublets,
i.e., two-particle correlations, is crucial in order to describe true intraband transitions apart
from the ponderomotive motion. The latter contribution to the intraband dynamics describes
the classical free-particle accelerations of the electrons induced by the electrical field. This
part of the intraband coupling can usually be neglected when only the absorption is studied.
However, we showed that it significantly contributes to the complete response of semiconduc-
tors both for weak THz fields and for sufficiently strong optical excitation.

As a first application of our theory, we investigated intersubband transitions between the
two lowest conduction subbands in optically excited QWs. We showed that the THz field
does not only excite electrons from one subband to another but it can also couple to the
coherent excitons and induce excitonic intersubband transitions. This means that the THz
field generates transitions between excitonic states that belong to different subbands. In
GaAs, the excitonic binding energies of the first and the second conduction subbands are
slightly different from each other such that we found two distinct resonances in the absorption
spectrum resulting from the excitonic and the band-to-band transitions. Inspired by a recent
measurement of intersubband transitions in GaAs QWs, we also analyzed the differential
THz transmission and obtained a characteristic Fano-like line shape of the intersubband
resonance. This Fano resonance could unambiguously be attributed to the phase sensitive
superposition of the responses due to the intersubband transitions and the ponderomotive
carrier accelerations. In other words, the differential transmission provides direct information
about the relative importance of ponderomotive effects in the presence of a true transition
resonance: The stronger the observed Fano features are the larger is the contribution from
the carrier accelerations to the response of the investigated system.

Next, we studied the THz response from the intraband dynamics in two different 2D sys-
tems: the electron-hole plasma in an optically excited QW and the 2DEG in a HEMT. We
derived effective equations of motion for the 2DEG by treating the doping ions that provide
the electrons for the 2DEG as holes with infinite effective masses. For the actual calculations,
we used an analytical solution of the resulting 2DEG equations. The response of the QW
has been computed with the THz-Elliott formula. First, we investigated the responses of the
2DEG and the QW under plasma conditions. Using a plasmon pole analysis, i.e., plotting the
inverse dielectric function, we found that the THz response of both 2D systems is determined
by a 3D-like plasma frequency. These findings are in great agreement with recent experi-
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ments. As an explanation for this seeming contradiction, we noted that we analyze the direct
plasma response via the dielectric function that does not include self-consistent back coupling
effects which are responsible for the dimension dependence of the usual plasma frequency.
Additionally, we analyzed the QW response for conditions where almost all electrons and
holes are bound to excitons. By increasing the density, we followed the transition from the
exciton dominated to the plasma-like regime. A quantitative experiment-theory comparison
allowed us to extract the actual exciton fractions for each density. We found that the QW al-
ready starts to shows plasma-like response while a significant amount of carriers is still bound
to excitons. Furthermore, a theoretical switch-off analysis of the 2DEG response revealed a
strong competition between ponderomotive dynamics and the many-body contributions. As
a consequence, the response of the 2DEG cannot be explained by the simple Drude model.
In the last part of this Thesis, we discussed the extreme nonlinear optical response of GaAs

nanostructures. Here, we computed the emission intensity after extremely strong optical
excitation with peak field strengths exceeding 50MV/cm. For such strong fields, the rotating-
wave approximation fails producing novel extreme nonlinear features. For pure interband
dynamics, interesting effects were found like the generation of higher harmonics and the
carrier-wave Mollow splitting. Remarkably, the Coulomb interaction has almost no influence
on the extreme nonlinear response since the light-matter interaction defines the dominating
energy scale in this regime. As soon as the intraband acceleration has been included, the
emission spectra broadened drastically indicating a strong enhancement of the high-harmonic
generation. We could assign this broadening to the emission via the interband polarization
that is rapidly modulated by the intraband acceleration.
Most of the studies discussed in this Thesis do not represent completed projects but are

currently still under investigation in order to clarify open questions and to gain a deeper
understanding of the physical processes. For instance, the intraband dynamics is not en-
tirely understood for the limit of small frequencies, see comment at the end of Chap. 4. We
are currently working on improved scattering models to overcome these problems at ω → 0.
In the long term, it is, of course, desirable to include all relevant scattering processes fully
microscopically. Besides reducing the number of free parameters of our theory, this would
surely provide novel and valuable insights into the fundamental carrier dynamics during and
after THz excitations. As another promising project, we started to extend our 2DEG the-
ory for nonlinear THz excitations. Analyzing a THz-pump-THz-probe scenario, we could
already show that the linear THz transmission can be coherently controlled by the pump
pulse. Further investigations of these coherent-coupling effects could possibly provide novel
techniques to study the intraband dynamics on an ultrafast time scale. Besides that, one
could also think of applications as ultrafast switches for the THz response. In connection
with the extreme nonlinear optical response discussed in Chap. 5, we also plan to analyze
the response of initially unexcited semiconductors to extremely intense THz fields. First pre-
liminary calculations show that for sufficiently strong fields, multiphoton processes lead to
carrier excitations across the bandgap. The combined dynamics of these off-resonant inter-
band transitions and the intraband carrier accelerations produces high harmonics of the THz
pulse in the visible spectral region and beyond. The THz-field strengths needed to generate
such high nonlinearities are in the range of 10MV/cm and have recently become available
experimentally [39].
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A microscopic analysis is presented for the extreme nonlinear optical response of semiconductor quantum wells
and wires after intense excitation with femtosecond laser pulses. In this regime, the light–matter interaction
is the dominant eneregy scale, leading to a number of interesting effects such as carrier-wave Rabi flopping,
Mollow splitting, and the creation of higher harmonics. The results presented here were obtained by evaluat-
ing the semiconductor Bloch equations without the rotating wave approximation. The electronic dispersion of
semiconductor nanostructures is shown to have a characteristic influence on the extreme nonlinear optical re-
sponse, whereas the relative importance of the carrier Coulomb interaction decreases with increasing excita-
tion intensities. © 2006 Optical Society of America
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1. INTRODUCTION
For optical interband transitions, the regime where the
Rabi energy, i.e., the electric field times the dipole matrix
element, becomes comparable to, or even larger than, the
transition energies of the investigated system is called ex-
treme nonlinear optics.1 This regime has become acces-
sible experimentally in the past few years by using in-
tense ultrashort laser pulses containing just a few optical
cycles.2 Compared to the extensive knowledge that exists
for ordinary nonlinear optics where the Rabi frequency is
much smaller than the transition frequencies, and there-
fore a perturbative treatment of the light–matter interac-
tion is often useful, see, e.g., Refs. 3 and 4, the available
information about the dynamics of optical excitations in
the regime of extreme nonlinear optics is rather limited.
Obviously, the rotating wave approximation (RWA) that is
often applied in nonlinear optics is no longer valid in the
extreme nonlinear regime. The nonresonant contributions
of the exciting light field are relevant and may lead to so-
called carrier-wave Rabi flopping5,6 of the Bloch vector.
This dynamics results in many interesting new effects
such as the creation of higher harmonics and carrier-wave
Mollow splitting.1,7 Some of the predicted effects have al-
ready been observed in experiments performed on
semiconductors.6,8,9

In theoretical investigations, the nonlinear optical re-
sponse of (atomic) two-level systems to intense ultrashort
pulses has been analyzed by solving Bloch or Maxwell–
Bloch equations.7,10–14 It has also been studied how an ad-
ditional level15 and field-induced ionization16 modify the
results. The extreme nonlinear optical response of semi-
conductors with a continuous band structure has been
modeled by an ensemble of inhomogeneously broadened
two-level systems.8,17 Although it is well known that the
many-body Coulomb interaction between the photoex-
cited electrons and holes strongly influences the linear
and nonlinear optical response of semiconductors in the
regime where the light–matter interaction is not the
dominating energy scale,18,19 only very few publications

exist that have investigated these effects in the regime of
extreme nonlinear optics.9,20

In this paper we analyze the extreme nonlinear optical
response of direct semiconductor quantum wells and
wires by numerically solving the semiconductor Bloch
equations (SBEs) without employing the RWA. Thus we
focus on optical interband transitions alone; the influence
of intraband contributions to the response will be dis-
cussed in a future paper. The many-body Coulomb inter-
action is investigated on both the Hartree–Fock level and
on the second-Born level. We start in Section 2 by describ-
ing our theoretical approach, and then we present and
discuss results in Section 3. It is shown that due to the
band dispersion, the optical response of semiconductor
nanostructures differs characteristically from that of a
single two-level system. Furthermore, the role of the Cou-
lomb interaction in the extreme nonlinear regime as well
as the dependence of the optical response on the excita-
tion conditions and material properties is investigated.
Our most important results are briefly summarized in
Section 4.

2. THEORY

The linear and nonlinear optical response of semiconduc-
tors and semiconductor nanostructures can be computed
on a microscopic level by evaluating the SBE.18,19,21 This
set of coupled equations of motion for the interband coher-
ences and the electronic occupations includes, in particu-
lar, the continuous electronic dispersion, the light–matter
interaction, and the many-body Coulomb interaction
among the photoexcited carriers. For a two-band model
the SBEs read18,19,21
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Here, pk= �âv,k
† âc,k� is the interband coherence or micro-

scopic polarization, nk
e = �âc,k

† âc,k� is the occupation of elec-
trons in the conduction band c, and nk

h =1− �âv,k
† âv,k� is the

occupation of holes in the valence band v. The operators
â

�,k
† �â�,k� that appear in the expectation values create (de-

stroy) an electron with wave vector k in band �=c ,v.
The terms given explicitely in Eqs. (1)–(3) are the ones

that arise in the time-dependent Hartree–Fock
approximation.18,19,21 All many-body terms beyond this
level are formally contained in the correlation contribu-
tions which are denoted by �corr. The quantities �R,k and
�k

e,h are the Hartree–Fock renormalized Rabi frequency
and electronic energies, respectively, and given by18,19

�R,k =
1

�	dk · E�t� + 

q�k

Vk−qpq� , �4�

�k
e,h = Ek

e,h − 

q�k

Vk−qnq
e,h. �5�

In Eq. (4), dk is the dipole matrix element, and E�t� is the
electric field of the exciting laser pulse. The k dependence
of dk is in first-order k ·p theory given by18

dk = d0

EG

Ek
e + Ek

h
, �6�

where EG is the bandgap energy, and Ek
e,h are the single-

particle band structures of the electrons and holes. Here,
the electronic dispersion is treated in effective mass ap-
proximation, i.e., Ek

e,h= �EG /2�+ ��2k2 /2me,h�. Our calcula-
tions show, however, that more realistic band shapes do
not alter the results significantly.

In Eqs. (4) and (5), Vq is the Coulomb matrix element
in k space. Since in effective mass approximation the elec-
tronic eigenfunctions are plane waves, Vq is the Fourier
transform of the Coulomb potential in real space. For
ideal 2D quantum wells it is given by18

Vq
2D =

e2

2�0�rA

1

q
, �7�

with the quantization area A of the quantum well. The
quasi-one-dimensional Coulomb potential is approxi-
mated by the regularized potential in real space18,22

Vq1D�z� =
e2

4��0�r

1

�z� + �R
, �8�

where �=0.3 is a fitting parameter, and R is the radius of
the quantum wire that has been chosen as 6 nm. It has
been shown that this 1D potential describes excitons in
quantum wires in very good agreement with much more
involved 3D calculations that include the finite width of
the wires.22 The Fourier transform of Eq. (8), which is re-

quired for the solution of Eqs. (1)–(3), is computed nu-
merically.

The simplest way to treat the correlation terms in Eqs.
(1)–(3) is to introduce a phenomenological damping of the
polarization

� �

�t
pk�

corr

= −
pk

T2
, �9�

where T2 is the dephasing time. Additionally, the ther-
malization of the carrier occupations that relax toward
quasi-equilibrium Fermi–Dirac distributions in the re-
spective bands can be modeled by a T1 time. However,
this process is not relevant for the calculations presented
below, and therefore is not considered in this paper. The
solutions of Eqs. (1)–(3) with a phenomenological dephas-
ing described by Eq. (9) are denoted by Hartree–Fock re-
sults in Section 3.

For a more realistic description of many-body correla-
tions, we also perform calculations on the second-Born
level, which includes the scattering among the carrier oc-
cupations and the polarizations, see, e.g., Refs. 18, 19, 21,
and 23. In this approach, the correlations describe on a
microscopic level the relaxation of the carrier distribu-
tions as well as the excitation-dependent dephasing of the
polarizations. As we are interested in extreme nonlinear
optics and thus deal with very strong exciting fields that
induce high occupations, the Coulomb scattering pro-
cesses are expected to provide the dominant contributions
for relaxation and dephasing. Therefore electron–phonon
scattering is not considered here.

The macroscopic time-dependent polarization P�t� is
given by

P�t� = 

k

�dkpk + c.c.�. �10�

The time dependence of the interband coherence pk is
computed by solving Eqs. (1)–(3). The dipole matrix ele-
ments dk are taken to be linearly polarized parallel to the
polarization direction of the incident laser field, i.e., the
vector character of P is ignored here.

To investigate the optical response of the system, we
compute the intensity of the radiation emitted by the pho-
toexcited system according to Irad���� ��2P����2, where �

is the spectrometer frequency, and P��� is the Fourier
transform of P�t�.

The exciting laser field E�t� is modeled as a Gaussian-
shaped pulse

E�t� = E0exp�− 2 ln�2�t2

�
2 
cos��0t�, �11�

where � is the pulse duration, i.e., the FWHM of the en-
velope of the pulse intensity, �0 is the central frequency,
and E0 defines the polarization direction and the ampli-
tude of the pulse. In all calculations, we use material pa-
rameters corresponding to GaAs, i.e., EG=1.43 eV, me

=0.069m0, mh=0.5m0, �r=13.74, and d0=3 eÅ, which is
the component of the dipole matrix element that is paral-
lel to the linearly polarized incident laser pulse.
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3. NUMERICAL RESULTS AND DISCUSSION

As an introduction to our analysis of the extreme nonlin-
ear optical response of semiconductor systems, we start in
Subsection 3.A with a brief summary of results for the
much simpler two-level system. As shown in Ref. 7, the
response of a two-level system already contains a great
variety of interesting effects that arise in the presence of
extremely intense laser fields. In Subsection 3.B, we then
discuss the optical properties of semiconductor nanostruc-
tures in the high excitation regime. We investigate both
1D quantum wires and 2D quantum wells. Besides ne-
glecting the many-body Coulomb interaction, we analyze
results that have been computed on both the Hartree–
Fock and the second-Born levels. It is shown that some of
the signatures present in the response of a two-level sys-
tem also show up for semiconductor nanostructures. How-
ever, mainly the continuous electronic dispersion leads to
distinct differences between both systems. In Subsection
3.C, we present an analytical solution of the two-level
problem in the RWA for box-shaped pulses and analyze a
number of effects that can be understood already on this
level.

A. Two-Level Systems
A comprehensive survey of the response of two-level sys-
tems in the extreme nonlinear regime is given in Ref. 7.
To compare the two-level results with those described be-
low for semiconductor nonostructures, we evaluated the
optical response of a resonantly excited ���0=E2LS� two-
level system (see Fig. 1). The duration of the exciting
pulse is �=10 fs, and the polarization is damped with T2
=50 fs. The peak Rabi frequency �R that is denoted on the
y axis is defined as ��R�d0E0. For Rabi frequencies
smaller than the transition frequency ��R /�0	1�, the
well-known Mollow sidebands24 are visible at spectrom-
eter frequencies �=�0±�R in Fig. 1. Besides these Mollow
sidebands, additional parallel lines are visible, and a de-
tailed analysis of the response at the fundamental fre-
quency ��=�0� shows that several minima at different
Rabi frequencies occur. The origin of these effects is dis-
cussed in Subsection 3.C where it is shown that the
minima at ���0 and small �R are related to the Rabi

flopping of the Bloch vector and that the additional lines
depend on the pulse duration.

For interband transitions, a characteristic feature of
extreme nonlinear optics is the splitting of the higher har-
monics that can be seen, at approximately � /�0=3 in Fig.
1 for the case of the third harmonic. It is remarkable that
the third harmonic itself is strongly suppressed. The two
sidebands at positions 3�0±�R are called carrier-wave
Mollow sidebands because of their analogy to the funda-
mental Mollow sidebands. At �R��0, the sidebands of the
fundamental and the third harmonic meet and create a
peak at ��2�0, i.e., twice the laser frequency. The same
happens whenever � /�0 is equal to an even integer; how-
ever, for �R��0 the intensity of the higher harmonics de-
creases rapidly. As is discussed in Ref. 8 these peaks
should not be confused with even-harmonic generation
since the considered system has full spatial inversion
symmetry, and therefore even harmonics are forbidden
even in the presence of extremely high fields. For larger
Rabi frequencies, the emission spectra shown in Fig. 1 be-
come increasingly complex. It is difficult to interpret all
the details, in particular, since they sensitively depend on
the pulse characteristics, e.g., duration and shape.7

B. Semiconductor Nanostructures
The simplest way to model the optical properties of semi-
conductor nonostructures with continuous electronic dis-
persion, is to perform a so-called free-carrier calculation.
This means that one neglects the Coulomb interaction
among the photoexcited carriers, i.e., one sets Vk=0 in the
SBE, Eqs. (1)–(3). In this approximation, the semiconduc-
tor is modeled as a set of uncoupled two-level systems
with transition energies Ek=Ek

e +Ek
h and matrix elements

dk. The contributions of each two-level system are
summed up according to Eq. (10) to obtain the overall re-
sponse of the system. If the k dependence of the dipole
matrix element is weak, the linear absorption spectra ob-
tained from the free-carrier model are proportional to the
joint density of the states of the valence to conduction
band transitions. Since this approximation does not in-
clude many-body effects it does not provide an adequate
description of the linear optical spectra of semiconductors
that are dominated by excitonic effects.18,19

The extreme nonlinear optical response of a 1D semi-
conductor quantum wire in free-carrier approximation is
shown in Fig. 2(a). The laser frequency is resonant with
the bandgap and all the parameters are the same as those
used for the two-level calculations of Fig. 1. Many of the
features that appear in Fig. 1, e.g., the carrier-wave Mol-
low splitting and the peaks at even harmonics, are also
present in Fig. 2(a). Thus besides quantitative changes,
the quantum wire response is qualitatively quite similar
to the two-level result. The main differences between the
results of the two-level system and those of the quantum
wire are the strong peaks that appear in Fig. 2(a) at odd
harmonics of the laser frequency, in particular at � /�0
=3 and 5. To understand this difference between Figs. 1
and 2(a), one has to keep in mind that the free-carrier
semiconductor model is nothing but an ensemble of inho-
mogeneously broadened two-level systems. This suggests
that the strong enhancement of the odd harmonics in the
semiconductor spectrum could be due to contributions

Fig. 1. (Color online) Intensity of the emitted radiation Irad of a
two-level system as a function of the spectrometer frequency �

and the peak Rabi frequency �R. Irad is plotted on a logarithmic
scale that spans 7 orders of magnitude. The system is excited
resonantly by a Gaussian laser pulse with a duration of �=10 fs.
The transition energy of the system is E2LS= ��0=1.43 eV.
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from nonresonantly excited transitions. Figure 3 where
the response of the nonresonantly excited two-level sys-
tem �E2LS=1.4��0� is shown, confirms this expectation.
Hence, it is the band dispersion of the semiconductor that
leads to the appearance of strong odd harmonics in the
emission spectra.

Figure 4 shows the response computed for a 2D quan-
tum well in the free-carrier model. Comparing it with the
quantum wire result, Fig. 2(a), we find that the 1D and
the 2D spectra are qualitatively very similar. The stron-
gest differences between Figs. 4 and 2(a) appear for �

	�0 and �R
2�0 where the relative 2D response is re-
duced in comparison to the 1D result. In the free-carrier
model, the only difference between the 1D and 2D calcu-
lations is the modified joint density of states. Whereas in
one dimension the density of states has a maximum at
the bandedge and then continuously decreases with in-

creasing energy, the density of states is constant in two
dimensions.18 Therefore the 1D response is in the vicinity
of �=�0 very similar to the two-level results, whereas in
two dimensions the relatively enhanced contributions of
energetically higher transitions somewhat reduce the re-
sponse for �	�0 and not too high �R.

Now we analyze the influence of the Coulomb interac-
tion among the photoexcited carriers on the extreme non-
linear optical response of semiconductor nanostructures.
Figure 2(b) shows the result of a Hartree–Fock calcula-
tion. In fact, there are hardly any differences between
Figs. 2(a) and 2(b), which means that the Coulomb inter-
action on the Hartree–Fock level does not significantly in-
fluence the system response in this regime. In Fig. 5, we
compare the emission spectra obtained within the free-
particle model with those computed on the Hartree–Fock
level for two Rabi frequencies. The comparison shows (i)
that the overall structure of the spectra is due to the
light–matter interaction and (ii) that the Hartree–Fock
contributions do not vanish but lead to only small
changes. This result may seem surprising since it is well

Fig. 2. (Color online) Intensity of the emitted radiation Irad of a
1D semiconductor quantum wire described by a two-band effec-
tive mass model with an energy gap of EG= ��0=1.43 eV. (a)
Free-carrier result, i.e., the many-body Coulomb interaction is
neglected, (b) the Coulomb interaction is treated on the Hartree–
Fock level. The excitation parameters are the same as in Fig. 1.

Fig. 3. (Color online) Same as Fig. 1 but for nonresonant exci-
tation of a two-level system with a transition energy of E2LS
=1.4��0�2 eV.

Fig. 4. (Color online) Same as Fig. 2(a) computed for a 2D semi-
conductor quantum well.

Fig. 5. Cross sections through Fig. 2(a) (dotted curves, free-
carrier calculation) and Fig. 2(b) (solid curves, Hartree–Fock cal-
culation) for two different Rabi frequencies.
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known that excitonic and further many-body effects domi-
nate the optical response for weak and moderate excita-
tion intensities.18,19 However, when the Rabi frequency is
comparable to the bandgap frequency the energy scale de-
scribing the light–matter coupling is much larger than
the typical Coulomb energy, i.e., the exciton binding en-
ergy that is only a small fraction of the bandgap. There-
fore this regime is dominated by the light–matter interac-
tion, and the Hartree–Fock terms result in only weak
modifications of the response.

Figure 6 compares the emission spectra of a two-level
system [Fig. 6(a)] with those obtained for a free-carrier
[Fig. 6(b)], and Hartree–Fock calculations [Fig. 6(c)]. In
Fig. 6 we concentrate on the spectra in the vicinity of �

=�0=EG /� for rather small Rabi frequencies. In this re-
gion, the two-level response is symmetric with respect to
�=�0, whereas the semiconductor models are not sym-
metric and have a large response at ��EG /�. Thus Figs.
6(b) and 6(c) differ significantly from Fig. 6(a). Further-
more, one can clearly identify strong differences between
Figs. 6(b) and 6(c). Thus in the region of not too strong

Rabi frequencies the Hartree–Fock terms are relevant
and cannot be neglected. By comparing Figs. 6(b) and 6(c),
we notice that the importance of the Coulomb interaction
decreases with increasing excitation intensity.

Furthermore, we have investigated the influence of
Coulomb many-body correlations on the extreme nonlin-
ear optical response by treating the correlation terms of
Eqs. (1)–(3) on the second-Born level. On this level, the
correlations describe on a microscopic level the relaxation
of the carrier distributions as well as the excitation-
dependent dephasing of the polarizations attributable to
Coulomb scattering. A comparison between the Hartree–
Fock and the second-Born results for two different excita-
tion intensities is shown in Fig. 7. One clearly sees that
unlike the case of moderate excitation intensities18,19 the
correlation terms do not alter the spectra in the extreme
nonlinear regime. Therefore we conclude that in 1D and
2D semiconductor nanostructures the Coulomb interac-
tion can be regarded as a small correction of the dominat-
ing free-particle dynamics in the regime of extreme non-
linear optics.

It is well known that Coulomb scattering leads to a
damping of the microscopic polarization pk which depends
on the excitation conditions. However, for our Hartree–
Fock and free-carrier calculations we have used a con-
stant dephasing time T2. Figure 7 shows that our results
are not altered by a microscopic treatment of the dephas-
ing. This leads to the question of whether the extreme
nonlinear optical response depends on the dephasing time
at all. The spectra computed from Hartree–Fock calcula-
tions performed for two different dephasing times are
shown in Fig. 8(a). These results demonstrate that, in
fact, the emission spectra, and, in particular, the line-
widths do not depend on the damping of the polarization
as long as T2 is significantly longer than �. Figure 8(b)
shows the computed emission spectra for two different

Fig. 6. (Color online) Intensity of the emitted radiation Irad for
smaller Rabi frequencies at approximately � /�0=1 for (a) two-
level system, (b) free-carrier, and (c) Hartree–Fock calculation.
The excitation conditions are the same as in Figs. 1 and 2. Note
that the axes are scaled in units of the 3D exciton binding energy
EB�4.37 meV, which is approximately 327 times smaller than
the transition energy of the two-level system, and the bandgap
��0=EG=1.43 eV.

Fig. 7. Same as Fig. 5 but the calculations are performed on the
Hartree–Fock level (dotted curve) and on the second-Born level
(solid curve).
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durations of the exciting pulse. Obviously, the linewidths
of the emission spectra reflect the spectral width of the in-
cident laser pulse. The results of Fig. 8 demonstrate that
the structure of the emission spectra is determined by the
ultrafast dynamics that take place during the excitation.
The decay of the polarization after the excitation has ba-
sically no influence on the spectra (at least as long as the
dephasing time is significantly longer than the pulse du-
ration).

C. Simplified Analytical Results for a Two-Level System
To understand some features of the emission spectra in
more detail, we have performed a simplified analytical so-
lution for a two-level system within the RWA by using
box-shaped pulses. These results help us to understand
the spectra near the fundamental resonance for small
Rabi frequencies. As shown in Fig. 6(a), minima for cer-
tain Rabi frequencies are present near the fundamental
resonance. The most obvious explanation for the origin of
these minima would be Rabi flopping of the Bloch vector,
i.e., the minima arise at those Rabi frequencies where the
system is either completely inverted or in the ground
state after the excitation is over. For both cases, the po-
larization is zero after the pulse. This means that the

pulse area has to fulfill the condition d� Ẽ�t�dt / �

=��R�t�dt=n� with integer n, where Ẽ�t� is the envelope
of the exciting field. A detailed analysis shows, however,
that the minima in Fig. 6(a) appear at slightly different
Rabi frequencies than predicted by the Rabi oscillation
model. Assuming a box-shaped pulse and applying the
RWA, which is valid for small Rabi frequencies, Eqs.
(1)–(3) can be solved analytically for a resonantly excited
two-level system. One obtains for the time-dependent po-
larization:

P�t,�R� = �
i

2
sin��Rt�e−i�0te−�t/T2�, t 
 �

i

2
sin��R��e−i�0te−�t/T2�, t � �

. �12�

A Fourier transformation of Eq. (12) with respect to t

yields

P�
�,�R� =
i

2

1

�i
� − T2
−1�2 + �R

2 �e�i
�−T2
−1��

���i
� − T2
−1�sin��R�� − �R cos��R��� + �R�

−
i

2

sin��R��

i
� − T2
−1e�i
�−T2

−1��, �13�

with 
���−�0. To obtain an explanation for the posi-
tions of the minima in Fig. 6(a) at �=�0, we analyze Eq.
(13) at 
�=0:

P�0,�R� =
i

2

�RT2
2

��RT2�2 + 1
�1 − e−�/T2�cos��R��

− �RT2 sin��R����. �14�

In the limit of slow dephasing, i.e., T2→�, the roots of Eq.
(14) appear at �R�=n�, which is exactly the condition for
the Rabi flopping mentioned above. However, according to
Eq. (14) the �2n−1�th roots shift to larger, and the 2nth
roots shift to smaller, Rabi frequencies with decreasing
dephasing time. Thus, Rabi flopping is the origin of the
minima in Fig. 6(a) whose exact position is modified by
dephasing. However, as long the dephasing rate T2

−1 is
much smaller than the Rabi frequency �R (for T2=50 fs

Fig. 8. Spectra of the emitted radiation Irad computed on the
Hartree–Fock level for �R=0.5�0. (a) Results for the dephasing
times of T2=50 fs (solid curve) and T2=30 fs (dotted curve) are
shown. The pulse duration is fixed at �=10 fs here. (b) Spectra for
different pulse durations, i.e., �=20 fs (dotted curve), and �

=10 fs (solid curve).

Fig. 9. (Color online) Intensity of the emitted radiation Irad of a
resonantly excited two-level system obtained from the analytical
solution of Eq. (13) for a box-shaped pulse and in RWA. The
dephasing time is T2=50 fs, and the pulse duration is (a) �

=10 fs and (b) �=5 fs.
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this condition is already fulfilled for ��R�10EB) these
modifications are very small.

To get further information from the analytical solution,
the response of a resonantly excited two-level system as
described by Eq. (13) is plotted in Fig. 9 for extreme non-
linear excitation conditions, although the RWA is valid
only for small Rabi frequencies, i.e., ��R≪EG. Figure 9
shows that the additional sidebands mentioned in Subsec-
tion 3.A when discussing Fig. 1 appear also in RWA cal-
culations. A comparison between Figs. 9(a) and 9(b) shows
that the number and position of the additional sidebands
scale with the pulse duration in the same way as the
minima at the fundamental resonance. This suggests that
these sidebands are also connected to the Rabi flopping of
the Bloch vector.

4. CONCLUSIONS

We have analyzed the extreme nonlinear optical response
of direct bandgap semiconductor quantum wells and
wires by numerically solving the semiconductor Bloch
equations beyond the rotating wave approximation. Our
results demonstrate that mostly because of electronic dis-
persion the optical response of semiconductor nonostruc-
tures differs characteristically from that of a single two-
level system. When the excitation pulse is tuned to the
bandgap, optical transitions with higher resonance fre-
quencies are also excited and contribute significantly to
the response. It is shown that compared to a two-level
system the enhanced generation of odd harmonics in
semiconductor nonostructures can be understood to be
the result of off-resonantly driven transitions.

The many-body Coulomb interaction is investigated on
both the Hartree–Fock and the second-Born level. The
Coulombic terms are known to dominate the optical re-
sponse at weak and moderate excitation intensities. How-
ever, when the Rabi frequency becomes comparable to the
bandgap frequency this energy scale is much larger than
the typical Coulomb energy, i.e., the exciton binding en-
ergy that is only a small fraction of the bandgap. There-
fore the optical response in this regime is dominated by
the light–matter interaction, and the Coulomb interaction
only weakly modifies the response.

It is possible to describe certain features of the emis-
sion spectra by simplified analytical solutions. Signatures
related to Rabi flopping and dephasing have been ana-
lyzed. In future studies we plan to incorporate further
bands into our approach. Additionally, the influence of the
field-induced acceleration of the photoexcited carriers
within a band will be investigated.
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14. R. Parzyńsky and M. Sobczak, “Analytical calculation of
atomic response to a few-cycle optical pulse,” J. Phys. B 37,
743–751 (2004).

15. J. Cheng and J. Zhou, “Validity of the two-level
approximation in the interaction of few-cycle light pulses
with atoms,” Phys. Rev. A 67, 041404 (2003).

16. X. Song, S. Gong, R. Li, and Z. Hu, “Effect of time-
dependent ionization on the propagation of a few-cycle
laser pulse in a two-level medium,” Phys. Rev. A 72, 043820
(2005).

17. O. D. Mücke, T. Tritschler, M. Wegener, U. Morgner, and F.
X. Kärtner, “Role of the carrier-envelope offset phase of
few-cycle pulses in nonperturbative resonant nonlinear
optics,” Phys. Rev. Lett. 89, 127401 (2002).

18. H. Haug and S. W. Koch, Quantum Theory of the Optical
and Electronic Properties of Semiconductors, 4th ed. (World
Scientific, 2004).

19. W. Schäfer and M. Wegener, Semiconductor Optics and
Transport Phenomena (Springer, 2002).

20. Q. T. Vu and H. Haug, “Detection of light-induced band
gaps by ultrafast femtosecond pump and probe
spectroscopy,” Phys. Rev. B 71, 035305 (2005).

21. M. Lindberg and S. W. Koch, “Effective Bloch equations for
semiconductors,” Phys. Rev. B 38, 3342–3350 (1988).

22. L. Bányai, I. Galbraith, C. Ell, and H. Haug, “Excitons and
biexcitons in semiconductor quantum wires,” Phys. Rev. B
36, 6099–6104 (1987).

23. W. Schäfer, “Influence of electron–electron scattering on
femtosecond four-wave mixing in semiconductors,” J. Opt.
Soc. Am. B 13, 1291–1297 (1996).

24. B. R. Mollow, “Power spectrum of light scattered by two-
level systems,” Phys. Rev. 188, 1969–1975 (1969).

Golde et al. Vol. 23, No. 12 /December 2006 /J. Opt. Soc. Am. B 2565





Paper II:
Ultrafast Phenomena XV, Springer Series

in Chemical Physics 88, 689 (2007)





Modeling of the Extreme Nonlinear Optical 

Response of Semiconductor Nanostructures  
 

D. Golde, T. Meier, and S. W. Koch 
Department of Physics and Materials Sciences Center, Philipps University, Renthof 5, D-35032 Marburg, Germany 

phone: ++49 6421 2824221, fax: ++49 6421 2827076 

torsten.meier@physik.uni-marburg.de 
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1. Introduction 
 

Compared to the vast amount of information about nonlinear optical processes that is available in the perturbative 

regime and for cases in which the Rabi energy, i.e., the light-matter coupling, is not the dominating energy scale, 

presently, only little knowledge in the regime of extreme nonlinear optics exists [1]. This regime is, however, 
accessible experimentally using intense ultrashort laser pulses that excite optical transitions in, e.g., semiconductors 

[2,3]. Furthermore, in extreme nonlinear optics one expects a multitude of interesting effects, as has been shown in 

[4] where a two-level system has been considered. Therefore, systematic theoretical investigations can provide an 

important step forward in gaining a better understanding of the ultrafast nonlinear optical response in this high-

intensity regime. 

In the following, we present results of a number of model calculations. In Sec. 2, we start by showing computed 

intensity-dependent emission spectra of a simple two-level system. Next, we extend the analysis and consider a 

three-level system, where the upper level is supposed to describe the onset of the vacuum states above which 
photoemission is possible. The results of the model calculations in Sec. 2 are presented in order to highlight the 

variety of fundamental and for characterizing the full scenario of effects arising in extreme nonlinear optics. In  

Sec. 3, we consider optical excitations in semiconductor nanostructures which are described by the semiconductor 

Bloch equations [5]. These equations include besides the band dispersions also many-body Coulomb effects, e.g., 

excitonic resonances. It is shown that in quantum wells and quantum wires, in particular, the band dispersion 

characteristically modifies the extreme nonlinear optical response [6]. 

 

 

2. Two- and three-level systems 
 

When exciting a two-level system with an intense square wave, one can clearly identify the generation of odd higher 

harmonics and Mollow sidebands. These sidebands can couple to the emission at the fundamental transition 

frequency and the odd harmonics and may lead to an interesting emission near the even harmonics [1,4]. When 

using pulses with smooth envelopes, the computed intensity-dependent emission spectra include additional structure, 

see Fig. 1, which depend sensitively on the pulse duration and to a certain extend also on the chosen shape of the 

envelope. 
For Rabi energies on the order of or even above the fundamental transition frequency, it becomes questionable 

whether the two-level approximation can be used to properly describe the optical response of atomic systems and 

nanostructures. For example, in intense laser pulses photoemission is possible which can only be described if 

additional levels or bands are incorporated into the analysis. The simplest extension in this direction is considered in 

Fig. 2. Here, we use a three-level system with an upper level which describes the onset of the vacuum states. By 

comparing Figs. 1 and 2, we find that on the one hand the additional level leads to some signatures in the emission at 

the new transition frequency which corresponds to about 1.5ω0 in Fig. 2. On the other hand, it also significantly 
modifies the generation of the higher harmonics, in particular, at elevated excitation intensities.  

 



 
 

Fig. 1. Contour plot of the emitted intensity of a two-level system with transition frequency ω0 driven resonantly by a 

10fs intense Gaussian laser pulse. The x-axis denotes the emitted frequency ω0 and the y-axis the Rabi frequency ωRabi 

which are both given in units of ω0. 

 

 

 

 
Fig. 2. Same as Fig. 1, considering a three-level system with an upper level situated about 1.5ω0 above the intermediate 

level. The two transition dipoles are chosen to be equal. 



 
 

Fig. 3. Same as Fig. 1, for a semiconductor nanostructure which is excited by an intense 10fs Gaussian laser pulse 

resonantly at the fundamental band edge (ω0). Compared to Fig. 1 characteristic changes are observable which are 

basically a consequence of the band dispersion. Qualitatively similar results are obtained for both quantum wells and 

quantum wires. 

 

3. Semiconductor nanostructures 
 

When comparing Fig. 3 to Fig. 1 one notices characteristic differences between the response of a two-level system 

and that of a semiconductor nanostructure. In Fig. 3, in particular, the third harmonic but also the fifth harmonic are 

stronger than in Fig. 1 and start to become significant at lower Rabi frequencies. Additional calculations (not shown 

in figure) allow us to identify that these signatures arise basically from the band dispersion. Due to this dispersion, 

the optical transitions in the semiconductor nanostructures are intrinsically inhomogeneously broadened. Thus 
besides the resonant excitation near the band edge always also off-resonant excitation contribute to a certain extend 

to the optical response. It has been verified that such off-resonant excitations are responsible for most of the 

differences between Fig. 1 and Fig. 3.  

It is well known that in semiconductor nanostructures Coulomb many-body effects dominate the nonlinear 

optical response close to the fundamental band edge if the Rabi energy is much smaller than the band gap [5]. It, 

however, turns out that these effects are of less importance in the regime where the light-matter interaction is the 

dominating energy scale. Presently, work is in progress concerning the inclusion of energetically higher bands and 

the field-induced electronic acceleration. 
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I. INTRODUCTION

The study of light-matter interactions with intense ul-
trafast laser pulses is a rapidly advancing research field
yielding novel informations on fundamental light-matter in-
teraction processes with significant application potential.
Employing high-harmonic generation �HHG�1,2 it became
possible to initiate, observe, and control transient processes
in atomic and molecular systems on attosecond time scales,
see, e.g., Refs. 3–5. The fascinating regime of extreme non-
linear optics in which the Rabi frequency is comparable to or
larger than the transition frequency can also be reached in
semiconductors, see, e.g., Refs. 6. Interesting effects that
have been predicted and observed in semiconductors include
carrier-wave Rabi flopping,7–9 HHG,10–14 and the Mollow
triplet.15

Theoretically the nonlinear optical response of two-level
systems to intense ultrashort pulses has been studied by solv-
ing Bloch or Maxwell-Bloch equations.7,10,11,14,16–18 In Refs.
12 and 19 the extreme nonlinear optical response of semi-
conductors with a continuous band structure has been mod-
eled by an ensemble of inhomogeneously broadened two-
level systems. The influence of the many-body Coulomb
interaction among the photoexcited electrons and holes,
which strongly influences the linear and nonlinear optical
response of semiconductors in the regime where the light-
matter interaction is not the dominating energy scale,20,21 has
been analyzed in a few investigations.13,15,22 In Ref. 13 it has
been shown that in two-dimensional semiconductor quantum
wells and in one-dimensional semiconductor quantum wires
the Coulomb interaction affects the light emission only
weakly in the regime where the light-matter interaction
dominates the energy scale. However, characteristic differ-
ences between the emission of a two-level system and ex-
tended semiconductors with a continuous dispersion have
been demonstrated.13

Previous studies of the light emission of semiconductor
nanostructures after excitation with intense femtosecond la-
ser pulses have focused on light-field-induced interband tran-
sitions that give rise to carrier-wave Rabi flopping and HHG.
Here, we extend the theoretical approach by additionally
considering intraband excitations, i.e., the light-field-induced

carrier acceleration. Such terms are well known to be rel-
evant for descriptions of phototransport effects, e.g., opti-
cally detected Bloch oscillations23 and dynamic
localization24 and the coherent generation of photocurrents
by two-color excitation.25–27 Here, a theory that consistently
includes both interband and intraband excitations23,24,26–28 is
used to analyze the light emission of semiconductor nano-
structures in the extreme nonlinear optical regime. Numeri-
cal solutions of the extended semiconductor Bloch equations
�SBE� demonstrate that surprisingly the intraband accelera-
tion strongly enhances the HHG compared to the case when
only interband excitations are considered.

Our theoretical approach, i.e., SBE that describe the dy-
namics of the polarizations and the occupations due to inter-
band and intraband excitation, is introduced in Sec. II. Nu-
merical results on the emission in the regime of extreme
nonlinear optics are presented and discussed in Sec. III. The
intraband excitations lead to an additional radiation source
via the light-field-induced current and also significantly
modify the dynamics of the optical polarization. Altogether,
the emission spectra are strongly enhanced towards high fre-
quencies by the intraband acceleration. Furthermore, the in-
fluence of the band width and the effective mass on the emis-
sion is analyzed. Our most important results are summarized
in Sec. IV.

II. THEORETICAL APPROACH

The coupled interband and intraband dynamics of semi-
conductor nanostructures is described by the SBE within a
two-band model.23,24,28 Since Ref. 13 showed no strong in-
fluence of the dimensionality on the light emission in the
extreme nonlinear optical regime, we consider here a one-
dimensional quantum wire and linearly polarized light fields,
which allows us to ignore the vector character of the wave
vector, the electric field, etc. Furthermore, we omit here the
Coulomb interaction among the photoexcited carriers which
influences the emission in the regime of extreme nonlinear
optics only very weakly.13 To understand this issue, one has
to keep in mind that in semiconductors the Coulomb energy
is typically of the order of the exciton binding energy. Thus,
in extreme nonlinear optics, the energy scale describing the
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light-matter interaction dominates the system response and
the Coulomb interaction can in this case be regarded as a
small perturbation. The equations of motion of the interband
coherence �polarization� pk and the occupation n

k

e�h� of elec-
trons �holes� read

i�
�

�t
pk = ��k

e + �k
h − i

�

T2
�pk − �1 − nk

e − nk
h�dkE�t�

+ ieE�t� · �kpk, �1�

�
�

�t
nk

e�h� = − 2 Im�dkE�t�pk
*� + eE�t� · �knk

e�h�. �2�

Here, �
k

e�h� are the single particle energies of the electrons
�holes�, T2 is the dephasing time of the polarization, dk is the
�k-dependent� dipole matrix element, and E�t� denotes the
the electric field of the exciting laser pulse. While the terms
proportional to dkE�t� in Eqs. �1� and �2� represent optical
interband transitions, the intraband excitations are described
by the terms proportional to E�t� ·�k. These terms lead to a
time-dependent wave vector k which changes according to
the acceleration theorem at a rate that is proportional to
E�t�29–31

d

dt
k�t� = −

e

�
E�t� . �3�

In conventional optics, the rapidly oscillating changes of the
wave vector that are induced by the optical fields are very
small compared to typical wave vectors in a semiconductor.
Therefore, the intraband dynamics usually does not modify
the optical response significantly and consequently the intra-
band effects can often be neglected. In extreme nonlinear
optics, however, the exciting fields are strong enough to
cause very large transient shifts of the wave vector which can
exceed the width of the Brillouin zone.6 The results pre-
sented below demonstrate that in this regime the intraband
effects cannot be neglected but play a major role for the
optically-induced dynamics of the system and its emission.

Due to the motion of the carriers within the bands, a mac-
roscopic current J arises which contributes to the light emis-
sion of the nanostructure in addition to the macroscopic po-
larization P. In the time domain these quantities are given by

P�t� = �
k

�dkpk�t� + c.c.� �4�

and

J�t� = �
�,k

evk
�nk

��t� , �5�

where dk is the interband dipole matrix element, vk
� is the

group velocity, i.e., proportional to the derivative of the dis-
persion with respect to k, and �=e ,h is a band index. The
time-dependent occupations nk

��t� and polarizations pk�t�
which determine P and J are obtained by numerical solutions
of the SBE, Eqs. �1� and �2�.

The spectrum of the emitted radiation is given by

Irad��� � ��2P��� + i�J����2. �6�

Below, we distinguish between the total emission given
by Eq. �6�, the emission due to the interband polarization
Irad

pol= ��2P����2 and that due to the intraband current
Irad

curr= ��J����2. Eq. �6� shows that Irad is not just given by the
sum of the interband and intraband emission intensities, but
also depends on the interference of P��� and J���. In addi-
tion to the numerical results that are presented and discussed
in the following section, simplified analytical solutions of the
SBE and of the polarization and current dynamics are pro-
vided in the Appendix.

III. NUMERICAL RESULTS

In order to keep the numerics as simple as possible, we
consider a one-dimensional GaAs quantum wire in two-band
approximation. However, as shown by our earlier
comparisons,13 the results presented should be qualitatively
similar to those of quantum wells. The electron and heavy-
hole dispersions are modeled as tight-binding bands that are
proportional to −

��

2 cos�ka�, where a is the lattice constant
and �� is the width of band �. If the curvature of the disper-
sion is chosen to coincide with that of a parabolic effective
mass model, one has to use a band width that is inversely
proportional to the effective mass m�

15,22,28

�� =
2�2

m�a2 . �7�

Using �-point effective masses of me=0.069m0 and
mhh=0.5m0 for the electron and heavy-hole bands, respec-
tively, and the GaAs lattice constant of a=5.65 Å results in
band widths of �e=6.9 eV for the conduction and �h

=0.96 eV for the valence band. In all calculations we con-
sider an exciting laser pulse with Gaussian shape, a duration
of 	=10 fs, and a central frequency that is resonant with the
band gap, i.e., EG=��0=1.43 eV. The decay of the polariza-
tion is modeled by a dephasing time of T2=50 fs.

Figure 1�a� shows the excitation dependent spectra if as in
previous studies intraband excitations, i.e., the terms propor-
tional to �k in Eqs. �1� and �2� are neglected. In this case, the
current J and thus Irad

curr��� vanish and the total emission is
due to the optical polarization, i.e., Irad���= Irad

pol��� and one
obtains significant emission for frequencies �
��R with
�	2. Incorporating the intraband acceleration into the
theory strongly increases the width of the emission spectra,
see Fig. 1�d�, and the region of significant emission corre-
sponds to �	10. Surprisingly, Figs. 1�b� and 1�c� show that
the interband polarization Irad

pol and not the current Irad
curr is

mainly responsible for the strong broadening of the emission
spectra. It is thus the modification of the dynamics of the
optical polarization P�t� via the intraband acceleration that
largely increases the HHG compared to calculations that con-
sider only interband excitations. In the Appendix, this effect
is analyzed qualitatively on the basis of simplified analytic
investigations.

To analyze the different terms more precisely, the emis-
sion spectra for �R=3�0 of the contour plot Fig. 1 are shown
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as lines in Fig. 2�a�. For pure interband dynamics the emis-
sion intensity falls off rapidly with increasing frequency.
When the coupled interband and intraband dynamics is con-
sidered, significant emission appears over a broader range
and the decrease for large frequencies becomes much slower.
The total emission intensity Irad is basically given by the
current-induced emission Irad

curr for �
60�0, whereas the
polarization-induced emission Irad

pol dominates for ��80�0.
Figure 2�b� shows Irad, Irad

curr, and Irad
pol in the transition region

where the polarization- and the current-induced emission in-
tensities are of comparable strength and interference effects
are significant.

Clearly, the width of the conduction band �e=6.9 eV is
unrealistic since such a wide conduction band would extend
into the vacuum region where only unbound states exist. If
one, however, reduces the bandwidth within the tight-binding
model one, according to Eq. �7�, simultaneously increases
the effective mass. The total emission for a conduction band
of width �e=2.5 eV which corresponds to a concomitant in-
crease of the electron effective mass to me=0.19m0 is shown
in Fig. 3�a�. Comparing to Fig. 1�d� demonstrates that the

region of strong emission is smaller when the bandwidth is
decreased.

To be able to vary bandwidth and effective mass sepa-
rately, we use a model that includes nearest and second near-
est neighbor interactions. In this case, the dispersion is pro-
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FIG. 1. �Color online� Excitation dependent emission of a GaAs
quantum wire with a tight-binding band structure. � is the spec-
trometer frequency, �R the peak Rabi frequency, and �0 the excita-
tion frequency. The logarithmic color encoding covers seven orders
of magnitude, see �a�. In �a�, the emission for pure interband dy-
namics is shown, i.e., Irad���= Irad

pol���. �b�, �c�, and �d� show the
spectra for coupled interband and intraband dynamics due to the
polarization Irad

pol���, the current Irad
curr���, and the total emission

Irad���, respectively.
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FIG. 2. Cross section through Fig. 1 at �R=3�0 for pure inter-
band dynamics �dashed curve� and the coupled interband and intra-
band dynamics showing Irad

pol��� �light gray curve�, Irad
curr��� �dark

gray curve�, and Irad��� �solid black curve�. �a� The emission spec-
tra on a logarithmic scale for a wide � range, whereas in �b� the
emission in the transition region, where Irad

pol��� and Irad
curr��� are

comparable, is shown on a linear scale.
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FIG. 3. �Color online� Total emission spectra Irad��� for coupled
interband and intraband dynamics. In �a� a tight-binding model with
a bandwidth of �e=2.5 eV and an effective mass of me=0.19m0 is
used. �b� is for a dispersion that includes also second-nearest neigh-
bor interactions with �e=2.5 eV and me=0.069m0.

HIGH HARMONICS GENERATED IN SEMICONDUCTOR… PHYSICAL REVIEW B 77, 075330 �2008�

075330-3



portional to A cos�ka�+B cos�2ka� and the two parameters A

and B can be chosen to obtain the desired bandwidth and
effective mass. In Fig. 3�b� we have evaluated such a model
which has the same band width as in Fig. 3�a� of �e

=2.5 eV and the GaAs effective masses of me=0.069m0.
Comparing Figs. 3�a� and 3�b� demonstrates that for constant
bandwidth the emission depends significantly on the effec-
tive mass or one could say on the details of the dispersion. In
fact, the range of emission seen in Fig. 3�b� is not very dif-
ferent from that of Fig. 1�d�, i.e., the width of the emission
spectra depends much more strongly on the effective mass
than on the band width. Alternatively, one can conclude that
the maximum steepness of the band dispersion and not the
bandwidth determines the broadness of the emission. This is
understandable since for a steeper dispersion the intraband
acceleration leads to a more rapid variation of the electron
and hole energies �k

e/h through the time-dependent wave vec-
tor. In order to obtain an improved physical understanding of
this phenomenon, analytical solutions of Eqs. �1� and �2� for
realistic excitation conditions are required which are pres-
ently not available.

IV. SUMMARY

The radiation emitted from a semiconductor quantum
wire after extreme nonlinear optical excitation has been com-
puted. Whereas most previous studies concentrate on inter-
band excitations, we present and evaluate a theory that con-
sistently describes the coupled light-field-induced interband
and intraband dynamics. It is demonstrated that in the regime
of extreme nonlinear optics the intraband acceleration sig-
nificantly influences the light-field-induced dynamics and the
emission. In particular, the intraband acceleration modifies
the dynamics of the interband polarization. This results in a
strongly enhanced generation of high harmonics as compared
to the case when only interband excitations are considered.
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APPENDIX: SIMPLIFIED QUALITATIVE ANALYSIS

Already in the regime of ordinary nonlinear optics, i.e.,
for a Rabi frequency that is much smaller than the band gap,
analytical solutions of the SBE, Eqs. �1� and �2�, are only
available for certain pulse shapes, e.g., ultrashort 
 pulses or
pulses with a constant envelope, for the cases of resonant
or near-resonant excitation, which allows one to use
the rotating-wave approximation to simplify the
calculations.20,21,28 When analyzing the generation of higher-
harmonics in the regime of extreme nonlinear optics such
simplifications are not possible6,11,13 and consequently no
analytical solutions for realistic pulse shapes are available.

In order to support our numerical findings, we therefore
present in the following a number of simplified analytical

results. We start with a two-level system whose polarization
is given by

P�t� = d�p�t� + c.c.� , �A1�

which corresponds to Eq. �4� without the k summation. For
excitation with an ultrashort pulse of the form

E�t� = Ê�t��ei�0t + e−i�0t� , �A2�

where Ê�t� is the envelope, we write the the time-dependent
polarization as

P�t� = H�t���t� = H�t�ei��t�. �A3�

Its Fourier transform is thus given by the convolution

P��� =
 d��H������� − ��� . �A4�

During the excitation, H�t� and ��t� are oscillating rapidly
and due to coherent nonlinear dynamics of the two-level sys-
tem, in particular, carrier-envelope Rabi flopping, this dy-
namics leads to the generation of higher harmonics
n�0 which are visible in the emission spectrum
Irad

pol���= ��2P����2.6,11

For the analysis of a two-band semiconductor, we incor-
porate the band dispersion into the equations given above
and write

P�t� = �
k

Pk�t� = �
k

Hk�t�e
i�k�t� �A5�

and

P��� = �
k

Pk��� = �
k


 d��Hk�����k�� − ��� .

�A6�

Due to interferences among the complex Pk���’s which in-
clude resonantly and off-resonantly excited transitions, this
inhomogeneous broadening modifies Irad

pol��� compared to a
two-level system.13

As discussed in Sec. II, the intraband acceleration that is
described via the terms proportional to ieE�t� ·�k in Eqs. �1�
and �2�, leads to a time-dependence of the wave vector k�t�
which varies with a rate that is proportional to the field
amplitude E�t�. This means that the transition frequency
�k

eh= ��k
e+�k

h� /� becomes a function that through k�t� ac-
quires a rapid time dependence. For tight-binding dispersions
we have

�k
eh�t� = �gap +

�e + �h

2�
�1 − cos�k�t�a�� . �A7�

The time dependence of the wave vector is given by k�t�

=k0− e

�

−�

t dt�E�t��, i.e., for a constant field envelope Ê, it
oscillates as sin��0t�. Thus, in this case the explicit time
evolution of the transition frequencies follows from
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�k0

eh�t� = ��gap + ��� − �� cos�k0a +
�B

�0
sin��0t��

= ��gap + ��� − �� cos�k0a�cos��B

�0
sin��0t��

− �� sin�k0a�sin��B

�0
sin��0t�� �A8�

with ��=
�e+�h

2�
and the Bloch frequency �B= eaÊ

�
. In order to

gain more insight into the actual temporal behavior of the
transition frequencies, we rewrite the nontrivial contributions
of Eq. �A8� as:

cos��B

�0
sin��0t�� = J0��B

�0
� + 2�

N=0

�

J2N��B

�0
�cos�2N�0t�

�A9�

and

sin��B

�0
sin��0t�� = 2�

N=0

�

J2N+1��B

�0
�cos��2N + 1��0t� ,

�A10�

where JN is the Nth order Bessel function of first kind. Ob-
viously, the transition frequencies oscillate with multiple in-
tegers of the exciting field frequency �0. The intraband dy-
namics leads therefore, in particular, to an additional rapid
oscillatory behavior of the phase �k�t� that causes a broad-
ening of �k��� and thus a broadening of P��� as compared
to considering only interband excitations. This reasoning
qualitatively explains the difference between Figs. 1�a� and
1�b�, i.e., that the intraband excitations modify the interband
dynamics and emission.

So far, we have dealt with the emission due to the polar-
ization only. However, similar arguments explain the genera-
tion of higher harmonics in the emission due to the current

Irad
curr���. Surely, the current would vanish without intraband

contributions since pure interband excitations create carrier
occupations nk

� that are symmetric in k while the group ve-
locity vk

� in Eq. �5� is an odd function of k.
The intraband motion leads to unsymmetric distribution

functions and thus, to a finite current. For tight-binding
bands, the group velocity is given by vk

�=
ea��

2�
sin�ka�. Insert-

ing this into Eq. �5� and taking into account the time depen-
dence of the wave vector for constant field envelopes yields

J�t� = − ea�� sin��B

�0
sin��0t���

k0

nk0
�t�cos�k0a� .

�A11�

Again, this expression can be expanded in terms of Bessel
functions which unravels the high-harmonic oscillations

J�t� = − ea��2�
N=0

�

J2N+1��B

�0
�sin��2N + 1��0t�

��
k0

nk0
�t�cos�k0a� . �A12�

The interband dynamics leads to a time dependence of nk0
�t�

via carrier-wave Rabi flopping and thus, modifies the current
in addition to the intraband contributions. Hence, the actual
dynamics of the current, similarly to the polarization dynam-
ics, results from a nontrivial coupling of interband and intra-
band excitations each producing high Fourier components
that leads to the broad emission spectrum of Fig. 1�c�.

The simplified analysis presented in this appendix quali-
tatively explains the high harmonic generation due to
coupled interband and intraband dynamics. However, if one
wants to obtain quantitative analytical results, e.g., unravel
the relative importance of both contributions, see, e.g., Figs.
1 and 2, it is required to solve Eqs. �1� and �2� analytically
for realistic pulse shapes and excitation conditions. Unfortu-
nately, such solutions are not available.
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A microscopic analysis of the emitted radiation of a
semiconductor nanostructure after excitation with an ex-
tremely intense ultrashort laser pulse is presented. It is
shown that the extreme nonlinear optical response is not
sufficiently described by pure interband transitions but
one has to include intraband effects as well.

Numerical solutions of extended Bloch equations that
include the coupled inter- and intraband dynamics are
presented. For large excitation intensities, the intraband
effects strongly modify the polarization dynamics and
lead to a strong enhancement of high-harmonic gener-
ation compared to pure interband dynamics.

1 Introduction In the recent years, the high-
harmonic generation (HHG) [1,2] via the interaction of
strong optical fields with matter allowed for studying ul-
trafast transient processes in atoms and molecules on an
attosecond time scale [3]. Due to the development of few-
cycle intense laser sources [4,5], the regime of extreme
nonlinear optics, i.e., the regime where the Rabi frequency
is comparable to or larger than the band gap became acces-
sible in semiconductors [6]. For such strong fields, a huge
amount of novel interesting effects arises like carrier-wave
Rabi flopping [7,8], HHG [9,10], and carrier-wave Mol-
low triplets [11] that have been predicted theoretically as
well as observed experimentally.

When modeling the the extreme nonlinear optical re-
sponse theoretically, previous studies [8–13] mainly fo-
cused on the interband transitions induced by the light field
while the intraband excitations have not been included.
However, these intraband contributions lead to a rapid pe-
riodic acceleration of the photoexcited carriers due to the
electric field of the laser [6]. For moderate laser intensi-
ties, i.e., in conventional nonlinear optics, these changes
of the carrier momentums are very small and, thus, the in-
traband dynamics can often be neglected. However, if the
laser intensity is increased such that extreme nonlinear ef-

fects dominate the response, the intraband acceleration can
cause very large shifts of the carrier momenta within half
a period of the electric field. These shifts can even exceed
the width of the Brillouin zone. Hence, the intraband con-
tributions cannot be assumed to be small any more. In this
paper, we analyze the extreme nonlinear optical response
of semiconductor nanostructures due to the coupled inter-
and intraband dynamics. It is demonstrated that the intra-
band motion of the photo-excited carriers leads to a strong
broadening of the emission spectra and, thus, to a strong
enhancement of HHG.

We start our analysis in Sec. 2.1 with presenting our
microscopic theory for the extreme nonlinear optical re-
sponse. In Sec. 2.2, we discuss the equations with regard
to the pure intraband effects. The full numerical results in-
cluding both inter- and intraband dynamics are presented
and discussed in Sec. 3 before we briefly summarize our
most important results in Sec. 4.

2 Theory

2.1 Equations of motion In order to keep the the-
oretical description as simple as possible, we focus on the
optical response of a one-dimensional quantum wire within
a two-band model. We assume the electrical field to be po-
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larized linearly along the wire axis. Thus, we can omit the
vector character of all vectorial quantities in our calcula-
tions. Another reason for considering only quantum wires
is to reduce the numerical complexity of the problem since
due to the intraband dynamics, the problem is not rotation-
ally symmetric any more.

In extreme nonlinear optics, the energy scale describ-
ing the light-matter interaction (∼ band gap energy) is
much larger than the energy scale of the Coulomb inter-
action (∼ exciton binding energy). Thus, the many-body
Coulomb interaction among the carriers is only a small
perturbation to the extreme nonlinear response and we can
omit it in this analysis. A detailed study of this matter is
provided by Ref. [10].

We compute the coupled inter- and intraband dynam-
ics of the semiconductor nanostructure using an equation-
of-motion approach. For this purpose, we solve the dy-
namics of the microscopic interband coherence (polariza-

tion) pk = 〈a†
v,kac,k〉 and the carrier occupations fe

k =

〈a†
c,kac,k〉 and fh

k = 1−〈a†
v,kav,k〉 for electrons and holes,

respectively. Here, a
(†)
λ,k are destruction (creation) operators

for electrons in band λ with lattice momentum k. With the
assumptions mentioned above, the equations of motion are
given by [14–16]

i�
∂

∂t
pk = (εe

k + εh
k − i

�

T2
)pk − (1 − fe

k − fh
k )dkE(t)

+ieE(t) · ∇kpk, (1)

�
∂

∂t
f

e(h)
k = −2 Im [dkE(t)p∗k] + eE(t) · ∇kf

e(h)
k (2)

with the band dispersion for electrons (holes) ε
e(h)
k , the

electric field of the exciting laser pulse E(t), the k-
dependent dipole-matrix element dk, and the dephasing
time of the polarization T2. The terms containing the
dipole-matrix element represent the interband transitions
and the terms containing ∇k describe the intraband accel-
eration. We will show in Sec. 2.2 that these gradient terms
give rise to a ponderomotive motion of the photoexcited
carriers due to the laser field.

The incoming electrical field induces a macroscopic
polarization P (t) due to the interband transitions of the
electrons as well as a macroscopic current J(t) along the
quantum wire axis due to the acceleration of the carriers
within their bands. These quantities determine the optical
response of the semiconductor and can be computed via
the solutions of Eqs. (1) and (2):

P (t) =
∑

k

(dkpk(t) + c.c.) , (3)

J(t) =
∑

λ,k

evλ
k fλ

k (t). (4)

Here, vλ
k = 1

�

∂ελ

k

∂k
is the group velocity of the electrons

(holes) and e is the elementary charge. Since the single par-
ticle energies are even functions of k, the group velocity is

odd in k: vλ
−k = −vλ

k . This means that the current van-
ishes for any even carrier distribution and, in particular, for
equilibrium conditions. Thus, J(t) follows entirely from
the odd part of the light-field induced non-equilibrium dis-
tributions.

The intensity of the radiation that is coherently emitted
by the excited quantum wire is given by

Irad(ω) ∝
∣

∣ω2P (ω) + iωJ(ω)
∣

∣

2
(5)

in the Fourier domain. Obviously, the total emission fol-
lows from a coherent superposition of the two emission
sources, i.e., the emission via the polarization and via the
current.

Before we present and discuss numerical solutions of
the emission according to Eq. (5) in Sec. 3, we start with
a simplified discussion of Eqs. (1) and (2). This qualita-
tive analysis improves the understanding of the numerical
results.

2.2 Discussion of the equations We start to con-
sider the artificial situation of pure interband dynamics. In
this case, the gradient terms in Eqs. (1) and (2) vanish and
the ordinary optical Bloch equations for an ensemble of in-
homogeneously broadened two-level systems are obtained.
A detailed analysis of the interband dynamics of semi-
conductor nanostructures in the extreme nonlinear optical
regime can be found, e.g., in Refs. [6,10]. For strong ex-
citation intensities where the Rabi energy �ωR ≡ d0E0 is
not small compared to the bandgap energy, the system dy-
namics is dominated by so-called carrier-wave Rabi flop-
ping [7] that leads to novel effects in the emission spec-
tra like high-harmonic generation (HHG) and carrier-wave
Mollow triplets.

In order to gain more insight into the intraband motion
of the carriers, we now assume that the system is in an ex-
cited, incoherent state, i.e., pk = 0 �= fλ

k for times before
the laser pulse. For the sake of simplicity, we consider only
the conduction-band electrons whose distribution function
f

(0)
k shall be in quasi-equilibrium before the pulse (t ≤ 0).

In this case, Eq. (2) simplifies to

∂

∂t
fk(t) =

e

�
E(t)

∂

∂k
fk(t). (6)

By introducing a time dependent wave vector according to
the acceleration theorem [17,18]

d

dt
k(t) = −

e

�
E(t), (7)

the total derivative of the electron occupation vanishes

d

dt
fk(t) = 0 (8)

where k(t) = k(0) − e
�

∫ t

0
dt′E(t′). This means that the

entire distribution function is shifted in k-space according
to Eq. (7) due to the electrical field of the laser. In gen-
eral, we can conclude that the intraband terms in Eqs. (1)
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and (2) lead to a time-dependent wave vector and, thus, to
a ponderomotive intraband motion of the carriers and the
polarization.

With help of Eq. (8), the dynamics of the current,
Eq. (4), can be solved analytically:

J(t) =
e

�

∑

k

ε′(k −
e

�

∫ t

0

dt′E(t′))f
(0)
k (9)

where the definition of the group velocity has been used
and ε′(k) denotes the derivative of the single-particle
energy with respect to k. Equation (9) shows directly
that emission due to the intraband acceleration depends
strongly on the band structure. For parabolic bands (free
electrons), for example, ε′ is a linear function of k and,
thus, the current is linear in the electric field. This means
that there is no nonlinearity and no HHG for free elec-
trons. High-harmonic generation via pure intraband dy-
namics is a direct consequence of the non-parabolicity of
the band structure. For illustration, the current following
from a tight-binding dispersion can be written as

J(t) = −
ea∆

2�
sin

(

ea

�

∫ t

0

dt′E(t′)

)

C{f
(0)
k } (10)

where a is the lattice constant, ∆ is the band width, and

C{f
(0)
k } ≡

∑

k f
(0)
k cos(ka) is a prefactor depending on

the initial carrier distribution. Obviously, the current con-
tains highly nonlinear contributions now that lead to HHG.
This can be seen explicitly by assuming a continuous-wave
laser field, E(t) = E0 cos(ω0t):

J(t) = −
ea∆

�
C{f

(0)
k }

×
∞
∑

N=0

J2N+1

(

ωB

ω0

)

sin((2N + 1)ω0t). (11)

Here, ωB = eaE0/� is the Bloch frequency and JM

is the M th order Bessel function of first kind. We see
that the current oscillates with odd integers of the laser
frequency weighted with the corresponding Bessel func-
tion at ωB/ω0. This clearly leads to odd harmonics in
the emission spectrum. From the properties of the Bessel
function follows that the highest frequency emerging in
the emission spectrum is roughly equal to the Bloch fre-
quency. Thus, one finds as the condition for HHG from
pure interband dynamics that the Bloch frequency must
be larger than the excitation frequency, ωB > ω0. For
such strong fields, the intraband acceleration according to
Eq. (7) causes large transient shifts of the wave vector that
are comparable to or even larger than the width of the Bril-
louin zone.

In GaAs structures, the Bloch frequency is very sim-
ilar to the Rabi frequency. Thus, one has to expect that
both inter- and intraband dynamics are important for the
extreme nonlinear (�ωR � EG) optical response of a
GaAs quantum wire when the sample is excited resonantly

(�ω0 = EG). However, the structure of Eqs. (1) and (2)
implies that both effects are not just additive in a realistic
situation but are non-trivially coupled. The resulting emis-
sion spectra following from the coupled inter- and intra-
band dynamics are presented in Sec. 3.

3 Numerical results In order to compute the emis-
sion spectra of a GaAs quantum wire due to the coupled
inter- and intraband dynamics, we solve Eqs. (1) and (2)
numerically. Since the intraband motion can produce co-
herences and occupations at arbitrarily large k-values, the
band structure needs to be modeled for all wave vectors
within the Brillouin zone. Therefore, we assume tight-
binding bands for the electron and hole dispersion

ελ
k =

∆λ

2
(1 − cos(ka)) +

EG

2
(12)

where ∆λ = 2�
2

mλa2 is the band width, a = 5.65 Å is the

lattice constant of GaAs, and me(h) is the effective mass of
the electrons (holes) at the Γ -point. With the GaAs masses
(me = 0.069 m0 and mh = 0.5 m0), the resulting band
widths are ∆e = 6.9 eV and ∆h = 0.96 eV. In all calcula-
tions presented in this paper, the exciting laser pulse has a
Gaussian shape with a duration of τ = 10 fs (FWHM) and
a central frequency ω0 that is resonant with the band gap,
�ω0 = EG = 1.43 eV. Due to the strong excitations, the
polarization decays on an ultrafast time scale that has been
modeled by a constant dephasing time T2 = 50 fs.

The emission spectrum for pure interband dynamics
is shown in Fig. 1(a). In order to characterize the HHG,
we introduce the maximum frequency ωmax at which sig-
nificant emission arises for each Rabi frequency. From
Fig. 1(a), we extract a maximum emission of ωmax ≈ 2 ωR

due to the interband transitions, i.e., due to carrier-wave
Rabi flopping. Once the intraband acceleration is included
(Fig. 1(d)), the HHG is strongly enhanced. Now, we have
ωmax ≈ 10 ωR which is much larger than the maximum
emission from pure interband as well as from pure intra-
band (ωmax ≈ ωR) dynamics. Thus, the strong broadening
of the emission spectra follows from the non-trivial cou-
pling of both effects. This coupling can be qualitatively
illustrated as follows. The intraband current, Eq. (4), is
modified by the interband transitions that lead to a rapid
oscillation of the carrier occupations due to carrier-wave
Rabi flopping additionally to the intraband acceleration in
k-space. This clearly causes additional nonlinearities in the
current. On the other hand, the time dependence of the
wave vectors (see Eq. (7)) due to the intraband accelera-
tion leads to a rapid oscillation of the transition frequen-
cies ωλ

k(t) = ελ
k(t)/� with multiple integers of the laser fre-

quency due to the non-parabolicity of the band structure.
Since the interband coherences pk in Eq. (3) rotate with
these transition frequencies, there are additional highly
nonlinear contributions to the macroscopic interband po-
larization and, thus, to the emission.
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Figure 1 Calculated excitation dependent emission spectra of

a GaAs quantum wire. The x-axis denotes the spectrometer fre-

quency ω in units of the central excitation frequency ω0. On the

y-axis, the peak Rabi frequency ωR in units of ω0 is plotted. The

intensity of the coherently emitted radiation is represented by the

logarithmic color encoding that covers seven orders of magni-

tude. In (a), the result for pure interband dynamics is shown. The

other frames present the emission due to the polarization (b), the

current (c), and the total emission (d) due to coupled inter- and

intraband dynamics.

In order to find out which of these effects dominates
the coherent emission, we calculated the emission from
the polarization Ipol

rad(ω) = |ω2P (ω)|2 and from the cur-
rent Icurr

rad (ω) = |ωJ(ω)|2 separately (see Figs. 1(b) and
1(c)). Evidently, the emission from the polarization is
much broader than that from the current. Additionally,
Fig. 1(b) looks very similar to the total emission spec-
trum (Fig. 1(d)). Hence, we can conclude that the modifi-

cations of the polarization due to the intraband acceleration
are mainly responsible for the strong enhancement of the
HHG.

4 Summary The extreme nonlinear optical response
of a GaAs quantum wire following from the coupled inter-
and intraband dynamics has been computed by solving
extended Bloch equations. The intraband acceleration of
the carriers leads to emission at very high harmonics of
the laser frequency. We have demonstrated that neither
pure interband transitions nor pure intraband motion can
explain such high frequency components but they follow
from the intricate coupling of both effects. In particular,
the intraband-modified polarization dynamics is responsi-
ble for the strong enhancement of the HHG.
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F. X. Kärtner, Phys. Rev. Lett. 89(12), 127401 (2002).

[13] Q. T. Vu and H. Haug, Phys. Rev. B 71(3), 035305 (2005).

[14] T. Meier, G. von Plessen, P. Thomas, and S. W. Koch, Phys.

Rev. Lett. 73(6), 902–905 (1994).

[15] H. T. Duc, T. Meier, and S. W. Koch, Phys. Rev. Lett. 95(8),

086606 (2005).

[16] D. Golde, T. Meier, and S. W. Koch, Phys. Rev. B 77(7),

075330 (2008).

[17] C. Kittel, Quantum Theory of Solids (Wiley, New York,

1963).

[18] J. B. Krieger and G. J. Iafrate, Phys. Rev. B 33(8), 5494–

5500 (1986).

www.pss-c.com © 2009 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

Contributed

Article

Phys. Status Solidi C 6, No. 2 (2009) 423



Paper V:
Proc. SPIE 6892, 68921F (2006)





Terahertz response of a two-dimensional electron gas
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ABSTRACT

The terahertz response of a two-dimensional electron gas (2DEG) is investigated theoretically. The developed
microscopic model shows that the terahertz absorption sensitively detects Coulomb-induced many-body correla-
tions within the entire 2DEG system. In particular, the resulting response follows from a nontrivial competition
between the ponderomotive and the Coulomb-correlation contributions. The result is in good agreement with
recent experiments while the response cannot be explained with a simple Drude-model analysis.

Keywords: semiconductors, terahertz excitation, optical properties, two-dimensional electron gas

1. INTRODUCTION

Optical spectroscopy provides a sensitive method to detect small concentrations of a particular species of atoms
or molecules via the related transitions between the eigenstates. If the characteristic absorption resonances are
observed in the probe spectrum, the atoms or molecules must be present; one can even deduce their relative
concentration when the respective transition strengths are known. The same idea can be applied to characterize
quasi-particle states, such as plasma, plasmons, and excitons, in solids. However, the transition between different
quasi-particle excitations typically correspond to terahertz (THz) fields for solids, which poses new requirements
for THz laser sources. With this respect, recent experimental efforts1–10 have extended semiconductor optics
toward the regime where transitions between quasi-particle states can be probed directly with THz frequencies
which are orders of magnitude lower than the usual band-to-band transitions. At the same time, recently
developed microscopic THz theory for solids11–16 has shown that THz spectroscopy is indeed uniquely qualified
to detect non-trivial quasi-particle states.

In this paper, we investigate theoretically the THz response of a two-dimensional electron gas (2DEG) embed-
ded in a GaAs-based high electron mobility transistor (HEMT) as described in Ref. 17. In particular, we describe
the Coulomb-induced many-body correlations microscopically in order to explain the related quasi-particle state
and its THz response. We show that the 2DEG response has features beyond the simple Drude response of a
plasma. In particular, the 2DEG response is a combination of the so-called ponderomotive contribution and true
many-body correlations. For the investigated 2DEG, the essential response features lie within THz to far-infrared
regime such that experimental realization must employ THz techniques to detect the proposed effects. Indeed,
the presented numerical results are in excellent agreement with state-of-the-art THz experiments18 performed
on 2DEG systems.

In Sec. 2, we present a detailed description of the 2DEG theory. In particular, we extend the generic semi-
conductor theory15 to obtain formalism applicable for the 2DEG systems. After the proper system Hamiltonian
is found, we solve the linear dielectric function using an equation of motion approach. In Sec. 3, we use the
developed theory to numerically evaluate the THz response using realistic material parameters. These examples
illustrate that the THz response of the 2DEG consists of a non-trivial combination of ponderomotive contribution
and a many-body Coulomb contribution. The competition between these two contributions leads to an overall
system response well beyond the simple Drude model.

Further author information: D. Golde: E-mail: daniel.golde@physik.uni-marburg.de



2. THEORY

In principle, the THz-sensitive part of the 2DEG consists mainly of the high-mobility electrons. Thus, we carefully
need to investigate how the semiconductor-based THz theory12,14,15 has to be applied for this situation. In
particular, we aim to determine which many-body correlations and quasi-particle states couple to THz light. As
a starting point, the 2DEG structure consists of a GaAs/AlGaAs interface with a thin (quasi two-dimensional)
n-doped layer separated from the interface by a undoped AlGaAs spacer layer of thickness dsp. Due to band-
bowing effects, the donator atoms are ionized and the electrons are transferred into the GaAs/AlGaAs interface
where they form the 2DEG. Within the 2DEG, the motion of the electrons is determined by the band dispersion
of the two-dimensional GaAs conduction band. Thus, we can model the 2DEG electrons as quasi-free electrons
with an effective mass me whose motion is confined to two dimensions.

Although the doping layer is spatially separated from the 2DEG, the electrons still see the long-range Coulomb
potential of the positively charged doping ions. This means that all kinds of many-body correlations will emerge
between the electrons and the ions. As will be shown in Sec. 3, these many-body effects strongly influence the
response of the system to an external electromagnetic field. Thus, we cannot restrict our theoretical investigations
to the 2DEG alone but we need to incorporate the ions in the doping layer, too. First, we point out that our
system can be regarded as an ordinary electron-hole system with the ions playing the role of the holes. This
observation connects the 2DEG investigations to ”ordinary” semiconductors with well-defined electron and hole
bands.

When we apply this connection, we obviously have to take into account the much higher mass of the ions
compared to that of the electrons, i.e., mion À me as well as the spatial separation of electrons and ions. Thus,
in order to develop a theory for the 2DEG, we apply the existing semiconductor THz theory12,14,15 to derive
the equations of motion of an interacting electron-hole plasma with spatially separated electrons and holes. In
the last step, we will take the limit mion → ∞ to obtain the 2DEG equations. Surely, such an approach will, in
principle, allow for including all correlations between electrons and ions.

2.1 The system Hamiltonian

The microscopic theory for the 2DEG can be systematically anchored by determining the relevant the Hamilton
operator. As discussed above, we start from a general semiconductor Hamiltonian.19 For the sake of clarity, we
separate the total Hamilton operator into three contributions

H = Hkin + HC + HLM (1)

where Hkin is the kinetic energy of the crystal electrons, HC describes the Coulombic many-body interaction,
and HLM determines the interaction with the classical THz field. Since we want to study the THz response and
its modifications due to Coulomb interactions, we omit all additional contributions such as coupling to phonons
and disorder landscape.

In second quantization formalism, the kinetic part reads

Hkin =
∑

λ,k

ελ
k a†

λ,kaλ,k (2)

in the Bloch basis where a
(†)
λ,k is an annihilation (creation) operator of an electron in Bloch state |λk〉 with band

index λ and (in-plane) crystal momentum k. The coefficients ελ
k are the single-particle energies of the electrons

in the crystal lattice. At this point, λ denotes both the electrons within the 2DEG as well as the holes (i.e. the
n-doped ions).

The corresponding Coulomb interaction is given by

HC =
1

2

∑

k,k′,q6=0
λ,λ′

V λλ′

q a†
λka†

λ′k′aλ′,k′+qaλ,k−q (3)



which describes a real many-body interaction because it contains combinations of two annihilation and creation
operators. As a result of this two-particle interaction, it is impossible to solve the problem exactly and thus,
consistent approximation schemes need to be applied. We will address this problem below when discussing the
equations of motion. The strength of the Coulomb interaction is given by the Coulomb-matrix element in Eq. (3)
which follows from

V λλ′

q =
e2

2ε0εrS

1

|q|

∫∫ ∞

−∞

dz dz′ |ξλ(z)|2 |ξλ′(z′)|2e−|q||z−z′| (4)

where ξλ(z) is the confinement function of carriers in band λ, εr is the background dielectric constant, and S a
normalization area. The confinement functions simply indicate how strong the carriers are confined in z-direction,
i.e., perpendicular to the 2D layers.

At this point, we have to bear in mind that electrons and holes are spatially separated from each other for
the 2DEG system investigated. This separation leads to an effective reduction of the electron-hole Coulomb
interaction as can be seen explicitly when assuming δ like confinement, i.e., |ξe(z)|2 = δ(z) and |ξh(z)|2 =
δ(z − dsp). In this case, the electron-hole Coulomb-matrix element is given by

V eh
q =

e2

2ε0εrS

1

|q|
e−|q|dsp (5)

where, again, dsp is the thickness of the spacer layer between the 2DEG and the doping layer. Obviously, the
interaction strength decays exponentially with increasing spacer thickness. The interaction matrix elements for
electron-electron and hole-hole interaction follow from Eq. (5) by setting dsp = 0.

As a last contribution to the Hamiltonian, we discuss the light-matter interaction. Since we are interested in
the THz response of the system, we include only the intraband excitations since possible interband transitions
are strongly non-resonant with respct to the THz field. In this situation, we obtain the light-matter Hamiltonian
from

HLM =
∑

λ,k

[

−jλ(k)ATHz(t) +
e2

2m0
A2

THz(t)

]

a†
λkaλk (6)

where ATHz is the vector potential of the exciting THz field. The current-matrix element in the first term is
defined as jλ(k) = − eh̄

mλ
k · ep where mλ is the effective mass of band λ and ep is the polarization vector of the

THz field. It is notable that the A2
THz contribution contains the free-electron mass.

2.2 Calculation of the linear THz response

The linear response of a system to an external electromagnetic field is given by the dielectric function ε(ω) and
the susceptibility χ respectively. These two quantities are connected via

ε(ω) = ε∞ + χ(ω) (7)

where ε∞ is the background dielectric constant for high frequencies. For linear response, the susceptibility is
defined as

χ(ω) =
P (ω)

ε0ETHz(ω)
=

J(ω)

ε0 ω2ATHz(ω)
(8)

where P is the total polarization density induced by the THz field and J the total current density averaged over
the thickness of the 2DEG. In Eq. (8), we have used the relations J(t) = ∂

∂t
P (t) and ETHz(t) = − ∂

∂t
ATHz(t).

Thus, we need to compute J in first order in the THz field.

The total response of the 2DEG system follows from the wave equation for the vector potential; for homoge-
neous excitation and perpendicularly incident fields, we find

[

∂2

∂t2
−

ε∞(z)

c2

∂2

∂t2

]

ATHz(z, t) = −µ0

(

Jintra(z, t) +
∂

∂t
Pinter(z, t)

)

. (9)



Here, Jintra is the intraband current density

Jintra(z, t) =
∑

λ

|ξλ(z)|2

(

1

S

∑

k

jλ(k)fλ
k (t) −

e2nλ

m0
ATHz(t)

)

, (10)

while Pinter is the interband polarization, fλ
k ≡ 〈a†

λ,kaλ,k〉 is the occupation propability of the Bloch state |λk〉,
and nλ is the total density of carriers in band λ. The first term of Eq. (10) describes a current due to non-
symmetric carrier distributions fλ

k 6= fλ
−k generated by the THz field. Since jλ(k) is an odd function of the

momentum, this term vanishes for symmetric distribution functions in particular for equilibrium Fermi-Dirac
distributions. The second term is the so-called ponderomotive contribution; it follows from the term proportional
to A2 in the light-matter Hamiltonian, Eq. (6). It is notable that the free electron mass and not an effective mass
appears here. Thus, if we assume the same confinement for all bands, this term is independent of the excitation
conditions of the system since only the total electron density including all filled valence bands enters. However,
it can be shown12,20,21 that m0 becomes replaced by mλ once the nonresonantly excited interband polarization
is taken into account. Thus, for small values of k, the total current density entering the susceptibility, Eq. (8),
takes the form

J(t) ≡ Jintra +
∂

∂t
Pinter

=
1

S L

∑

λ,k

jλ(k)fλ
k (t) −

∑

λ

e2nλ

mλ L
ATHz(t)

≡ JTHz(t) + JA2(t) . (11)

Here, only partly filled bands contribute to the A2 term. Obviously, the dynamics for the carrier distributions
fλ
k has to be solved in order to compute the susceptibility.

2.3 Equations of motion

To compute the dynamics of the relevant quantities, we use the equation of motion approach. The dynamics of
the expectation value of any operator Ô is given by

ih̄
∂

∂t
〈Ô〉 = 〈[Ô,H]−〉 . (12)

Due to the Coulomb interaction, the equation of motion of an arbitrary N -particle quantity couples to (N + 1)-
particle quantities. Thus, one obtains an infinite hierarchy of equations that needs to be truncated consistently.
In the following, we will apply the so-called cluster expansion15 to treat this problem.

For the investigated 2DEG, we need to compute the dynamics of fe
k = 〈a†

ckack〉 and fh
k = 1 − 〈a†

vkavk〉 to
solve the THz-induced currents. The equations of motion of these quantities are not directly influenced by the
THz field. Instead, the Coulomb interaction introduces coupling of fλ

k to two-particle quantities of the form

Cqk′k

eh = ∆〈a†
cka†

vk′avk′+qack−q〉 ≡ 〈a†
cka†

vk′avk′+qack−q〉 − 〈a†
cka†

vk′avk′+qack−q〉S (13)

where 〈. . . 〉S denotes the single-particle factorization which is identical to the Hartree-Fock approximation for
fermionic particles. Since fλ

k does not couple to the THz field, we derive the equation of motion for the two-particle
correlations. The hierarchy is truncated at this level by factorizing the emerging three-particle expectation values
into all combinations of one- and two-particle quantities. The remaining true three-particle correlations are
treated as a phenomenological damping of the two-particle quantities.

As the next step, we apply the 2DEG property, mh → ∞, discussed earlier at the beginning of this section.
Consequently, the holes remain stationary such that we only need to solve the dynamics of the electrons within
the 2DEG. Furthermore, the equation for fe

k does not couple to the full correlation, Eq. (13), but we can introduce
a reduced correlation function



Cq,k
eh ≡

∑

k′

Cq,k′,k
eh . (14)

Since the electron-electron correlations do not couple to the THz field, we treat them in relaxation time approx-
imation, i.e., we introduce a phenomenological relaxation constant Γ for the electron distribution. Assuming
incoherent conditions in the 2DEG, the equations of motion read

h̄
∂

∂t
fe
k = 2Im

[

∑

q

V eh
q Cqk

eh

]

− Γ(fe
k − fFD

k ) , (15)

ih̄
∂

∂t
Cqk

eh = (ε̃k−q − ε̃k − iγ)Cqk

eh + V eh
q (fe

k − fe
k−q)Nion

+V ee
q (fe

k − fe
k−q)

∑

k′

Cq,k′+k

eh

−(fe
k − fe

k−q)
∑

k′

V ee
k′ Cq,k′+k

eh

+
∑

k′

V eh
k′

[

Ck′+q,k′+k

eh − Cq−k′,k
eh

]

+je(q)Cqk

eh ATHz(t) (16)

where ε̃k are Coulomb renormalized single particle energies, fFD
k the Fermi-Dirac distribution, Nion the number

of doping ions, and γ a phenomenological damping constant due to three-particle correlations. In order to obtain
the linear THz response, it is convenient to separate all dynamical quantities into even (E) and odd (O) parts:

FO(k) ≡
1

2
(F(k) −F(−k)),

FE(k) ≡
1

2
(F(k) + F(−k)). (17)

One immediately realizes that in the linear response regime, the THz field couples only to the odd correlation
function which generates an odd distribution leading to a finite THz current JTHz via Eq. (11). Already at
this stage, we see that the coupling of the THz field to the carrier distributions is a direct consequence of the
electron-ion interaction. This means, in particular, that the THz term in Eq. (11) is completely due to many-body
interactions whereas the A2 term is obviously a pure free-particle contribution.

Equations (15)–(16) can be solved numerically. Inserting the solution for fe
k into Eq. (11) and using Eqs. (8)

and (7) yields the resulting dielectric function

ε(ω) = ε∞

(

1 −
ω2

PL

ω2

)

+
JTHz(ω)

ε0ω2ATHz(ω)
. (18)

Here, we have identified the the 3D plasma frequency

ω2
PL =

(n2D/L)e2

ε0ε∞me

(19)

where n2D is the two-dimensional density of electrons in the 2DEG. Clearly, the A2 term leads to the typical
plasma response of non-interacting 3D electron gases. However, this response is modified by many-body effects
via the THz term as discussed above. Furthemore, it can be seen that the A2 term produces a purely real-valued
response. Thus, the entire THz absorption follows from the many-body THz term only since the absorption is
essentially given by the imaginary part of ε(ω).

If the system can assumed to be in a steady-state and only dominant terms are included, the equations
of motion (15)–(16) can be solved quasi analytically. The THz current JTHz then takes a Lindhard-type form
leaving three integrals that need to be evaluated numerically.



Figure 1. Computed dielectric function according to Eq. (18). In (a), the real part of ε is presented while (b) contains
the imaginary part. The shaded area shows the full calculation whereas the solid line shows the THz contribution and
the dashed line the A2 contribution to the dielectric function. The density of doping ions is nion = 4 · 1012 cm−2 and the
density of the 2DEG electrons is n2D = 3.2 · 1010 cm−2. The damping constants are Γ = γ = 16.7meV.

3. RESULTS

To illustrate the generic 2DEG-response features, we numerically solve Eqs. (15)–(16). The considered 2DEG
structure has a doping concentration of nion = 4 · 1012 cm−2 and a spacer-layer thickness of dsp = 10 nm. These
parameters have been used in our calculations. The density of the 2DEG electrons can be tuned by applying a
bias voltage to the HEMT. As a realistic value, we use n2D = 3.2 · 1010 cm−2.

The shaded area in Figure 1 presents the real and the imaginary part of the resulting dielectric function
according to Eq. (18). It shows the typical behavior of the plasma response of an electron gas. The imaginary
part diverges for low frequencies and decays roughly as ω−1 for larger frequencies. The real part of ε converges
towards ε∞ for large frequencies but diverges to negative values for ω → 0. The zero crossing of Re[ε] is also a
typical signature for plasma response. The presented theoretical results are in excellent agreement with recent
THz transmission experiments performed on the 2DEG.18

In order to give evidence about the quantitative importance of the different contributions, Fig. 1 also shows

the dielectric function due to the THz term εTHz(ω) = ε∞ + JTHz(ω)
ε0ω2ATHz(ω) (solid line) and that due to the A2



Figure 2. Comparison of computed (a) real and (b) imaginary part of the dielectric function with a Drude model (see
Eq. (20)). The microscopic calculation (shaded area) is the same as the full calculation presented in Fig. 1. The parameters
in the Drude model are nDrude = 4.2 · 1010 cm−2 and ΓDrude = 11.7meV. These parameters have been chosen to match
the imaginary parts.

term εA2(ω) = ε∞

(

1 −
ω2

PL

ω2

)

(dashed line). Apparently, these two contributions show a qualitatively completely

different behavior. As already discussed above, the imaginary part follows entirely from from the THz term
whereas the real part cannot be explained with a single contribution. In fact, both contributions strongly
compensate each other to produce the correct dielectric function. Thus, we have found that the plasma response
of the 2DEG is strongly influenced by both free plasma oscillations and many-body effects.

Often, the response of an electron gas to external electromagnetic fields is modeled by a simple Drude model
which essentially follows from εA2 with introducing a phenomenological damping

εDrude = ε∞

(

1 −
ω2

PL

ω(ω + iΓDrude)

)

. (20)

In Fig. 2, a comparison of the Drude result with the microscopic calculation is shown. The density and the
damping of the Drude model have been fitted to match the imaginary parts of ε and εDrude. However, this Drude
model produces a completely wrong real part. Of course, it is also possible to find a parameter set for the Drude



model that describes the real part well but then the imaginary part is wrong. Thus, the Drude model is not
suited to describe the THz response of the 2DEG.

4. SUMMARY

Our analysis show that the 2DEG system can be analyzed on the basis of interacting electron-hole plasma. In this
approach, the high-mobility electrons couple to the doping ions via the Coulomb interaction, which eventually
produces correlations that can be detected with THz spectroscopy. In this description, the ions can be considered
as immobile holes that attract electrons to create the Coulombic correlations. We show that the resulting 2DEG
response consists of a non-trivial competition between the ponderomotive and Coulomb-correlation contributions.
The results explain the THz-response observed in recent experiments. At the same time, we find out that these
results cannot be attributed to a simple Drude response. Thus, the THz response of 2DEG systems consists of
an intriguing combination of many-body and single-particle effects.
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We present an experimental study of the THz transmis-
sion through a two dimensional electron gas embedded
in a high electron-mobility transistor-like structure. Sim-
ilar to previous experiments in a three-dimensional sys-
tem, a clear resonance is observed in the imaginary part

of the inverse dielectric function ℑ{1/ε(ω)}. A detailed
analysis using a Drude-like response cannot explain all
experimental findings. These significant deviations make
a more detailed microscopic analysis necessary.

1 Introduction High electron-mobility transistors
are well-established in today’s world of electronics. The
technical properties are well understood and can be found
in many standard textbooks on semiconductor devices, see
e.g. [1]. The main underlying physical component is a two-
dimensional electron gas (2DEG) which is formed due to
band-bowing. Its two-dimensionality is well established
and has even been used as a model system, including the
quantum hall effect [2].

The fundamental excitation of an electron gas is the
plasmon. It describes a collective charge oscillation in re-
sponse to an electro-magnetic field [3–6]. Its light disper-
sion is well established, see e.g. [7–10], as is its dimension
dependence. A vanishing response is expected for an exci-
tation normal to the two-dimensional system, i.e. with an
in-plane momentum q‖ = 0 [11].

In this paper, we present experimental study showing
that the terahertz (THz) response of such a 2DEG embed-
ded in a high electron-mobility transistor-like structure. Its
dielectric function is extracted from the measured transmit-
ted complex THz-field. A clear plasmon pole is observed,
similar to [12] in bulk material. The experimental response
is analyzed using a Drude response. While real or imagi-
nary part can be fitted, the complete details of the experi-

mentally determined response cannot be described in this
way [13].

2 Experimental detail and sample The investiga-
tion is a standard transmission experiment in a THz time-

Gate
Cap, n = 1 × 1018 cm−3

1 µm GaAs

δ-doping, Si, nδ = 4 × 1012 cm−2

Spacer

Buffer

Undoped Layer

Substrate

2DEG

5 nm GaAs:Si

10 nm Al0.3Ga0.7As

100 nm Al0.3Ga0.7As

4 nm Cr

GaAs

Sn

Figure 1 Schematic cross-section of the investigated sample

structure.
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domain setup. The THz-pulses are generated in a biased
photoconductive antenna using a Ti:Sapphire laser oscilla-
tor emitting 30 fs pulses at 80 MHz repetition rate centered
at 780 nm. The generated THz radiation is focused to a
spot of about 400 µm diameter full width at half maximum
on the sample. The transmitted THz field is subsequently
detected by electro-optic sampling using a 1 mm (110)-
cut ZnTe crystal. The setup yields a spectral bandwidth of
more than 2.5 THz and a signal-to-noise ratio grater than
four orders of magnitude in the electric field. The sample is
kept at 10 K inside a helium cold finger cryostat equipped
with TPX windows and electrical feed-through.

The carriers are injected electrically into the structure
by applying a bias voltage between the four source / drain
contacts and the top gate shown in Fig. 1. Both, amplitude
and phase of the transmitted THz-field are measured.

The reference signal E(t) is recorded for a constant
bias of -1 V. Here, the 2DEG is empty, as capacitance-
considerations and Hall-measurements reveal. The elec-
trons are injected by applying a square waveform varying
between -1 V and -0.85 V at a frequency of 1.71 kHz. The
carrier density in the sample leads to characteristic signa-
tures in the transmitted THz-signal ∆E(t). This is then
recorded using standard lock-in technique in an optical
bridge. Figure 2 shows typical experimental time traces.
The reference signal E(t) is plotted in black (left-hand y-
scale) and an exemplary differential signal ∆E(t) is shown
in red (right-hand y-scale, area under curve is filled). The
time-domain signals E(t) and ∆E(t) are numerically
converted into frequency space by using a standard fast-
Fourier transform (FFT) algorithm. The complex dielectric
function is then evaluated according to

ε(ω) = ε∞ −
i2c

√

εGaAs(ω)

ωL

∆E(ω)

E(ω)
. (1)

3 Results and analysis Exemplary experimental
results are plotted as blue curves in Fig. 3. For complete-
ness, the imaginary and real part of ε is shown in the
topmost row and the imaginary and real part of 1/ε below.
The set of four graphs is shown again for comparison with
a Drude-like response of varying parameters (see below).
Similar to [12], a clear resonance is observed at 1.3 THz.
The electron densities considered in our experiment, how-
ever, are considerably lower, explaining the energetically
low position of the resonance. Also, the zero-crossing in
ℜ(ε) should be noted.

The experimental data are analyzed using a classical
Drude model. The dielectric function ε for this case is
given by

ε(ω) = ε∞

(

1 −
ω2

pl

ω2 + i2 e

µem∗
ω

)

. (2)

where ε∞ = 10.9 is the GaAs background dielectric con-
stant, ε0 the vacuum dielectric constant, and e the elemen-
tary charge of an electron. An effective electron mass in the

GaAs conduction band of m∗ = 0.06 · m0, using the elec-
tron rest mass m0, and a mobility µe = 8000 cm2/(V s)
were used. Here, the plasma frequency ωpl enters. Obvi-
ously, the two-dimensional form needs to be considered for
a 2DEG. In this case, it is given by

ωpl(2d) =

√

e2ne

2ε0ε∞m
q‖ , (3)

where q‖ is the momentum in the plane of the 2DEG. This
yields a vanishing plasmon pole for THz-frequencies and
does not fit the experimental findings at all.

Although obviously unphysical in case of a 2DEG, the
three-dimensional plasma-frequency

ωpl(3d) =

√

nee2

ε0ε∞m
(4)

yields a decent fit to the experiment. Here, a homogeneous
carrier distribution n3d

e = n2d
e /L is assumed across the

”thickness” of the 2DEG L = 10 nm.
The calculated cures are shown in red in Fig. 3. For the

top set of four graphs, the Drude response is fit to the exper-
imental value of ℑ(ε) by adjusting carrier density ne and
damping γ. Hereby, good agreement is found for ℜ(1/ε)
and ℑ(1/ε). However, the zero-crossings in the real-parts
of ε and 1/ε are not reproduced while the response for
larger frequencies agrees rather well.

The Drude response for the bottom set of graphs is
fitted to ℜ(ε). In this case, the zero-crossings in the real-
parts of ε are reproduced, however all other features, i.e.,
the whole line shape is not. Especially, the resonance in
ℑ(1/ε) is strongly shifted to lower energies.

In summary, even though the response of a two-
dimensional electron gas was measured, the experimental

Figure 2 Time traces of the reference signal E(t) shown in

black (left-hand y-scale) and exemplary differential signal ∆E(t)
shown in red (right-hand y-scale, area under curve is filled).
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Figure 3 Dielectric function of the 2DEG for an applied bias voltage of -0.85V. The response calculated according to a Drude model

(red) is fitted to the ℑ(ε) (top) and ℜ(ε) (bottom) of the experimental data shown in blue. A single set of parameters, i.e. carrier density

and damping is used for each fit.
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results cannot be fitted using a two-dimensional Drude
model. The three-dimensional plasma frequency yields
a decent approximation of the observation. It should be
noted, that the mismatch of real and imaginary part are not
a violation of the Kramers-Kronig relation [14] since only
a very limited spectral range is considered here. Clearly,
the presented analysis is only a first step and a more de-
tailed microscopic description of the two-dimensional case
is required.
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Absorption and transmission spectra of broadband terahertz pulses are measured to probe the intersub-

band response of an optically excited quantum-well heterostructure. While the terahertz absorption shows

the single peak of the resonant intersubband transition, the transmission spectra display strong Fano

signatures due to the phase sensitive superposition of ponderomotive and terahertz currents as predicted

by our microscopic theory.

DOI: 10.1103/PhysRevLett.102.127403 PACS numbers: 78.67.De, 42.25.Bs, 73.21.Fg

Terahertz (THz) experiments on optically excited or

doped semiconductors provide unique opportunities to

analyze and manipulate low-energy excitations or quasi-

particle states, like intersubband transitions between quan-

tum confined states [1–5], excitons, or plasmons, and

monitor their dynamical evolution [6–10]. With suffi-

ciently strong THz pulses, one can even reach the regime

of ‘‘extreme nonlinear optics’’ leading to effects such as

Rabi flopping [5,11,12], ac-Stark splitting [13], or the

dynamical Franz-Keldysh effect [14,15]. The microscopic

analysis of these experiments shows that the THz wave

propagating through the semiconductor is determined by

the combined response of the so-called ponderomotive

current and the true THz transitions. Here, the pondero-

motive contribution refers to the charge current generated

by the classical field that causes a wiggling motion of the

carriers according to the acceleration theorem @ _k ¼
�eETHz [16,17]. This part of the light-matter interaction,

often thought to be relevant only at high intensities [15],

produces the simple response �ð!Þ ¼ �
!2

PL

!2 with the

plasma frequency !PL. Because of the factor !�2, the

ponderomotive contribution can usually be neglected in

the analysis of interband optical excitation; however, it is

of relevance in the THz regime even at the lowest inten-

sities. Thus, the THz response of an excited semiconductor

is influenced by ponderomotive effects plus the true THz

transitions. When both contributions are of equal strength,

one expects a strong interplay. In the experiments reported

in Refs. [12,18] the evidences for the role of the pondero-

motive current are rather indirect. Their influence could

only be seen by virtue of a theoretical switch-off analysis.

To clearly expose the interplay of ponderomotive and

true THz response, one needs an experimental method that

makes it possible to observe both effects directly. In this

Letter, we study the intersubband transition of photoex-

cited semiconductor quantum wells using linear THz spec-

troscopy. Monitoring the transmission of a broadband THz

pulse, we directly observe signatures of the ponderomotive

motion of the excited carriers. We show that interference of

ponderomotive and resonant contributions produces a

characteristic Fano-like line shape in the differential trans-

mission spectrum.

Asymmetric Fano line shapes are known to result from

quantum interference of discrete energy levels coupled to a

nearby continuum [19] and have been observed in semi-

conductor heterostructures under various conditions [20–

23]. Whereas the relevant continuum in typical Fano con-

figurations is an integral part of the probed quantum object,

in our system an effective continuum is provided by the

light-matter interaction through the ponderomotive

contribution.

Figure 1(a) shows the basic concept of our experiment

where spectrally broadband THz pulses probe the sample’s

intersubband transition after resonant photoexcitation. The

THz pulses are generated in a 55 �m thin z-cut GaSe crys-
tal by phase-matched difference frequency mixing [24]

within the broad spectrum of 12 fs optical pulses, delivered

by a 78 MHz Ti:sapphire oscillator (Femtolasers:

Femtosource Scientific sPro). The THz beam is focused

by off-axis parabolic mirrors on the multi-quantum-well

(MQW) sample, with the THz field having a strong com-

ponent perpendicular to the MQW plane to couple effec-

tively to the intersubband transition [25]. For THz-field-

resolved detection, phase-matched electro-optic sampling

[26,27] is applied. To this end, a weak component of the

12 fs laser beam goes through a delay stage and samples

the THz-field induced polarization change in a second

30 �m thin z-cut GaSe crystal as a function of the time

delay between THz pulse and sampling pulse [Fig. 1(c)].

The sample studied consists of 60 periods of 8.2-nm-

thick undoped GaAs quantumwells, separated by 19.6-nm-

thick barriers of Al0:34Ga0:66As. The sample was prepared
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in a 38-degree wedged-waveguide geometry, as shown

in Fig. 1(a). To ensure optimized overlap between

MQW region and THz standing wave [25], an additional

Al0:34Ga0:66As spacer layer of 300 nm thickness was grown

on top of the sample. The experiments are performed at a

temperature of 6 K.

The photoexcitation scheme is illustrated in Fig. 1(b).

An optical interband pump pulse excites the MQW reso-

nantly at the 1s heavy-hole exciton and creates carriers in

the first conduction band. We choose either spectrally

narrow 2.5 ps or broadband 100 fs optical excitation cen-

tered at @!opt ¼ 1:56 eV. Both lasers are 78 MHz Ti:

sapphire oscillators (Spectra Physics: Tsunami), locked

to the repetition rate of the THz generating laser. In each

case, only the first conduction subband of the MQW is

populated. After a time delay of 25 ps during which the

optically induced interband coherences disappear, the

weak broadband THz-pulse probes the c1-to-c2 intersub-

band transition. In all the experiments, the photoexcited

carrier density is 2� 1010 cm�2 per quantum well.

A two-lock-in technique is employed to measure the

transmitted THz transients with and without excitation.

The visible pump and THz probe beams are chopped

simultaneously at different frequencies around 2 kHz.

The first lock-in amplifier locks on the modulation of the

optical pump beam. Since the THz beam is also chopped at

the same time, twice the signal obtained by the first lock-in

amplifier yields the differential transmission �EðtÞ, i.e.,
the pump-induced change in the transmitted THz field. The

second lock-in amplifier detects the mean value between

transmission with and without photoexcitation, leading

to the reference ErefðtÞ without excitation by subtracting

the signal of the first lock-in amplifier. This allows us to

record �EðtÞ and ErefðtÞ simultaneously under the same

conditions, preventing a drift in the relative phase between

them. Such a phase drift would strongly affect the com-

puted total THz absorption of the quantum wells �ð!Þ,
where the complex valued Fourier transforms of �EðtÞ
and ErefðtÞ enter in the following way: �ð!Þ ¼
2Im½�i�Eð!Þ=Erefð!Þ�. This relation follows from

Maxwell’s equations and the assumptions that

(i) j�Ej � jEref j, (ii) the unexcited sample is nonabsorp-

tive in the investigated frequency range, and (iii) only the

single-pass signal is measured.

Figure 1(c) shows the reference transient ErefðtÞ.
Compared with the incident THz transient [Fig. 1(a)], the

field oscillations last longer in time due to dispersion in the

sample. The differential THz transmission transients�EðtÞ
are presented in Figs. 2(a) and 2(b) for ps and fs excitation,

respectively. First, one observes that the signal has 440 fs

time (ps)
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FIG. 2 (color online). Experiment-theory comparison of the

THz intersubband response. (a),(b) Measured time-resolved dif-

ferential transmission signals �EðtÞ for ps and fs excitation,

respectively. (c) Measured spectral amplitude of differential

transmission j�Eð!Þj (shaded area) and calculated current den-

sity jJtotð!Þj (red solid line) after optical ps excitation. (d) shows
the decomposition of the computed total current density (red

solid line) into the ponderomotive contribution jJAj (black dotted
line) and the intersubband current jJTHzj (blue dashed line). (e),

(f) Measured (shaded area) and computed (red solid line) dif-

ferential transmission and THz absorption, respectively, after

fs excitation. Here, JA has been enhanced by 1.85 in order to

account for substrate excitations.

FIG. 1. (a) Optical interband pump intersubband THz probe

experiment. (b) The transition from the heavy-hole (hh) state to

the first conduction state (c1) in the Al0:34Ga0:66As=GaAs multi-

quantum-well (MQW) sample is resonantly excited, either by a

ps or a fs laser. THz pulses probe the c1-to-c2 transition 25 ps

after photoexcitation. (c) The field transients of the transmitted

THz pulses are detected by phase-matched electro-optic sam-

pling with a sampling beam. The reference without photoexci-

tation is shown.
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decay constant for both ps and fs excitation, whereas a

decay of 240 fs is observed for the reference ErefðtÞ [see
Fig. 1(c)]. This reveals the dephasing of the reradiated

THz-induced intersubband polarization [2,3,28]. Second

and more interesting, one observes a clear beating com-

pared to the reference ErefðtÞ, superimposed on the dephas-

ing and being more pronounced for fs photoexcitation.

We first address the ps excitation to analyze the origin of

the observed beating. Figure 2(c) shows the spectral am-

plitude of the measured differential THz transmission

j�Eð!Þj after optical excitation at the 1s position of the

heavy-hole exciton resonance. We see that the spectrum

consists of two major contributions: (i) a sharp resonance

peak at the transition frequency of the conduction subbands

�1;2 ¼ 27:3 THz and (ii) a broad contribution centered at

roughly 20 THz, being responsible for the beating in the

time domain. These features remind us of a typical Fano

spectrum, i.e., an undershoot at the low-frequency side of

the peak followed by an asymmetric line shape.

When the system is excited with a 100 fs pulse, the broad

contribution and the Fano signatures are more pronounced

than in the ps case [Fig. 2(e)]. To check whether the broad

feature in the differential transmission is caused by an

additional carrier transition besides the intersubband reso-

nance, we measure the THz absorption. Figure 2(f) shows

that the absorption is single peaked; i.e., only the intersub-

band resonance appears and no Fano-like signature is

observed.

In order to explain the experimental findings, we com-

pute the THz transmission of a quantum well positioned at

z ¼ 0 (where z is the growth direction of the quantum

well). The THz response follows from the wave equation

�

r2 �
n2b
c2

@2

@t2

�

Eðr; tÞ ¼ �0�ðzÞ
@

@t
ðJAðtÞ þ JTHzðtÞÞ; (1)

where nb is the background refractive index, c is the speed
of light, and�0 is the permeability of free space. The delta

function arises due to the fact that the quantum-well width

is much smaller than the wavelength of the THz field. The

induced current density appearing as source term on the

right-hand side of Eq. (1) consists of two terms: JTHz is the
current due to the intersubband transitions and JA describes

the ponderomotive motion of the excited carriers due to the

THz field. Solving Eq. (1), one finds that the differential

transmission, i.e., the field that is reemitted by the current

density, is directly proportional to the induced current [29]:

�E / JA þ JTHz.
The ponderomotive contribution to the current density is

given by JA ¼ �
P

�
e2n�
m�

ATHz [30] where n� is the carrier

density in band � and m� is the effective mass. The vector

potential ATHz of the THz pulse is defined via ETHz ¼

� @
@t
ATHz. Here, � includes both bulk-band index and sub-

band index. Obviously, the ponderomotive current directly

follows ATHz with an opposite phase due to the minus sign

in JA. The linear susceptibility �Að!Þ ¼ �
!2

PL

!2 following

from the ponderomotive current is a real-valued quantity.

Consequently, JA does not contribute to the absorption

�ð!Þ / !Im½�ð!Þ�, but simply introduces a refractive

index change to the excited material.

The THz current is computed via JTHz ¼
1
S

P

�;l;l0;kj
�
l0;l
p�
l;l0;k

with the quantization area S and the

matrix elements j�
l;l0
. The quantity p�

l;l0;k
represents the

microscopic intersubband polarization between subbands

l and l0 of bulk-band �. The intersubband matrix element is

given by j�l;l0 ¼ � i@e
m�

R

dz��
�;lðzÞ

@
@z��;l0ðzÞ where ��;lðzÞ is

the confinement wave function of the carriers.

The intersubband polarization p�
l;l0;k

in JTHz is computed

microscopically with an equation-of-motion approach.

Since we are interested only in the c1-to-c2 transition,

we can restrict the sum to � ¼ c and l, l0 2 f1; 2g. In
analogy to the semiconductor Bloch equations [31], one

finds for the time evolution of the intersubband polariza-

tion

i@
@

@t
pc
1;2;k ¼ ð~"c2;k � ~"c1;kÞp

c
1;2;k þ

@

@t
pc
1;2;k

�

�

�

�

�

�

�

�scatt

þ ðfc1k � fc2k Þ

�

jc2;1ATHz �
X

q�k

Vk�qp
c
1;2;q

�

þ Scohk ; (2)

where ~"cl;k are the renormalized single-particle energies,

fc;lk are the optically excited carrier distributions in the

conduction bands, and Vq is the Coulomb matrix element.

The term @
@t
pc
1;2;kjscatt formally contains all scattering ef-

fects and Scohk includes the coupling to optically excited

interband coherences via the Coulomb interaction. The

scattering terms are modeled by a phenomenological de-

phasing constant � to match the measured 440 fs decay,

i.e., @
@t
pc
1;2;kjscatt � �i�pc

1;2;k. This approximation is justi-

fied since in our case, the intersubband transitions are not

affected by excitonic effects due to large experimental

linewidths (roughly 3.3 meV). For large time delays of

optical pump and THz probe pulses, the optically excited

coherences have decayed such that Scohk does not

contribute.

In our numerical evaluations, we compute the single-

particle energies of the quantum-well system using stan-

dard k � p perturbation theory. For the THz response, we

include the first two conduction subbands and the first

heavy-hole and light-hole subband [Fig. 1(b)]. As input

for the time-dependent fields, we use the experimental

THz-pulse shapes of the reference pulse.

The theoretical results are superimposed to the experi-

mental results in Fig. 2. The (red) solid line in Figs. 2(c)

and 2(e) represents the absolute value of the computed

current density, i.e., the differential transmission for the

ps (c) and fs excitation (e). Figure 2(d) separates the two

contributions JA (dotted line) and JTHz (blue dashed line)

to the total current for the case of ps excitation. The solid

line in Fig. 2(f) shows the computed absorption spectrum.
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In all cases, an excellent experiment-theory agreement is

obtained.

As in the measurement, we clearly notice the double

peaked Fano-like feature in the transmission spectra,

whereas the absorption is only single peaked. In our theory,

the origin of the Fano-like feature can be investigated

looking at the individual contributions separately. JA
directly reflects the vector potential of the THz probe

pulse while JTHz consists of the intersubband resonance

weighted with the pulse spectrum. The broad feature in the

transmission spectrum is a direct consequence of the broad

probe pulse. The Fano-like line shape is caused by the

phase sensitive superposition of the broad ponderomotive

and the sharp intersubband contribution, jJtotj ¼
jJA þ JTHzj. A further analysis reveals that for frequencies

smaller than �1;2, both contributions partially compensate

each other while they interfere constructively for larger

frequencies. As for typical Fano situations, this kind of

superposition leads to narrowing of the resonance at the

low-frequency side and a broadening at the high-frequency

side, resulting in the characteristic asymmetric Fano line

shape. Since the ponderomotive current leads to a real-

valued susceptibility, there is no Fano-like behavior in the

THz absorption [Fig. 2(f)].

In order to explain the more pronounced ponderomotive

feature in the fs experiment, we had to extend our model

beyond the single-quantum-well response. Since the fs

pump pulse is spectrally significantly broader than the

line width of the 1s exciton resonance (18.2 meV vs

3.3 meV), some frequency components are transmitted

through the quantum wells and excite carriers in the sub-

strate. These carriers contribute to JA but not to JTHz, since
there are no subbands in bulk material. A quantitative

investigation of the interband optical excitation shows

that 46% of the pump pulse is transmitted through the

quantum wells and absorbed by the substrate. Hence,

the total carrier density (in the wells plus substrate) is

1.85 times larger than the density in the quantum wells

alone. Since JA is proportional to the carrier density, we

can model the substrate contribution to the THz response

simply by enhancing JA relative to JTHz by 1.85. The

resulting current density is shown as the red solid line in

Fig. 2(e). In the ps experiment, substrate excitations can be

neglected since only 1.4% of the pump pulse reaches the

substrate.

In summary, we have shown how the emission by the

ponderomotive motion of the excited carriers can directly

be identified in the linear THz response. Using a micro-

scopic theory for the THz response, the observed Fano-like

features in the transmission spectrum can unambiguously

be attributed to the phase sensitive superposition of the

intersubband resonance and the ponderomotive carrier dy-

namics. Our results are connected to the typical Fano

situation because the system has a sharp discrete intersub-

band resonance that interferes with a broad continuous

contribution, i.e., the ponderomotive current density.

However, one of the contributions in our case is nonab-

sorptive such that we do not observe the Fano resonance in

the absorption spectrum but in the differential transmission

spectrum only.
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Abstract. In our work we probe the conduction intersubband transition of an undoped
GaAs/Al0.34Ga0.66As multiple quantum well via broadband terahertz pulses after resonant
photoexcitation at the 1s heavy-hole exciton. The pump-induced change in the transmitted
terahertz field shows a strong beating. In the frequency domain this results in an asymmetric
Fano-like line shape for the intersubband resonance and an additional broad low-frequency peak.
However, the total THz absorption shows only the single symmetric peak of the intersubband
transition. In our microscopic theory these signatures unambiguously originate from the phase
sensitive superposition of ponderomotive and terahertz intersubband currents.

1. Introduction

Terahertz (THz) spectroscopy on semiconductor heterostructures has revealed new insight in
low-energy excitations and their dynamics. A microscopic analysis of these experiments has
to take into account the true THz transitions, but also the so-called ponderomotive current.
This current results from the classical, electric-field induced charge acceleration according to
h̄ k̇ = −eETHz [1] that causes a wiggling motion of the carriers. In recent experiments the
influence of the ponderomotive current could only be seen rather indirectly [2, 3].
Here, we study the intersubband transition of multi quantum wells via THz spectroscopy and
directly observe signatures of the ponderomotive current [4]. In the differential transmission
spectra we measure a characteristic Fano-like line shape originating from the superposition of
ponderomotive and true THz intersubband currents. Usually, asymmetric Fano line shapes
result from the interference between a dicrete level and a continuum of states [5, 6].

2. Experimental

Spectrally broadband THz pulses are generated in a 55µm thin z-cut GaSe crystal (see Fig. 1(a))
by phase-matched difference frequency mixing [7] within ultrashort 12 fs optical pulses from a
78 MHz Ti:sapphire oscillator (Femtolasers: Femtosource Scientific sPro). The THz beam is
focused on the multi quantum well (MQW) sample. The THz field has a strong component
normal to the MQW plane to couple to the intersubband transition. Phase-matched electro-
optic sampling [8] allows for field-resolved detection in a second 30µm thin z-cut GaSe crystal.
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Figure 1. (a) Optical
interband pump intersub-
band THz probe experi-
ment. (b) THz pulses
probe the c1-to-c2 transi-
tion after photoexcitation
of the hh-c1 transition in
the MQW. (c)(i) Time-
resolved differential trans-
mission after ps excitation.
(c)(ii) Measured (shaded
area) and computed (red
line) spectral amplitude.

The MQW sample consists of 60 8.2-nm-thick undoped GaAs quantum wells, separated by 19.6-
nm-thick barriers of Al0.34Ga0.66As. It was prepared as a 38-degree wedged waveguide and an
Al0.34Ga0.66As spacer layer of 300 nm thickness was grown on top for improved overlap of THz
beam and MQWs. It was kept at a temperature of 6 K in a liquid He flow cryostat.
For photoexcitation (see Fig. 1(b)) an optical interband pump pulse either from a spectrally
narrow 2.5 ps or a broad-band 100 fs 78 MHz laser (both Spectra Physics: Tsunami) excites the
MQWs resonantly at the 1s heavy-hole exciton around h̄ωopt = 1.56 eV. Only the first conduction
subband is populated. The c1-to-c2 intersubband transition is then probed by THz pulses 25 ps
after excitation. The photoexcited carrier density is around 2× 1010 cm−2 per quantum well.
The transmitted THz transients with and without excitation are simultaneously measured. To
this end both pump and THz probe beams are chopped at the same time at different frequencies.
The first Lock-In amplifier locks on the modulation of the optical pump beam. Twice its signal
yields the differential transmission ∆E(t), i.e. the pump-induced change in the transmitted
THz field. The second Lock-In amplifier detects the mean value between transmission with and
without excitation. The reference Eref(t) without excitation follows by subtracting 1

2
∆E(t).

3. Results

After ps photoexcitation the time-resolved differential transmission ∆E(t) shows a strong
beating (Fig. 1(c)(i)), superimposed on the dephasing of a reradiated THz-induced intersubband
polarization [9]. The beating is connected to a broad low-frequency peak around 20 THz in the
spectral amplitude |∆E(ω)| (Fig. 1(c)(ii)) while the intersubband resonance at 27.3THz displays
a Fano-like asymmetry with an undershoot at the low-frequency side.
To explain our experimental findings, the THz transmission of a quantum well positioned at
z = 0 is computed (z is the growth direction). The THz response follows from the wave

equation
(

∇2 − (nb

c
)2 ∂2

∂t2

)

E(r, t) = µ0δ(z) ∂
∂t

(JA(t) + JTHz(t)) (nb is the background refractive

index). Here a delta function is used since the quantum well width is much smaller than the THz
wavelength. On the right hand side of the equation the induced current density contains JTHz,
the current due to the intersubband transition, and JA, the THz field induced ponderomotive
motion of the excited carriers. The solution yields the differential transmission ∆E ∝ JA+JTHz,
which can be interpreted as a field reemitted by the current density that is directly proportional
to the induced current [10].
JA is defined via JA = −

∑

λ(e2nλ/mλ)ATHz with the effective mass mλ and the carrier density
nλ in band λ (λ includes both bulk-band index and subband index). The vector potential ATHz

of the THz probe pulse is given by ETHz = − ∂
∂t

ATHz. Thus, JA directly follows ATHz with an
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Figure 2. Experiment-theory
comparison for fs excitation.
(a) Measured (black and grey
dashed line, resp.) and com-
puted (red solid and blue dot-
ted line, resp.) differential
transmission for two differ-
ent THz probe spectra (in-
set). (b) Decomposition of
the computed current den-
sity (red solid line) into pon-
deromotive contribution |JA|
(black dotted line) and inter-
subband current |JTHz| (green
dashed line). (c) Measured
(shaded area) and computed
(red line) THz absorption. (d)
Simulated differential inten-
sity change ∆I.

opposite phase. Since JA leads to a real-valued linear susceptibility χA(ω) = −ω2
p/ω2 (with the

plasma frequency ωp), it does not contribute to the absorption α(ω) ∝ ω Im[χ(ω)].
The THz current is given by JTHz = 1

S

∑

λ,l,l′,k jλ
l′,l p

λ
l,l′,k with the quantization area S, the

matrix elements jλ
l,l′ and the microscopic intersubband polarization pλ

l,l′,k between subbands l

and l′ of bulk band λ. jλ
l,l′ = − ih̄e

mλ

∫

dz ξ∗λ,l(z)
∂
∂z

ξλ,l′(z) is the intersubband matrix element with

the confinement wave function of the carriers ξλ,l(z). pλ
l,l′,k is computed microscopically with

an equation-of-motion approach. Regarding only the c1-to-c2 transition, the sum is restricted
to λ = c and l, l′ ∈ {1, 2}. In analogy to the semiconductor Bloch equations [11], one finds

for pc
1,2,k: ih̄ ∂

∂t
pc
1,2,k ≈

(

ε̃c
2,k − ε̃c

1,k

)

pc
1,2,k− iγ pc

1,2,k +
(

f c1
k − f c2

k

)

[

jc
2,1ATHz −

∑

q 6=k Vk−q pc
1,2,q

]

,

with the renormalized single-particle energies ε̃c
l,k, the optically excited carrier distributions f c,l

k

in the conduction bands and the Coulomb matrix element Vq. Optically excited interband
coherences have already decayed and do not contribute. All scattering effects are modeled by a
phenomenological dephasing constant γ to match the measured 440 fs decay.
We compute the single-particle energies via k ·p-perturbation theory. For the THz-response, we
include the first two conduction subbands and the first heavy-hole and light-hole subband. The
experimental THz reference transient serves as input for the time-dependent fields.
For ps excitation (Fig. 1(c)(ii)) the theoretical result (red line) as the absolute value of the
computed current density, i. e. the differential transmission |∆E(ω)|, is in excellent agreement
with the measurement (shaded area). In the case of broadband fs excitation the low-frequency
peak and the Fano-like asymmetry of the intersubband resonance are enhanced (Fig. 2(a),
measured: black dashed line; computed: red solid line). These features are also affected by the
THz probe spectrum. Shifting its center away from the previous 23.5 THz (Fig. 2(a) inset, black
line) to 26.5 THz (inset, grey line) decreases the broad low-frequency peak while the asymmetry
of the resonance increases (Fig. 2(a), measured: grey dashed line; computed: blue dotted line).
In Fig. 2(b) the total current density for the low-frequency THz probe spectrum (red solid line)
is broken up in its individual contributions, i. e. the ponderomotive current density JA (black
dotted line) and the intersubband current JTHz (green dashed line). JA follows mainly the THz
probe spectrum, while JTHz contains the intersubband resonance weighted with the THz probe
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spectrum. The observed Fano-like line shape in the differential transmission results from a phase
sensitive superposition of JA and JTHz: |Jtotal| = |JA+JTHz|. Below the intersubband resonance
both contributions partially compensate each other whereas they interfere constructively above.
Thus, the resonance is narrowed at the low-frequency side and broadened at the high-frequency
side, leading to an asymmetric Fano-like line shape. By shifting the THz probe spectrum mainly
JA is affected and shifted accordingly, explaining the observed behavior in Fig. 2(a). However,
there is no Fano signature in the THz absorption α(ω) = 2Im[−i∆E(ω)/Eref(ω)] (Fig. 2(c),
shown for the low-frequency THz spectrum).
In the case of fs excitation we saw an enhanced ponderomotive contribution. The fs pulses are
spectrally broader than the linewidth of the 1s exciton resonance and thus they are partially
(46 %) transmitted through the quantum well film and absorbed in the GaAs substrate. Since
the ponderomotive current JA is proportional to the carrier density, JA is increased, but not
JTHz. Consequently the carrier density in the wells plus substrate is 1.85 times larger than in
the wells alone, which can be modeled by increasing JA relative to JTHz by 1.85.
It would be interesting to check whether the ponderomotive contribution could be seen in
standard Fourier transform infrared (FTIR) spectroscopy while modulating the carrier density,
e.g. by photoexcitation. Since FTIR spectroscopy detects only intensities one would record a
differential intensity change ∆I(ω) of the transmission without and with excitation, respectively,
of the form ∆I(ω) = Iwithout exc.(ω)− Iwith exc.(ω) ∝ |Eref(ω)|2−|Eref(ω)+∆E(ω)|2. In the case
of fs photoexcitation Fig. 2(d) presents the simulation of ∆I(ω) based on our field-resolved data
for Eref(t) and ∆E(t). It turns out that the ponderomotive contribution has vanished almost
completely compared to a field-resolved measurement.

4. Summary

In summary, we have observed strong Fano signatures in the differential transmission spectra
of broadband THz pulses probing an undoped GaAs/AlGaAs multiple quantum well after
resonant photoexcitation. In our microscopic theory, the Fano-like line shape of the intersubband
resonance is unambiguously attributed to a phase sensitive interference of the sharp intersubband
resonance with the effective continuum provided by the light-matter interaction through the
ponderomotive contribution. Finally, the applied field-resolved method is better suited than
intensity-based measurements for revealing the ponderomotive influence to the THz response.
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ABSTRACT

A microscopic theory for the terahertz response of a semiconductor quantum well under coherent conditions is
presented. It is shown that excitonic effects influence the intersubband absorption under certain conditions. For
high-quality samples, one should be able to resolve both band-to-band and excitonic intersubband transitions
in an terahertz absorption measurement. Due to the competition of intersubband transitions and classical field-
induced carrier accelerations, an unexpected Fano feature is observed in the terahertz spectra. This result is in
excellent agreement with recent measurements.

Keywords: THz response, Intersubband transitions, Fano resonance, quantum wells

1. INTRODUCTION

In recent years, terahertz (THz) spectroscopy has become a powerful tool to detect and analyze quasiparticle
states1–5 like excitons or plasmons in semiconductors. This technique has also been applied to analyze inter-
subband transitions6–10 in systems with reduced dimensionality. The microscopic analysis of strong-field THz
experiments11,12 has shown that the THz response of semiconductor nanostructures is strongly influenced by
field-induced accelerations13 of the excited carriers. This contribution can often be neglected in optical spec-
troscopy but becomes important for low-energy excitations even at the lowest field intensities.

In this paper, we present our microscopic theory for the ultrafast linear THz response of an optically excited
semiconductor quantum well (QW). We concentrate on ultrashort timescales directly after the optical excitation
when the interband coherences are still present. It is shown that the THz field can interact in multiple ways with
the electrons in the quantum well. In Sec. 3, we apply our theory to analyze excitonic effects in the intersubband
transitions between the two lowest conduction subbands. For narrow absorption lines, two distinct resonances
are obtained that can be attributed to free-carrier and excitonic transitions. In Sec. 4, a Fano-like resonance
that is observed in the differential THz transmission is discussed. We show that this Fano feature occurs due
to the interference of intersubband transitions and classical carrier accelerations. This situation is very similar
to a typical Fano scenario where a transition continuum is coupled to a discrete transition that is energetically
embedded in the continuum.

2. THEORY: THZ RESPONSE OF A MULTISUBBAND SYSTEM

In this section, we present a microscopic theory for the THz response and the optical excitation of a QW. In
contrast to the bulk case, the QW electrons can move freely only in two dimension but are confined in one direction
(the growth direction). In analog to the particle in a box problem, the motion in the confinement direction is
quantized, i.e., the energy related to this motion takes only discrete values. This leads to a splitting of the energy
bands into multiple subbands.14 Hence, a QW Bloch state |λ, n,k〉 is characterized by three quantum numbers:
the so-called bulk band λ, the subband n, and the crystal momentum k. All of these quantum numbers give rise
to a light-matter interaction process as we will show in the following sections.

Further author information: (Send correspondence to D. Golde)
E-mail: daniel.golde@physik.uni-marburg.de



2.1 Hamiltonian

We start the presentation of our theory with a detailed discussion of the system Hamiltonian.14,15 For the sake
of clarity, we separate the Hamilton operator into three parts

H = H0 + HC + Hl−m (1)

that contain the motion of the electrons in the crystal potential (H0), the Coulomb interaction among the
electrons (HC), and the light-matter coupling (Hl−m). In the light-matter interaction, we include both optical
and THz excitations. In this paper, we do not account for other contributions like lattice vibrations or disorder
effects.

As usual in semiconductor theory, we use the Bloch basis to express the operators in terms of creation and
annihilation operators a

†
λ,n,k and aλ,n,k, respectively. In this formalism, the explicit form of the free-particle

Hamiltonian is given by

H0 =
∑

λ,k

ελ
n,k a

†
λ,n,kaλ,n,k, (2)

where ελ
n,k are the single-particle energies of the electrons. The Coulomb interaction casts into

HC =
1

2

∑

k,k′,q6=0
λ,λ′,n,n′

V
λ,λ′

n,n′,q a
†
λ,n,ka

†
λ′,n′,k′aλ′,n′,k′+qaλ,n,k−q (3)

with the Coulomb matrix element

V
λ,λ′

n,n′,q =
e2

2ǫ0ǫrS|q|

∫∫ ∞

−∞

dz dz′ |ξλ,n(z)|2 |ξλ′,n′(z′)|2 e−|q(z−z′)|. (4)

Here, ǫr is the static background dielectric constant, S is the quantization area of the quantum well, and z

is the spatial coordinate that points in growth direction. The so-called confinement functions ξλ,n(z) are the
z-dependent part of the envelope wave functions.

The coupling of the light field to the QW gives rise to various electronic transitions namely interband transi-
tions between different bulk bands (λ ↔ λ′), intersubband transitions (n ↔ n′) within the same bulk band, and
intraband transitions. Thus, we have three contributions to the light-matter Hamiltonian

Hl−m = Hinter + Hintersub + Hintra. (5)

For typical III-IV semiconductors, the interband transitions are resonant to optical fields with photon energies
of few eV while intersubband and intraband transitions have energies in the range of several meV. Since we want
to study both optical and THz excitations, it is convenient to separate the total electric according to

E(t) = Eopt(t) + ETHz(t), (6)

such that Eopt enters only Hinter while ETHz contributes exclusively to Hintersub and Hintra. With these assump-
tions, the interband part of the Hamiltonian is given by

Hinter = −Eopt(t)
∑

λ,λ′,k

n,n′

d
λ,λ′

n,n′(k) a
†
λ,n,kaλ′,n′,k. (7)

The dipole matrix element follows from the electronic wave functions via

d
λ,λ′

n,n′(k) =

(∫ ∞

−∞

dz ξ∗λ,n(z) ξλ′,n′(z)

) ∫

Ω

d3r u∗
λ,n,k(r) (−e eP,opt · r)uλ′,n′,k(r), (8)

where uλ,n,k(r) is the lattice-periodic Bloch function, Ω is the Volume of the unit cell, and eP,opt is the polarization
vector of the optical field.



In order to model the THz excitations, we use the p ·A picture of the light-matter interaction, i.e., we express
the THz field via its vector potential ATHz with ETHz = −∂ATHz

∂t
and ∇ · ATHz = 0 (Coulomb gauge). In this

representation, the intersubband Hamiltonian reads

Hintersub = ATHz(t)
∑

λ,n,n′,k

µλ
n,n′ a

†
λ,n,kaλ,n′,k (9)

with the intersubband matrix element

µλ
n,n′ = −

i~e

mλ

(eP,THz · ez)

∫ ∞

−∞

dz ξ∗λ,n(z)
d

dz
ξλ,n′(z). (10)

Obviously, only the z-component of the THz field can induce intersubband transitions. Finally, the intraband
part is given by

Hintra = −ATHz(t)
∑

λ,n,k

jλ
n(k) a

†
λ,n,kaλ,n,k , (11)

where
jλ
n(k) = −

e

~
eP,THz · ∇kελ

n,k (12)

is the intraband matrix element. The most prominent process of this part of the light-matter interaction are the
intra excitonic transitions,15–17 i.e., transitions from one excitonic state (e.g. 1s) to another one (e.g. 2p) within
the same band.

2.2 THz response

The electrodynamic response of the quantum well to the THz field follows from Maxwell’s equations. For
homogeneous excitation and propagation perpendicular to the QW plane, the wave equation for the vector
potential reads

[

∂2

∂z2
−

n2
b

c2

∂2

∂t2

]

ATHz(z, t) = −
1

ǫ0c2
J(z, t), (13)

where nb is the background refractive index (assumed to be identical for the quantum well and the surrounding
material), c is the speed of light, and J(z, t) is the current density. Since only the quantum well is excited but
not the barriers, the current density is nonzero in the quantum-well plane only. Due to the small QW width
compared to the wavelength of the THz field, we can make the following ansatz for the z-dependence of the
current density: J(z, t) = δ(z)J(t). Here, J(t) is the expectation value of the QW current density operator.
With this assumption, the wave equation, Eq. (13), can be solved analytically15 and one finds for the reflected
and transmitted electric fields at the quantum-well position

ER(ω) = −
1

2nbǫ0c
J(ω), (14)

ET(ω) = E0(ω) −
1

2nbǫ0c
J(ω), (15)

where E0 is the incoming electric field. In linear response, we can introduce the susceptibility in the usual way
J(ω) = −iǫ0ωχ(ω)ET(ω) = ǫ0χ(ω)ω2AT(ω) where AT is the vector potential of the transmitted THz field. The
total absorption of the quantum well can then be calculated via15

α(ω) =
ω

nbc
Im[χ(ω)]. (16)

The current density can be expressed in terms of carrier occupations fλ
n,k = 〈a†

λ,n,kaλ,n,k〉 and microscopic

intersubband polarizations pλ
nn′,k = 〈a†

λ,n,kaλ,n′,k〉. For later reference, we split the total current into three parts

J = Jintra + Jintersub + Jpond (17)



with

Jintra =
∑

λ,n,k

jλ
n(k) fλ

n,k, (18)

Jintersub = −
∑

λ,n,n′,k

µλ
n,n′pλ

nn′,k, (19)

Jpond = −ATHz

∑

λ,n

e2nλ,n

mλ,n

, (20)

where nλ,n is the carrier density in band λ, subband n and mλ,n is the effective mass of this band. The first two
contributions to the current, Eqs. (18) and (19), are the responses from intraband and intersubband transitions.
The third term, Eq. (20), is the so-called ponderomotive current that comes from the classical acceleration of
the carriers in the THz field. Here, the (sub-) band sums include only partially filled bands.18 For non-parabolic

bands, the effective mass is k-dependent and one has to use the generalized form Jpond = −ATHz

S

∑

λ,n,k

e2fλ
n,k

mλ,n(k) .

2.3 Equations of motion

According to Eqs. (18)-(20), the calculation of the THz response requires complete knowledge about the carrier
occupations and the intersubband polarizations. We solve the dynamics of these quantities using an equation-
of-motion approach.14 This means that we evaluate Heisenberg’s equation of motion

i~
d

dt
〈O〉 = 〈[O,H]〉 (21)

for all relevant quantities (O is an arbitrary operator). It turns out that the equations of motion for the

occupations and the intersubband polarizations couple to interband polarizations p
λ,λ′

nn′,k = 〈a†
λ,n,kaλ′,n′,k〉 via

light-matter and Coulomb interaction. Furthermore, the Coulomb interaction couples these quantities to other
quantities that consist of four creation and annihilation operators, and these again couple to six-operator quan-
tities and so on. We truncate this infinite hierarchy of equations at Hartree-Fock level, i.e., we factorize all
four-operator quantities into two-operator quantities to obtain a closed set of differential equations.14

In the analysis presented here, only three bulk bands are taken into account: one conduction band, the heavy-
hole band, and the light-hole band. Each of these bands might have a formally arbitrary number of subbands.
As usual, we derive the equations of motion in the electron-hole picture, i.e., instead of counting valence-band
electrons, we count missing electrons in the valence bands, the so-called holes. Their occupation in hole band λh

is given by fλh

n,k = 1 − fλv

n,k where fλv

n,k is the corresponding valence-band electron occupation. Apart from that,

we have to introduce the energy of the holes ελh

n,k = −ελv

n,k which implies a sign change in the intraband matrix
elements, Eq. (12), as well. In all other quantities, we simply replace the valence-band index by a hole band
index λh ∈ {hh, lh}. Additionally, the conduction band is denoted by index e. In this notation, the complete set
of equations is given by

i~ṗ
λh,e
mn,k = (ε̃e

n,k + ε̃λh

m,k − iγ)pλh,e
mn,k − (1 − fe

n,k − fλh

m,k)~Ωλh,e
mn,k +

∑

l 6=n

pe
ln,k~Ωλh,e

ml,k −
∑

l 6=m

pλh

ml,k~Ωλh,e
ln,k

−
∑

l

p
λh,λ̄h

ml,k ~Ωλ̄h,e
ln,k −

∑

l

p
λ̄h,e
ln,k

∑

q6=k

V
λh,λ̄h

ml,k−qp
λh,λ̄h

ml,q

+
∑

l 6=n

p
λh,e
ml,k



µe
n,lATHz(t) −

∑

q6=k

V
e,e
ln,k−qpe

ln,q



 +
∑

l 6=m

p
λh,e
ln,k



µe
l,mATHz(t) −

∑

q6=k

V
e,e
ln,k−qpe

ml,q





− jλh,e
m,n (k)ATHz(t) p

λh,e
mn,k ,

(22)



i~ṗ
λh,λ̄h

mn,k = (ε̃λh

m,k − ε̃λ̄h

n,k − iγ)pλh,λ̄h

mn,k +
∑

l

(pλ̄h,e
nl,k )∗~Ωλh,e

ml,k −
∑

l

p
λh,e
ml,k(~Ωλ̄h,e

nl,k )∗

−
∑

l 6=m

pλh

ml,k

∑

q6=k

V
λh,λ̄h

ln,k−qp
λh,λ̄h

ln,q +
∑

l 6=n

pλ̄h

ln,k

∑

q6=k

V
λh,λ̄h

ml,k−qp
λh,λ̄h

ml,q ,

+ (fλh

m,k − f λ̄h

n,k)
∑

q6=k

V
λh,λ̄h

mn,k−qpλh,λ̄h
mn,q

+
∑

l

p
λh,λ̄h

ml,k



µλ̄h

n,lATHz(t) −
∑

q6=k

V
λ̄h,λ̄h

ln,k−qp
λ̄h,e
ln,q



 −
∑

l

p
λh,λ̄h

ln,k



µλh

l,mATHz(t) −
∑

q6=k

V
λh,λh

ml,k−qpλh

ml,q





− jλh,λ̄h
m,n (k)ATHz(t) p

λh,λ̄h

mn,k

(23)

i~ṗe
mn,k = (ε̃e

n,k − ε̃e
m,k − iγ)pe

mn,k +
∑

λh,l

p
λh,e
ln,k (~Ωλh,e

lm,k)∗ −
∑

λh,l

(pλh,e
lm,k)∗~Ωλh,e

ln,k

+ (fe
m,k − fe

n,k)



µe
n,mATHz(t) −

∑

q6=k

V
e,e
mn,k−qpe

mn,q





+
∑

l 6=m

pe
ml,k



µe
n,lATHz(t) −

∑

q6=k

V
e,e
ln,k−qpe

ln,q



 −
∑

l 6=n

pe
ln,k



µe
l,mATHz(t) −

∑

q6=k

V
e,e
ml,k−qpe

ml,q





− je,e
n,m(k)ATHz(t) pe

mn,k ,

(24)

i~ṗλh

mn,k = (ε̃λh

m,k − ε̃λh

n,k − iγ)pλh

mn,k +
∑

l

(pλh,e
nl,k )∗~Ωλh,e

ml,k −
∑

l

p
λh,e
ml,k(~Ωλh,e

nl,k )∗

−
∑

l

p
λh,λ̄h

ml,k

∑

q6=k

V
λh,λ̄h

nl,k−q(pλh,λ̄h

nl,q )∗ +
∑

l

(pλh,λ̄h

ml,k )∗
∑

q6=k

V
λh,λ̄h

nl,k−qp
λh,λ̄h

nl,q

+ (fλh

n,k − fλh

m,k)



µλh
n,mATHz(t) −

∑

q6=k

V
λh,λh

mn,k−qpλh
mn,q





+
∑

l 6=m

pλh

ml,k



µλh

n,lATHz(t) −
∑

q6=k

V
λh,λh

ln,k−qpλh

ln,q



 −
∑

l 6=n

pλh

ln,k



µλh

l,mATHz(t) −
∑

q6=k

V
λh,λh

ml,k−qpλh

ml,q





− jλh,λh
m,n (k)ATHz(t) pλh

mn,k ,

(25)

~ḟe
m,k = −2Im





∑

λh,l

(pλh,e
lm,k)∗~Ωλh,e

lm,k



 − 2Im





∑

l 6=m

pe
lm,k



µe
l,mATHz(t) −

∑

q6=k

V
e,e
ml,k−qpe

ml,q







 , (26)

~ḟλh

m,k = −2Im

[

∑

l

(pλh,e
ml,k)∗~Ωλh,e

ml,k

]

+ 2Im





∑

l

p
λh,λ̄h

ml,k

∑

q6=k

V
λh,λ̄h

ml,k−q(pλh,λ̄h

ml,q )∗





− 2Im





∑

l 6=m

pλh

ml,k



µλh

m,lATHz(t) −
∑

q6=k

V
λh,λh

lm,k−qpe
lm,q







 ,

(27)

with the renormalized energies

ε̃λ
n,k = ελ

n,k −
∑

q6=k

V
λ,λ
mm,k−q fλ

m,q (28)

and the generalized Rabi frequencies

~Ωλh,e
mn,k = d

e,λh

nm,kEopt(t) +
∑

q6=k

V
λh,e
mn,k−q pλh,e

mn,q. (29)
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Figure 1. THz-intersubband absorption of a three-band system with one heavy-hole subband and two conduction sub-
bands. The THz field probes the transition between c1 and c2 subbands. The figure illustrates the dependence on the
phenomenological line width γ: (a) shows the absorption for γ = 0.2 meV, (b) for γ = 0.3 meV, and (c) for γ = 0.7 meV.

The band index λ̄h denotes the other hole band than λh in each case. For the intraband transitions, we
introduced combined matrix elements jλh,e

m,n (k) = jλh
m (k)+je

n(k) and (for all other band combinations) jλ,λ′

m,n (k) =

jλ
m(k)−jλ′

n (k). The dephasing of the polarizations has been modeled by the phenomenological damping constant
γ. Equations (22)-(27) are generalizations of the semiconductor Bloch equations14,19 for a multisubband system
and with coupling to a THz field.
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Figure 2. Contributions to the intersubband absorption. The total absorption (gray area) is decomposed into its two
components namely the absorption from the occupations (red solid line) and that from the polarizations, i.e, the coherent
excitons (blue dashed line).

3. EXCITONIC EFFECTS IN INTERSUBBAND TRANSITIONS

In order to study the intersubband absorption of an optically excited quantum well, we solve Eqs. (22)-(27)
numerically. To keep the system as simple as possible, we restrict the analysis to one heavy-hole subband and
two conduction subbands (c1 & c2). Furthermore, we omit the intraband terms in the equations of motion, i.e.,

we set jλ
n(k) = 0. The single particle energies ελ

n,k as well as the dipole matrix elements d
λ,λ′

n,n′(k) are computed
with standard k · p perturbation theory for an 8.3 nm thick GaAs/Al0.34Ga0.66As quantum well. The quantum
well is assumed to be pumped resonantly at the 1s exciton transition belonging to the c1 subband. About 300 fs
after the pump pulse, the THz pulse probes the system. On such an ultrafast timescale, the optically excited
interband coherences have not decayed and the THz field reacts to both the excited carriers and the interband
polarizations.

For such an scenario, the equation of motion for the intersubband polarization, Eq. (24), provides two sources
for intersubband transitions. The most obvious source follows the second line of Eq. (24) that describes a simple
free-carrier band-to-band transition as long as the electron distributions are different in the two subbands. This
term clearly leads to a single peak at the (renormalized) c1-c2 transition frequency in the THz absorption
spectrum. The second source for an intersubband transition is given by the last two terms of the first line
of Eq. (24). Here, the optically excited hh-c1 interband polarization interacts with the THz induced hh-c2
polarization via Coulomb interaction. Since the both polarizations might oscillate with excitonic frequencies,
this term describes transitions from an excitonic state that belongs to the c1 band to a state belonging to the
c2 band as is shown below. Hence, a second peak might be expected in the absorption spectrum as long as the
exciton binding energies are sufficiently different for the c1 and c2 bands.

Typical THz absorption spectra for intersubband transitions are shown in Fig. 1. For large line widths γ

(Fig. 1(c)) only a single absorption peak is observed. When γ is decreased, however, this peak splits into two
(see Figs. 1(b) and (a)). The final proof for the origin of these peaks is done by a switch-off analysis in Fig. 2.
Here, the full absorption (gray area) is shown together with the contributions from the first source term (red
solid line) and from the second source term (blue dashed line) for intersubband transitions. Obviously, the
low-energy peak follows from band-to-band transitions while the high-energy peak is due to transitions between
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Figure 4. THz absorption for the same parameters as in Fig. 3.

(coherent) excitons that belong to different subbands. Further analysis reveals that this excitonic peak comes
from a 1s-to-1s transition while the 1s-to-2s peak is two orders of magnitude smaller and cannot be seen here.

4. FANO FEATURES

Besides the excitonic contributions to the absorption spectrum, the THz intersubband response of a quantum
well provides another interesting feature. The red line in Fig. 3 shows the spectral amplitude of the differential
THz transmission, i.e., the difference between the transmitted and the incident THz electric fields. Besides the
strong peak at about 27 THz, a broader spectral feature arises centered at roughly 20 THz. Furthermore, the
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result and the gray area is the contribution from intersubband transitions. The parameters are the same as in Fig. 3.

strong peak has a rather asymmetric line shape comparable to a Fano resonance.20 The corresponding absorption
spectrum (Fig. 4) shows that the broad contribution is not caused by an additional carrier transition.

To understand the origin of this special spectral structure we have to recall that the THz response consists not
only of the intersubband contribution Jintersub but also of the ponderomotive current Jpond, Eq. (20). Figure 3
shows these two contributions separately in addition to the full result. As expected, the strong peak comes from
the intersubband transition that is also visible in the absorption spectrum. The broad feature can clearly be
attributed to the carrier accelerations via the ponderomotive response. The phase sensitive superposition of both
contributions leads to constructive interference for frequencies larger than the c1-c2 transition frequency while
they partially compensate each other for smaller frequencies. The Fano feature becomes even more prominent
when plotting the normalized differential transmission, i.e., the differential transmission divided by the incident
pulse (see Fig. 5). The results presented in this section are in great agreement with recent experiments.21

5. SUMMARY

We have presented a microscopic THz theory for a multisubband quantum well. The THz response has been
computed by solving the generalized multisubband semiconductor Bloch equations numerically. As a first exam-
ple, we analyzed excitonic effects in intersubband transitions. It turned out that high-quality samples with small
line widths are needed to resolve both the band-to-band transition and the 1s-to-1s intersubband transition in
GaAs quantum wells. We also discussed the Fano-like line shape of the THz response which was shown to result
from a competition between true carrier transitions and the field-induced carrier acceleration. This analysis
provides a tool to directly observe the ponderomotive response in linear THz spectroscopy. Indirect evidence for
this contribution to the THz response has already been given by means of nonlinear THz spectroscopy.11,12
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