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1 Einleitung und Motivation 1]

Lithium-lonen-Akkumulatoren haben eine zentrale Rolle in der digitalen Welt eingenom-
men. Sie versorgen nicht nur Laptops und Smartphones mit Energie, sondern sind auf-
grund ihrer Uberragenden Eigenschaften auch in der Elektromobilitat und zentralemer-
giespeicherung im Einsatz. Wahrend sie flsmart devicesunersetzlich sind, bieten sie im
Bezug auf Mobilitdt und Energiespeicherung eine aussichtsreiche Gelegenheit, von fos
silen Energietragern unabhangig zu werden. Kohle, Erddl und Erdgas liefern zusammen
einen Anteil von knapp 90 %! der weltweit verbrauchten Energie. Selbst in Deutschland,
einem Vorreiter der regenerativen Energieerzeugung, liegt der Anteil bei 67°0Dabei
bezieht die Bundesrepublik fast 36 % ihrer fossilen Brennsto e allein aus Russland.
Lithium-lonen-Akkumulatoren kénnen hierbei in Kombination mit regenerativen Energi-

en den Schlissel zu erhdhter Unabhangigkeit von Lieferlandern darstellen.

Um Lithium-lonen-Akkumulatoren fir Elektromobilitdt oder Stationarspeicher weiter zu
entwickeln, muss die Energiedichte entscheidend erhdht werden. Hier bietet, nebem de
Verwendung von Elektrodenmaterialien mit héherer Energiedichte, der Ersatz von &8s
gen Elektrolyten durch feste Elektrolyte viele Vorteile. Feste Elektdgte konnen in diinnen
Schichten verwendet werden, was die serielle Verschaltung von einzelnen KathodekEls
lyt/Anode-Einheiten erlaubt. Dabei muss der Stromabnehmer nur an den auyeren Elek-
troden angebracht werden und durch das so eingesparte Volumen erhoht sich die Eieerg
dichte. Die typischerweise vollstandig anorganische Bauweise erhdht die Sicherheitdaa
verwendeten anorganischen Sto e meist nicht brennbar und auch thermisch stabiler sind,
wodurch auch die Thermoregelung entfallen kann. Zu guter Letzt zeigen Festg@rbat-

terien eine erhohte Zyklenstabilitat im Vergleich mit Gssigbasierten Batterien.
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Fest-Elektrolyt
j\ Anode =
Organischer
7] Elektrolyt
Z) (flissig) Rathods — ™ Ableiter
(A) Konventionelle Batterie mit Fliissig-Elektrolyt

(B) Feststoff-Batterie

Abbildung 1.1:  Vergleich zwischen Festkérper- und Fliissigbatteriél. Das Volumen wird bei gleichem

Energiegehalt deutlich reduziert.

Als Kathodenmaterial bietet sich vor allem LiNps;Mn; 0, an. Es weist zwar eine etwas
geringere gravimetrische Kapazitat als kommerziell etablierte Materialien wie N&oder
NCA-Kathoden auf, aber es bringt auch Vorteile mit sich, die es fur die Verwendung in
Festkorperbatterien auszeichnet. Das Kathodematerial ermdglicht eine Zgiénung von
4:7 V, was nur in Kombination mit oxidationsstabilen Festelektrolyten praktikabelist.
Zudem bietet die Spinellstruktur dieses Kathodenmaterials dreidimensionale Kanéle, die

fur die lonenleitung im Festkdrper sehr vorteilhaft sind.

Eine erste Festkorper-Lithium-lonen-Batterie wurde 1993 voBates et al.>®l vorgestellt.
Diese, so genannte Dunnschichtbatterie, basierte auf dem glasartigen Elekgten LiPON,
einem Sticksto -dotierten Lithiumphosphat, das eine Lithium-lonenleitfahigkeit von tber

3 10 ® Scm ! ermoglichte. Durch die Verwendung eines festen Elektrolyten wurde eine
hohe Langzeitstabilitéat erreicht, und so wecken Festelektrolyte zunehmendeddresse.
Vor allem die Erfoschung schwefelbasierter Elektrolyte, wie auch die Entdeosky von
Lithium-Superionenleiterr”® in dieser Materialklasse stellte einen groyen Schritt hin zur
gewilnschten Energiedichte dar. Erst kirzlich wurde von Prototypen beritdt, die im
Labormaystab bis zu 500 KW h kg*®! (vgl. Abb. 1.2) tiber 500 Lade- und Entladezyklen

bereitstellen kdénnen.

Ein groyes Problem stellen hohe Ladungstransferwiderstande an der Grenz achesolen
Festelektrolyt und Kathode dar. Die Grunde fur diese Transferwiderstande werdenrdeit
kontrovers diskutiert, und obwohl es bereits Losungsansatze gibt, ist der&atur noch

weitestgehend unverstanden. Einer der Lésungsanséatze, der sowohl fur Fegtkibatte-

2



1 Einleitung und Motivation

I Hachleistungs-Typ
(far HV)
8000 @
- . Hochenergie-Typ ——
s {fir EV, PHV) Verbr’]fgt':)‘:"gs
‘e 6000
% Lithium-|
o ! ét;ﬂeggen Feststoff-
[
5 4000 Gegenwartiger Stand Gattete Lithium-Luft- -
k2 der Forschung Batterie /
3 > —> Ziel | Ziel |
2000 d /
Nickel-Metall- Gegenwartiger Stand /
b Hydrid-Batterie der Forschung
0 100 200 300 400 500 600 700 800 900 1000 10.000

Energiedichte [Wh/L]

Abbildung 1.2: Ragone-Diagramm, Vergleich von Batterietechnologien nach Energie- und
Leistungsdichtel. Je nach Auslegung sind Zelltypen eher fur Plug-In Hybrid-
fahrzeuge (PHV) und Batterieelektrische Fahrzeuge (EV) geeignet, ode fur reine
Hybridfahrzeuge (HV)

rien als auch fur Fllssigbatterien interessant ist, sind Grenz achenmodi kation durch
kunstliche Interphasen. Hier wurden vor allem fur LCO bereits Erfolge erzielt, gioch ist
eine Ubertragung auf LNMO nicht ohne weiteres mdglich und so konnte bisher kein Pro-
totyp vorgestellt werden. Hier kniipft ein Teil der Arbeit an. Es werden LNMO-Kahoden

als Dunnschicht hergestellt und deren elektrochemische Eigenschaften und Grenz achen
grundlegend charakterisiert. Anschlieyend werden verschiedene Grenz &chenmodi katio-

nen eingefuhrt und deren Ein uss auf Ladungstransferwiderstdnde und Zyklenstabilitat

untersucht.

Grenz &chenwiderstande treten nicht nur zwischen Elektrodenmaterialien und Flissig-
elektrolyten auf, sondern kénnen auch innerhalb eines Elektrolytmaterials an Grzéachen
zwischen einzelnen Kristalliten auftreten. Diese Grenz achen sind in der Regehsellinn,

was deren Untersuchung schwierig gestaltet. Hier knlpft ein weiterer Teil dérbeit an,

bei dem anhand einer lithiumionenleitenden Glaskeramik eine elektrochemische Methode
entwickelt wurde, um diese Grenz achen zu charakterisieren und zusammen mit hochauf-
[6senden transmissionselektronenmikroskopischen Aufnahmen grundlegende Erkenntnisse

Uber den Transport von Lithium-lonen an Festkdrpergrenz achen zu erhalten.






2 Theoretischer Hintergrund und Stand

der Forschung

2.1 Lithium-lonen Batterien [1°]

Die Entwicklung von Lithium-lonen-Batterien reicht zuriick bis in die frithen 1960er Jah-
re. Zur Erh6hung der Energiedichte von Batterien wurden Redoxpaare gesuchtit denen
sich groyere Zellspannungen realisieren lassen. Lithium, welches sehr leict@4@ mol 1)
ist, besitzt auch das elektropositivste Standard-Elektrodenpotential (3:04 V vs. NHE)

aller Elemente.

Nachdem esSanyo gelang, unter Verwendung von Mangandioxid als Kathodenmateri-
al eine Lithium-Primarzelle zu entwickeln, wurden Versuche unternommen, auch Sekun-
darzellen auf Basis von Lithium zu entwickeln. Zu diesem Zwecke wurden verschieele
Kathodenmaterialien wie, MoS und TiS,, untersucht. Diese spater als Interkalations-
materialien erkannten Materialien ermdglichen den Ein- und Ausbau von Lithium-lonen
in ein Wirtsgitter. Whittingham  versuchte 1972 eine Lithiumsekundérzelle mit TiS
Kathode, Lithiummetallanode und einem Elektrolyten aus Lithiumperchlorat in Dioxolan

herzustellen.

Leider brachte vor Allem die Verwendung von Lithiummetall als Anode groye Nachteile
mit sich. Batterien dieser Art litten unter Dendritenbildung auf der Lithiumelektrode und
folgendem thermischem Durchgehen, welches im schlimmsten Fall zur Explosion der Bat-

terie flhren konnte. Auch eine Legierung mit Aluminium konnte hier nur bedingt Abhilfe
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scha en, da zwar ein Dendritenwachstum verhindert wurde, aber durch die enormen Volu-
menveranderungen bei Ein- und Auslagerung von Lithium keine hohe Zyklenzahl erreicht

werden konnte.

Um die Probleme auf der Anodenseite zu l6sen, wurde zwei verschiedenen Losungsan-
satzen nachgegangen. Auf der einen Seite wurde an alternativen Elektrolyterfagecht,
welche die Dendritenbildung verhindern sollten. Auf der anderen, spéater erfolgreichen
Seite wurde nach einem neuen Anondenmaterial gesucht, welches in seinen Eigenschaften
denen der Kathode ahnlich war. Die Verwendung eines zweiten Interkalationsmaterials
wurde von Murphy 1978 demonstriert.Lazzari und Scrosati ermdglichten eine voll-
standige Zelle mit dem System LWO, / Li yTiSZ[“], das eine Spannung von etwa:8 V
lieferte. Die Anstrengungen fuhrten letztendlich zur Lithium lonen oder auch rocking-
chair Batterie, bei dem Lithium-lonen beim Laden und Entladen zwischen Anoden

bzw. Kathodenmaterial hin und her wandern, wie bei einem Schaukelstuhl.

In der Zwischenzeit wurden neue Kathodenmaterialien auf Oxidbasis gefundébood-
enough et al. haben Oxide nach der Summenformel [MO, als Kathodenmaterialien
entdeckt. Diese wiesen neben hdherer Zellspannung auch héhere Energiedichtenfaurh

im Bereich der Anoden wurden durch Vorarbeiten voiBesenhardt Alternativen gefun-
den. Nachdem dieser bereits 1976 gezeigt hatte, dass sich Lithium in Graphit intelikaen
l&sst, konnte das Problem der Abblatterung von Graphit in Ussigen Elektrolyten gekt
werden. Der Einsatz von Sto en, die eine passivierende Schutzschicht auf der Elektro
denober ache ausbilden, ermdglichte den Einsatz von Graphitanoden. Diese Schicht, die
so genannte SEI, verhinderte zuverlassig das Abblattern von Graphit ocken (vgl. Ab-
schnitt 2.2). Letztlich gelang esSony durch eine Kombination aller Erkenntnisse mit
LiCoO, als Kathode und Graphit als Anode eine hochleistungsfahige Sekundarbatterie
mit einer Lastspannung von knapp 4 V massentauglich zu machen. Neben den in dieser
Batterie verwendeten Anoden- und Kathodenmaterialien gibt es mittlerweile verschiedene
Alternativen. Um Kosten zu senken und die Kapazitat zu erhéhen, wurde Cobalt teilweise

durch Nickel und Mangan substituiert.
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Der Lade- und Entladevorgang findet bei Lithium-Ionen-Akkumulatoren tiber die Oxi-
dation und Reduktion des Wirtsgitters statt. Im Falle einer LiCoO, Kathode wird beim
Ladevorgang Cobalt oxidiert. Infolgedessen werden Lithium-Ionen deinterkaliert und wan-
dern durch den Elektrolyten zur Anode. Gleichzeitig wird das Anodennetzwerk (Graphit)
reduziert, also Elektronen injiziert. Die entstehende Uberschussladung wird durch die In-

terkalation von Lithium-Ionen ausgeglichen. Beim Entladen kehrt sich der Vorgang um

(vel. Abb. 2.1).

Separator

Lt

Anode Elektrolyt Kathode
k(Graphit) (LiCoOg))

Abbildung 2.1: Elektrochemische Funktionsweise einer Lithium-Ionen-Batterie.[*?!

2.2 Fliissige Elektrolyte und deren Grenzflache zu

Elektroden(13-15]

In Lithium-Ionen-Akkumulatoren ist der Einsatz wéssriger Elektrolyten nicht moglich.
Das so genannte elektrochemische Fenster, welches die Potentialdifferenz zwischen den an-
odischen und kathodischen Zersetzungsprozessen angibt, liegt bei lediglich 1.23 V. Daher
werden meist organische Losungsmittel verwendet. Eine haufig verwendete Kombination
besteht aus dem Salz Lithiumhexafluorophosphat, das in organischen Carbonaten, wie
Ethylencarbonat und Dimethylcarbonat, gelost ist.

Trotz ihrer vielfachen Anwendung sind auch diese Elektrolytkomponenten in Lithium-

Ionen-Akkumulatoren nicht chemisch stabil. Lithiumhexafluorophosphat steht im Gleich-

7
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Abbildung 2.2:  Ethylencarbonat, Dimethylcarbonat und Lithiumhexa uorophosphat.

gewicht mit Lithium uorid und Phosphorpenta uorid, welches sehr reaktiv ist und den

Abbau von Dimethylcarbonat und Ethylencarbonat katalysieren kann.
LiPFg) * LIF+PF g

Dabei koordiniert es jeweils an den Carbonylsauersto , wodurch Dimethyldaonat voll-

stéandig zu Fluormethan und Kohlensto dioxid zersetzt wird (vgl. Abb. 2.3).

F
F _F
>p F
Fl o \ /
F _—
H5C )k -2CH_F o/ \
Yo Yo ’
A -co,

Abbildung 2.3:  Phosphorpenta uorid katalysierte Abbaureaktionen von Dimethylcarbonat .

Bei Ethylencarbonat hingegen wirkt Phosphorpenta uorid als Kettenstarter welches so
Uber verschiedene Zwischenstufen und unter Abspaltung von Kohlendioxid zu Polyethy-
lenoxid (PEO, vgl. Abb. 2.4) reagiert. PEO und Lithium uorid sind demnach auch Haupt-
bestandteile der aus diesen Reaktionsprodukten gebildeten Grenz ache, der so getamn

SEI.

n

Abbildung 2.4: Phosphorpenta uorid katalysierte Abbaureaktion von Ethylencarbonat.

Die Instabilitat von LiPF 4 gegenuber Hitze oder Feuchtigkeit wirkt sich aber auch teil-

weise positiv auf die Zyklenstabilitdt aus. Bei Zersetzung mit Fluormethan oder Wagse

8
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bildet sich Fluorwassersto , welcher bei Kontakt mit dem kathodischen Stromabnehmer
der meist aus Aluminium besteht, mit auf der Ober ache be ndlichem Aluminiumoxid
zu einer passivierenden Schutzschicht aus im Elektrolyten unléslichem Alfeagiert. Da-

durch ist die Ober ache vor weiterer Zersetzung durch Flusssaure geschutzt.

PF.+H,0! 2HF+PF,0
6HF +Al,0,!  2AIF,+3H,0

Zusétzlich zum Abbau tUber Phosphorpenta uorid entstehen auch auf der Ober &che no
Anode und Kathode unterschiedliche andere Abbauprodukte. Wahrend auf den Uber-
gangsmetalloxidkathoden die entsprechenden Metall uoride gefunden werdéh sind auf
den meisten Anodenmaterialien (Lithiund”!, Graphit) hauptséachlich organische Abbau-

produkte, aber auch anorganische Lithiumsalze wie LiF, }€O; und Li,O zu nden.

2.3 Hochspannungskathoden

Die Erhohung der Lithiumionenleitfahigkeit in den Elektrodenmaterialien und der Zell-
spannung fiihrte schlieylich zur Untersuchung von Materialien in Spinellstruktli?!, deren
Vertreter hau g eine Summenformel des Typs ABO, aufweisen. Dabei bilden Sauersto -
ionen ein kubisch-dichtes KristallgitteF®l, dessen Tetraederliicken zu einem Achtel von
lonen des Typs A" gefilllt sind. Die Oktaederliicken hingegen werden in der Regel zur
Halfte von lonen des Typs B* besetzt. Es gibt zudem Spinelle, in denen A und B-lonen
andere Ladungen aufweisen oder sogar die Platze tauschen kdnnen. Zu diesen sagena

ten inversen Spinellen gehort etwa Magnetit (Fe(Il)Fe(1110,).

Da der Strukturtyp durch leere Gitterplatze gut als Interkalationsmaterial eigien soll-
te, wurden Untersuchungen zur Lithium-Interkalation durchgefuhrt. Diese zeigtergass
speziell im Falle von Magnetit durch Interkalation von Li alle Eisen(lll)-lonen aus den
Tetraederliicken in noch leere Oktaederliicken verdrangt werden. In dieser nentstan-
denen Verbindung sind Lithium-lonen auch bei Raumtemperatur sehr mobil, da sie sich

dreidimensional® iiber Tetraeder und Oktaederliicken bewegen kénnen.
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Diese Erkenntnis fiihrte zur Untersuchung??% des Li,,Mn,0, Spinells als Kathoden-
material. In diesem Spinell besetzen Lithium-lonen sowohl Tetraederliicken als auOR-
taederlicken. Die besetzten Tetraederplatze spannen dabei selbst ein Dianggtér auf,
welches aus zwei ineinander ver ochtenen, achenzentrierten kubischen Gittern dieht.
Diese Substruktur fihrt beim Entladen einer mit diesem Kathodenmaterial versehenen
Lithium-lonen-Batterie durch Deinterkalation von Lithium-lonen zu drei verschiedaen
Spannungsplateaus. Zwei Plateaus (zwischen 0 < x < 0.5 und 0.5 < x < 1.0), die sich
beide in geringem Abstand von einander um 4 V vs. (LiLi) be nden, entstehen durch
Interkalation in jeweils eines der erwdhnten Diamantgitter. Das dritte Plagau liegt nur
noch bei 3 V vs. (Li" /Li) und ergibt sich durch die Deinterkalation der auf Oktaederplat-

zen be ndlichen Lithium-lonen.

Es ist also nur ein Lithiumkation pro zwei Ubergangsmetallionen bei Erhaltung hoher
Spannungen nutzbar, was im Vergleich zu LiCoQzu keiner nennenswerten Kapazitatser-
hohung fuhrt. Des Weiteren leidet das Material bei der Deinterkalation von Litium-lonen
durch denJahn-Teller -E ekt 2422 ynter mechanischen Spannungen und durch Dispro-
portionierungsreaktionen von Mn(lll) zu Mn(Il) und Mn(1V). Dabei l6st sich M n(ll) an
der Ober &che von Li, ,Mn,O, Partikeln rasch in organischen Elektrolytef® und schei-
det sich im Laufe der Lebenszeit einer Batterie auf der Anode ab, was wiederum zu

Nebenreaktionen und Kapazitatsverlust fihrt.

Durch Einfiihren einer Dotierund®* 28 kann dieser E ekt vermieden werden. In LNMO
liegt Mangan vollstandig als Mn(1V) vor, wahrend Nickel von Ni(Il) tber Ni(lll) zu Ni( V)
oxidiert werden kann. Damit ist der gesamte Lithiumanteil der Verbindung nutzbar. Die
Oxidation von Nickel ndet dabei bei relativ hohen Spannungen um:Z V vs. (Li*/Li)

statt, was eine deutliche Zunahme der Energiedichte bedeutet.

Es kommen zwei verschiedene Spinéifé vor, die sich in der Anordnung von Mangan
und Nickel lonen unterscheiden. Zun&chst gibt es die geordnete Form, in der eine lang-
reichweitige periodische Anordnung beider Spezies vorliegt (Raumgruppds;32). Hierbei

besetzt Mrf* ausschlieylich die 12d Gitterplatze und Ni" ausschlieylich die Gitterplatze

10
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@ Tetracderplatz
@ Oktaederplatz
@ Sauerstoff

Abbildung 2.5: LiNi, sMn; 5O, in Spinellstruktur.

4a. Dies erniedrigt die elektronische Leitfihigkeit auf etwa 107 Scm™!, so dass es fiir

die Anwendung als Kathodenmaterial ungiinstig ist (wéhrend der Nickeloxidation steigt
diese auf etwa 1072 Sem™!). Die Kristallstruktur kann aber durch eine angepasste ther-
mische Behandlung verandert werden, sodass nur eine lokale Ordnung zwischen Mangan—
und Nickel-Tonen besteht. Da unterhalb von etwa 700 °C die geordnete Phase entsteht,
kann durch Sintern bei Temperaturen zwischen 700 °C bis 900 °C und anschlieendem

Abschrecken die ungeordnete Phase erhalten werden.

1 2 34 56 5.0 12 3 4 56
: > )
Mn3+/4+ : /
/_ i 4.5
5
£ 4.0 /
\|i2+ (i)
0 0.102030405060.70809 1

-~

Energie x in Liy ,Nig sMn; 50,4

Abbildung 2.6: Schematische Fermi Energielevel und typischer Spannungsverlauf in Abhéngigkeit des

Ladezustands einer LNMO Kathode. Reproduktion nach MOORHEAD-ROSENBERG PO,

In der so erzeugten Phase (Raumgruppe Fd3m) besetzen Lithium und Sauerstoff die Git-
terplatze 8a und 32e, wahrend in der geordneten Phase die Platze 8c und 24e besetzt sind.

Die unterschiedliche Struktur kommt durch ein Sauerstoffdefizit zustande, das einen La-

11
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dungsausgleich durch Bildung von M# B% nach sich zieht. Das Vorhandensein von M
fuhrt zur gemischten Besetzung der Okatederplatze durch Ni und Mn**, da beide &hn-
liche lonenradie? aufweisen. Beide Spezies sind elektrochemisch vor allem dadurch zu
unterscheiden, dass zusatzlich zur Nickeloxidation Mh bei 40 V (vs. Li/Li *) zu Mn**
oxidiert werden kann (s. Abb 2.6).

Eine solche Kathode liefert theoretisch Kapazitaten von 148 mAh§, von der aber vor
allem durch Nebenreaktionen, nur etwa 130 mAhgd nutzbar sind. Die elektrochemi-
sche Stabilitat der verwendeten Elektrolyte ist bei solch hohen Spannungen sehr weit
uberschritten, was zu starken Zersetzungsreaktionéh!432 fiihrt. Eine SEI, welche die
Kathodenober ache passiviert, 16st sich aufgrund von Volumenanderungen, aber auch

durch Oxidation immer wieder auf.

Die SEI auf der Kathode besteht im Wesentlichen aus Li, Ni und Mn uoriden, die
sich aber teilweise im Elektrolyten 16sen und auf der Anode abgeschieden werden kdnne
und somit zu einem Kapazitatsverlust fuhreit®1432, Die entstehenden Metalloxide, vor
allem aber MnO, kdnnen den Abbau von Elektrolytbestandteilen weiter katalysieren,
wobei unter anderem Wasser gebildet wird. Dieses forciert beispielsweise die Bilduag
Flusssaure. Diese Bandbreite an parasitaren Reaktionen gestalten eine Anwendung v

LNMO-Kathoden in Ussigen Elektrolyten derzeit schwierig.

2.3.1 Grenz d&chenmodi kation von Kathodenmaterialien

Die auftretenden Probleme an Fest-Flissig Grenz achen lassen sich durch versdhie
ne Methoden unterdriicken. Das Einfihren weiterer Ubergangsmetalle, wie Chriéfh
Titan 33341 Kupfer?®! oder Eise®® als Dotierung kann die Volumenanderung durcahn-
Teller -E ekte 22 unterbinden. Eine weitere Methode ist das gezielte Anbringen einer
kunstlichen SEI, die sich in Kontakt zu den Elektrolytkomponenten und eventuellewer-
unreinigungen, sowie dem Kathodenmaterial selbst chemisch inert verhalt. Dabei schiitz

diese Schicht auch den Elektrolyten durch elektronische Abschirmung vor Oxidation.

12
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Solche Beschichtungen wurden hauptsachlich an Kompositkathoden, die auf pulverformi-
gen Oxidkathodenmaterialien basieren, aufgebracht. Dabei wurden verschiederesfah-
ren, wie Sol-Gel-Prozes§€4° | (Hochfrequenz-) Magnetronsputterif' 431, Atomlagenab-

scheidundf*4%!, aber auch mechanische Aufbringurt§“’l angewendet.

Es wurden viele Metalloxide verwendet, die kompatibel zu dem gewahlten Beschichtang
verfahren sind. Eine herausragende Eigenschaft bieten Metalloxide, deren kopasdie-
rende Fluoride in Flussigelektrolyten unloslich sind. Dazu zahlen vor allem A&,"4 und
ZrO,B7. Zudem wurden auch unlgsliche Fluoride, wie Gak direkt aufgebracht und un-

tersucht.

Auch Materialien, die vor allem eine hohe Lithium-lonenleitfahigkeit (vgl. Abschnitt 2.4)
aufweisen, wurden als kiinstliche SEI verwendet. Dazu z&hlen vor allem das auch als An-
odenmaterial bekannte LjTi O0,,%4% welches, so lange kein Lithium interkaliert ist, als
dreidimensionaler lonenleitéf® fungieren kann. Auch amorphe lonenleiter, wie LiPOKf!

wurden als Grenz achenmodi kation verwendet.

Um die lonenleitung nicht zu behindern, sind die aufgebrachten Trennschichten meist sehr
dinn (<30 nm). Es wurden jedoch, je nach Verfahren und Material, nicht immer Schichten
erhalten, welche die Kathodenpartikel durchgangig umschlieyen. Vor allem bei amorphen
Phosphaten, wie AIPQ“® oder FePQ,*%, die hauptsachlich tiber eine Einschrankung der
Kontakt ache zum Elektrolyten wirken, tri t dies zu. Meist gibt es eine optimale Dicke, ab
der der Elektrolyt und das Kathodenmaterial e ektiv geschitzt werden, aber dexusatz-
liche Widerstand durch die lonen, die sich durch die Trennschicht bewegen missen noch
nicht dominiert. Alle Modi kationen zeigen letztlich eine Erh6hung der Zyklenstabilitat
der Kathoden.

13
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2.4 Feste Elektrolyte Y

Sehr viele Méglichkeiten er6 net die Verwendung von Festkdrperelektrolyten. Serho-
hen die Sicherheit von Lithium-lonen-Batterien erheblich, da Festkdrperelektrolyte der
Regel nicht brennbar sind und zudem bei Verwendung von Metallelektroden wirksam
die Bildung von Dendriten verhindern. Ein weiterer Vorteil besteht in der Leitung der
lonen selbst. Wahrend in Ussigen Elektrolyten ein Salz gelOst ist, dessen Basdtei-
le, also Anionen und Kationen, beide mobil sind, tragen auch beide in unterschiedlicher
Weise zum Ladungstransport bei. In den meisten kommerziellen Flissigelektrolyt&ir
Lithium-lonen-Batterien, wie die besprochene Losung von LiRFAn EC/DMC, sinkt der
Anteil von Lithium-lonen am Ladungstransport, die so genannte Uberfiihrungszahl, auf
bis zu 0.2 ab. Dies bedeutet, dass die eigentliche Lithium-lonenleitfahigkeit um etwa
vier Funftel geringer ist. In Festelektrolyten ist in der Regel nur eine lonewste mobil, so

dass eine Lithium-Uberfilhrungszahl von fast 1.0 erreicht werden kann.

Anorganische Festkorperionenleiter bieten neben den hohen Uberfiihrungszahlen weite
Vorteile. Sie sind in der Regel thermisch unemp ndlich, nicht brennbar und ermdéglichen
eine starke Miniaturisierung durch Duinnschichtmethoden. Trotz dieser Vorteile entdten
durch die Einfihrung von Fest Fest Grenz &chen von festen Elektrodenmaterialis mit
festen Elektrolyten weitere Probleme, weshalb sie Ussige Elektrolyte noaicht verdrangt

haben (siehe Abschnitt 2.5.1).

Festkorperionenleiter lassen sich in drei Kategorien einteilen, die auf deren nplaolo-
gischen Eigenschaften basieren. Dazu zahlen vorweg kristalline lonenleiter, amntlenen
wiederum eine Reihe von Strukturtypen vorherrschen. Diese Klasse bietet zudenr-Ve
bindungen, welche wohl die hdchsten ionischen Leitfahigkeiten bereitstellen kdnnen. Mit
Li,,GeP,S,, wurden erstmals Leitfahigkeiten von mehr als 10 mS crif”®l bei 300 K er-
reicht. Unter Beriicksichtigung der Uberfiihrungszahlen sind sie damit tssigen Elekiye
ten sogar Uberlegen. Dabei liefert die Verwendung von Schwefel als Bestaildier festen
Matrix in lonenleitern meist hohere ionische Leitfahigkeiten als die Verwendung von Sau-

ersto . Zudem werden meist komplexen Anionen wie (Thio )Phosphate eingesetzt, um

14
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die Leitfahigkeit weiter zu erhohen. Komplexe Anionen sind vergleichsweise groy, weis
eine niedrige Ladungsdichte auf und binden so weniger stark an harte Lithium-lonen und

erlauben damit schnellere Di usion.

Zudem gibt es auch amorphe lonenleiter, zu denen beispielsweise Glaser zahlen. Auch hier
lassen sich unter Verwendung von Schwefel als Anionenmatrixbildner relativ leicht ho-
he Leitfahigkeiten erreichen, die teilweise sogar kristallinen lonenleiter gleichkommié!,
Ebenfalls zu dieser Kategorie z&hlt Lithium-Phosphat-Nitrid (LiIPON), bei dem Lithi-
umphosphat mit Nitridionen dotiert ist um eine Leitfahigkeit von 10 ® Scm * zu ermogli-
chen. Dieses Material ist vor allem deshalb von Bedeutung, da es in sehr dinnen Schichten
abgeschieden werden kann. Zu dieser Kategorie kdnnen auch organischen Polymgee
zahlt werden. In diesen Polymeren ist entweder ein Salz geldst oder das Polymekgiat

ist geladen und die entsprechenden Gegenionen sind beweglich.

Eine Verbindung aus beiden Klassen konnen Glaskeramiken herstellen. Diese bestehen
meist groyteils aus kristallinen Bereichen, die von einer Glasmatrix umschlossen werde
Somit werden die hohen Leitfahigkeiten der kristallinen lonenleiter mit den Vorteilen von
Glasern verbunden. Glaskeramiken sind im Gegensatz zu reinen kristallinen lonenleite
nicht pords, da die Glasmatrix die Licken zwischen den Kristallkbrnern au ullt, was ar
allem der Leitfahigkeit und Stabilitat zu Gute kommt. Ein prominenter Vertreter diese
Klasse sind Li Al Ge- und Li Al Ti-Phosphate bzw. eine Mischung aus beiden. Wer-
den diese glasformig hergestellt, konnen daraus schnelle Lithium-lonenleiter auskristalli-
siert werden, die eine NASICON Na-Super lonic Conducto) analoge Struktur aufweisen
(Vgl. Abb. 2.7). Diese Kristallite werden hauptsachlich von nicht kristallisiertem Mé&e-
rial und AI(PO ,); Ausscheidungen umgeben und bilden so eine Glaskeramik mit einer

Lithium-lonenleitfahigkeit von 1 10 4 Scm 1,

Eine Nebenrolle bilden Komposite, bei denen lonenleitung an Grenz &chen genutzt wird.
Hierbei wird ein Lithium-lonenleiter mit einem Isolatormaterial kombiniert, wobei Lithium-
lonen an der Ober ache der Isolatorpartikel adsorbieren und eine Raumladungszone-aus

gebildet wird. Durch die Adsorption wird die Anzahl an freien Gitterplatzen fur Lithi-
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Abbildung 2.7:  LATP in NASICON-Struktur mit eckenverkniipften PO , -Tetraedern und TiOg - bzw.
AlO ;-Oktaedern.

um im lonenleiter erhdht und somit auch die Leitfahigkeit gesteigert. Komposite esi-
chen aber, auch durch die geringe Zahl der ausgebildeten Perkolationspfade entlang de
Raumladungszone, meist nicht die Leitfahigkeiten kristalliner oder glasartiger Lithium-

lonenleiter.

2.5 Festkorperbatterien 4

Die erwéhnten Festelektrolyte kdnnen selbstverstandlich auch in Festkdbatterien ein-
gesetzt werden. Die Art der Festkorperbatterie entscheidet dabei Uber die tAdes Fest-
elektrolyten. Generell lasst sich zwischen Dunnschichtfestkdrperbattemieind Volumen-

batterien unterscheiden.

Dunnschichtbatterien weisen eine relativ geringe Energie und Leistungsdichte auf, -ha
ben aber Vorteile was ihre Abmessungen, Gewicht und Verarbeitungsmoglichkeiten be
tri t. Durch die geringe Dimension werden sie auch als Mikrobatterien bezeichnet und
elektronischen Kleinstgeraten eingesetzt. Der schichtartige Aufbau erniiaht die direkte
Aufbringung auf Mikrochips. Dabei kdnnen viele Abscheidungsmethoden, wie Sputtern,

Sol Gel Verfahren, PLD oder chemische Gasphasenabscheidung eingesetzt werden.
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Es kénnen dadurch auch mehrere Batterien aufeinander abgeschieden werden, um die
Spannung zu erhéhen. Nachteilig bleibt dabei die relativ niedrige Kontakt ache von Elek-
trolyt und Aktivmaterialien, was die Leistungsdichte durch den vergleichsweise héheren
Ladungstransferwiderstand limitiert. Die verwendeten Aktivmaterialien und Elektrdyte
mussen kompatibel zum verwendeten Abscheidungsverfahren sein. Dadurch ist die Aus-
wahl oft eingeschrankt, was vor allem fir kristalline Materialien problematisch istda

hohe Temperaturen erforderlich sind, um eine Kristallisation herbeizuftihren.

Far Primarzellen wird als Anodenmaterial meist aufgedampftes Lithium-Metall verwen-
det und als Elektrolyt LIPON oder Derivate, welche durch Sputterverfahren aufdmacht
werden konnen. Die Kathodenmaterialien werden ebenfalls gesputtert, es werddrera
auch PLD und Sol-Gel Verfahren eingesetzt. Hierbei werden vor allem LCO, LiNiQoder
LiMn,O, verwendet. Die hdochsten Stromdichten und Kapazitaten wurden allerdings mit
einer SiISNON-Anode in Kombination mit LIPON und LCO als Kathode erreicht. Die-
se Dunnschichtbatterie konnte bis zu 5 mAcm? Stromdichte bei Kapazitaten von etwa
400 mAhg * liefern®®l,

Eine erste Version einer Volumen Festkorperbatterie habeBirke et. al.’®l gezeigt. Sie
verwendeten dabei direkt aufeinander gesinterte Kathoden, Anoden und Elektrolyt
Pellets, um einen massiven Block zu generieren. Spater wurde die Anoden und Katho-
denseite so poliert, dass die gesamte Batterie vergleichsweise dinn aus el und sa&inér
einer Dunnschichtbatterie &hnelte. Als Anodenmaterial wurde LTO, als Kathodenmate-

rial LiMn ,O, und als Elektrolyt LATP eingesetzt.

Derzeitige Ansatze fur Volumenbatterien hingegen verwenden einen deutlich komplexer
Aufbau, werden deutlich dicker ausgefihrt werden und sind daher prinzipiell in der Lage
hohere Energiedichten zur Verfigung zu stellen. Die niedrige lonenleitfahigkeit im Aktiv-
material wird durch den Zusatz von Festelektrolyt ausgeglichen, so dass Peldtionspfade

in der Kathode entstehen, die eine sehr hohe ionische Leitfahigkeit aufweisen. Es hat sich
bisher gezeigt, dass ein Anteil von etwa 30 % genlgt, um eine Leitfahigkeit zueschen,

die Batterien bis 500 um Dicke ermoglicht’l. Um eine Vermischung der Bestandteile
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Abbildung 2.8: Links: Volumenfestkérperbatterie, bei der Aktivmaterial in die El ektrolytmatrix ein-
gebettet ist. Zusatzlich vorhandenes Leitadditiv stellt die elekronische Leitfahigkeit
sicher. Rechts: Dunnschichtfestkorperbatterie, bei der dieAktivmaterialien und der

Elektrolyt als fester Block geschichtet sind.

durch Diusion und damit Bildung ungewollter Phasen zu vermeiden, wird in der Regel
auf Sintern verzichtet. Die mechanische Stabilitat ist durch isostatisches VerpiseEn allein
allerdings nicht gegeben. Abhilfe kann aber durch Hinzufugen eines polymeren Bindema-
terials, ahnlich zu Elektroden in Ussigbasierten Batterien, geschehen. Hier zahlt inen

PVDF vor allem PIB[?®8 zu aussichtsreichen Kandidaten.

Die Verwendung eines solchen Binders erlaubt auch die Herstellung von Festkorperbatte
en durch Rakeln. Dies ermdglicht eine sehr diinne Ausfihrung der Elektrolyttrennschicht
zwischen Anode und Kathode, wodurch die Energiedichte weiter erhdht werden kann.
Insgesamt sind Volumenfestkorperbatterien mit Energiedichten von bis zu 800 ML 1!
denkbar, was einer Verdopplung der Energiedichte herkdmmlicher Lithium lonen Technik

gleich kamé>®!. Bisher gibt es allerdings nur wenige Prototypé??l.

2.5.1 Grenz &chenmodi kation in Festkdrperbatterien

Auch die Verwendung von Festelektrolyten und die dadurch entstehenden Fest Fest
Grenz &chen bringen Probleme mit sich. Bei Ersatz des Flussigelektrolyten durch einen
Festkorperelektrolyten missen Verfahren gefunden werden, um beide miteinancheKon-
takt zu bringen. Beide Materialien liegen meist partikular vor, was bedeutet, dagdbhan-
gig von der Partikelgeometrie kein &chiger Kontakt, &hnlich zu Korngrenzen ifrestelek-

trolyten, besteht. Diese eingeschrankte Kontakt dche kann einen Flaschenhdbei der
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Leitung von lonen darstellen. Zudem sind die Methoden, um den Kontakt herzustellen,
entscheidend. In der Regel wird hierzu lediglich Druék %% verwendet. Dieser stellt aber
keine dauerhafte Verbindung her, sondern die so erzeugte Kompositkathode zerfallt meis

wenn der Druck verringert wird.

Um die Kontakt ache zu vergréyern, kdnnen relativ weiche Materialien, wie sclefelba-
sierte Elektrolyte verwendet werden. Diese verformen sich unter Druck s@it, dass kleine
Lucken ausgefullt werden kdnnen. Zudem gibt es in dieser Materialklasse sehr guteelo
leiter mit relativ breitem elektrochemischem Fenstéf®l. Jedoch treten an der Grenz &che
dieser Elektrolyte zu Kathodenmaterialien wie LiCoQ, aber auch den Spinellkathoden
nicht unerhebliche Widerstéande auf, die den Schluss nahelegen, dass beide Materialien
miteinander reagieren und eine resistive Zwischenschicht gebildet wird. Dies ist vor allem
bei der Verwendung von schwefelbasierten Elektrolyten in Kombination géangigelek-
trodenmaterialien, die in der Regel oxidisch sind, problematisch. Auch hier kann eine

Grenz achenmodi kation zu einer Verminderung der Zellwiderstande fuhreft 631,

Eine zusatzliche, die Kathodenpartikel umhillende, Schicht kann eine Reaktion mit dem
Elektrolyten verhindern. Sie halt beide Schichten voneinander getrennt und darf keine Dif-
fusion, auyer der von Lithium-lonen, zulassen. Die Schutzbeschichtung unterscheidehsic
von den Kathodenbeschichtungsmaterialien in Flissigbatterien, da sie keinerlei saare
Medium ausgesetzt wird und der Fokus eher auf guter und selektiver lonenleitfahigkeit
liegt. Hier haben sich vor allem LiNbQ und LiTaO4 in ihrer amorphen Form als geeignet
herausgestellt. Innen gemein ist ein schweres Ubergangsmetalloxid, das stabilgrais
das korrespondierende Sul d, und eine Lithium-lonenleitfahigkeit von bis zu 16 Scm *

aufweist.

Eine vielversprechende Mdglichkeit besteht darin, Elektrolyt und Elektrodenmateriauf
einander anzupassen, um strukturelle und chemische Ahnlichkeit zu gewéhrleisten. Dies
soll Grenz achenwiderstande reduzieren und parasitéare Reaktionen unterbinden. Im Hin-
blick auf die Anwendung von LNMO Spinellkathoden wird an Festelektrolyten mit Spi-

nellstruktur geforscht. Die zu Grunde liegende Idee ist dabei, dass bei gleichen &itb-
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stédnden die Perkolationspfade der Lithium-lonen tber die Grenz &che hinaus fortgefuhrt

werden konnen. Diese Idee ist almatching interfaces concept* bekannt.

2.6 Grenz &chenuntersuchung durch

Hochspannungs-lImpedanzspektroskopiel®®!

Da Grenz achen in der Regel sehr diinn sind, gestaltet sich die Untersuchung mit bildge-
benden Techniken meist als schwierig. Ebensolches gilt fir die bereits erwahntehusz-
beschichtungen, die &hnlich geringe Ausdehnungen haben kénnen. Innerhalb von lonenlei-
tern oder Batterien kdnnen diese Grenz dchen den Gesamtwiderstand dominieren. &ir
eine Batterie in einen Stromkreislauf eingebracht, so fallt die Spannung entsprechend de
im Kreis vorhandenen Widerstande ab. Sollten die Grenz achen auch im gesamten Strom-
kreis den Widerstand dominieren, fallt auch hier ein Groyteil der Spannung ab. Dies zieht
aufgrund der kleinen Dimension solcher Grenz achen enorme Feldstarken nach sich, wel-

che die ionische Leitfahigkeit beein ussen kénnen.

Viele ionische Leiter zeigen eine nichtlineare Spannungsantwort und reagieren auf eine E
hohung der Feldstarke oberhalb von etwa 50 kV cmt mit einer Zunahme ihrer ionischen
Leitfahigkeit. Fallt beispielsweise 1 V an einer Grenz ache der Dicke von 10 nm alp s
entstehen bereits Feldstarken von 1 MV cm'. Die Untersuchung des nichtlinearen Verhal-
tens kann dabei Rickschlisse auf die Art des Ladungstransports an Grenz &chen liefe
Eine Modellierung des Verhaltens ermdglicht zudem eine Abschatzung der Ausdehnung
und Geometrie von Grenz &chen in komplexen Systemen wie Glaskeramiken oder Fest

korperbatterien.

Waéhrend sich die Stromdichte im linearen Bereich durch eine angelegte Spannung gemay
dem Ohmschen Geset = E ausdrucken lasst, wird diese im nichtlinearen Bereich

durch eine Potenzreihe mit Termen hoéherer Ordnung beschrieben.
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J(E)= (E+ B3+ (2.1)

Da ; meist viel groyer ist als 3, dominiert , bei niedrigen Feldstarken. Bei héheren
Feldstarken gewinnen nicht lineare Anteile dann an Gewicht. Da Impedanzspektkopie

auf Wechselstrom bzw. spannung basiert, muss dieser Zusammenhang umgeformt wer-
den, um Stromanteile in Phasg °und auyerhalb der Phasg °°zu beschreiben. Fiir die in

Phase liegenden Anteile lasst sich ebenfalls eine Potenzreihe aufstellen.

E = Egsinlt (2.2)
i°= Y%Egsintt + JEZsin®lt + i
: . 1 .
= 9(1)Egsinlt + 2 s()EGsinit 2 3(3!)Egsin3t + (2.3)

Hier zeigt sich, dass neben dem linearen Anteil) und dem nicht linearen Anteil { ei-
ne hoéhere Harmonische bei der dreifachen Frequenz auftaucht. Eine Interpretativon
nichtlinearen Stromantworten durch Betrachtung eines einfachen Modells erfolgedass
lonenspriinge innerhalb einer homogenen Potentiallandschaft beschreibt. Dabei springen
lonen zwischen benachbarten Platzen Uber eine Distaaz Die Abhangigkeit der Strom-

dichte von der Feldstarke wird dabei Uber eine Sinus Hyperbolicusfunktion abgebildet.

g a

j 1 sinh KT

E (2.4)
j : Stromdichte, g: Ladung, E: Elektrisches Feld.

Reale lonenleiter sind allerdings viel komplexer und verfligen Uber eine Verteilung von
Sprungdistanzen, Potentialbarrieren und der Energie der Gitterplatze. Um dieser Vert
lung Rechnung zu tragen, kann anstelle der realen Sprungdistanz eine scheinbare (appa-

rente) Sprungdistanz eingesetzt werden.
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q aappE

j 1 sinh T

(2.5)
aapp: apparente Sprungdistanz.

Diese ist eine rein phanomenologische Groye, die in der Regel zwisch&m#h bis 35 nm
liegt. Wenn, wie bereits erwahnt, der Groyteil der Spannung an dinnen Schichten abfallt,
kann so Uber die Feldstarke die Schichtdicke abgeschatzt werden. Im Falle der verde&ten
Wechselspannung muss aus dem E ektivwert die Amplitude durch Multiplikation mit dem
Faktor P 2 berechnet werden.

E = p—z (2.6)

: Abfallende Spannung, : Schichtdicke, Uber welche die Spannung abféllt.

2.7 Modellsysteme

Sowohl in Festkorper als auch in Flissigelektrolytbatterien wurden die meisten &dien

zu beschichteten Kathodenmaterialien an Kompositkathoden durchgefiihrt. Dageutet,
dass die Kristallite des Kathodenmaterials zunachst vollstdndig oder teilweise mit einer
Intermediarschicht umhullt wurden und anschlieyend in Kontakt zum Elektrolyten und
Stromabnehmer gebracht wurden. Dabei kommen auch verschiedene Additive zum Ein-
satz, wie polymere Binder, welche die mechanische Stabilitdt gewéhrleisten sollen oder
kohlensto basierte Leitadditive, welche die elektronische Leitfahigkeit erhéhen kaen.
Diese Kompositkathoden eignen sich fir die Untersuchung von Transporteigensitéa

an einzelnen Grenz achen nur bedingt, da deren Komplexitat sehr hoch ist und die Zahl

der Grenz achen selbst nicht wohlde niert und nur schlecht quanti zierbar ist.

Abhilfe scha en hier Modellsysteme, bei denen Vorstufen des Kathodenmaterials direkt
auf einen Stromabnehmer aufgebracht werden, um dort kristallisieren zu kdénnen. Da-
bei kénnen verschiedene Verfahren, wie Magnetron Sputtern, PLD Verfahrend®r auch

Roationsbeschichtung ¢pin coating) verwendet werden. Auf die so entstehende Katho-
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denschicht kann anschlieyend in einem &ahnlichen Verfahren die entsprechende Interme-
diarschicht aufgebracht werden. Dadurch entstehen einzelne de nierte Grenz &cheon
bekannter Groye. Dies erleichtert die elektrochemische Charakterisierung ud Zuord-
nung von einzelnen Phanomenen zu den jeweiligen Grenz &chen oder Volumenphasen
erheblich. Ein weiterer Vorteil besteht in der morphologischen und chemischen Charak
risierung, die durch den schichtartigen Aufbau deutlich einfacher ist und den Einsatz von

Techniken wie ToF-SIMS erleichtert.

Diese Modellsysteme wurden bisher lediglich in einigen wenigen Arbeiten beleuchtet- Da
bei ergab sich weder ein einheitliches Bild, noch konnten die Transportprozesseden
entstehenden Grenz &chen und durch Volumenphasen charakterisiert werden. Obwoht de
Ladungstransport an Grenz &chen gerade im Bezug auf Festkérperbatteriein entschei-

dender Faktor fir leistungsstarke Zellen darstellt, ist er doch nur rudimentér vetanden.

Es zeigt sich jedoch, dass eine &achige Intermediarschicht den Zellwiderstand deutlich
erhoht. Baggetto et al.l%¢! zeigten Impedanzspektren von Volizellen, in denen iiber Ma-
gnetronsputtern mit Zinkoxid bzw. LiPON beschichtete LNMO Dunnschichtkathoden in
Kombination mit einem Flussigelektrolyten und Lithiumanoden verwendet wurden. Da-
bei erhdhte bereits eine 2 nm dicke Zinkoxidschicht den Zellwiderstand um etwa 50 %.
Obwohl LiPON eigentlich ein relativ guter lonenleiter ist, erhdhte sich der dkviderstand

bei einer Schichtdicke von nur 40 nm drastisch um 500 % auf insgesamt 1000 . Diss

um so erstaunlicher, da der reine Schichtwiderstand von LiPON bei gegebenen Abmes-

sungen lediglich 4 entsprache.

Dieser E ekt speziell bei LIPON wurde ebenfalls indirekt durchvada et al.®® beschrie-
ben. Sie haben eine Dunnschichtbatterie aus Lithiummetallanode, LiPON als relativ dicke
eigenstandige Elektrolytschicht (25 um) und LNMO Kathode Uber PLD Verfahren her-
gestellt. In dieser Dimension lag der Zellwiderstand allerdings oberhalb von’16m 2 und
damit so hoch, dass die Batterie nicht geladen werden konnte. Es zeigt sich alsohaeimn
Ein uss der Herstellungsmethoden auf die Grenz &chenwiderstande. Durch Einbringung

von BaTiO; Partikeln an der Grenz ache zwischen LNMO und LiPON konnte der Zell-
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widerstand schlieylich auf etwa 2500 cm verringert werden. Eine &chige Beschichtung

mit BaTiO 5 erhohte den Widerstand allerdings wieder.

Beide erwahnten Publikationen sind somit die einzigen, die Ruckschlisse auf Grenz &-
chenwpiderstande zwischen LNMO und festen Elektrolyten erlauben. Sie zeigenradngch
Ungereimtheiten auf, die bisher nicht geklart werden konnten. Viele Festkorperhatie
prototypen, in denen andere Kathodenmaterialien ebenfalls mit &hnlichen Intermedi-
arschichten versehen wurden, zeigen eine Verringerung der Zellwiderstande durch die
Grenz achenmodi kation®1 831 Ohne eine solche Grenz dchenmodifkation wiirde eine
Raumladungszoné’ an der Grenz dche zwischen Kathodenmaterial und Festelektrolyt
auftreten, welche letztlich fir hohe Grenz achen und damit Gesamtwiderstande veran

wortlich gemacht wird.

Die Raumladungszone sollte durch Lithiumadsorption an der Grenz ache entstehen, was
durch das Einfuhren einer Intermediarschicht, beispielsweise aus dem lonenleiter LNO,
unterbunden werden sollte. Da dieser E ekt speziell bei LNMO bisher nicht gezeigter-

den konnte und auch nicht experimentell bewiesen wurde, ist die Raumladungszone als

Ursache fur die hohen Grenz achenwiderstande jedoch zweifelhatft.

Ein weitere mdgliche Ursache besteht darin, dass bei Fest-Fest-Grenz &cheermehrt
Gitterfehler beim Ubergang zwischen Kristalliten des Aktivmaterials und der Intane-
diarschicht auftreten, die solch hohe Grenz achenwiderstanfid verursachen. Auf die-
ser Uberlegung basiert dasnatching interfaces conceptdas leider bisher mangels eines
Lithium-Spinellelektrolyten nicht auf LNMO angewendet werden konnte. Ein letztes Pro
blem kann die Mobilitat verschiedener Kationen aus dem Aktivmaterial oder dem Elektro-
lyten neben Lithium sein, das zu einer Veranderung der Struktur und Zusammensetzung

beider fuhrt und damit zu hohen Widerstandef?®!.
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Schnelle Li-lonen Migrationskanale Komplexe Li-lonen Migrationskandle

Abbildung 2.9: Schematische Darstellung einer Festkdrperbatteri€*! nach dem matching interfaces
concept Links: Alle Komponenten weisen die gleiche Kristallstruktur und Gitterab-
stéande auf und ermdglichen schnelle Lithium-lonenleitung. RechtsDer Elektrolyt weist
deutlich andere Transportpfade fur Lithium-lonen auf, als es Anode urd Kathode tun

und erhoht somit den Widerstand an der Grenz ache.

2.8 Sol-Gel-Beschichtung!®®!

Beim Sol Gel Prozess handelt es sich um ein Verfahren mit dem meist anorganische
Materialien aus kolloidalen Dispersionen hergestellt werden kdnnen. Diese kolloidal-
spersionen werden auch Sol genannt und dienen als Ausgangsmaterial (Prakurfiaryer-
schiedene Weiterverarbeitungsmaoglichkeiten. Zunachst wird aus einem Sol ein Gel durch
Entfernung des Lésungsmittels hergestellt, wobei typischerweise ein Agglontermasvor-
gang der dispergierten Partikel statt ndet. Dieses Gel kann anschlieyend durdPyrolyse
zunéachst in amorphe Festkdrper umgewandelt werden. Zudem ist das Erzeugen eines kris
tallinen Festkorpers durch anschlieyendes Sintern moglich. Die Verarbeitungswegsees

Sols zum Gel entscheidet Uber die Eigenschaften des entstehenden Festkorpers

Zum einen kann durch eine Destabilisierung des Sols selbst, z.B. durch Veranderung des
pH-Wertes, eine Gelbildung induziert werden, zum anderen kann durch einen Beschich-
tungsprozess, wie Tauch oder Rotationsbeschichtung und damit verbundene Verdunstung

des Losungsmittels, die Bildung eines Gels erreicht werden. Bei Ersterem kdonnen durch
Trocknung Aero und Xerogele erhalten werden, die entweder zu porésen Foramgern

gesintert oder zu nanokristallinen Pulvern verarbeitet werden kdnnen. Wéahren&kerogele
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durch eine einfache Trocknung des Ldsungsmittels entstehen und dabei einen Groyteil
ihres Volumens und ihrer Porositat einbyen, wird das Losungsmittel bei Xerogelen in su-
perkritischem Zustand entfernt. Dies fihrt zu sehr porésen Festkérpg deren Volumen

typischerweise zu mindestens 80% aus Poren besteht.

Bei der Rotationsbeschichtung gpin coating kdénnen groy échige, kompakte Schichten
erhalten werden. Das Sol wird entweder auf das Substrat aufgetragen, und ansclarey
Uberschissiges Material durch Rotation entfernt oder das Sol direkt walme der Rotation
aufgebracht. Durch Letzteres besteht die Moéglichkeit dickere Schichten lzestellen, da
das Losungsmittel bereits wahrend des Auftragens verdampft. In beiden Fallentsteht
auf der Ober ache ein homogener Gel Im. Unter thermischer Behandlung lassen sich die
Gele zu kompakten Schichten verdichten, die anschlieyend ebenfalls pyrolisiert unaskr
tallisiert werden koénnen.

Die verwendeten Losungsmittel und anorganischen Salze entscheiden Uber das Agglome-
rationsverhalten. Bei wassrigen Dispersionen oder bei Wasser-Alkoholgerhen kénnen
ungewollt sehr stabile Bindungen zwischen Partikeln Uber Wassersto briickenbindungen
oder Kondensationsreaktionen entstehen. Daher werden meist Alkoxide der FormOR),,
bevorzugt, die durch gezielte Hydrolyse und Kondensationsreaktionen Polymerteilohe
erzeugen. Dabei werden vor allem Ethanolate und (Iso )Propylate verwenddéurch die
partielle Polymerisierung wird die Viskositat erhéht und ein Sol wird gebildet. Diese Poly-
merisierung kann zudem durch teilweise Substitution von Alkoholationen durch Anionen

organischer S&uren, wie Essigsaure gesteuert werden.

Die Viskositat kann auch durch den Einsatz organischer Polymere, wie Polyvinylpli-
don, erhdht werden. Dabei wird der Pyrrolidonring wahrend der Solbildung durch Verrin-
gerung des pH Wertes teilweise hydrolysielt!! und ist durch Bildung von Zwitterionen

in der Lage, geldste Metallionen zu komplexieren (vgl. Abb. 2.10). Dadurch sind auch
eine Vielzahl anderer Salze einsetzbar, die nicht hydrolisiert werden kénnen und keine
Kondensationsreaktionen erlauben. Durch die Imbildenden Eigenschaften von Polyvi-

nylpyrrolidon kénnen homogene Beschichtungen erhalten werden.
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Abbildung 2.10:  Hydrolyse von Polyvinylpyrrolidon durch Essigsaure mit anschlieyener Entstehung

eines Zwitterions.

Eine dhnliche Methode stellt daechini -Verfahrert”? dar. Hierbei werden Kationen zu-
nachst durch eine Carbonsaure mit mehreren Sauregruppen (hau g Zitronensaure) kom-
plexiert. Durch die drei vorhandenen Sauregruppen kann mindestens eine zur Kondensati-
on mit Ethylenglycol benutzt werden. Dieses besitzt wiederum auch zwei Alkoholgppen
und kann mit einer weiteren Sauregruppe kondensieren. So kann ein Sol durch die Erzeu-

gung eines dreidimensionales Netzwerk entstehen.

Neben der Komplexierung geldster Metallsalze, konnen Polymere auch an dispetgiexi-
dische Partikel, wie beispielsweise SiQangebunden werden. Dadurch kénnen organisch
funktionalisierte Gele erhalten werden. Durch thermische Behandlung und anschlieyende
Pyrolyse kénnen organischen Polymere aber auch entfernt, und dichte Festkerschich-
ten erhalten werden. Homogene Beschichtungen kénnen meist im Dickenbereich etwa

10 nm bis 400 nri{®! erhalten werden, oberhalb dessen kénnen sich durch austreibendes
Losungsmittel leicht Riss€“! bilden. Dickere Schichten von (blicherweise bis zu 2 pm kon-
nen aber durch mehrstu ge Beschichtungsprozesse erhalten werden. Hier kdnnen pase

Additive wahrend der Trocknung des Filmes Risse durch ihre Duktilitat verhinderf).

27



2 Theoretischer Hintergrund und Stand der Forschung

Die Eigenschaften der zu beschichtenden Flache haben Ein uss auf das Beschichtungsve
fahren. Beim Tauchbeschichtendip coating) wird das zu beschichtende Substrat in das
Sol eingetaucht und mit gleichmé&yiger Geschwindigkeit herausgezogen. Dabei verdampf
das Losungsmittel und es bildet sich ein Gel. Die Verdunstungsrate des Losungsmittels
ist dabei ein May fur die zu erreichende Geschwindigkeit und Dicke der Schicht. Dieses
Verfahren eignet sich besonders fir preisginstige Prékursoren, da das Substiatstan-
dig umhullt werden muss. Vorteilhaft ist allerdings, dass die Groye des Substrates nahezu
beliebig ist. Eine geringere Substratmenge ist beispin coating von Noten. Bei diesem,
Ublicherweise auch bei Siliziumwafern eingesetzten Verfahren, wird der Prakursaf ein
meist rundes Substrat aufgebracht und durch Rotation darauf verteilt. Uberschiissig
Prakursor wird tUber die Substratrander abgefihrt und das Lésungsmittel verdampft ver

gleichsweise schnell.

Bei der thermischen Nachbehandlung werden niedrige Temperaturen bevorzugt, umreve
tuelle Di usion von lonen in das Substrat zu unterbinden. Bei anschlieyender Oxidation
von Polymerresten oder zur Erzeugung kristalliner Phasen bei hohen Temperaarmuss

daher ein kompatibles, oxidationsstabiles Substrat eingesetzt werden. Hier bieten sich v

allem Substrate aus den Reinelementen Gold oder Platin an.
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3.1 Korngrenzen in LATP-artigen schnellen
Lithium-lonenleiterkeramiken: Mikrostruktur und

nichtlineare lonen-Transporteigenschaften

Reprinted and adapted with permission from

Journal of Physical Chemistry C 116 (2012) 22675-22678

Grain boundaries in an LATP-type fast lithium ion conducting glass ceramics:

Microstructure and nonlinear ion transport properties

M. Gellert, K. I. Gries, C. Yada, F. Rosciano, K. Volz, B. Roling
Copyright 2012 American Chemical Society

Im Rahmen dieser Arbeit wurden die Transporteigenschaften und die Mikrostruktur eine
Lithium-ionenleitenden Glaskeramik mittels Impedanzspektroskopie unter hohen elektri-

schen Feldstarken und hochau 6sender Transmissions-Elektronenmikroskopie untefrguc

Vorangegangene Arbeitéff! im Bereich der Lithium-lonen leitenden Festkdrper hatten
gezeigt, dass zwar hohe Leitfahigkeiten innerhalb kristalliner Bereiche (Kornegjreicht
werden kdnnen, jedoch zusétzliche hohe Korngrenzenwiderstande auftreten, weldiee
Leitfahigkeit letztlich bestimmen. Speziell im Falle der kommerziell erhéltliche®hara
LICGC (Lithium lon Conducting Glass Cerami¢ bestand hohes Interesse am Verstandnis

dieser E ekte, da sie sich fur die Verwendung in Lithium-Sauersto Batterien eignet.

Die Glaskeramik enthalt kristalline Bereiche, welche eine NASICON Struktur aufwei-
sen und somit eine Leitfahigkeit fur Lithium-lonen von bis zu 110 3 Scm ! errei-
chen konnel®. Prinzipiell bietet sich damit der Einsatz in Festkorperbatterien an, je-
doch wird die Gesamtleitfahigkeit der Glaskeramik durch Korngrenzenwiderstandewuf

1 10 * Scm ! verringert. Im Bezug auf die Anwendbarkeit ist das Verstandnis dieser
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recht hohen Korngrenzenwiderstande daher essentiell. Meist werden Raumladungszo
fur Korngrenzenwiderstande verantwortlich gemacht, jedoch wurde in eineprangegan-

genen Arbeit’®! Hinweise gefunden, die die Anwendbarkeit dieser Theorie einschranken.

Bei Impedanzmessungen unter Verwendung von hohen Wechselspannungen zeigte sich
eine Erhohung der Korngrenzenleitfahigkeit, die sich bei Gesamtspannungen von bis zu
1000 Vims um den Faktor 10 erhohte. Die Kornleitfahigkeit selbst blieb dabei nahezu
unverandert (vgl. Einsatz in Abb. 3.1).

8x10°

6x10°

= o]
4x10° 1x10°_ 3x10°
2x10°
Oﬁ — 71 T T T ' T T T T T
0 2x10° 4x10° 6x10° 8x10°
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Abbildung 3.1: Impedanzspektren der LICGC bei verschiedenen Wechselspanngen. Im Einsatz ist

der Bereich der Kornleitungsprozesse bei hohen Frequenzen veigert dargestellt.

Um quantitative Informationen aus den Messergebnissen zu gewinnen, wurde ein empi-
risch ermittelter Zusammenhang zwischen der Feldstarke und der ionischen Leitfahigkeit
diinner Schichten verwendé®®. Dieses Modell wurde auf die ionische Leitfahigkeit bei
niedrigen Feldstarken normiert. Da statt Gleichspannung Wechselspannungen verwen-
det wurden, musste das Modell dahingehend angepasst werden. Schlieylich konnte die
feldabhangige normierte Korngrenzenleitfahigkeit ,o,m: erhalten werden, mit der eine

Abschatzung der Korngrenzendickey, moglich wurde.
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1 gaupp gb. ’
(gy=1+ = % o 3.1

gb: Spannungsabfall pro Korngrenze,q: Ladung des mobilen lons,a.pp. : Scheinbare Sprungdistanz der

lonen.

Die erhaltenen Leitfahigkeiten kénnen somit als Funktion der angelegten Spannung pro
Korn dargestellt werden, wodurch unter Zuhilfenahme eines Standardwertes von 3 [fitn
fur die scheinbare Sprungdistanz die Korngrenzendicke zu57nm abgeschéatzt werden
konnte (vgl. Abb. 3.2).

1.84 0 s (
T— Gleichung 3.1
1.6 mit d,=7.5nm

Oll 1 10 | 1CI)O

Wechselspannung pro Korngrenze he / mV

Abbildung 3.2: Normierte Korngrenzenleitfahigkeit der LICGC im schwach nichtlinearen Bereich und

Fit mit Gleichung (3.1).

Das Raumladungszonenmodell geht von einer einzigen dinnen Korngrenzg € 1 nm)
aus. Diese verfuigt Uber eine einzige Energiebarriere, deren Hohe sich an der Aktivie
rungsenergie bemessen lasst. Allerdings betragt die Dierenz der Aktivierungsenerg
der Leitfahigkeitsprozesse von Korn und Korngrenze lediglich 30 meV. Diese Spannung
pro Korngrenze wird um ein vielfaches Uberschritten, dennoch konnte nur ein scloha
nichtlinearer E ekt oberhalb von ¢, = 30 mV s festgestellt werden. Im Falle einer ein-
zelnen Barriere hétte die Korngrenzenleitfahigkeit das Niveau der Kornleitfahigkegtrrei-
chen missen. Um diesen E ekt zu erreichen, muss jedocd auf tiber 500 mVys erhoht

werden, was den Schluss zulasst, dass mehrere Barrieren in Serie vorliegen.
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Zur Aufklarung des Ursprungs dieser Barrieren wurde im Anschluss die Mikrostruktur
mittels hochau dsender Transmissionselektronenmikroskopie untersucht. Dabei kaen
verschiedene Typen von Korngrenzen nachgewiesen werden. Zunachst gibt es&grdie
durch einen gréyeren amorphen Bereich getrennt sind, der wahrscheinlich die Leitungvo
lonen zwischen diesen Kornern stark behindert. Zudem gibt es kristalline Bereictube
bereits als isolierende Al(PQ), Ausscheidungeli® aus dem Kristallisationsprozess identi-
ziert und tragen nicht zur Leitfahigkeit bei. Zwischen den Kristallkdrnern gibt es je nach
relativer Orientierung der Kristallebene beider Korner, entweder scharfe iKogrenzen bei
starker Abweichung beider OrientierungenType-A) oder stark ausgedehnte Korngrenzen

bei &hnlicher Orientierung (Type-B), siehe Abb. 3.3).

Abbildung 3.3: HR-TEM Aufnahme, die beide Korngrenzentypen veranschaulicht. Type-A zeigt den
amorphen Bereich zwischen Kérnern mit stark unterschiedlicheiOrientierung, wahrend

Type-B einen breiteren Ubergangsbereich zwischen den Kornern zeigt.

Weiterhin ndet sich in Type-A Korngrenzen ein sehr schmaler, amorpher Bereich, der lo-
nenleitung vermutlich stark behindert. Daher ndet lonenleitung vermutlich GberType-B
Korngrenzen statt, bei denen die Kristallorientierung kontinuierlich von einem imas an-
dere Korn Uber einen gréyeren Bereich Gbergeht (vgly, = 7:5 nm). Die relativ niedrige
Aktivierungsenergiedi erenz wiirde dann ebenso durch die auftretenden Kristalldefekt

in diesem Bereich erklart.
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Diskussion des Eigenanteils

Die untersuchten Proben wurden von deiffoyota Motor Corporation , vertreten
durch Herrn Dr. Yada und Herrn Dr. Rosciano , zur Verfigung gestellt. Die Konzepti-
on und Durchfihrung der Experimente wurden von mir in Abstimmung mit Herrn Prof.
Roling erarbeitet. Ich fihrte alle experimentellen Arbeiten, mit Ausnahme der elektro-
nenmikroskopischen Aufnahmen und die entsprechende Praparation, welche von Frau Dr.
Gries Ubernommen wurden, selbststandig durch. Die Erstellung des Manuskriptes wurde
hauptsachlich von mir dbernommen, wobei auch Teile von Herrn ProRoling verfasst
wurden. Ich Gbernahm die wissenschaftliche Korrespondenz mit der FachzeitschRfiys.
Chem. C eigenstandig. Herr Prof.Roling , Frau Prof. Volz , Herr Dr. Yada und Herr
Dr. Rosciano haben als Ideengeber an der Arbeit mitgewirkt und Korrekturarbeiten

durchgefihrt. Herr Prof. Roling Ubernahm die Betreuung des Projektes.
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3.2 Lithiumnickelmanganat Dunnschichtkathoden auf
gold-beschichteten Edelstahlsubstraten: Ausbildung
von Zwischenschichten und elektrochemische

Eigenschaften

Electrochimica Acta 133 (2014) 146-152

LiNi ;sMn; ;O, thin- Im cathodes on gold-coated stainless steel substrates: Formation of

interlayers and electrochemical properties

M. Gellert, K. I. Gries, J. Zakel, A. Ott. S. Spannenberger, C. Yada, F.

Rosciano, K. Volz, B. Roling

Im Rahmen dieser Arbeit wurde eine Kombination von Methoden zur elektrochemischen
Charakterisierung von grundlegenden Eigenschaften eines Kathodenmaterials vetgh.
Dabei wird insbesondere die Verknipfung von elektrochemischen Messmethoden mit Ve
fahren, die chemische und morphologische Charakterisierung ermdglichen, demonstriert.
Stahlsubstrate wurden galvanisch vergoldet und anschlieyend in einem Sol Gel basierten
Prozess durchspin coating mit LiNi , sMn, :O,-Kathoden in verschiedenen Schichtdicken
beschichtet. Anschlieyend wurden die elektrochemischen Eigenschaften und Morphologie

der erhaltenen Dinnschichtkathoden charakterisiert.

Das Ziel der Erhohung der Zellspannung in Lithium-lonenbatterien durch neue Katho-
denmaterialien hat zu der Entdeckung des Spinells LijiMn, :O, gefiihrt, der Entlade-
spannungen von etwa # V vs. (Li*/Li) ermoglicht. Ein kommerzieller Einsatz gestaltet
sich aber aufgrund geringer Zyklenstabilitat als schwierig. Die Ursachen dafir vaden in
verschiedenen Arbeiten vorPieczonka et al.'*'532 und anderen Gruppef®’! unter-

sucht, jedoch ergab sich kein einheitliches Bild. Dies lag vor allem daran, das véisdene
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Methoden eingesetzt wurden, um das Kathodenmaterial auf den Stromabnehmer aufzu-
bringen. Zudem wurde meist auf stérende Additive, wie polymere Binder oder elektronisch
leitfahigen Ruy, zurtickgegri en. Um diese Beein ussung zu vermeiden, wurden in diesem
Projekt Dunnschichtkathoden erzeugt, bei denen das Kathodenmaterial in versede-
nen Schichtstarken direkt und ohne Zusatze auf dem Stromabnehmer kristallisiert wurde.
Die erzeugten Kathoden wurden dann mit einem Standard-Flissigelektrolyten und einer
Lithium-Gegenelektrode kombiniert. Zu einem solchen Zellaufbau waren bereits imvo
feld Impedanzstudien bekannt, jedoch wurden keine komplementaren Methoden, die eine

Untersuchung von Grenz achen erlauben, angewandt.

Durch Lade- und Entladeexperimente konnte gezeigt werden, dass ab einer Katka-
schichtdicke von etwa 1 um eine Entladekapazitat erhalten werden kann, die der treti-
schen Entladekapazitat von LNMO nahe kommt. Dabei wurden durch Impedanzspeét
skopie drei voneinander separierbare elektrochemische Prozesse gefunden (vgl. 3
Einer dieser Prozesse wies eine Spannungsabhangigkeit auf, die mit der Entladespan-
nung von LNMO korreliert. Daher wurde der Prozess als Ladungstransferproszadenti -

ziert, welcher einen vergleichsweise niedrigen Ladungstransferwiderstand inrdéeh von

50 cm 2 aufwies.

Zur Identi zierung der anderen beiden Prozesse wurden die Elektroden mit Hilfe von
ToF-SIMS, SEM und STEM-EDX untersucht. Dabei konnten sowohl eine 30 nm dicke SEI
zwischen dem Kathodenmaterial und dem Flussigelektrolyten (vgl. Abb. 3.5), als auch eine
250 nm dicke intermediare Schicht zwischen Kathodenmaterial und Stromabnehmer nach-
gewiesen werden. Diese intermediére Schicht unterteilt sich nochmals in zwei Bsre. Ein
sehr schmaler Bereich (< 10 nm) in direkter Nachbarschaft zur Goldbeschichtungdiand
dabei aus Chromoxiden, wahrend der folgende groyere Bereich tiberwiegend Nickel- und
Eisenoxide aufwies. Zudem zeigte sich, dass sowohl die Goldbeschichtung als auch das
Kathodenmaterial die erwahnten Ubergangsmetalle enthielten, wobei Chrom und Eise
nur aus dem Edelstahlsubstrat stammen kdnnen.

Durch Fitten der Impedanzspektren konnten die Kapazitaten der einzelnen Prose ex-
trahiert und daraus Schichtdicken abgeschétzt werden. Diese wurden mit den Ergebnisse

aus elektronenmikroskopischen Aufnahmen und ToF-SIMS verglichen. Zuséatzlich wurden
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Abbildung 3.4:

Abbildung 3.5:
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Impedanzspektrum einer Zelle, bestehend aus der Kathode mit @ehdchsten Schicht-

dicke LNMO20L, LP30-Elektrolyt und Lithium-Gegenelektrode bei einer Zellspannung

von 4:85 V. In Rot dargestellt ist zudem der Fit, der sich aus einzelnen REPE-Gliedern

(grau) zusammensetzt.
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Tiefenpro | der Kathode LNMO20L nach den elektrochemischen Experimenten. Er-

kennbar sind der Anstieg der Signalintensitat samtlicher vorhanderr Ubergangsme-

talle, Lithium und den Abbauprodukten des Elektrolyten (Durch H ,P* und H,CO"

reprasentiert) an der Ober &che der Kathode.
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Vergleichsmessungen mit symmetrischen Lithium-Lithium Zellen angestellt, bei denen ty-
pische Lithium-SEI Kapazitaten ermittelt wurden. Dabei stimmten die berechneten und
gemessenen Schichtdicken des Prozesses bei hohen Frequenzen mit dem SEI zwibeime
Kathodenmaterial und dem Flussigelektrolyten tberein, wahrend der Prozess bei rnett

ren Frequenzen typische Lithium-SEI Kapazitdten aufwies. Aus der ToF-SIMS Analyse
liey sich zeigen, dass die Kathoden-SEI sowohl aus Metallsalzen des Kathodenmaterials
als auch aus Abbauprodukten des Elektrolyten besteht. Die intermediare Schicht zwi-
schen dem Goldsubstrat und dem Kathodenmaterial hingegen ndet sich nicht im Impe-
danzspektrum wieder, was den Schluss zuliey, dass diese einen sehr geringen Widerstand

aufweist und somit nicht in signi kanter Weise zur Zellimpedanz beigetragen hat.

Diskussion des Eigenanteils

Die Synthese, elektrochemische Charakterisierung und Untersuchung der Struktur mige
AFM und XRD wurden in der praktischen Phase der Bachelorarbeit von Herri$pan-
nenberger gemeinsam mit mir durchgefinhrt. Ich leitete im Rahmen dieses Projektes die
experimentelle Durchfiihrung und wissenschaftliche Auswertung der Messergebnisse an.
Die Konzeption und Durchfihrung der Messreihen wurde von mir in Abstimmung mit
Herrn Prof. Roling Ubernommen. Die experimentellen Vorarbeiten wurden von mir selbst
tubernommen. Die elektronenmikroskopischen Aufnahmen wurden von Frau D&ries
und Frau Ott durchgefuhrt. Die Tiefenpro lierung mittels ToF-SIMS wurde von Frau
Dr. Zakel durchgefiihrt. Die Erstellung des Manuskriptes wurde hauptsachlich von mir
Ubernommen, wobei auch Teile von Herrn ProRoling verfasst wurden. Ich dbernahm
die wissenschaftliche Korrespondenz mit der Fachzeitschrilectrochimica Acta ei-
genstandig. Herr Prof.Roling , Frau Prof. Volz , Herr Dr. Yada und Herr Dr. Rosciano
haben als Ideengeber an der Arbeit mitgewirkt und Korrekturarbeiten durchgefuhrHerr

Prof. Roling Ubernahm die Betreuung des Projektes.
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3.3 Ladungstransfer durch die Grenz ache zwischen
Lithiumnickelmanganat Hochvoltkathoden und

Festelektrolyt Imen

The Journal of the Electrochemical Society 162 (2015) A754-A759

Charge Transfer across the Interface between LiyiMn, O, High-Voltage Cathode

Films and Solid Electrolyte Films

M. Gellert, K. I. Gries, J. Zakel, S. Kranz, S. Bradler, E. Hornberger , S.
Muller, C. Yada, F. Rosciano, K. Volz, B. Roling

Reproduced by permission of ECS - Electrochemical Society

In dieser Arbeit wurde der Ladungstransport durch die Grenz &che zwischen LNMO
Hochvoltkathoden und verschiedenen Festelektrolyt Imen untersucht. Die Kathaen wur-
den Uber einen Sol Gel Prozess pespin coating als Diunnschicht auf Goldsubstraten
hergestellt. Anschlieyend wurden ebenfalls Ubepin coating Li,TisO;, (LTO), LINbO ,
(LNO) bzw. ZrO, (ZRO) als Dunnschicht aufgebracht. Die beschichteten Kathoden wur-
den durch galvanostatische Lade und Entladeexperimente, EIS, XRD, ToF-SIMS und
SEM EDX charakterisiert.

Das Kathodenmaterial selbst gilt als vielversprechendes Material fur den Einsatz nu-
kinftigen Lithium-lonenbatterien, sowohl in konventionellen als auch in Festkogrbat-
terien. Leider bildet sich bei diesem Material in Ussigen Elektrolyten keine stabilSEI
aus, was die Zyklenstabilitaf®! beeintrachtigt. Auch in Festkorperbatterien treten hohe
Grenz &chenwiderstande auf, die vermutlich von der Entstehung blockierender Phase
an der Grenz ache herriihren. Dabei werden hdchstwahrscheinlich die Festelektitelyxi-

diert. Eine L6sung fir beide Probleme bieten hier intermediare Festelektrolyt Ime, wdie
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zum einen eine kinstliche und stabile SEI darstellen und zum anderen den elektronischen
Kontakt des Kathodenmaterials zum eigentlichen Elektrolyten verhindern und somit de
sen Oxidation unterbinden. Diese Festelektrolyt Ime weisen Ublicherweise eine geringe
re ionische Leitfahigkeit als der Volumenelektrolyt auf, tragen aber durch ihre gage

Schichtdicke nicht wesentlich zum Gesamtwiderstand bei.

In vielen Studien zur Beschichtung von LCO-Kathoden wurde bereits amorphes LNO er-
folgreich eingeset§2637879 Das Material weist eine relativ hohe ionische Leitfahigkeit
von 1 10 ® Scm ! auf und ermdglichte niedrige Gesamtwiderstande. Dasatching in-
terfaces concepf fiihrte zur Auswahl des in Spinellstruktur kristallisierenden LTO. Das
Konzept beinhaltet die Idee, dass die Verbindung zweier kristalliner Materialien (Elek-
trode und Elektrolyt) mit gleicher Kristallstruktur und &hnlichen Gitterparametern zu
niedrigen Grenz achenwiderstanden fir den Li Ladungstransfer fihren konnte. Da LTO
auch als Anodenmaterial eingesetzt wird, wurde es hier in seiner vollstandig oxidierten
Form verwendet, um elektronische Leitfahigkeit zu unterbinden. Als Referenzmaiak mit
niedriger ionischer Leitfahigkeit wurde ZRO eingesetzt.

Die Lade- und Entladeexperimente zeigten, dass Ladung vor allem durch das Redoxpaar
Ni%* /Ni ** gespeichert wird (vgl. Abb. 3.6). Jedoch wiesen die meisten Kathoden, aber
insbesondere die Referenzkathode ohne zusatlichen Elektrolyt Im eine Redoxaktiitém

4 V vs. Li"/Li auf. Diese Aktivitat deutete darauf hin, dass eine unvollstandige Substi-
tution von Manganionen auf den 16d Gitterplatzen des Spinells durch Nickel vorlag und
dadurch Mn** vorhanden war, welches zu MH oxidiert werden konnte. Da das Nickelde-
zit meist durch Solvatation von Ni?* im Flissigelektrolyten erfolgt, konnte die Aktivitét
um 4 V vs. Li*/Li durch alle Festelektrolyt Ime reduziert, im Falle von LiNbO ; sogar

fast ganzlich verhindert werden.

Wahrend die unbeschichtete Referenzkathode einen SEI-Prozess und einen Laduagst
fer in den Impedanzspektren zeigt, sind SEl-artige Prozesse in den besdeitdn Katho-
den deutlich reduziert. Die mit LNO beschichtete Kathode zeigte einen sehr niederohmigen
(<5 cm ?) SEI-Prozess. Bei den mit LTO und ZRO beschichteten Kathoden war die-

ser Prozess sogar nicht mehr nachweisbar (s. Abb. 3.7). Die Ladungstransfernstinde
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Abbildung 3.6:

X in LixNiO.5Mn1.5O4

Galvanostatische Lade und Entladekurven der unbeschichteten und beschichteten

LNMO Diinnschichtkathode wéahrend des zweiten Zyklus. Die zusatziche Kapazitét

oberhalb von x = 1.0 stammt von der Zersetzung des Elektrolyten.
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wurden durch LTO und LNO Beschichtungen im Vergleich zur unbeschichteten Refenz

nur leicht erhdht. Einzig die Beschichtung mit ZRO resultierte in hohen Ladungstrans-
ferwiderstéanden, die sich mit den, durch die niedrige ionische Leitfahigkeit ergebenden,
hohen Schichtwiderstdnden zu groyen Gesamtwiderstanden addierten. Au allend wau-
dem, dass sich lediglich bei dieser Kathode ein Impedanzprozess fur die lonenleitung durch

das Beschichtungsmaterial feststellen liey.
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-400 4 , ——LTO
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€ -300 —— 7RO
O -
E -200
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Abbildung 3.7: Impedanzspekiren der unbeschichteten und beschichteten LNMODinnschichtkatho-

den bei einem Elektrodenpotential von 460 V vs. (Li* /Li).

Durch FIB-Bearbeitung konnten Querschnitte der Elektroden hergestellt weraeund de-

ren Morphologie und Ausmaye mittels SEM untersucht werden (s. Abb. 3.9). Im Falle von
LTO und ZRO konnten Kathodenmaterial und Beschichtung nicht unterschieden werden.
Die ToF-SIMS Pro le zeigten in beiden Fallen eine Durchmischung der Schichten (vgl.
Abb. 3.9). Bei der Beschichtung mit LTO fand sogar eine vollstandige Durchmischung mit

lonen aus dem Kathodenmaterial statt, wobei die Spinellstruktur beibehalten wurde.

Die Fremdionen in der Beschichtung fuhren im Falle des ZRO-Beschichtung zu hohen
Widerstanden, jedoch wurde durch die Einbringung weiterer Ubergangsmetalle in die
LTO Beschichtung die Kristallstruktur beibehalten und eine Erhéhung der elektronische
Leitfahigkeit erzielt, so dass sie sich in den Impedanzspektren nicht mehr nacisea liey.

Dies fuhrt aber héchstwahrscheinlich zu einem elektronischen Kontakt zum Elefkty-
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ten, der vermieden werden sollte. Die LNO beschichtete Kathode lieferte hingeggute

kontrastreiche SEM-Aufnahmen, bei der sich die Beschichtung deutlich vom Kathoden-
material unterscheiden liey. Zwar wurde die Bildung einer sehr niederohmigen SEI durch
ToF-SIMS Pro le gefunden werden, jedoch zeigte diese Kathode auch insgesamt nieerig

Widerstadnde und weist somit die besten Eigenschaften als Festelektrolytbeschitig auf.

Diskussion des Eigenanteils

Die Synthese, elektrochemische Charakterisierung und Untersuchung der Struktur mige
XRD wurden in den sechswoéchigen Vertiefungspraktika von Hertdranz , Herrn Brad-

ler und den jeweils zwd6lfwochigen Bachelorarbeiten von Fradornberger  und Frau
Muller gemeinsam mit mir durchgefthrt. Ich leitete im Rahmen dieses Projektes die ex-
perimentelle Durchfiihrung und wissenschatftliche Auswertung der Messergebnisse an. Die
Konzeption und Durchfiihrung der Messreihen wurde von mir in Abstimmung mit Herrn
Prof. Roling Ubernommen. Die experimentellen Vorarbeiten wurden von mir selbst tber-
nommen. Die elektronenmikroskopischen Aufnahmen wurden von Frau OBries durch-
gefuhrt. Die Tiefenpro lierung tiber ToF-SIMS wurde von Frau Dr.Zakel durchgefihrt.
Die Erstellung des Manuskriptes wurde hauptsachlich von mir Gbernommen, wobei auch
Teile von Herrn Prof. Roling verfasst wurden. Ich Gibernahm die wissenschaftliche Korre-
spondenz mit der FachzeitschriffThe Journal of the Electrochemical Society
eigenstandig. Herr ProfRoling , Frau Prof. Volz , Herr Dr. Yada und Herr Dr. Roscia-

no haben als Ideengeber an der Arbeit mitgewirkt und Korrekturarbeiten durchgefur

Herr Prof. Roling Ubernahm die Betreuung des Projektes.
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3.4 Lithiumtitanat beschichtete Lithiumnickelmanganat

Hochvoltkathoden: Eine HAXPES-Studie

Physical Chemistry Chemical Physics (accepted)

LiNi ,sMn; O, High-Voltage Cathode Coated with LTi;O;,: A Hard X-ray
Photoelectron Spectroscopy (HAXPES) Study

M. Sachs, M. Gellert, M. Chen, H. Drescher, H. Zhou, S. R. Kachel, M.
Zugermeier, M. Gorgoi, B. Roling and J. M. Goittfried

——
Im Rahmen dieser Arbeit wurde eine LNMO Dunnschichtkathode, die mit LTO beschich-
tet wurde, elektrochemisch charakterisiert und anschlieyend die ober &chennahe chemi-
sche Zusammensetzung untersucht. Die Kathoden wurden als Dinnschicht in einem Sol-
Gel unterstitzten spin coatingProzess hergestellt und mit LTO beschichtet. Zur Aufkla-
rung der tiefenabhangigen chemischen Zusammensetzung der Ober a&che wurde HAXPES
angewendet. Bei HAXPES wird in der Regel Synchrotronstrahlung verwendet, wodurch
die Energie durchstimmbar ist. Durch die hohe Energie, mit denen Elektronen auftre en,
wird die mittlere freie Weglange in der Probe erhdht und somit kénnen Informationen
aus tieferen Schichten von bis zu 20 nm erhalten werden. Die Mdglichkeit die Energie z

variieren erlaubt zudem ein zerstorungsfreie Erstellen von Tiefenpro len.

In der Studie zu Festelektrolytbeschichtungen von LNMO Duinnschichtkathoden (Kpitel
3.3) konnte bereits eine erfolgreiche Beschichtung mit LTO gezeigt und damit eine Um-
setzung dasmatching interfaces conceperreicht werden, jedoch deuteten die Ergebnisse
der Tiefenpro lierung mittels ToF-SIMS bereits darauf hin, dass sich Verunreinigungen
in der LTO Beschichtung eingefunden hatten. Es zeigte sich, dass Nickel und Mangan in
unterschiedlichen Mengen aus der LNMO Phase mit in die LTO Phase eingebaut wur-
den, was wahrscheinlich zu einem gemischten Spinell gefiihrt hat. Nichtsdestotrotigren

diese Kathoden einen sehr geringen Widerstand, der vermutlich mit einer Erh6hung der
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Dabei konnte eine SEI-Schichtdicke von:2 nm erhalten werden, was sich mit ToF-SIMS-
Daten deckte. Diese Schicht ist fuir lonen durchlassig und entsteht vermutlich durait-
zung der Ober &che mit Flusssaureresten im Elektrolyten. Dies ergibt eine detaillierte
Analyse der F1s, Cls und O1s Kern Level Spektren, Uber die Polyethylenoxid und ver
schiedene Fluoride, wie LiF, MnE und NiF,, identi ziert werden konnten. Zudem sind
oxidierte Reste des Elektrolytsalzes mit der Zusammensetzung BO,F, zu nden. Die-
se Zusammensetzung entspricht solchen SEIs, die auf unbeschichteten LNMO Kadleo
gefunden werden. Diese sind allerdings etwa eine Groyenordnung dicker, weshalb der Wi-
derstand im Falle der LTO beschichteten Kathode sehr niedrig ist. Unterhalb der SEI
konnte eine homogene Mischphase mit der Zusammensetzung ,Ni, gsMn; 50T1 4501,
nachgewiesen werden. Die Gesamtstruktur der Elektrode konnte unter Zuhilfenahmier
ToF-SIMS Daten (vgl. Abb. 3.13) rekonstruiert werden.

Abbildung 3.13: Rekonstruktion des Tiefenprols der LTO beschichteten LNMO Katho de. Links:
Idealisiertes Tiefenpro | der gesamten Schichtstruktur auf Basis von ToF-SIMS-Daten.
Rechts: Detailliertes Bild nahe der Ober &che, dass aus HAXPES Messmgen rekon-

struiert wurde.

Au allig ist der hohere Besetzungsgrad in der Spinellstruktur im Vergleich zum angestre
beten Li,Ti;O,,. Die Oktaederliicken sind nun durch die Einbringung weiterer Ubergangs-
metalle fast zur Halfte besetzt. Dies hat wahrscheinlich den elektronischen Wideasd
der Beschichtung drastisch gesenkt, weshalb in vorangegangenen Arbeiten seadrige
Impedanzen auftraten. Es konnte aber auch gezeigt werden, dass Nickel, Titamd Man-

gan noch in ihren urspringlichen Oxidationsstufen (11), (IV) und ebefalls (IV) vorlagn.

49



3 Ubersicht zu den Publikationen

Diskussion des Eigenanteils

Die Synthese, elektrochemische Charakterisierung und Untersuchung der Struktur mige
XRD wurden im sechswodchigen Vertiefungspraktikum von HerrBradler gemeinsam
mit mir durchgefihrt. Ich leitete im Rahmen dieses Projektes die experimentelle Durch-
fuhrung und wissenschaftliche Auswertung der Messergebnisse an. Die Konzeption und
Durchfihrung der Messreihen wurde von mir geplant und in Abstimmung mit Herrn
Prof. Roling Ubernommen. Alle HAXPES Messungen wurden von HerrBachs mit
Unterstlitzung von Frau Chen, Herrn Drescher , Herrn Zhou , Herrn Kachel , Herrn
Zugermeier und Frau Gorgoi , die zudem flr die Strahlfihrung verantwortlich war,
durchgefiihrt und ausgewertet. Die Erstellung des Manuskriptes wurde groytenteilsn
Herrn Sachs durchgefuhrt, wobei auch Teile von mir stammen. Herr ProfGottfried
Ubernahm die wissenschaftliche Korrespondenz mit der Fachzeitschithysical che-
mistry chemical physics . Herr Prof. Roling und Herr Prof. Gottfried haben als
Ideengeber an der Arbeit mitgewirkt und Korrekturarbeiten durchgefihrt. Herr FPof.

Gottfried  Ubernahm die Betreuung des Projektes.
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3.5 Impedanzspektroskopische Studie des
Ladungstransferwiderstandes an der Grenz ache von
LNMO Hochvoltkathoden Imen und
LNO Elektrolyt Imen

Solid State lonics (submitted)

Impedance Spectroscopic Study of the Charge Transfer Resistance at the Interface
between a LiNj ;Mn, :O, High-Voltage Cathode Film and a LiNb@ Coating Film

M. Gellert, K. I. Gries, J. Sann, E. Pfeifer, K. Volz and B. Roling

——
Im Rahmen dieser Arbeit wurde der Ladungstransfer durch die Grenz ache zwischen
LNMO Dunnschichtkathoden und LNO Festelektrolyt Imen untersucht. Die Kathoden
wurden Uber einen Sol Gel Prozess pespin coating als Dunnschicht auf Goldsubstraten
hergestellt und ebenfalls Gbespin coatingmit LNO in verschiedenen Starken beschichtet.
Die Schichtstrukturen wurden mittels EIS, SEM EDX und XPS charakterisiert.

Bereits in der Studie zu Beschichtungen von LNMO Dinnschichtkathoden (Kapitel 3.3)
wurde deutlich, dass zwar geeignete Materialien gefunden wurden, jedoch lieyen sich die
elektrochemischen Eigenschaften der Grenz dche und des Ladungstransports nicbll-v
standig erfassen. Es konnte zwar ein Ladungstransferwiderstand ermittelt nden, aber es
konnte kein Halbkreis, der die lonenleitung durch den Festelektrolyten beschreibt, den
Impedanzspektren festgestellt werden. Daher sollte Giber eine Variation derh@&htdicke

vor allem die Kapazitat des Festelektrolyt Ims verandert werden, um den Ein uss auf die
Impedanz zu untersuchen. Es wurden LNO Schichten mit Dicken von 550 nm bis 1500 nm
erzeugt, um die Kapazitat mdéglichst gering zu halten. Dadurch sollten eventuelle Uber

lagerungen mit Doppelschicht und SEI Halbkreisen vermieden werden.

51






3 Ubersicht zu den Publikationen

1—e— LNO3L /
-200 4—«— LNO6L
e LNOSL
S 0 10 20 30
Z -100- 30
N . -20]
' 1 10
0
o-+H———T——7T 7 L
0 100 200 300 400 500

Z'/ wem?

Abbildung 3.15: Impedanzspektren der verschiedenen Kathoden mit unterschilichen LNO Schicht-
dicken bei einer Zellspannung von % V (vs Li* /Li). Der Vorwiderstand wurde hier

bereits subtrahiert, um die Vergleichbarkeit zu erhéhen.
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Abbildung 3.16: Ein uss der Festelektrolytschichtstarke auf den Widerstand des Niederfrequenzpro-

zesses R- und Fit.
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Eine nahere Betrachtung zeigte, dass eine lineare Abhangigkeit des Widerstandes von
der Elektrolyt Imstarke besteht. Durch einen linearen Fit konnte ein Achsenabgmit von

48 cm? und eine Steigung von 110 M cm erhalten werden. Dieser Wert stellt den Bei-
trag dar, der durch den Volumenwiderstand des Festelektrolyt Ims hinzukommt. Die ker
respondierende Leitfahigkeit ware in diesem Fall also®0uScm !, was sich nahezu perfekt
mit Literaturwerten fiir die Leitfahigkeit amorpher LNO Phasen deckt®!, Der Achsenab-
schnitt wurde in diesem Fall als reiner Ladungstransferwiderstand interpretiert, deaber
aufgrund fehlender Trennung die Summe der Grenz achenwiderstande LNMO/LNO und
LNO/Flussigelektrolyt darstellt. Dies liey den Schluss zu, dass der eigentliche Ladungs-
transferwiderstand an der Grenz &che LNMO/LNO noch einmal deutlich niedriger liegt,
was den Einsatz dieser Kombination in Festkdrperbatterien vielversprechendseheinen

lasst.

Diskussion des Eigenanteils

Die Synthese und elektrochemische Charakterisierung wurde innerhalb des sechswdchigen
Vertiefungspraktikums von HerrnPfeifer gemeinsam mit mir durchgefihrt. Ich leitete

im Rahmen dieses Projektes die experimentelle Durchfiihrung und wissenschaftliche Aus-
wertung der Messergebnisse an. Die Konzeption und Durchfiihrung der Messreihen wurde
von mir in Abstimmung mit Herrn Prof. Roling Ubernommen. Die experimentellen Vor-
arbeiten wurden von mir selbst tbernommen. Die elektronenmikroskopischen Aufnahmen
wurden von Frau Dr. Gries durchgefihrt. Die Rontgenphotoelektronenspektren wurden
von Herrn Dr. Sann aufgenommen und ausgewertet. Die Erstellung des Manuskriptes
wurde hauptsachlich von mir tbernommen, wobei auch Teile von Herrn ProRoling

und Herrn Dr. Sann verfasst wurden. Ich Ubernahm die wissenschaftliche Korrespon-
denz mit der FachzeitschriftSolid State lonics eigenstandig. Herr Prof.Roling und
Frau Prof. Volz haben als Ideengeber an der Arbeit mitgewirkt und Korrekturarbeiten

durchgefuhrt. Herr Prof. Roling uUbernahm die Betreuung des Projektes.
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4 Zusammenfassung

Im ersten Teil der Arbeit wurde die lonenleitung in der LICGC, einer kommerziell
erhaltlichen Lithium-lonenleiterkeramik, untersucht. Dabei wurde sowohl Impedanpgk-
troskopie mit geringer Wechselspannung als auch Impedanzspektroskopie unter Ausn
zung hoher Feldstarken eingesetzt. Mit Hilfe der Hochfeldmessungen wurden nichtlinea-
re E ekte untersucht, die an Grenz &chen auftraten. Dabei wurde die Leitfahigeit der
Grenz achen, in diesem Fall der Korngrenzen, durch den Einsatz hoher Wechselspannun-
gen von bis zu 1000 },s um den Faktor 10 erhoht, wobei die Kornleitfahigkeit nahezu

unverandert blieb.

Nach Entwicklung eines empirischen Modells zur Darstellung der Korngrenzenleitfahig-
keit in Abhéngigkeit des angelegten Feldes konnte die Dicke der Korngrenzen abgetatha
werden. Anhand der Berechnung der Spannung, die pro Korngrenze abfallt, wurde aus-
geschlossen, dass die niedrige Korngrenzenleitfahigkeit von Raumladungszonen herrihrt
Raumladungszonen sind singuléare Barrieren, deren Hohe sich an der Aktivierungsener-
gie bemisst. Diese wirden, sobald die Feldstarke die Aktivierungsenergie Uberschteite
kurzgeschlossen. Da die notige Feldstarke bereits stark Uberschritten wuréemmen le-
diglich mehrfache Barrieren in Frage. Diese wurden mit Hilfe von hochau 6senden STEM

Aufnahmen untersucht.

Mit den erhaltenen Daten konnte ein Modell fir den Gesamtladungstransport durathie
Keramik erstellt werden. Dabei konnte die Ursache fur die relativ hohen Korngrenre
widerstande gefunden werden. Diese liegt in verschiedenen Korn-Korn Ubergangen, die
von der Orientierung der Kristallgitter beider Kérner zueinander abhangen, begrindet.

Bei ahnlicher Gitterorientierung traten Versetzungen an der Grenz &che auf, @durch ei-
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ne Kristallorientierung kontinuierlich von einem in das andere Korn tber einen grogan
Bereich Ubergeht. Dies war vermutlich der Grund fir die leicht erh6hte Aktivierungsgner-
gie der Korngrenzenleitfahigkeit. Stark abweichende Gitterorientierung fihrte hingen
zu schmalen amorphen Béandern zwischen den Kdrnern, welche zusammen mit Al(PO)

Ausscheidungen die Gesamtleitféahigkeit weiter absenkten.

Im zweiten Teil der Arbeit wurde ein Verfahren zur Diunnschichtherstellung von Hoch-
voltkathoden fur Lithium-lonenbatterien auf Stahlsubstraten entwickelt und deren lek-
trochemische Eigenschaften untersucht. Dabei wurden die Stahlsubstrate galvahiver-
goldet, um bei hohen Sintertemperaturen an Luft gegentber Oxidation geschtizu sein.
Die Dunnschichtkathoden wurden in verschiedenen Schichtstarken hergestellt, um eompe
timale Dicke herauszu Itern. Bei einer Schichtstéarke von etwa 1 um erreichtetie Dinn-
schichtkathoden eine Entladekapazitat, die derjenigen von bekannten Kompdsithoden

entspricht.

Es konnten, neben den Kapazitatsmessungen, verschiedene Prozesse durch demtZins
elektrochemischer Impedanzspektroskopie identi ziert werden, die den Schluss Nahe leg-
ten, dass zusatzliche Fremdphasen vorhanden sein mussten, die den Gesamtwidersdand
Kathoden eventuell erhéhten. Durch ToF-SIMS-Messungen und STEM-EDX-Aufnahmen
von Querschnitten der Elektroden konnte gezeigt werden, dass sich an der @&éche
zwischen Goldbeschichtung und Kathodenmaterial zwei verschiedene Zwischenschichte
gebildet haben. Schichten der gefundenen Dicke lieyen sich aber nicht den resistiven
Prozessen aus den Impedanzdaten zuordnen. Einer dieser Prozesse konnten cureh
ToF-SIMS-Pro le der Ober ache erklart werden, die eine Ablagerungsschicht zeigte, de
ren Dicke auch mit den Impedanzdaten korrelierte. Der zweite Prozess koardurch eine
Vergleichsmessung mit einer symmetrischen Lithium-Zelle als Lithium-SEI identi ziert

werden.

Die gefundenen Zwischenschichten an der Grenze zur Goldbeschichtung mussten dem-
nach eine hohe Leitfahigkeit besitzen, da sie nicht in den Impedanzspektren auftaten.

Auch wenn Prozesse an der Grenz ache zum ussigen Elektrolyten dominieren, so loia
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Kombination der Methoden doch gezeigt, dass weitere Grenz achen existierennda im
Allgemeinen wenig Beachtung geschenkt wird, obwohl sie den Widerstand ganzer Zellen

dominieren kdénnen.

Im dritten Teil  der Arbeit wurden LNMO-Dunnschichtkathoden auf Goldsubstrate auf-
gebracht und anschlieyend mit verschiedenen Festelektrolyten beschichtet.d@awurde
ein amorpher Lithium-lonenleiter (LINbO;, LNO), ein kristalliner Lithium-lonenleiter
(Li,TizO,,, LTO), der sich die Kristallstruktur mit dem Kathodenmaterial teilt, und ein
amorphes Oxid (ZrQ,, ZRO) untersucht. Die beschichteten Kathoden wurden elektro-
chemisch charakterisiert, wobei die mit LTO und LNO beschichteten Kathoden erhte
Langzeitstabilitat zeigten und gleichzeitig nur minimal erhdhte Widerstande aufwiesen.
Die Beschichtung mit ZRO hingegen fuhrte zu stark erhéhten Zellwiderstanden und ver

minderten Entladekapazitaten.

Die Untersuchung der Morphologie und chemischen Zusammensetzung mittels SEM-EDX
und ToF-SIMS ergab, dass sowohl in der ZRO-Beschichtung als auch in der LTO-Besbhic
tung eine Verunreinigung durch lonen aus der LNMO-Phase vorlag. Dadurch entstand
jeweils eine neue Festelektrolytphase mit unde nierter Stéchiometrie, die den verbleiben-
den Teil der LNMO-Schicht bedeckte. Da die Kathode mit LTO-Beschichtung trotzdem
gute elektrochemische Eigenschaften zeigte, wurde die Zusammensetzung der Phase und
der Ober &che, die zum Flissigelektrolyten Kontakt hatte, durch HAXPES untersuch
Dabei konnte gezeigt werden, dass lediglich eine sehr diinne SEI an der Grenz d&che zum
ussigen Elektrolyten entstanden war, die aus Elektrolytabbauprodukten und loneaus

der neu entstandenen LTO-Mischphase bestand. Diese wies einen nicht messbaren Wi-
derstand auf. Die neue Phase selbst konnte als gemischter Spinell identi ziert werden,
bei dem der Besetzungsgrad der Oktaederlicken im Spinell nahezu 50% erreicbiese
Lucken wurden durch Mn und Ni lonen aufgefiillt. Nickel verblieb als N* und Mangan
ebenfalls unverandert als Mfi" . Vermutlich durch die zusétzlich einfiihrten Ubergangsme-
tallionen, welche eine Erh6hung der elektronischen Leitfahigkeit mit sich brachte, wurde

der Widerstand der neuen Spinellphase erheblich verringert.
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Obwohl minimal erhdhte Zellwiderstande festgestellt wurden, zeigte weder die Kathode
mit LTO noch mit LNO Beschichtung einen Impedanzbeitrag, der durch die Festelek-
trolytschicht verursacht wurde. Die Vermutung lag nahe, dass die Beitrage durchak
dungstransfer und lonenleitung durch die Beschichtung in Widerstand und Kapazitat zu
ahnlich sind, um im Impedanzspektrum getrennt aufzutreten. Daher wurden weitere Ka
thoden mit LNO Beschichtung hergestellt und dabei die Schichtdicke wesentlich erhéht,
um durch die Erh6hung des Schichtwiderstandes und Verringerung der Schichtkapazitat
eine Trennung der Prozesse im Impedanzspektrum zu erhalten. Dabei wurden Schicht
dicken von bis zu 15 um aufgebracht, was zwar zu einer Erhéhung der Zellwiderstande,
aber dennoch zu keiner Trennung der Prozesse flihrte. Es zeigte sich jedochdsamt ein
linearer Zusammenhang zwischen den Zellwiderstanden und der Schichtdicke, aus dem
der Schichtwiderstand und der verbleibende Ladungstransferwiderstand an den Grenz-
achen extrahiert werden konnte. Dabei zeigte sich, dass der Ladungstransfeerstand
mit 48 cm 2 sogar noch niedriger lag, als bei direktem Kontakt von LNMO und einem

Flussigelektrolyten. Dieser lag immerhin bei etwa 100 crfi®ll,

Abschlieyend lasst sich sagen, dass Festelektrolytbeschichtungen den Laduragstferwi-
derstand in Flussigelektrolyt basierten Batterien und damit auch bei geniigend geger
Dicke der Schicht den Gesamtzellwiderstand verringern kénnen. Darlber hinaus sind sie
in der Lage auch in Festkdrperbatterien als eine wirksame Trennschicht fir chewtisin-
kompatible Bestandteile zu dienen. Dabei stellte sich von den untersuchten Matdren

LNO als das Geeignetste heraus.
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5 Summary

The rst part of the thesis deals with the ionic conduction in LICGC, a commercial-
ly available lithium-ion conducting ceramic. The ion conduction was studied by using a
combination of standard low- eld and high- eld impedance spectroscopy. High- eld impe-
dance spectroscopy was used to study non-linear e ects, that occured mainlyiaterfaces.
The ionic conductivity of the grain boundaries could be increased by a factor of 1y

applying ac-voltages of 1000 Vs, while the grain conductivity remained nearly constant.

The thickness of the grain boundary was estimated with a newly developed model that
describes the ionic conductivity of the grain boundaries as a function of the applied eld.
A calculation of the applied eld per single grain boundary indicated that a space-charge
layer could not be the reason for their relatively low ionic conductivity. Space-chge bar-
riers are single barriers that should disappear when a su ciently high-voltage is applied
and what should have led to a disappearance of the grain boundary resistance. Cense
guently multiple barriers have to exist in the grain boundaries. To shed more light on

their nature, high-resolution STEM has been perfomed.

The obtained results were used to develop a model describing the charge-transamtoss
the whole glass-ceramic. The relatively high grain boundary resistance was fourmdkte

caused by non-ideal grain to grain interfaces.

Grain boundaries of neighbouring crystals with similar crystal lattice orientabn showed
dislocations, where one lattice orientation passes over into the other oriatibn. This
was most likely the reason for the slightly higher activation energy of the graimoundary

conductivity. Grain boundaries of neighbouring crystals with strongly dissimilar crysal
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lattice orientation were found to be highly resistive and amorphous, which in combihan

with Al(PO) , precipitations decreased the total conductivity.

The second part of the thesis is about the development of a thin- Im high-voltage ca-
thode for lithium-ion batteries on stainless steel substrates and the characteation of
their electrochemical properties. The steel substrates were galvanically mdtwith a gold
layer to protect them from oxdiation in air at high sintering temperatures. Thecathode
material was coated in various layer thicknesses to nd a optimum value. For this ppose
a spin-coating process was used. At a thicknesses of about 1 um the cathodeshezhc

discharge capacities that are comparable to those of standard powder basechoaes.

Besides, several processes could be identi ed via electrochemical impedane&stspsco-
py that indicated the presence of an additional layer that increased the total ressance
of the cathode. ToF-SIMS measurements and cross-sectional STEM-EDX imagégshe
cathode showed two di erent additional layers that had formed at the interfacef the
gold plating and the cathode material. These layers could not be attributed to resis#
processes found in impedance data. Another layer was found at the surface of thincde

by ToF-SIMS. The thickness of this SEl-type layer perfectly matched the impedandciata.

Consequently, both of the two additional layers found in cross-sectional STEEDX mea-
surements must exhibit very high electrical conductivity. Although surface SEI-typ pro-
cesses dominated in this case, the combination of all these methods demonstrated ¢ha
lot more interfaces exist and that too little attention is paid to these potetially resistive

layers.

In the third part of the thesis, LNMO thin- Im cathodes have been prepared on gold
substrates and subsequently coated with various solid electrolyte layershree di erent
solid electrolytes were used; the amorphous lithium ion conductor LINRGLNO), the cry-
stalline ion conductor with cathode material matching crystal structure LjTi;O,, (LTO)
and the oxide ZrO, (ZRO). The electrochemical characterization of the coated electrodes

revealed slightly increased cell resistances, but also improved capacity reten of LNO
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and LTO coated cathodes compared to uncoated LNMO cathodes. In contrasite oxide
ZRO with low ionic conductivity caused very high internal resistances and lower disarge

capacities.

The investigation of the cathode morphology by means of SEM EDX and ToF-SIMS re-
vealed impurities in the LTO and the ZRO coating by cations that originate from the
LNMO active material layer. A newly formed solid electrolyte layer with unknownche-
mical composition covered the remaining LNMO material. Nevertheless, he LTO ceat
cathode showed good electrochemical properties. Thus, the newly formed tetdgte layer
and a potentially exisiting SEI should exhibit high electrical conductivity. To elucidate
the chemical composition of the cathode surface and the electrolyte layer, HAXPEBESs

been perfomed.

The measurements showed a very thin SEI layer on top of the cathode, that conss of
electrolyte decomposition products and cations from the solid electrolyte layelhis SEI
layer showed no impedance response. The newly formed solid electrolyte also exdbit
the original LTO spinell structure with the octahedral sites lled up by manganese and
nickel ion nearly to a value of 50%. Nickel was identi ed to be in oxidation state [},
whereas manganese ions were found to be in oxidation state (IV). The varietytodnsiti-
on metal ions in several oxidation states presumably increased the electroniaduoctivity

and caused the very low resistance in the newly formed spinell solid electrolyteday

Although the cell resistance increased slightly when a cathode with LNO or LTO ctiag

was used, the impedance spectra did not show a separated process caused byoiwtucti-

on across the solid electrolyte coating. It was likely that the impedance and capi&nce of
both, the charge-transfer process and the ion conduction across the elelgti® layer, were
too similar to result in separated impedance processes. Consequently, additiorethodes
with considerably thicker LNO coatings were prepared in order to increase the issance
and to reduce the capacitance and thus to separate the processes in the impedapee-s

tra. The solid electrolyte coating thickness was increased to a maximum value15 pum.
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These thick solid electrolyte layers increased the cell resistance, but still tlpocesses
could not be separated. However, a linear correlation between the overadlllcresistan-
ce and the solid electrolyte layer thickness was found. A linear t was used to sepse
the solid electrolyte layer resistance from the charge-transfer resiatae. Although the
charge-transfer process included both the active material/solid electrolyiaterface and
the solid/liquid electrolyte interface, it was found to be even lower (48 =cm?) than in

LNMO-cathodes without solid-electrolyte coating (100 =cm?)&1l,

It can be concluded that solid electrolyte coatings can reduce the chargefisder resistance
in liquid electrolyte based batteries when kept thin, and they can also reduce the oat
cell resistance. Additionally, they can act as a chemical barrier in solid state daties
for chemically incompatible components. In summary the LNO coating showed the most

promising results of the investigated materials.
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6 Ausblick

Die Studien an verschiedenen lithiumionenleitenden Materialien haben eine Reihe von
maoglichen Methodenkombinationen aufgezeigt, um unterschiedliche Arten von Grenz &-

chen zu untersuchen. Es konnte veranschaulicht werden, dass Grenz &chenmodi katione

von Hochvoltkathoden sowohl fir Flissigbatterien als auch fir Festkorperlatien ent-

scheidend dazu beitragen kdnnen, die Langzeitstabilitéat zu garantieren.

Das eigentliche Ziel, den Ladungstransferwiderstand an einer Fest/Fest-Geeache zu
bestimmen, konnte nur indirekt erreicht werden. Die Trennung von Ladungstransfer-
widerstandes und Volumenwiderstanden ist zwar gelungen, jedoch enthielt der erhalte-
ne Ladungstransferwiderstand die Summe aus den Grenz &chenwiderstdnden zwischen
Kathodenmaterial und Festelektrolyt und der Grenz dche zwischen Festelektralyund
Flissigelektrolyt. Die gewonnenen Erkenntnisse lassen sich daher nicht einfach aisf
ne Festkorperbatterie Ubertragen. Hier besteht weiterer Charakteresungsbedarf, bei-
spielsweise in Form einer reinen Grenz a&chenmessung zwischen Flissigelektrolyt und
Festkorperionenleitel? durch eine Vierelektrodenanordnung. Dadurch kénnte der Anteil
der Grenz ache zwischen Festelektrolytbeschichtung und Flissigelektrolyt am dangs-
transferwiderstand bestimmt werden. Ebenfalls moglich ware eine symmetrischell&@e
bestehend aus zwei LNMO Elektroden, die Uber einen entsprechenden Festelditem
verbunden sind. Dies wirde eine direkte Quanti zierung des Ladungstransferwiderstan-

des erlauben.

Unter den untersuchten Festelektrolytbeschichtungen hat sich LiNbQals sehr geeignet
herausgestellt. Es ist jedoch weiterhin unklar, worin der niedrige Ladungstransféder-

stand im Falle einer LNO-Beschichtung und die sehr hohen Widerstande im Falle einer
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ZrO,-Beschichuntg begriindet liegen. Dazu waren weitere Vergleichsmaterialien, wWie
tandioxid oder Aluminiumoxid erforderlich. Diese Untersuchungen kénnten durch tempe-
raturabhangige Impedanzspektroskopie weiter unterstitzt werden. Die untetgedliche
Temperaturabhangigkeit von lonenleitung im Beschichtungsmaterial und des Ladungs-
transfers kdnnte letztlich doch zu einer Trennung von Prozessen in den Impedapektren

fuhren.

Es erfolgte zudem noch keine Untersuchung von LNMO in Kombination mit einem sul di-
schen Elektrolyten in einer Festkorperbatterie. Um letztlich den Einsatz in Mumenfest-
korperbatterien zu testen, musste ein entsprechendes Beschichtungsaerén fir LNMO-
Pulver entwickelt werden. Erste Anséatze fur groytechnische Beschichtungsargag die fur
LCO entwickelt wurden, basieren auf recht teuren PVD-Verfahréffl. Die Entwicklung
eines entsprechend gunstigeren nasschemischen Verfahrens (Sol-Gel) wére higmutch

zielfUhrend.

Erfolgreich beschichtete LNMO Pulver missten anschlieyend im Hinblick auf den Einta
in Festkdrperbatterien getestet werden, was den Bau und die Erprobung vondRotypen
erforderlich macht. Dabei werden zwangsweise neue Grenz achen entstetdsren Eigen-

schaften mit den gezeigten Methodenkombinationen charakterisiert werden kdmnne
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Fast Lithium lon Conducting Glass Ceramic: Microstructure and
Nonlinear lon Transport Properties
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D 35032 Marburg, Germany

SAdvanced Technology 1 Division, Toyota Motor Europe, Hoge Wei 33, B - 1930 Zaventem, Belgium

ABSTRACT:The structure and lithium ion transport properties of grain

boundaries in the Ohara lithium-ion conductive glass ceramic (LI-CGC) were

studied by means of nonlinear impedance spectroscopy and high-resolution
transmission electron microscopy (HR-TEM). Ac voltages up to 0.8 V (rms)

per single boundary could be applied without any irreversible changes of the

lithium ion transport properties. Although the activation energy of the grain

boundary resistance is only 30 meV higher than the activation energy of the

grain resistance, large ac voltages >500 mV per single grain boundary were

needed for reducing the grain boundary resistance to a level similar to the grain

resistance. Consequently, we argue that the higher activation energy of the

grain boundary resistancedscaused by a single barrier (e.g., a single space

charge barrier), but by a number of serial barriers. By comparing the nonlinear

grain boundary conductivity of the LI-CGC with that of other thin ion

conducting layers, we estimate an average electrical grain boundary thickness of 7.5 nm. The HR-TEM images indicate that lay
with a thickness in this range exist between grains with similar crystal lattice orientations.

INTRODUCTION generally considered as the origin of the grain boundary

i 12
Batteries with high energy density are a key technology fS?'StanCé'

future energy storage, for instance in automotive application&eCently, we have carried out an impedance spectroscopic

and as storage devices for renewable energies. New bafty Of the grain boundary resistance of the LI-CGC using low

designs, like the lithium-air battery, show promise to incre&& €lds. Our results indicate that M8tthottky-type space

the energy density beyond the limits of current lithium-ioR"a/9€ layer models are not easily applicable to this glass
battery technologies. Lithium-air batteries exhibit a theoreti€&/amic” Thus, to elucidate the origin of the grain boundary
energy density of 3.6 kWh/kgQsi* which is close to the resistance, it is important to _obtam addmc_)nal mformanon
mechanical energy obtained from 1 kg of gasoline. When &put the structure and properties of the grain boundaries and
organic electrolyte is used in the lithium metal anodic half-c&|develop alternative models. S

and an aqueous electrolyte in the oxygen cathodic half-celln this paper, we present the results of nonlinear impedance
both electrolytes have to be separated by a solid lithium igfidies providing information about #ie dependence of the
conductor. This solid material should exhibit high lithiurrain boundary ion transport and of high-resolution trans-
conductivity and should be mechanically stable and chemicli§sion electron microscopy (HR-TEM) studies. The results
stable against aqueous electrolytes. Inefdisthe Ohara  indicate that highly defective layers with a thickness in the
lithium-ion conductive LATP-type (Lithium Aluminum range of 510 nm exist at the grain-to-grain contacts. In these
Titanium Phosphate) glass ceramic (LI-CGC) is one of thiayers, the activation energy for ion transport is slightly higher
promising materids. The lithium ion conductivity of the than in the grains. Theeld-dependent ion transport data
crystalline grains with NASICON-type structure is in the ranggovide a strong indication that the higher activation energy is
of 103 S/em. Unfortunately, a relatively high grain boundargot caused by a single additional barrier, but by a number of

resistance reduces the total conductivity to ab68/¢t® serial barriers.
The origin of the high grain boundary resistance is not well
understood up to now. This is in remarkable contrast to oxice May 31, 2012

ion conductors and to proton conductors, for which Mott Revised: September 14, 2012
Schottky-type space charge layers at the grain boundariesPabdéished: September 26, 2012
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boundary ion transport could be clearly distinguished. To

An LATP-type glass ceramic with 160thickness and 6.45 pbtain values for the grain a'nd grain b.oundary. resjstance, the
cn? area was purchased from Ohara Inc. (Sagamihara-8Rpedance spectra wetted using an equivalent circuit shown
Japan). For the ac impedance measurements, platinlihi 9ure 1b. The grain impedance is represented by a parallel
electrodes were sputtered on both faces of the sample. FiggPination of a resistarRewith a capacito€, and a
sample was then placed in a two-electrode high-voltage Sagg[bstant-phase element CRBe impedance of the constant-
cell (Novocontrol, BDS1200, Hundsangen, Germany). Aiase element (CPE)is giveZgy:= (1/Q)(i ) "withn
impedance data were collected using a Novocontrol AlpHa- The CPE and the resistance represent wsibei and .
AK impedance analyzer. For measurements at low ac volt ive ion transport, respectively, while the capacitance is
up to 3 V,, the analyzer was connected to a ZG2 Tesk ated to fast _electronlc ar_ld vibrational polarization in the
Interface (Novocontrol), while for measurements at higr@ins- The grain boundary impedanceteasby a parallel
voltages up to 1000,V the analyzer was connected to acombination of a resistafgand a constant-phase element
High-Voltage Booster 4000Vpp (Novocontrol). With the ZG&PEp» While the electrode polarization impedance is
Test Interface, the frequency range extends up to 1 MHz, wifi@resented by a constant-phase elemegt\@Eote that
with the High-Voltage Booster, the upper limit of the frequen rallel grain boundary lon conduction was neglected due to
range is 10 kHz. The measurements were carried out af'§ |2rge average grain size of 1‘&]:”"““9_ CPE exponents,
temperature of 120 °C being controlled by the Quatro W€ Obtained valuesrof 0.75 0.92 ¢0.02) in the case of the
Cryosystem (Novocontrol). This temperature was chosen sirf@in boundaries= 0.62 £0.03) in the case of the grains, and
both the grain and grain boundary impedance semicircle cofiig 0-71 £0.03) in the case of the electrode polarization.
be well resolved in the available frequency window. As seen from Figure la, the grain boundary semicircle
To prepare a TEM sample of the LI-CGC, a round disk witBhrinks with increasing ac voltage, while the grain semlmrcle is
a diameter of 3 mm was cut out of the ceramic with afmost un&cted. At an ac voltage of 10QQ, the grain

ultrasonic disk cutter (Gatan, model 601, Pleasanton, U.S.8gundary resistance is about 10 times lower than at low
For stabilization, a single-slot copper grid was glued onto tages; however, the grain boundary semicircle is still clearly
tectable. For ac voltages exceeding, 0 resistances

ceramic disk, before it was mechanically ground to a thickn@% - .
of approximately 56n. Further thinning was performed from ©f 9rain and grain boundary become comparable, and thus even

both sides of the specimens with a dimpling grinder (Fischiofig /oW frequencies, a considerable part of the voltage drops
Instruments, model 200, Export, U.S.A.). The used diamol¢hin the grains. Assuming cubic grains with an averdge size
polishing compound exhibited a grain sizeroffar grinding -, 140 nm, the ac voltage drop per single grain bouggasy,

and 0.25 m for polishing. Final thinning of the ceramic tookd1VeNn by

place in a precision ion polishing system (PIPS; Gatan, model Vine Ry
691, Pleasanton, U.S.A.) at 3KV. For HR-TEM imaging, a JEM _ = ms_ 9
3010 (Jeol, Tokyo, Japan) operated at 300 kV was used. (Rg+ Ry D31

gy 1)

RESULTS AND DISCUSSION Here /. denotes th I lied ltageDvihil
. . . ere, enotes the overall applied rms ac voltag ile
In Figure 1a, we show Nyquist plots of the complex impedal rms -
Z()=2( ) +]Z ( ) of the LI-CGC obtained at érent ac NHe sample thickness. We note that the ac voltage drop per

voltages. At ac voltages above.3.0the low-frequency limit single grain boundary could be increased up to almost 1 V
ges. ges 1o . a Y ithout any irreversible changes in the electrical properties of
was set to 10 Hz to avoid electrochemical degradation of

sample. Two semicircles corresponding to the grain and ral% sample.
P P g g 9ralfy extract more quantitative information from the nonlinear

electrical data, we consider the quasi-unietdsdépendence
of the ionic conductivity of thin layers, which can be
approximately described*by

j sinh %E
KT 2

Here, q denotes the charge of the mobile idgsis
Boltzmanis constant; antl is the temperature. We note that
the apparent jump distargg, cannot be interpreted as a
distance between ion sites but is, in the following, considered as
an empirical value. In the weak nonlinear regime, a Taylor
expansion of eq 2 leads to

3
qaappB 1 qaapp Eq

2k T 6 AT (3)
Now we dene a nonlinear conductivity coent 5 by
i(B = B+ SE @
Figure 1.(a) Impedance spectra of the LI-CGC obtainedeatdt
ac voltages. (b) Equivalent circuit fiing the impedance data. and a normalized conductivity by

22676 dx.doi.org/10.1021/jp305309. Phys. Chem. D12, 116, 2267522678



. 2
® _ I®E ., 1 %
(E 0) limz (j(B)/E 6 XgT (5)

When we use sinusoidal eldls with angular frequengywe

have to take into account that the current density can be split

up into a component being in phase with #ié, in the

following denoted hy and a component with a phase shift of
9C*, denoted by . The in-phase compongrdan be written

as

Eosin( t)+ B sir( 1)

—
|

{()Eesin( 9+ = () Exsin( )
S% A3 )E3sin@3 1)

(6)
When we now dee a eld-dependent conductivity by

(Bg= ( 0.BE j( 0,E)E @)
the eld-dependent normalized conductivity is given by
2
1 93
& =1+ — —ppEo Figure 2.(a) Plot of the normalized grain boundary conductivity
(B, 0) 8 XKgT (8) versus the ac voltage per single grain boundary. (b) Plot of the

. . . ) normalized grain boundary conductivity in the weak nonlinear regime
The apparent jump distance obtained fromo&the eld %réd t10 eq O,

dependent normalized conductivity is generally in the rang
from 2.5 to 3.5 nrf.

In the following, we assume that the grain boundanyndication that a number sérialbarriers exist at the grain
conductivity also obeys this univerddl dependence. Since boundaries, which are all higher than the barriers in the grains.
the eld amplitudeg, the ac voltage drop per single grainThese higher grain boundary barriers may be caused by a highly
boundary 4, and the grain boundary thickngsare related  defective crystalline structure, by a low crystallinity of the grain

viaEg = ( 2 4f ¢, We can rewrite eq 8 as boundary layer, or by mechanical stresses at the grain-to-grain
2 contacts. Each barrier is slightly lowered by the external voltage
( gt) _ _ 1 d@pp gb (see Figure 3), leading to a decrease of the grain boundary
. 0 nom( g9 = 1 + 2 AT o resistance.
gb gb ©) In Figure 4, we present HR-TEM images of the LIC-GC. In

In Figure 2a, we plot the normalized grain boundar§greement with former SEM measurefh¢nes HR-TEM

conductivity versus the ac voltage drop per single graii
boundary. We observe a strong increase of the grain boundary
conductivity by a factor of about 10, when the ac voltage per
single grain boundary is increased to 0.8 V. Since the universal

eld dependence of the ionic conductivity has been found in
the weak nonlinear regitheith < 2, we havetted our
data in this regime by eq 9 (see Figure 2b). The only unknown
quantities in this equation are the apparent jump distance and
the thickness of the grain boundary. Assuming an apparent
jump distance of 3 nm, a grain boundary thickness of 7.5 nm is
obtained. This result suggests that within layers of this
thickness at the grain-to-grain contacts barriers exist which
are higher than the barriers in the grains.

We note that the activation energgrdince between grain
boundary and grain conductivity is only 30°fave assume
this activation energy elience is caused by a single barrier per
grain boundary, e.g., a single space-charge layer (SCL), then an
external voltage per single grain boundary of about 30 mV
should be sucient for lowering the grain boundary activation
energy to the value of the grain activation energy. Thus, o

I ¢ ¢ . f th in b daigure 3.Superposition of an external electrical voltage (a) with a
would €expect a strong Increase 0 € grain boundal gle barrier and (b) with a number of serial barriers in a grain

conductivity around 30 mV ac voltage. However, in oWoundary, respectively. In case (a), a relatively small external voltage is
experiments, much higher ac voltages per single gb (>500 ng¥)cient for reducing the grain boundary resistance to the level of the
had to be applied for reducing the grain boundary resistanceyigin resistance, while in case (b), a much higher external voltage is
a level similar to the grain resistance. This provides a stroaguired.

22677 dx.doi.org/10.1021/jp305309. Phys. Chem. D12, 116, 2267522678



degree of crystallinity. The dislocations in the type-B grain
boundaries are most likely responsible for the slightly higher
activation energy for the grain boundary ion transport as
compared to the grain ion transport.

CONCLUSIONS

We have studied the decrease of the grain boundary resistance
of the LI-CGC with increasing ac voltage. Rather large ac
voltages per single grain boundary >500 mV had to be applied
to reduce the grain boundary resistance to a level similar to the
grain resistance, although therdince between the activation
energy of the grain boundary resistance and of the resistance is
only 30 meV. This result provides a strong indication that the
grain boundary resistance is not caused by a single barrier (e.g.,
a single space charge barrier), but by a number of serial barriers
in the grain boundary layer, which are all higher than the
barriers in the grains. Assuming thatldedependence of the
grain boundary conductivity follows the quasi-universal
behavior of thin ion conducting layers, we estimated an
e ective thickness of the grain boundary in the range of 7.5 nm.
HR-TEM results indicate that layers with a thickness in this
Figure 4.(a) HR-TEM image of the LI-CGC showing two connected'@Nge exist between grains with similar crystal lattice
grains with crystalline transition region (upper half) and amorpho@sientation. Dislocations in these layers are most likely
region (lower half). A third grain is visible at the bottom of the imageesponsible for the slightly higher activation energy of the
(b) HR-TEM with two dierent grain boundary types. Type-A is agrain boundary ion transport as compared to the grain ion
thin amorphous layer between two grains with strongly dissimilgansport. On the other hand, crystalline grains with strongly
Iatti_ce or_ientiatic')n. Type-B i_s a thicker transition layer between tWissimilar orientation appear to be separated by amorphous
grains with similar lattice orientation. layers, which block the ion transport.

images show that the major part of the ceramic consists of largeAUTHOR INFORMATION

crystalline grains which are attached to each other. Minor patsresponding Author

are amorphous or consist of small grains with diameters arowgdmajl: michael.gellert@chemie.uni-marburg.de.
10 nm embedded in amorphous material. A sketch of t
micro-/nanostructure deduced from HR-TEM is shown i
Figure 5.
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very sharp (Figure 4b). However, the grains are not in dire ) Kjglseth, C.: et @olid State lonRBL] 181, 268 275.
contact, but are separated by a thin layer of amorphous matefigd) mariappan, C. R.: Yada, C.: Rosciano, F.; Rolingodver
(type-A grain boundary). This amorphous layer should Bshurcez011 196 6456 6464.
highly resistive. If the orientation of neighboring grains i%14) Staesche, H.; RolingZBPhys. CheB01Q 224 1655 1676.
similar, wend a relatively thick grain boundary layer (about
5 10 nm), where one crystal lattice orientation passes over
into the other orientation (type-B grain boundary). Although
this type-B grain boundary is thicker than a type-A grain
boundary, it should be less resistive since it exhibits a high
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abstract

Thin “Ims of LiNigsMn150s (LNMO) were prepared on gold-coated stainless steel substrates via a
poly(vinylpyrrolidone)-based sol-gel process. Films with a thickness in the range of 1 m were found
to exhibit a capacity close to the theoretical one. The formation of interlayers (i) between the LNMO
“Ims and the LP30 electrolyte (mixture of dimethyl carbonate (DMC) and ethylene carbonate (EC)
(1:1 viv) containing 1 mol -IS1LiPFs) and (i) between the LNMO “lms and the gold-coated substrate
was studied by means of electrochemical impedance spectroscopy (EIS), time-of-"ight secondary-ion
mass-spectrometry  (ToF-SIMS), and scanning transmission electron microscopy together with energy
dispersive X-ray spectroscopy (STEM/EDX). The combination of these methods turns out to be very pow-
erful for understanding the chemical composition and properties of interlayers and for identifying the
origin of semicircles in Nyquist impedance plots. At the LNMO/LP30 interface, we observe an interlayer
(solid electrolyte interface, SEI)with a thickness of about 50 nm, while at the LNMO/gold interface, a
mixed oxide layer with a thickness in the range of 250 nm is found. The mixed oxide layer is caused by
diffusion of Cr and Ni from the stainless steel through the gold layer. While the LNMO/LP30 interlayer

contributes signi“cantly to the interfacial impedance, the impedance of the LNMO/gold interlayer seems
to be negligible, despite its larger thickness.

© 2014 Elsevier Ltd. All rights reserved.

1. Introduction

Nowadays, lithium-ion batteries are an integral part of our
mobile life. They power not only laptops and mobile phones, but
also electrical vehicles (EV) are equipped with this type of battery.
For EV applications, battery cells with increased gravimetric and, in
particular, volumetric energy density have to be developed. Here,
all-solid-state  batteries are promising [1,2], since compact multi-
layer battery structures can be prepared. In addition, the usage of
non-"ammable solid electrolytes improves safety issues.

The cathode materials used in such batteries should exhibit a
high capacity and a high redox potential vs. Li*/Li. A promising
material is LiNigsMn 1504 (LNMO), which crystallizes in a spinel
structure allowing for three-dimensional Li* ion transport. [3]
LNMO exhibits a redox potential of 4.7V vs Li*/Li and a capacity
around 130 mAhg S1in composite cathodes and up to 148 mAhg S1

Corresponding author.
E-mail address: michael.gellert@chemie.uni-marburg.de (M. Gellert).

http://dx.doi.org/10.1016/j.electacta.2014.03.184
0013-4686/© 2014 Elsevier Ltd. All rights reserved.

as a thin-“Im  material without additives. [4...6] While the mass
production of composite battery electrodes with carbon additives
and polymeric binders is well established, thin-“lm electrodes are
mostly prepared via costly sputtering techniques. A cheaper alter-
native is sol-gel chemistry combined with spin or dip coating. [7]
Here, liquid organic precursors are coated onto asubstrate and are
converted to oxides via a heating process. High temperatures of
about 700 Care needed to form crystalline oxides. However, many
metallic substrates used as current collectors cannot withstand
such high temperatures in air. In basic research, pure gold current
collectors were used successfully. [8...10] As a cheaper alternative,
we have deposited Au layers onto stainless steel substrates.

The electrochemical performance of cathode material can suf-
fer from SElformation at the cathode/electrolyte interface as well
as from dissolution of metal ions in the liquid electrolyte. In var-
ious studies, these effects were investigated for composite LNMO
electrodes containing graphite. The formation of metal "uorides on
the LNMO surface and of polyethylene carbonate on the graphite
surface [11...13] were observed. Caroll et al. [14] studied thin-“Im
LNMO cathodes by means of X-ray photoelectron spectroscopy and
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did not detect any SElformation. In contrast, Mohamedi et al. [5]
carried out electrochemical impedance spectroscopy (EIS) mea-
surements on thin-“lm  LNMO samples in a three-electrode setup
and found an impedance contribution, which they attributed to the
impedance of the esolid-liquid interfaceZ. However from the EIS
results alone, this interpretation is ambiguous. Alternatively, it is
thinkable that an interlayer atthe LNMO/current collector interface
is responsible for the observed process. Recently, Norberg etal.[15]
produced a binder-free electrode by simply pressing LNMO pow-
der onto an aluminum foil. They investigated dissolution effects by
means of "uorescence spectroscopy and found electrolyte decom-
position and partial dissolution of the SEI.

All these studies do not yet provide aunique picture about inter-
layers at the LNMO/electrolyte and at the LNMO/current collector
interface, respectively, and about the impact of such interlay-
ers on the electrochemical performance. In this paper, we show
that the combination of EIS with time-of-"ight  secondary-ion
mass-spectrometry (ToF-SIMS) and scanning transmission electron
microscopy/energy  dispersive X-ray spectroscopy (STEM/EDX)
provides valuable additional information about the formation and
chemical composition of interlayers aswell asabout the impedance
of the interlayers. Thin LNMO “Ims prepared on gold-coated stain-
less steel substrates were “rst characterized in-situ in contact to
a LP30 electrolyte by means of charge/discharge measurements
and EIS.After completing the electrochemical measurements, the
cells were disassembled, and the cathode multilayer structure was
investigated by means of ToF-SIMS and STEM/EDX. Our results
provide clear evidence that interlayers are formed at both inter-
faces, however with different contributions to the cell impedance.

2. Experimental

The Poly(vinylpyrrolidone) route (PVP route) was used for
the preparation of a uniform solution. The starting materials
were the following: PVP powder with an average molecular
weight of 25,000 g/mol, Li(CH3COO) x 2 H,0O, Ni(CH3COO), x 4
H,0O, Mn(CH 3COQ), x 4 H,0, CH3COOH, i-C3H70H, H,O (molar
ratio =0.94: 0.69: 0.34: 0.94: 25.05: 28.19: 43.85). All starting mate-
rials, except the PVP powder (Roth), were obtained from Aldrich.
The materials were mixed, heated to 50 Cand stirred for 6 hours
to obtain a clear turquoise solution.

The metal substrate was prepared by electrochemical deposi-
tion of gold onto chromium-nickel steel (X5CrNi18-10, V2A). Before
deposition, the steel surface was mechanically polished (0.25 m
diamond paste, MD-CHEM polishing pad). The electrolytes used
for the gold deposition were WILAPLAT Haftgoldbad AC3 SSFZ
(Wieland) for the adhesive layer and *WILAPLAT Goldplattierbad
750 SCAWieland) for obtaining asmooth surface. The overall thick-
ness of the Au layer was about 2 m.

Spin coating of the gel onto the substrates was carried out with a
rotation speed of 3000 rpm. The gel “Im was converted to aceramic
oxide by heating to 600 Cin air for 4 minutes. The spin coating and
heating steps were repeated 10 and 20 times, respectively. In the
following, the samples are denoted by LNMO10L (10-layer “Im) and
LNMO20L (20-layer “Im). Finally, the “Ims were heated to 700 C
for 8 minutes in air in order to form crystaline LNMO. The “Ims
thicknesses were determined by means of cross-sectional STEM.
The LNMO20L and LNMO10OL “Ims exhibited a thickness around
1 m and 500 nm, respectively. Samples for powder X-ray diffrac-
tion (XRD) (Philipps X*PERTCu-K ) were obtained by heating 1 ml
of the sol to 700 Cfor 1hin air.

ToF-SIMS measurements on the LNMO “Ims were carried out
using a time-of-"ight  secondary ion mass spectrometer (IONTOF
GmbH). As primary ion source, a Bi* ion gun was used in
high-current  bunched mode (pulsed target current: 0.5 pA). For
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Fig. 1. Powder X-ray diffraction patterns of the LiNigsMn 504 powders obtained
via a sol-gel synthesis.

sputtering, a dual source column sputter gun (DSC-S)with O,* as
sputter species was used to produce a sputter crater with a size
of 300 m-300 m (sputter current around 200 nA). For analysis,
the Bi* ions rastered over a100 m -100 m area in the center of
the crater. A low energy electron gun (20 eV) was used for charge
compensation. After the ToF-SIMS analysis, the crater depth was
determined with a surface pro“lometer (Sloan Dektak 3ST, Veeco
Instruments).

Surface morphology was analyzed by atomic force microscopy
(AFM) (NT-MDT Solver P47) used in semi-contact mode.

STEM investigations have been performed on a double Cscor-
rected (scanning) transmission electron microscope (JEM 2200FS,
JEOL) operating at 200 kV and equipped with an EDX detector
(XFlash 5000, Bruker). To create cross-section samples thin enough
for electron transparency, the lift-out method was used in a dual
beam system (JIB 4601F, JEOL)which contains of a focused (gal-
lium) ion beam (FIB) and a scanning electron microscope (SEM).
As a protection layer for the FIBlamella atungsten deposition was
used.

Electrochemical measurements on the thin “Ims were carried
out at 25 Cin atwo-electrode setup with lithium metal ascounter
electrode. To this end, a BioLogic SP-150 Potentiostat was used.
LP30 (Merck) was chosen as electrolyte, and the electrodes were
separated by 5 pieces of *Whatman GF/AZ‘lters. Impedance mea-
surements were performed at different dc voltages in a frequency
range from 500 kHz to 100 mHz using an ac voltage of 10 mV s . In
order to ensure an equilibrium state of the cell during each EISmea-
surement, the cell was potentiostatically polarized for 4 h before
starting the EISmeasurement. The obtained impedance data were
analyzed using the home-made software suite *Relax Impedance
Spectrum AnalysisZ.

3. Results and Discussion
3.1. XRDand AFM
The XRD examination of the powders obtained from the sol

proved the correct crystal structure (Fig.1.). No signi“cant impuri-
ties could be detected.
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Standard AFM surface analysis of the thin “Ims revealed a
smooth surface with abroad distribution of grain sizes from about 1
50 nm up to about 300 nm. Representative topographic and phase -1000 +——1—————r+——r—1r——1—+—7—Y
contrast images of a LNMO10L sample are shown in Fig. 2aand b. 39 4.0 41 42 43 44 45 46 4.7 4.8 4.9
3.2. Charge/Discharge Measurements of Battery Cells Evs. (LilLi) 7V

. - e Fig. 4. dQ/dV-curves of both LNMO “Ims derived from the second charge/discharge
Battery cells with LNMO thin-“Im  cathodes and lithium metal

cycle.
as counter electrode were charged and discharged twice using a g
current density of 100 Acm 2, before any other electrochemical
measurements were done. This corresponds to a rate of 1C...xT, 160 4——4.1V 47V )
depending on sample thickness. The charge/discharge capacity was ——425V ——485V S
calculated using the electrode area of 1.13 cm? and the “Im thick- ~ 120 4.4V 50V
ness obtained from cross-section STEM images. During the ‘“rst g ]
charging process, both samples exhibit a capacity which is larger c 807 o & &
than the theoretical capacity, see Fig. 3a and 3b. This overcharging ; 40 1o N U T A

is due to irreversible processes, most likely the formation of inter-
layers at the LNMO/electrolyte and the LNMO/current collector
interface. Overcharging is particularly pronounced for the thinner
“Im LNMO10L.

In the second cycle, the discharge capacity of thicker “Ims Z'/Qcm’
LNMO20L is close to the theoretical value of 65.5 AcmS2 mS?,
which is based on the redox pairs Ni2*3* and Ni3*4* around
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Fig. 5. Impedance spectra of a Li/LP30/LNMO20L cell at different cell voltages.



M. Gellert et al. / Electrochimica Acta 133 (2014) 146...152 149

RSEI Rinterlayer RCT
Re CPE,
» » »
CPESEI CPEinterIayer CPEDL

Fig. 6. Equivalent circuit for “tting the impedance spectra shown in Fig. 5.

god © l‘l-85 v Li diffusion in LNMO
] it

~_ 60 NmorLp3o

e ] Li-SEI charge-transfer

© | interlayer 4 48kHz; 450 Hz

G 407 1520 kHz

N 20  ooooedbesco

0 T T T T T
40 80 120 160 200
Z'/Qcm’

Fig. 7. Fitted impedance spectrum of a Li/LP30/LNMO20L cell at 4.85V.

200 2 LINI\III(I)ZIOLI T T T T T T T T T ™3
E —0— 3
160 3 Rer 3

120 4 interlayer = Fig. 10. SEMimage of aLNMO20L lamella. For the preparation of the lamella, LNMO

~ 80 ] ] (I1) was covered with avery thin tungsten layer (I) to prevent degradation and elec-

g ] ] trostatic charge during the ion milling. A gold layer (lll) deposited on stainless steel

c b A _—N b (IV) was used as substrate.

E 40 W -

LiNig5sMn 1 504 is obtained, all manganese ions exhibit an oxidation

T state +IV, and only Ni2*3*/4* redox activity is found. Mn reduction

U i LU can be caused by a loss of nickel ions during the synthesis via the

——————
4.0 4.2 44 4.6 4.8 5.0
Evs. (LilLi") / V

formation of Ni(CO),4.[16]

3.3. Electrochemical Impedance Spectroscopy
Fig. 8. Charge-transfer resistance and interlayer resistance of a Li/LP30/LNMO20L

cell at different cell voltages. . . i .
Nyquist impedance plots of a cell with a LNMO20L thin-

“Im cathode are shown at different cell voltages in Fig. 5. Four
impedance contributions can be clearly distinguished: (i) asemicir-
cle due to the SElon the Licounter electrode. The impedance of this
semicircle was determined by anindependent ElISmeasurement on

4.7V.The thinner LNMOIOL “Ims reach only 33 AcmS2 mS1,
which may be due to the loss of active material during overcharging
in the “rst cycle.

In Fig. 4, derivative curves dQ/dV are shown, in which two
redox peaks for NiZ*3* and Ni3*/4* respectively, can be clearly
distinguished. In addition, the derivative curves reveal a capac-
ity contribution around 4V, which is due to the presence of
Mn 3* impurities  (redox pair Mn3*4*)_If the correct stoichiometry

asymmetric Li|electrolyte |Licell; (i) asecond semicircle partially
overlapping with the Li-SEI semicircle, which is due to interlayers
in the cathodic half cell; (iii) a cell voltage-dependent semicircle
due to charge transfer in the cathodic half cell; (iv) alow-frequency
spike, which is most likely caused by Li diffusion in the LNMO “Ims.
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Fig. 9. a) ToF-SIMS depth pro‘les of a LNMO20L “Im. b) ToF-SIMS depth pro‘les of a LNMO20L “Im in the “rst 200 nm from the surface. c) ToF-SIMS depth pro“le of a

LNMO10L “Im in the “rst 200 nm from the surface.
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Fig. 11. STEMand STEM/EDX images of LNMO20L lamella.
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An equivalent circuit for “tting the impedance data is shown
in Fig. 6. Here, Rg_ represents the electrolyte resistance, while
Rsgr and the constant-phase element CPEsg stand for the resis-
tance and the capacitance of the solid electrolyte interphase on
the lithium anode. The impedance of the constant-phase element
(CPE)is given by Zcpe= & - (i Y>"with n 1. The capacitance of the
constant phase elements was calculated using the Brug [17] for-

&, 1

mula Cepe= Q- % ot - Rinterlayer  @nd CPEyerayer represent
the resistance and the capacitance of interlayer(s) in the LNMO half
cell. Rcr denotes the charge-transfer resistance in the LNMO half
cell, and CPh,_ stands for the corresponding double-layer capac-
itance. Finally, CPE represents Li diffusion in LNMO. A typical “t
result is shown in Fig. 7.

The resistance of the lithium SElis in the range of 50 cm?,
and its capacitance is around 2 FcmS2. When we estimate the

thickness of the SEl,d, via the equation C= OdRA with  r=10-20
(typical range for solid electrolytes), we obtain a value around 6-
12 nm. From the resistance value and the estimated thickness value,
a speci“‘c SElconductivity of roughly 1059 scmS? is estimated.

The resistance of the cathodic interlayer(s), Rinteriayer » IS @bout
35 cm?. This value is consistent with the so-called esolid-liquid
interfacial resistanceZ value in the paper by Mohamedi et al. [4]
The capacitance of the interlayers is about 0.4 Fcm®2. When we
assume again that r=10-20, we estimate an interlayer thickness
of about 30-60 nm and a speci‘c interlayer conductivity of about
1058 Scm®1. The charge transfer resistance Rcr is in the range of
50 cm? in the voltage range around 4.7V. The corresponding
double layer capacitance is about 30.0 FemS2, which is a
reasonable value. The charge transfer resistance and the interlayer
resistance of LNMO20L are plotted versus cell voltage in Fig. 8.
As expected, the interlayer resistance exhibits a weak voltage
dependence.

3.4. ToF-SIMSand STEM/EDXAnalysis

After “nalizing the EISmeasurements, the cells were completely
discharged, disassembled, and the LNMO “Ims were rinsed with
ethanol. Then the “Ims were investigated by means of ToF-SIMS
and STEM-EDX.

Representative ToF-SIMSelement pro“les are shown in Fig.9.An
interlayer on the LNMO surface (SEllayer) could be clearly detected
via H,P*and H,CO" signals originating from the decomposition of
PFES anions and of organic carbonates, respectively. The length
scale of the H,P* intensity decay is around 50 nm for both LNMO10L
and LNMO20L “Ims, which corresponds nicely to the LNMO inter-
layer thickness estimated from the impedance data. Here, we note
that also the results of several other studies point to SElformation
on LNMO particle in composite electrodes [11,12] . The degrada-
tion of the electrolyte is initiated by the formation of PR and
LiF, when traces of H,O are present. PF; catalyzes the reaction of
ethyl carbonate to poly(ethylene oxide) and of dimethylcarbonate
to ethane and CO,. Furthermore, hydrolysis of PF5 produces HF,
which decomposes the entire cathode material, leading to the for-
mation of "uorides and oxy’uorides, like LiF, MnF,, NiF, and PRO.
The H,CO" signal decay length is below 30 nm. In addition, metal
cations, such as nickel and manganese, are detected in this outer
part of the layer. This suggests that the outer part consists primar-
ily of organic decomposition products and of dissolved nickel and
manganese ions.

At the LNMO/gold interface, an interlayer with a thickness in
the range of 250 nm is detected by ToF-SIMS, see Fig. 9. This inter-
layer consists of different metal oxides, in particular iron oxide,
chromium oxide, nickel oxide and lithium oxide. We conclude that
this interlayer is caused by the diffusion of iron and chromium from

Fig. 12. a) Dark-“eld TEM micrograph of a LNMO20L lamella showing mainly the
LNMO “Im. b) Selected area electron diffraction (SAED) pattern created with an
SAEDaperture with adiameter of approximately 150 nm.

the stainless steel substrate through the Au layer. The thickness
of this interlayer is much larger than the estimated thickness of
the cathodic interlayer from the EISmeasurements. In fact, a semi-
circle in the Nyquist plot caused by such thick layer is clearly not
detectable. This provides strong indication that the LNMO/Au inter-
layer is conductive and does not contribute in asigni“cant fashion
to the cell impedance.

Additional information about the LNMO/Au/steel heterostruc-
ture was obtained from STEM/EDX studies. To this end, a
cross-section TEM lamella was cut out of the LNMO20L sample sur-
faces using the FIBIift out method. The SEM image of the lamella
reveals several interesting features; see Fig. 10. Two different gold
layers are clearly distinguishable. The adhesive layer next to the
stainless steel substrate is very dense and homogeneous and con-
tains almost no impurities. The second Au layer is more porous
and contains iron and chromium impurities, which can be seenin
the STEM/EDX data in Fig.11. The LNMO “Im itself seems to have
some pores or cracks, but its surface is dense. Arepresentative dark-
“eld TEM micrograph of the LNMO “Im selecting several re”ections
with the objective aperture and a selected area electron diffraction
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pattern are shown in Fig. 12aand b. The dark-“eld image presents a
grainy composition of the LNMO “Im. Furthermore the diffraction

pattern exhibits a polycrystalline structure of the LNMO “Im. The
STEM/EDX pictures shown in Fig. 11 reveal the existence of avery
thin chromium oxide layer (< 10 nm) between the mixed oxide
interlayer and the gold and con‘rm the existence of the mixed
oxide interlayer (thickness around 250 nm).

4. Conclusions

Thin “Ims of LiNigsMn 1504 were prepared via a sol-gel method
and were spin-coated onto gold-coated stainless steel substrates.
Films with a thickness in the range of 1 m exhibit a discharge
capacity close to the theoretical one.

Electrochemical impedance spectra point to the existence of an
interlayer in the cathodic multilayer structure with a thickness in
the range of 30-60 nm and with a resistance of about 35 cm?2.
ToF-SIMS pro‘ling of the multilayer structure after the EIS mea-
surements shows that an SEllayer with such athickness is present
on the LMNO surface, which was in contact to the LP30 electrolyte.
The SEllayer consists of organic decomposition products aswell as
of different metal "uorides.

In addition, ToF-SIMS and STEM/EDX reveal the existence of a
mixed oxide interlayer at the LNMO/Au interface. The formation of
this layer is caused by the diffusion of iron and chromium from the
stainless steel substrate through the Au layer. The layer is conduc-
tive and does not contribute signi“‘cantly to the cell impedance.

We emphasize that the structural and chemical information
from ToF-SIMS and STEM/EDX is essential for understanding the
in"uence of interlayers on the electrochemical performance of
thin-“lm  batteries. In particular, interlayers between thin “Ims of
active materials and current collectors are often not considered in
much detail. In the future, further studies of solid electrolyte inter-
phases and of other interlayers on high-voltage cathode materials
should be carried out in order to obtain information about the in"u-
ence of the inter-layers on the long-term cycling performance of the
high-voltage cathode materials.
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We have carried out a basic study on the charge transfer across the interface betwggklhiNO4 (LNMO) thin-PIm cathodes

and different solid electrolyte coatings, namely LINH@rO; and LisTisO12. In contact to LNMO, the spinel material {TisO12

should act as a solid electrolyte, since it exhibits a very low electronic conductivity in the fully oxidized state. The thin PIms were
prepared by means of sol-gel chemistry and spin-coating. The electrochemical and interfacial properties were studied by combining
electrochemical impedance spectroscopy (EIS), time-of-Right secondary-ion mass spectrometry (ToF-SIMS) and cross-sectional
SEM imaging. The results show that the LNMO / LiNp@terface combines a low charge transfer resistance with a high stability.
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As one of the next evolutionary steps in lithium-ion battery tech- phous) and Zr@(amorphous). LNMO was chosen as most promising
nology, all-solid state batteries have gained a lot of interest. Thecandidate for all-solid-state batteries due to its relatively low Li in-
improvements in technology are driven by the increasing demand fotercalation strain, its high Li inter-calation/deintercalation potential,
portable electronic devices and for electric vehicles. All-solid-stateand its three-dimensional ionic conductivity. Both the LNMO bIms
batteries show several benebts in comparison to conventional batteand the oxide coatings were prepared by means of sol-gel chemistry
ies with liquid electrolytes. They are non-Rammable, offer high energyand spin coating.Although Li;TisO1» (LTO) is known as an anode
densities and a long lifesparHowever, a major problem in all-solid-  material for lithium-ion batteries, the material should act as a pure
state lithium batteries are large internal resistances, which can be duéhium ion conductor in contact to LNMO, since it exhibits a very
to large bulk resistances of the solid electrolyte and also due to largéow electronic conductivity in the fully oxidized staté Despite the
interfacial resistance between electrodes and solid electrolypeto fact that its LF ion conductivity is also very low (832 S/cm) at
now, there are only very few detailed studies on interfacial resistance98 K, it shares the same crystal structure with LNMO, which ac-
and on charge transfer resistances in solid-state batf&iksas, for cording to the lattice matching concéptould considerably reduce
instance, been found that a coating of the well-known solid electrolytethe LNMO/LTO interfacial resistance. LINbQ(LNO) was chosen
LiPON on top of the high-voltage cathode material [gAWn; 50,4 because of its high ionic conductivity A9 S/cm at 293 K) in its
(LNMO) results in high interfacial resistancg$.The area specibc  amorphous state with an activation energy of 0.59%Rbr compari-
resistance (ASR) of the LIPON/LNMO interface depends strongly onson, amorphous Zr{ZRO) was tested, since its'Lion conductivity
the fabrication technique. ASR values in the range of tik? in the is expected to be very loW.We note that all three coatings were able
case of RF sputterifigand in the range of 10 Mcn? in the case of  to drastically reduce interfacial resistances between cathode materials
pulsed laser depositibBmere reported. These high ASR values may be and thiophosphate-based solid electroly#&¥:>*
related to the limited oxidation stability of LiPON, which could lead Three-electrode impedance spectra at various electrode poten-
to decomposition of LIPON in contact to LNMO and to the formation tials were taken in a half-cell conbguration Au/LNMO/coating/liquid
of a resistive layer. Anodic stability limits of LIPON between 4.5 V electrolyte/lithium with areference electrode being placed in the liquid
and 6.0 V were reported, depending on the fabrication techrif§tie.  electrolyte. From the impedance spectra, information on the charge-

Also many lithium superionic conductors based on thiophosphategransfer resistances at the LNMO/coating interface was extracted.
are not stable in contact to cathode materi&l$. Therefore, it is Furthermore, the structure and chemical composition of the bIlms
important to avoid a direct electronic contact between the superioni@and of their interfaces were studied by means of X-ray diffraction
conductor and the cathode material. This can be achieved by coatXRD), time-of-Right secondary-ion mass-spectrometry (ToF-SIMS)
ing the cathode material with a thin PIm of a stable solid electrolyte,and cross-sectional scanning electron microscopy (SEM).
which is then brought in contact to the thiophosphate superionic con-
ductor. In this case, the electrochemical charge transfer takes place
at the cathode/coating interface. Many of such coating experiments Experimental
were carried out on composite cathodes consisting of active material, )
conductive additives and bind&P'° In this case, it is very difbcult For the preparation of the planar PIm structures, gold substrates
to obtain detailed information about charge transfer resistances at thWeré used. These were mechanically sanded [ SiC parti-
cathode/coating interface. A better suited setup for basic studies i§!€S) @nd polished (0.2fm diamond paste, MD-CHEM polishing
a planar thin-blm structure of cathode and coating. In the case oPad)- ) ) )
LiCoO, cathodes, the resistance of such thin-blm structures was stud- 1€ Poly(vinylpyrrolidone) route (PVP route) was a_ppI|e7d for the
ied by means of impedance spectroscopy. Low resistances were fourff€Paration of uniform LNMO and LTO precursor solutiGif8’ The
for LIC0O,/LiNbOs and LiCoQ/LiTaOs interfacesi2 However, since starting materials for LNMO were the following: PVP powder with

the resistances were not measured in dependence of the electrode ! @verage molecular weight of 25.000 g/mol, Li¢QDO) x 2
tential, a clear distinction between the charge transfer resistance ang20; Ni(CH;COO)x 4 H,0, Mn(CH,COO)x 4 H,0, CH;COOH,

the resistance of the coated bIm itself could not be established. 1-C3H,0H, H,0 (molarratio= 0.94:0.69:0.34:0.94:25.05:28.19:

In this paper, we present the results of a detailed study on pla#3-85)- Al starting materials, except the PVP powder (Roth), were
nar PIm structures consisting of a LNMO cathode bIm coated withPtained from Aldrich. The materials were mixed, heated t&ind
different oxide PIms, namely kTisO:. (crystalline), LINbG (amor- stirred for 6 hours to obtain a clear turquoise s_olutlon. Spin coating

of the gel onto the substrates was carried out with a rotation speed of
3000 rpm for 30 s. The gel bPIm was converted to a ceramic oxide by
ZE-mail: Michael. Gellert@chemie.uni-marburg.de heating to 700C in air for 10 minutes. The spin-coating and heating
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steps were repeated 12 times. Finally, the PIms were heated t6 800
for 60 minutes in air in order to form crystalline LNMO.

The starting materials for LTO were: PVP powder with an av-
erage molecular weight of 58.000 g/mol, Li(gH'), Ti(OCzH;')4,
CH3COOH, i-C3H;0H (molar ratio= 1.2 : 1 : 1.2 : 25 : 25%°
All starting materials, except the Ti(Q8;), (Alfa Aesar), were
obtained from Aldrich. The materials were mixed and stirred for 6
hours to obtain a clear light yellow solution. Spin coating of the gel
onto the LNMO coated substrates was carried out with a rotation
speed of 3000 rpm for 30 s. The gel bIm was converted to a ceramic
oxide by heating to 60 in air for 10 minutes. The spin coating
and heating steps were repeated three times. Finally, the bPIms were
heated to 70QC for 60 minutes in air in order to form crystalline .
LTO.

The starting materials for LiNbOwere: Lithium (Rockwood j A
Lithium), Nb(C,HsO)s (Alfa Aesar), GHsOH (Aldrich), H,O (molar R B RO ¥ o
ratio= 5.5:5.0:85.0: 1.6 Lithium was dissolved in dry ethanol be-
fore Nb(GHsO)s was added. The solution was stirred for 30 minutes, T T e T T
then HO was added. Spin coating of the gel onto the LNMO-coated 10 20 30 40 50 60 70
substrates was carried out with a rotation speed of 1800 rpm for 40 s. 2/ (CuK)

The gel PIm was dried at 150 in air for 10 minutes. The spin coating o

and heating steps were repeated three times. Finally, the PIms werfdgure 1. XRD patterns pristine and coated LNMO PIms on gold substrate
heated to 45@C for 60 minutes in air in order to form an amorphous (90!d index).
oxide.

The starting materials for ZrOwere: Zr(OGH7)4 (70 wt% in
1-propanol), acetic acid and,® (molar ratio= 1 : 6 : 10)2%%0
The Zr(OGH5)4 was dissolved in acetic acid. Subsequent)Dhivas X-ray diffraction analysis.—The X-ray diffraction patterns of the
added to form a clear colorless solution. Spin coating of the gel ontgplanar PIm structures on gold substrates are shown inlF@l pat-
the LNMO-coated substrates was carried out with a rotation speed ofern exhibit Bragg peaks of the disordered spinel phase of LNMO as
3000 rpm for 30 s. The gel PIm was heated to 456r 60 minutes  well as of the cubic structure of the gold substrate. Some spinel reec-
in air in order to form an amorphous oxide. tions ((222), (400) & (440)) are superimposed by gold reRections. The

The PIms thicknesses were determined by means of cross-sectiongfistine LNMO material without additional coating showed no impu-
SEM. To create cross-section samples, the lift-out method was usetlties. The LTO-coated sample had a broadened (111) peak and two
in a dual beam system (JIB 4601F, JEOL) which contains a focused311) peaks indicating two independent spinel phases with different
(gallium) ion beam (FIB) source in addition to the SEM. To avoid ion lattice parameters. The LiNb&@oated and the Zrcoated samples
beam damage in the FIB lamella, a protective layer was created bghowed some small impurity peaks, most likely resulting from partial
means of an electron beam and subsequent ion beam induced tungstettystallization of LiNbQ and ZrQ.
deposition.

ToF-SIMS measurements on the planar PIm structures were carried  Electrochemical properties.—Fhe samples were galvanostatically
out by means of a time-of-Right secondary ion mass spectrometecharged and discharged at G@& cm®2, which corresponds to a rate
(ION-TOF GmbH). As primary ion source, a*Bion gun was used  of approximately 1C. The charge/discharge curves during the second
in high-current bunched mode (pulsed target current: 0.5 pA). Forcycle are shown in Figur@a and 2b. Charge is mainly stored via
sputtering, a dual source column sputter gun (DSC-S) with & the N#*/** redox couple in the voltage region from 4.6 to 4.8 V, but
sputter species was used to produce a sputter crater with a size ofiost of the samples showed some additional electrochemical activity
300um- 300um (sputter current around 200 nA). For the analysis, between 3.8 to 4.3 V, which indicates the presence ofMhThis be-
the Bi* ions were rastered over a 1Q@n - 100pum area in the center comes also evident in the derivative plots dQ/dV shown in FigBees
of the crater. A low energy electron gun (20 eV) was used for chargeand3b. The uncoated LNMO sample showed a relatively strong activ-
compensation. ity in this region, whereas the activity was considerably reduced by the

Electrochemical measurements on the planar PIm structuregoating, in particular by the LiNb§coating. The presence of Nin
were carried out at 2@ in a half-cell conbguration AU/LNMO/  is most likely related to an incomplete substitution of manganese ions
coating/liquid electrolyte/lithium (lithiun® counter electrode) with  in 16d sites with N&* ions, which is caused by Rii dissolution in
a silver wire pseudo reference electrode being placed in the LP3@he liquid electrolyte during charging/discharging. During charging,
electrolyte (Microcell HC & TSC battery cell, RHD Instruments). A hydroRBuoric acid can be formed which is capable of dissolving metal
mixture of dimethyl carbonate (DMC) and ethylene carbonate (EC)ions3#%¢ The coatings act as barriers for the?Nidissolution and,

(1:1 v/v) containing 1 moll®! LiPFs (LP30, Merck) was chosen as in addition, suppress decomposition of the liquid electrolyte at the
liquid electrolyte in contact to the coating. The electrodes were sepat NMO cathode.

rated by 10 pieces of OWhatman GF/AO blters. Impedance measure- Three-electrode impedance data showed two distinct processes for
ments were performed by means of a Zahner Zennium electrochemicahe pristine sample, and one or two processes for the coated sam-
workstation. The cells were subjected to three voltammetric cycles imples (Fig.4aand4b). For all samples, the low-frequency semicircle
the range of 3.5 V to 4.9 V with a scanning speed of 1 mV/s be-was identibed as charge-transfer impedance, with a charge-transfer
fore any other measurements were done. The EIS measurements wamsistance and a double layer capacitance acting in parallel. The high-
carried out at different electrode dc potentials in a frequency rangdrequency semicircle could be attributed to ion transport either in an
from 500 kHz to 10 mHz using an ac voltage of 10 mV In order SEl-type layer on top of the coating or in the solid electrolyte coating
to ensure an equilibrium state of the cell during each measuremen{SEC) layer itself. An equivalent circuit for btting the impedance data
the cell was potentiostatically polarized for 1 h before starting theis shown in Fig.5. Here, R, represents the liquid electrolyte resis-
EIS measurements. The obtained impedance data were analyzed usnce. The ion transport across the SEI-type layer or across the coating
ing the software suite RelaxIS (RHD Instruments). The galvanostatidayer is described by a resistancesRsec in parallel to a constant-
charging experiments were carried out using a Metrohm Multiautolabphase element CRE, sec The impedance e of the constant-phase
equipped with M101 potentiostat/galvanostat. element (CPE) is given b¥cpe = % -( )*"withn 1.Herejis

—— Pristine ——LTO
——LNO —ZRO

I
S

Intensity / arb. Units

EQL
|
(

Results and Discussion
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Figure 2. a) Galvanostatic charging curves and of pristine and of coated 7'/ cm?

LNMO samples during the second cycle. The additional charge capacity be-

yond x = 1.(_)is_ due to electrolyte decomposition. b)QaIvanostatic discharging,:igure 4. a) Impedance spectra of the pristine LNMO sample at different

curves of pristine and of coated LNMO samples during the second cycle.  gectrode potentials (vs. LiLi). b) Impedance spectra of pristine and coated
LNMO samples at 4.6 V (vs. Li/Li).

the imaginary unit, isthe angular frequencgis the pre-factor of the Rsg sec Rer
CPE andn its exponent. The capacitance of the SEI layer/SEC layer Re, CPE

was estimated using the Brug form@ape = [Q - (%) *1Y  where > e—
R is the resistance in parallel andh dimensionless parameféRer

denotes the charge-transfer resistance, and,CBfands for a non- CPEgg, sec CPE,,

ideal double-layer capacitance. Finally, GREpresents Li diffusion ] ] o ) )

in LNMO. Figure 5. Equivalent circuit for btting the impedance spectra.

The SEI/SEC resistance of the pristine sample was 10? and
its capacitance was 0.75F/cn?. An estimation of the thickness of
the SEI/SEC layer, d, based on the capacitaice UdRA, (o=
vacuum permittivity, A= area) with an estimated relative permittivity

r = 20 (typical value for solid electrolytes), yielded a value around
d= 25nm.

Inthe case of the LTO-coated sample, a high-frequency impedanc?ac
semicircle due to an SEl-type layer or due to the LTO layer itself
was not detected (Figtb). This was an unexpected result, since the
conductivity of fully oxidized LTO should be very small. The reason
for this will be discussed in the Electrochemical properties section.

The SEI/SEC resistance of the LiNp©@oated sample was very
small (1.6 cn?). The value of the capacitance pointed to a very thin
SEl layer €5 nm) on top of the LiNb@ layer. The high-frequency
semicircle of the Zr@-coated sample is characterized by a higher
resistance (45 cn?) and a much lower capacitance. The value of the 4

capacitance points to a layer thickness of about 100 nm. This is most
likely the ZrQ, layer itself, see Electrochemical properties section.
The results obtained for the potential-dependent charge transfer

resistance are shown in Fig.
The charge-transfer resistance of the pristine LNMO PIm in con-
t to the liquid electrolyte was in the range of 90cn? at 4.6 V
and the associated double-layer capacitance wad4&n?, which is
consistent with the results in the paper of Mohamedi €€ #or
the LTO-coated bPIm and for the LiNk&oated bIm, the charge
transfer resistance was only slightly higher than for the pristine PIm
(110D120 cn? close to the Li intercalation/deintercalation potential
at4.6 V). In contrast, the charge transfer resistance at the LNMQ/ZrO
interface was considerably higher, i.e. almost 606n?.

All parameters obtained from the bts of the impedance spectra at
6 V are summarized in Table

a) 3004 Pristi LTO b -
) :—Lli;z)me—ZRo ) 2] 104- —o— Pristine  —o—LTO
- 2007 - 2
" 5 — —o—LNO —o—ZRO
L 100 % o
% 0-; % 04
: '1007V N
T 9004 2
g 2007 g —— Pristine —— LTO 3
© 300 © %k1__INO ——ZRO 10" e
38 3.9 40 41 42 43 44 45 46 47 48 49 38 40 42 44 46 48
E (vs. Li"/Li) IV E (vs. Li"/Li) 'V E vs. (Li'/Li)/ V

Figure 3. a) and b) Derivative plot dQ/dV of pristine and coated LNMO Figure 6. Electrode potential-dependent charge transfer resistance obtained
samples during the second cycle. for the pristine and the coated LNMO samples.

Downloaded on 2015-02-12 to IP 132.174.255.116 address. Redistribution subject to ECS terms of use (see ecsdl.org/site/terms_use ) unless CC License in place (see abstract).



Journal of The Electrochemical Society62 (4) A754-A759 (2015) A757

Table |. Parameters obtained by tting the impedance spectra of
the uncoated and coated samples at 4.6 V vs. LiLi (Fig. 4b))

to the equivalent circuit shown in Fig. 5. The calculated specic
conductivities of the SEI/SEC-type layer or the coating layer is
denoted by sg/sec.

Value/coating Pristine LTO LNO ZRO
Rer/  cm? 90 113 117 586
CpL/uFlcm? 40 33 99 104
Rsei/sed  cn? 10 - 1.6 45
Cseusedpt Flen? 0.75 - 5 0.16
d(Rr = 20)/nm 26 - 35 100
seysedp S/cm 0.1 - 0.2 0.2

ToF-SIMS and FIB-SEM experimentsAfter bnalizing the EIS
measurements, the cells were discharged to 3.5 V VgLl,idisas-
sembled, and the cathodes were rinsed with dimethyl carbonate. TheRgyre 8. Cross-sectional SEM image of a FIB lamella prepared from the
the bPIms were investigated by means of ToF-SIMS and cross-sectionalu/LNMO/LTO layer structure. Before preparing the lamella, the LTO layer
SEM. was covered with a protective tungsten layer.

The ToF-SIMS depth probles of the LTO-coated sample are shown
in Figure7. The gold substrate and the LNMO layer are clearly dis-
tinguishable. The depth probles within the LTO and LNMO layers take place, see Fi@ and10. The reason for this is the lower heat-
points to diffusion processes between these layers, namely Mn antteatment temperature of only 48D In the cross-sectional SEM
Ni diffusion into the LTO layer. These processes have most likelyimage shown in Figll, the LNMO layer and the LiNb@layer can
taken place during the bnal heat-treatment of the layer structure dbe clearly distinguished. While the thickness of the LNMO layer was
700 C. In this context, it is important to note that spinels of com- not uniform and ranged from 300 to 600 nm with an average value
position LiNipsMny 54TixO4 (with x up to 1.35) and of composition of 500 nm, the LiNbQ layer thickness was uniformly 550 nm. Since
Li,Mns.TixO4 are known from literaturé® The electrochemical ac- the impedance spectra point to the existence of a SEI-type layer with
tivity of LiNi 9sMn154TixO4 cannot be distinguished from that of a thickness of a few nm, we analyzed the ToF-SIMS proPles at the
LNMO, since both contain the same active redox couples*(Ni, surface of the LiNb@layer. Here, the Li and the F signal decay over a
Mn3/4) The diffusion of Mn and Ni into the LTO layer should range of 3D4 nm. This suggests that the SEI-type layer consists mainly
lead to a considerable increase of its electronic conductivity. This isof LiF at the surface of the LiNb® Since electron transfer across the
most likely the reason why a semicircle reRecting the impedance ofelatively thick LiNbG; layer is very unlikely, we suppose that LiF
the LTO layer could not be detected by electrochemical impedancdormation is caused by a chemical attack of the LiNk#Drface by
spectroscopy. HF traces in the liquid electrolyte.

In a cross-sectional SEM image, the LNMO layer could not be  The ToF-SIMS depth probles of the Zr@oated cathode are
clearly distinguished from the LTO coating (Figu8e The adhesion  shown in Fig.12. Remarkably, the Ni and Mn signals show almost
between the LNMO layer and the gold substrate was very low. At-the same intensity in the LNMO layer and in the Zi@yer. This pro-
tempts to prepare very thin lamellas for scanning transmission electronides strong indication that the layers are not well separated, despite
microscopy (STEM) studies were not successful, because the coatingpe relatively low heat-treatment temperature of 450The cross-
broke loose already during ion milling. The overall thickness of both sectional SEM image shown in Fifj3 reveals that the overall layer
PIms (LNMO and LTO) was approximately 700 nm. thickness (LNMO+ ZrQy) is about 400 nm. A differentiation between

The ToF-SIMS depth proPles of the LiNg@oated LNMO sam-  the LNMO and the Zr@layer is difPcult. It is also interesting to note
ple show that diffusion processes between LNMO and Lijld®not that the Li concentration within the LNMO layer decreases from the

Intensity / cts.
Intensity / cts.

L LR DL T T T T T
800 1000 200 400 600 800 1000 1200 1400 1600

L L L L LR B
200 400 600
Sputter depth / nm Sputter depth / nm
Figure 7. ToF-SIMS depth probles of the Au/LNMO/LTO layer structure. Figure 9. ToF-SIMS depth probles of the Au/LNMO/LiNkQayer structure.
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0 10 20 30 40 Figure 13. Cross-sectional SEM image of a FIB lamella prepared from the

AU/LNMO/ZrO, layer structure (covered with a protective tungsten layer).
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Figure 10. ToF-SIMS depth probles of the AU/LNMO/LiNbfDayer structure | NMOJ/Au interface to the LNMO/ZrQ interface. A possible reason
close to the LiNb@ surface. is an incomplete discharge of the LNMO cathode due to the high
resistance of the ZrQlayer. All these results show that Z@ not
the ideal coating for a LNMO cathode.

Conclusions

LNMO cathode bIms were prepared via a PVP-based sol-gel tech-
nigue in combination with spin coating. The cathode PIms were suc-
cessfully coated with LTO, LiNb@and ZrQ, respectively. The elec-
trochemical and interfacial properties of the planer bIm structure were
investigated by combining electrochemical impedance spectroscopy
with ToF-SIMS and cross-sectional SEM.

The ToF-SIMS depth proPles of the AuU/LNMO/LTO layer struc-
ture provided strong indication for diffusion of Mn and Ni from the

Au LNMO cathode into the LTO coating. Most likely, this induces an
increase of the electronic conductivity of LTO, which could, in turn,
lead to a degradation of the coating or to SEI formation on top of the
coating during extended cycling. In contrast, such diffusion processes
do not take place in the case of the LNO coating, so that a much higher

Figure 11. Cross-sectional SEM image of a FIB lamella prepared from the Stability of this coating during extended cycling is expected.
Au/LNMOJ/LINbO3 layer structure (covered with a protective tungsten layer). The SEM images showed that well dePned LNMO / coating inter-
The particles in the Au substrate have been identibed using energy dispersiiace were formed, so that the charge transfer across these interfaces
X-ray spectroscopy as SiC and originate from the sanding of the substratgould be studied in detail by means of three-electrode impedance
before coating with the bIms. measurements. Taking into account the ToF-SIMS depth probles, all
impedance contributions could be attributed to individual processes.
We found that the overall LNMO / coating interfacial resistance is
governed by the charge transfer resistance. Coating with LTO and
LNO leads to charge transfer resistances of the order of 1007,
which is sufpciently low for all-solid-state battery applications. The
ZrO, coating resulted in a considerably higher charge transfer resis-
tance of the order of 600 cn?. This bnding is in good agreement
with reports in the literature on a low capacity of Zr@oated LNMO
cathodeg?

Overall, our study provides new insights as to why LNO coat-
ing is one of the best suited materials for high-voltage cathodes.
LNO/cathode interfaces are characterized by a high stability in com-
bination with a low charge transfer resistance.

Intensity / cts.
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LiNig sMn 504 high-voltage cathode coated with
Li4TisO1,: @ hard X-ray photoelectron spectroscopy
(HAXPES) study
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A LiyTisO1, (LTO) film was coated as bu er layer onto a LiNi gsMn; 04 (LNMO) high-voltage cathode,
and after cycling of the cathode in a battery electrolyte, the LTO film was investigated by means of
synchrotron radiation based hard X-ray photoelectron spectroscopy (HAXPES). By tuning the photon

energy between 2 keV and 6 keV, we obtained non-destructive depth profiles of the coating material
with probing depths ranging from 6 nm to 20 nm. The coating was found to be covered by a few

nanometers thin surface layer

resulting from electrolyte decomposition.

This layer consisted

predominantly of organic polymers as well as metal fluorides and fluorophosphates. A positive influence
of the Li,4TisO1, coating with regard to the size and stability of the surface layer was found. The coating
itself consisted of a uniform mixture of Li( 1), Ti¢v), Ni(1) and Mn(wv) oxides that most likely adopted a spinel

structure by forming a solid solution of the two spinels LiNi
Ti cations mixing on the spinel octahedral sites. The di usion of Ni and Mn ions into the Li
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DOI: 10.1039/c5cp03837¢e d-shell ions Ni?* (d® and Mn*'

occurred during the heat treatment when preparing the cathode. The doping of Li

0.5sMn1 504 and LisTisO4, with Li, Mn, Ni and
4TisO1, lattice
4TisO1, with the open
() should increase the electronic conductivity of the coating

significantly, as was found in previous studies. The complex signal structure of the Ti 2p, Ni 2p and Mn

WwWw.rsc.org/pccp

1. Introduction

Hard X-ray photoelectron spectroscopy (HAXPES) experienced
rapid development in recent years. Many third-generation
synchrotron radiation sources o er opportunities for high-
resolution photoelectron spectroscopy in a kinetic energy (KE)
range up to 10...15 keV, enabling non-destructive, bulk-sensitive
XPS measurements with considerably increased information
depth of several tens of nanometers!? Varying the inelastic
mean free path (IMFP) by tuning the kinetic energy of the
photoelectrons provides a tool for depth-profiling the chemical
composition of buried interfaces.

An increasing number of studies of electrodes and electrode/
electrolyte interfaces benefits from this technique. -*The non-
destructive depth-profiling approach is advantageous over destruc-
tive sputtering techniques, because the latter can change the

2Fachbereich Chemie, Philipps-UniversitdMarburg, Hans-Meerwein-StraRe 4,
35032 Marburg, Germany. E-mail: michael.gottfried@chemie.uni-marburg.de;
Fax: +49 6421 28 22542; Tel+49 6421 28 22541

 Helmholtz Zentrum Berlin fu Materialien und Energie GmbH,
Albert-Einstein-Stral3e 15, 12489 Berlin, Germany
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2p core levels provides insight into the chemical nature of the transition metal ions.

chemical composition of the interface due to elements-
specific sputter rates.2° To our knowledge, the present work
is the first HAXPES study of the high-voltage cathode material
LiNi 9.sMn 1 504 (LNMO) for lithium-ion batteries. LNMO crystal-
lizes in a spinel structure allowing for three-dimensional Li *ion
transport and exhibits a redox potential of 4.7 V vs.Li*/Li.*° In
typical battery electrolytes composed of organic carbonates and
LiPFs, LNMO suffers from complex surface reactions, which
limit the chemical stability and electrochemical capacity. it
was shown that the application of buffer layers can help to
protect the cathode material from the electrolyte and to
improve the Coulombic efficiency and long-term stability. 824
A recent study on a model system consisting of thin-film LNMO
cathodes covered with LisTisO1»> (LTO) revealed unexpectedly
low impedances.?® In particular, a high impedance contribu-
tion expected for the LTO layer, which is known to exhibit a low
ionic and electronic conductivity, was not detected. Time-of-
flight secondary ion mass-spectroscopy (ToF-SIMS) indicated
the presence of a solid electrolyte interphase (SEI) layer on the
surface of the LTO coating as well as cross-diffusion of nickel
and manganese ions from the LNMO layer into the LTO layer.
In the light of these findings, more detailed information about
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the chemical composition of these layers would be highly
beneficial. In the present study, we investigated the chemical
composition of the SEI layer and of the LTO coating using

PCCP

the synchrotron radiation facility BESSY Il (Helmholtz-Zentrum
fur Materialien und Energie, Berlin, Germany) using the HIKE
end-station with a Scienta R4000 hemispherical electron energy

HAXPES in an energy range of 2...6 keV. The tunable photon analyzer. The general properties of this setup were described

energy allows us to obtain non-destructive depth profiles for
probing depths in the range of approximately 6...20 nm.

2. Experimental details

2.1. Sample preparation and electrochemical characterization

The thin-film cathode was prepared via a multi-step sol...gel assisted
spin-coating procedure using a polished gold substrate. The
detailed procedure was described elsewheré® Briefly, the LNMO
precursor sol was spin-coated on top of the substrate and allowed
to dry. The coating and drying steps were repeated several times,
until the desired LNMO layer thickness was achieved. Before the
LTO layer was coated the LNMO layer, the LNMO layer was heated
to 800 1C for 60 min in order to form a crystalline phase with spinel
structure. The LTO precursor sol was then spin-coated on top of the
AU/LNMO layer structure and dried. The spin-coating and drying
step were repeated three times. Subsequently, the LTO/LNMO/Au
layer structure was heated to 7001C for 60 min to form crystalline
LTO. The final projected layer structure is illustrated in Fig. 1.

For the electrochemical measurements, a commercial cell
TSC battery expanded (rhd instruments) was used. For galvano-
static charging and discharging experiments, a LNMO/LTO cathode
was cycled several times in a half-cell configuration LNMO/LTO/
liquid electrolyte/lithium by applying a current density of 50 A
cm 2in a potential range between 3.5 V and 4.9 Vs. (Li*/Li) (Multi-
Autolab, Metrohm Autolab B.V.). As liquid electrolyte, a 1 M
solution of LiPF g in EC/DMC (1:1) was used (LP30, Merck).

For the HAXPES measurements, a fresh LNMO/LTO cathode
was first characterized by means of three consecutive cyclic
voltammograms with a scanning speed of 1 mV s * and was
subsequently charged and discharged once by applying a
current density of 50 mA cm 2 in a potential range between
3.5V and 4.9 Vvs. (Li*/Li). After discharging to 3.5 V, the cell
was disassembled and the cathode was rinsed with dimethyl
carbonate.

2.2. HAXPES measurement procedure

For this experiment, hard X-ray photoemission spectroscopy
(HAXPES) in the photon energy range of 2 to 6 keV was used.
The measurements were performed at the KMC-1 beamline of

Fig. 1 Idealized layer structure of the LTO-covered LNMO cathode after
spin coating.

2 | Phys. Chem. Chem. Phys., 2015, 00, 1 11

elsewhere?®?” The spot size of the photon beam was approxi-
mately 0.3 0.4 mmZ. Typical photon fluxes were in the order
of 10 to 102 photons per s over the entire energy range.

The depth profile of the sample was obtained by stepwise
increasing the photon energy. As the binding energy of a
photoelectron line stays constant, the kinetic energy of the
photoelectrons increases with increasing photon energy,
enhancing the inelastic mean free path (IMFP) of the electrons.
The tuning of the photoelectron IMFP allows to achieve di er-
ent probing depths resulting in a depth profile of the sample.
Five photon energies were used in steps of 1 keV starting with a
photon energy of 2 keV.

For each photon energy a complete spectrum was collected in
a binding energy range from zero to 1 keV. The measurements
were carried out in constant analyzer energy (CAE) mode with a
pass energy of 200 eV. The data acquisition was performed in
normal emission of the electrons and grazing incidence of the
photon beam. To exclude beam damage e ects, the sample was
shifted to a new position after each measurement.

2.3. HAXPES data treatment

The binding energy scale was calibrated to the Au 4f,, photo-
electron line of a reference gold sample. The intensities of the
survey spectra were corrected with respect to the spectrometer
transmission function T(KE), which describes the e ciency of
the collection lens, energy analyzer and detector to detect
photoelectrons in dependence on their kinetic energy. 2

A standard Shirley background was used for signal deconvolution
(fitting) of selected core level spectra. The fitting procedure was
performed with XPStools,?® a custom-developed program package,
implemented in the data analysis software IgorPro (Wavemetrics)
using asymmetric pseudo-Voigt functions with Lorentzian ( X%) and

Gaussian (100X%) peak shapes. The best mixture of Gaussian...

Lorentzian components GL (X%) is dependent on the instrument
resolution and the natural line width of the specific core hole. The
ratio was adjusted individually for each core level spectrum. The
ratios are in a range of GL (0%) to GL (20%), because of a
predominant instrumental Gaussi an broadening. An exception is
the treatment of the Ti 2p photoelectron lines that can only be fitted
successfully with a higher amount of Lorentzian contribution.

The O 1s, F 1s, and C 1s spectra were fitted using the
minimum number of peaks possible to represent the spectral
shapes. Peak widths were set equal within the fit of a particular
core level spectrum, as the instrumental Gaussian peak broad-
ening is independent of the chemical species and the Lorent-
zian lifetime broadening should be similar for dierent
chemical species in a first approximation. The relative peak
positions were fixed to 0.1 eV in corresponding spectra of
di erent excitation energy. These slight variations were allowed
to account for noise and scatter of the data points.

In the case of the O 1s, F 1s, and C 1s spectra, each fitting
function should ideally represent a specific chemical species,
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which is characterized by its binding energy. However, because of
the large number of possible reactions involved in an electro-
chemical experiment, the exact nhumber of species that form the
spectral shape is not known. The fitting functions that are applied
here are an approximation of the exact number of species present.
Therefore, they do not describe specific chemical species, but
groups of species with a similar chemical shift.

The transition metal (TM) photoemission signals Ni 2p, Mn
2p or Ti 2p display complex peak shapes. They arise from
various processes that can accompany the primary photo-
emission, including shake-up or plasmon loss structures and
multiplet splitting, which make a multicomponent fit neces-
sary, even if only a single chemical species is present. To obtain
guantitative information about the sample composition from a
spectrum that contains contributions from several chemical
species requires accurate fitting models for each of the spectral
components. Since such models are not always available, the
focus of this paper was on the determination of the predomi-
nant chemical species. The complex peak shapes of transition
metal photoelectron spectra can be used as fingerprints of
chemical state of the species. In particular, the chemical state
can be determined by investigating characteristic spectral
features, e.g, the energy separation between the main photo-
electron line and a specific satellite signal. Binding energies of
single peak maxima are often not characteristic and should not
be used alone to identify the chemical state of the TM ion. 3°

The analysis of the chemical state was mainly performed
with the metal 2p photoelectron lines. The starting point of the
analysis was the assignment of the 2p;» and 2p4/, spin...orbit
components and the identification of additional satellite sig-
nals. The spectral features used to assign the chemical state
were taken from literature. The determined chemical state was
the basis for the selection of an appropriate fitting model. In
the literature, fitting models are often only given for the more
intense 2pay» signals. Thus, only the 2ps.» signals were used to
confirm the chemical states by applying the appropriate fitting
models to it. If necessary, these fitting models were modified
empirically. The 2p,,, peaks and additional satellite signals
were fitted empirically to obtain the total intensity of the core
level spectrum for the performed elemental composition
analysis.

The probing depth d, was defined as three times the IMFP
| (KE) of the photoelectrons in the substrate multiplied with the
sine of the electron take o angle versusthe sample surfacey:

dp = 31 (KE)siny (1)

Since the spectra were taken in normal emission here y is 901
IMFPs for TiO,>! were used to approximate the bulk IMFP and
the probing depth.

Analysis of the elemental composition was performed based
on the intensity area Aof the curve fits. The signal depends in a
first approximation on the concentration of the species in the
sample, the probability of electron emission from a particular
core level described by the cross sections and the probing
region dependent on the kinetic energy of the photoelectrons
characterized with the IMFP | (KE). The relative intensity |; n, of

This journal is ¢ the Owner Societies 2015
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a chemical speciesj measured at a photon energy hn is then
estimated with following equation:
. h i
Aj;hn Sj:hn | éKEI?

lishn YaP 2
Jin 7% Aipn Sin | KEPR @

in which the sum runs over all chemical species used for the
elemental composition analysis. The relative intensities of
titanium were calculated by averaging over the Ti 2p and Ti
2s spectra to compensate for uncertainties of the background
determination. Scofield cross sections®? were used for the s
values. The relative intensities were grouped to contributions
from the bulk material and from the surface layer.

The sum of the relative bulk intensities lpyk nn Was used to
estimate the thickness of the surface layer. The surface layer
attenuates the bulk intensities to a certain amount that can be
described by Beeres law:

__d
Ibulk;hn Yse | KE bsiny (3)

The quantity d is the thickness of the surface layer, | (KE) is the
IMFP and y the electron take o angle versusthe sample
surface. Ford ¢ | the relative bulk intensity should approach
zero as the bulk electrons cannot cross the surface layer to
reach the detector. Increasing the IMFP of the photoelectrons
allows to detect more bulk electrons, which enlarges the
relative bulk intensity.

The surface layer thicknessd was calculated as the slope of
the line of best fit for a plot of In  lyuk nn VS. 1/1 . Polyethylene
IMFP values from the NIST Electron Inelastic-Mean-Free-Path
Database’® were used to approximate the IMFP in the surface
layer in line with previous work, © as the surface layer consists
predominantly of organic polymers formed by decomposition
of the electrolyte. An average IMFP was estimated for the bulk
photoelectrons by taking the mean value of their kinetic
energies.

The bulk composition of the coating, Ti xNiyMn,O,, is calcu-
lated in relation to the relative intensity of the O 1s bulk oxide
signal lpyik01s USING the intensities defined in eqn (2), e.g:

| .
XYa—T— 4 4)
Ibqu;Ols

To investigate the dependency of the bulk composition on the
applied background correction method, the intensity area of
the Ni 2p, Mn 2p, Ti 2s, Ti 2p and O 1s spectra was additionally
determined using a Tougaard background with the universal
loss function and the energy loss parameter C = 1643 e\2.3* The
background correction was applied in an area up to 40 eV above
the main peak binding energy. The intensity area was obtained
by numerical integration of the background corrected spectra.
In the case of the O 1s spectra, the determined intensity area
had to be corrected by the fraction of the intensity of the
surface species, which was obtained by the fitting procedure
discussed above. The relative intensities and the bulk composi-
tion were calculated using eqgn (2) and (4).
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3. Results and discussion

3.1. Electrochemical analysis

The LNMO/LTO/LP30/Li cell was charged galvanostatically and
was discharged at a current density of 50 mA cm 2. A selection of
charge/discharge curves are shown in Fig. 2a. All curves exhibit two
plateaus around 4.7 V vs. Li*/Li, corresponding to the oxidation/
reduction of the redox couples Ni®**" and Ni®*#*) Also present is
an additional, less extended plateau around 4.0 V vs. (Li*/Li), which
is associated with the oxidation/reduction of Mn G*/4*)

The presence of M+ becomes also more evident in the dQ/dV-
plot in Fig. 2b. This is most likely due to an incomplete substitution
of manganese ions in the spinel 16d sites with Ni2*. Earlier
studies® already indicated that the nickel deficiency is a result of
cross-di usion of Ni 2* from LNMO into the LTO coating, which is
confirmed by characterizing the chemical composition of the LTO
layer with HAXPES, see Section 3.4. In addition, the initial specific
capacity is much higher than the theoretical capacity of uncoated
LNMO (65.5mAhmm tcm 2)*which is most likely a result of the
di usion of Mn and Ni into the LTO layer.

The e ect of the LTO coating on the chemical stability in contact
to liquid electrolyte was investigated by comparing the charge/
discharge measurements to the ones conducted with an uncoated
LNMO film. The LTO-coated sample showed an improved stability
over time (Fig. 2c), while the uncoated cathode retained only 35% of
the maximum capacity after 100 cycles, the LTO coated sample
retained nearly 60% of its initial capacity.

PCCP

The Coulombic e ciency of the uncoated sample displayed
in Fig. 2d was in the range of 75% to 87%, which is comparable
to results reported by Arrebola et al.*® The LTO-coated sample
showed more constant Coulombic e ciencies around 90%
(except for the first cycle). Taking into account both the
enhanced capacity retention and the improved Coulombic
e ciency, it can be concluded that the coating helps protecting
the cathode material and the electrolyte from degradation.
Nevertheless, at least 10% of the charge is available for parasitic
side reactions, such as SEI formation at the interface of LTO/
liquid electrolyte, which was also investigated by HAXPES
analysis, as will be described in Section 3.3.

3.2. Survey spectra and depth profile

Fig. 3 displays the survey HAXPES spectra of the LTO coated
LNMO thin-film cathode (electrolyte: 1 M LiPF ¢ in EC/DMC
1:1) in its discharged state with the nominal composition
LiNipsMn; 50, after conducting three cyclic voltammograms
and a single charge and discharge cycle between 3.5V and 4.9V
with a current density of 50 nA cm 2. The spectral features can
principally be assigned either to components originating from
the electrode material (titanium, manganese, nickel and oxy-
gen) or from electrolyte decomposition products (carbon, fluor-
ine, oxygen) forming a surface layer on-top of the electrode. A
detailed peak fitting analysis was performed with the high-
lighted elemental signals in Fig. 3. It has to be emphasized that

Fig. 2 Electrochemical analysis of LTO coated LNMO cathodes. (a) Voltage profiles during galvanostatic charge/discharge, (b) a derivative plotd Q/dV,

(c) normalized discharge capacity versuscycle number, and (d) Coulombic e ciency

4 | Phys. Chem. Chem. Phys., 2015, 00, 1 11

versus cycle number, for a coated and an uncoated LNMO cathode.
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Fig. 3 HAXPES survey spectra of the LTO-coated LNMO thin-film cathode with assignment of the spectral features to elemental core levels, for photon
energies from 2 to 6 keV as indicated. Each spectrum was normalized by its total intensity area. The red boxes mark the regions used in further analysis.

phosphorus and lithium signals were excluded from the analy-
sis because of their low intensities.

Fig. 4 displays the depth profile for the LTO coated LNMO
thin-film cathode obtained by quantitative analysis of the data
in Fig. 3 as described in Section 2.3. The probing depth for a
specific photon energy was estimated using egn (1) by three
times the average IMFP of the photoelectrons of all core levels
used. The IMFP is dependent on the kinetic energy (KE) of the
photoelectrons. Thus, the probing depth is not uniform for a
given photon energy as the KE of the photoelectrons varies with
the binding energies of the core levels. Especially the IMFP of
high binding energy core levels such as Ni 2p compared with
low binding energy core levels like C 1s should be quite
di erent. However, in the high KE regime of HAXPES with
IMFPs in the nanometer scale the dierence between the

individual IMFPs of the core levels fall below the error (about
20%)* for estimating the IMFP itself by using approximated
values. Even at a photon energy of 2 keV the individual IMFPs
are in this range of error, which justifies the averaging. The
chemical species were assigned to either components of the
bulk electrode coating material or components of the surface
layer. The surface layer attenuates the bulk intensities to a
certain amount as was discussed in Section 2.3. The sum of the
bulk intensities increase with increasing probing depth follow-
ing an exponential trend as expected on the basis of egn (3).

3.3. Composition of the surface layer

The LTO coating is covered by a surface layer that consists
mostly of organic polymers (90%) and minority species, such as
metal fluorides and fluorophosphates (10%). The chemical

Fig. 4 Near-surface depth profile of the LTO coated LNMO thin-film cathode. Relative intensities according to the curve fits of the core level spectra,
grouped into contributions of the bulk coating and the surface layer. The predominant oxidation state of the metal ions is indicated. The average probing
depth is specified on the right side of the graph. Increasing probing depth is indicated with an arrow.

This journal is ¢ the Owner Societies 2015

Phys. Chem. Chem. Phys., 2015, 00, 1 11 |5

10

15

20

25

30

35

40

45

50

55



10

15

20

25

30

35

40

45

50

55

Paper

PCCP

Fig. 5 HAXPES (a) O 1s, (b) C 1s and (c) F 1s spectra of the LTO coated LNMO thin-film cathode with signal deconvolution and assignment to the
indicated chemical species. The spectra were taken with a photon energy of 3 keV. In case of the O 1s spectrum, both the Shirley background and a

Tougaard background are shown (see the text for further details).

composition was determined by analyzing the C 1s, O 1s and F 1s

polycarbonates, polymeric hydrocarbons and electrolyte salt

core level spectra (Fig. 5). In case of the C 1s and O 1s spectra, the decomposition products such as LiF or Li,PQ/F,.

spectral shape is dicult to deco nvolute into contributions from
distinct chemical species, because the sample contains most likely a
large number of C and O species with slightly dierent binding
energies. In the O 1s signal, the intense main feature at 529.4 eV is
attributed to the metal oxides of the bulk coating. Less intense
contributions in the BE range f rom 530.5 eV to 533.4 eV can be
assigned to various species that have previously been reported as
typical decomposition products of the electrolyte (see Section 2.1):
poly(ethers), poly(carbonates), lithium alkoxides and carbonates.®3®
The spectral features of the C 1s gectrum support these assign-
ments: for example, the C 1s peak at 285.8 eV and the O 1s peak at
531.4 eV can be associated with poly(ethylene oxide) (PEGY,which
is formed by direct polymerizati on of ethylene carbonate (EC)via
poly(ethylene carbonate) (PEC)16-8

ec T pec “* PEO ®)

The reaction is catalyzed by the Lewis-acid PE resulting from
decomposition of the electrolyte salt. Residual water can also lead
to the hydrolysis of LiPFg.2639%°

LiPFs 2 LiF + PR (6)
PR + H,O- POFR; + 2HF @)
POR; + XLi* + 2xe - LiyPFs 4O +xLiF ®)

The decomposition products can be related to the three signals

The thickness of the surface layer is calculated to be 2.9
0.4 nm using egn (3) and estimating typical errors in the relative
intensities of 10%** and in the IMPFs of 20%3* (for details see
Section 2.3). This result is in good agreement with previously
published ToF-SIMS data® In contrast, formation of considerably
thicker SEI layers has been repated for uncoated LNMO cathodes
which had been in direct contact to the battery electrolyte. Edstro m
et al. discussed the surface layer in terms of a solid permeable
interface (SPI) that does not passivate the cathode surface, but
enables further electrolyte degradation as fresh electrolyte can be
transported continuously to the cathode surface. *>%® This resulted
in an increase of the surface layer thickness with increasing cycling
number. The comparatively small thickness of the surface layer
found here is in accordance to the electrochemical experiments
discussed in Section 3.1, which showed an improved stability over
time for the LTO coated sample.

3.4. Composition of the bulk coating

The coating material mostly consists of Ni(1), Mn(iv) and Ti(iv)
oxide species. This is revealed by the analysis of the core level
spectra of these elements that will be discussed in detail in
Section 3.5. The bulk coating composition TiNiyMn,O,, as
determined on the basis of the relative peak intensities, in
dependence on the probing depth is plotted in Fig. 6. The
electrode composition is uniform within the margins of error,

of the F 1s spectrum: the peaks at 687.7 eV, 686.4 eV and 684.1 eV only the concentration of manganese decreases slightly but

are attributed to Li.PFR 4O species, LiF, and additional metal
fluorides such as MnF, and NiF,, respectively. The latter can be
formed by reaction of LNMO with HF. 141641
The chemical composition of the surface layer is in line with

previously reported data of similar cathode systems.35:36:42
Edstrom et al. provided an overview of the cathode...electrolyte
interface composition of the commonly used cathode materials
LiMn ,Q4, LIC0O,, LiNiO, and LiNi; 4Co0,0, as determined by
photoelectron spectroscopy3® These investigations revealed the
presence of similar surface species as found here, including

6 | Phys. Chem. Chem. Phys., 2015, 00, 1 11

significantly. This e ect can be attributed to additional MnF ,
deposited at the surface as indicated in the F 1s spectra. The
bulk composition is strongly aected by the applied back-

ground correction method. For example, using a Tougaard
background increases the amount of manganese by over 60%.
This result emphasizes the influence of the inelastic back-

ground intensity as the Tougaard and Shirley method define

and exclude this intensity di erently (see Fig. 5a and 8a...c). The
mean bulk CompOSition is Li 1_1Ni0_24 0.03MNg 40 0_04Ti1_2 0.204,
as was estimated by averaging over the probing depths and
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background methods. The lithium content was determined on
the basis of charge neutrality considerations.

To explain the presence of Ni and Mn within the probed layer, it
is proposed that nickel and manganese ions diuse from the
LNMO cathode material into the LTO lattice during the heat
treatment, which is part of the preparation procedure of the
electrode (see Section 2.1). Since both, LNMO and LTO crystallize
in a spinel structure with similar lattice parameters “* and similar
ion radii, “® it is likely that the bulk coating can be considered as a
solid solution of the two spinels LNMO and LTO. In fact, quatern-
ary and ternary spinels of the composition LiNi gsMn;s xTixO4
Or xr 15) (LNMTO) and LizMns 4TiyO10 (Or xr 5) have
been reported in the literature. “® In the quaternary spinel LNMTO,
all cations except lithium prefer octahedral coordination: the
cations Ni2* (d®) and Mn** (d°) experience a high crystal field
stabilization energy. Ti** (d°) benefits from an improved Coulomb
attraction at the octahedral sites. “° In a spinel structure, the metal
ions occupy the two octahedral sites (O) and one of the four
tetrahedral sites (T). In case of the 4-5-12 system L4TisO,5, the
cations are distributed as Li+[Li/3Tizs]loO4. Applying this cation
distribution with respect to the preferred coordination to the
estimated bulk formula yields Li t[Lig 1Nig 24Mng40Ti1.5004. The
occupation of the octahedral sites thus nearly reaches the ideal
value of 2, which underlines the validity of the estimated bulk
composition and the formation of a quaternary spinel solid
solution. The partial replacement of Ti ** (d°) ions at the
octahedral sites with the open-shell NiZ* (d® and Mn** (d°) ions
should significantly increase the electronic conductivity of the
LTO layer, as was found in previous impedance spectroscopy
measurements 2

3.5. Analysis of the transition metal core level spectra

Fig. 7 displays 2p core level spectra of titanium, nickel and
manganese with the respective signal deconvolutions.

Fig. 6 Dependence of the bulk coating composition Ti ,Ni,Mn,O,4 on the
photon energy. The bulk composition is given as the relation of the relative
intensities of the transition metals to the relative intensity of the O 1s metal
oxide signal. The relative intensities were determined by using either a
Shirley or a Tougaard background.

This journal is ¢ the Owner Societies 2015

Paper

Generally, oxide species forming the bulk coating material
and/or fluoride species resulting from dissolution processes
with hydrofluoric acid can be present in the spectra.

The Ti 2p spectrum (Fig. 7a) consists of the spin...orbit split
2ps;>» and 2p;, main photoelectron line, two well resolved
shake-up peaks and an additional broad feature, which can
be attributed to an inelastic energy loss peak.*” The origin of
the two shake-up satellites can be explained in terms of exciton
formation. “® The spectrum was fitted empirically by applying a
single fitting function to each of the five spectral features.

The Ti 2pz, BE of 457.8 eV is at the lower energy side of 16
reviewed BEs of TiG* with a mean value of 458.7 eV and a
standard deviation of 1.3 eV. This quite low BE excludes the
presence of large amounts of titanium fluoride species, for which
2ps» BEs of 461.6 eV (Tif) and 459.9 eV (Tik) were reported*’

Further insight into the chemical state of titanium is provided
by the energy separationDE,; between the main 2p5;, peak and the
shake-up satellites. It has been found that DEs increases with the
electronegativity of the ligand and the oxidation state of the
metal.>° The DE., values of 13.3 eV and 18.7 eV for the first and
second shake-up satellite, respectively, of the Ti 2p spectrum fit well
to the literature values of 13.1 eV and 18.9 eV for TiQ.%* For
comparison, the DE; value of the first shake-up satellite is
reported to be 14.1 eV for TiF, and 12.2 eV for TiF:.>° Thus, the
chemical state of Ti corresponds to a Ti(iv) oxide similar to TiO , and
can be attributed to the LTO coating material.

The Ni 2p spectrum (Fig. 7b) displays a complex peak shape
composed of various overlapping spectral features, which are
divided into contributions of the 2p 3, and 2p,,» signals. The
2p3» signal exhibits two pronounced features, a main photo-
electron line at 854.7 eV and a broad satellite peak at 861.0 eV.
They are assigned to a cdL screened and to a cd® unscreened
final-state configuration, 52®>*respectively (c is a core hole, L is a
ligand hole) in terms of the charge transfer model. **

Although these two features exist in the 2p spectra of many
nickel compounds, their energy separation DEg,; has not been
used for chemical state identifications in the literature (unlike
in the case of Ti 2p, as was discussed above). The reason for this
is that Ni 2p spectra are strongly aected by ligand...metal
screening effects®®57As a result, the spectral shape of these
two features can vary distinctly by changing the chemical
environment of the nickel atom. >’ For example, the 2ps/» main
photoelectron line of NiO exhibits a peak splitting into two
components at 854.1 eV and 856.2 e\?® which is missing for
the Ni 2p3,» signal in Fig. 7b. The occurrence of peak splitting
makes a chemical state identification by investigating the
energy separation between these features difficult as it becomes
uncertain which peak maxima have to be chosen for the
comparison. Therefore, the predominant chemical state of Ni
was determined by comparing the entire spectral shape with
reference spectra from the literature.

Based on the considerations at the beginning of Section 3.5,
the nickel species present here should be either NiF, or an oxide.
However, NiF, as the predominant species can be excluded by
comparing the peak shapes and the BEs of the two 2, main
features that occur at significantly higher binding energies of
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Fig. 7 HAXPES core-level spectra in the regions of (a) Ti 2p, (b) Ni 2p, (c) Mn 2p and (d) Mn 3s, for the LTO coated LNMO thin-film cathode, taken with a
photon energy of 3 keV. Besides the Shirley background used for the curve fitting a Tougaard background is presented in (a...c).

858.1 eV and 863.6 eV for Nig®” than those found here (854.7 eV
and 861.0 eV). In contrast, the Ni 2p spectrum displayed here
strongly resembles literature spectra of mixed crystals of
NixMg; O°%°° with high magnesium content. The similarities
include both the spectral shape and the binding energies of the
2ps; main features. It has been shown that diluting NiO by
diamagnetic Mg?* ions induces a change in the Ni 2p peak shape
letting the high energy shoulder of the 2p 3, main photoelectron
line of NiO vanish. 5>® A di usion of Ni ions into the LTO layer
with diamagnetic Ti( iv) d° ions could induce a similar e ect with
respect to Ni. Thus, the chemical state of nickel should corre-
spond to Niions in a (diluted) Ni( 11) oxide. However, the presence
of additional NiF , traces cannot be excluded, because the 2p),
signal was fitted with empirically modified fitting parameters for
NiO from the literature. 52

The Mn 2p spectrum (Fig. 7c) consists of the well separated
2ps/z and 2p,/, photoelectron lines and an additional satellite at
the high binding energy side. The asymmetric peak broadening
observed in the 2ps,» signal to higher binding energies and in
the 2py1, to lower binding energies results from multiplet
splitting. Mn( 1), Mn(in) and Mn(iv) compounds exhibit pro-
nounced multiplet splitting because their d-electrons can cou-
ple with the unpaired electron in the core hole. This distinct
peak broadening and the complex signal shapes usually
obscure the di erences in the 2p 35, binding energies of di erent
manganese compounds. Thus, absolute binding energy values

8 | Phys. Chem. Chem. Phys., 2015, 00, 1 11

are a poor indicator for determining the chemical state of
manganese3®® However, the spectral shape of the Mn 2p
spectra is strongly dependent on the oxidation state and the
electronic configuration of the Mn atoms, according to the
literature. 52 The chemical environment has only little influence,
which means that di erent compounds can lead to similar peak
shapes if the oxidation state and the electronic configuration of
the Mn ions are the same. For example, MnF, and MnO display
similar 2p spectra as in both cases Mn has the oxidation state +II
and a high-spin d® electron configuration. 3062

The predominant oxidation state of Mn can be determined by
the energy separation DEg,; of the 2p 4, peak and the satellite signal
and additionally by the multiplet splitting of the Mn 3s core level
(Fig. 7d)8® The DE. value of 11.7 eV and the Mn 3s multiplett
splitting of 4.2 eV agree well with literature data of Mn( v)O, (11.8
eV and 4.4 eV, respectively§> For comparison, the DE,, value and
the Mn 3s multiplet splitting of Mn( m1),05 are reported to be 10.1 eV
and 5.4 eV, respectiveh?* The +II oxidation state of Mn can be
excluded, because its characteristic shake-up satellite between the
2p1» and 2pz» components at about 647 eV is missing in the
spectrum in Fig. 7¢.%°%° Thus, the predominant chemical state of
Mn corresponds to a Mn(iv) oxide. The presence of the fluoride
species MnF, can be excluded, because it is not stable under the
experimental conditions. %

The high binding energy side of the 2p 3, signal can be
described by a fitting model for MnO , based on the Gupta and
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Fig. 8 Depth profiles of the LTO coated LNMO thin-film cathode. Left, idealized large-scale depth profile on the basis of ToF-SIMS data.

Paper

25 Right,

detailed near-surface depth profile as derived from HAXPES: Ni and Mn ions di use from the LNMO layer into the LTO coating during preparation of the
electrode. The cathode is covered by a thin surface layer consisting of decomposition products of the electrolyte.

Sen multiplet structure. 8 The multiplet envelope was modeled
by five fitting functions with fixed relative intensities and
binding energies. An additional peak assigned to a shake-up
feature was added at about 645 eV according to literature®* The
shoulder at the low binding energy side of the 2p 3, signal that
cannot be described by the fitting model is attributed to
additional Mn( m) or Mn(u) species. It is known that Mn(ur)
contaminations are typically present in Mn( iv) oxide spe-
cies2%®1 Mn(11) could occur as MnF, that is formed by reaction
of LNMO with HF as discussed above.

3.6. Structure of the electrode

A schematic representation of the structure of the LTO-coated
LNMO thin-film cathode is shown in Fig. 8. The idealized large-
scale ToF-SIMS depth profile on the left hand side was reported
previously.?® The data showed the existence of two di erent layers
assigned to LNMO and the LTO coating on top of the gold
substrate. The dimension of these two layers can only be approxi-
mated as they are not clearly separated from each other. Mn and Ni
species were found in the LTO coating, indicating a cross-di usion
of these ions from the LNMO layer into the LTO layer.

The right hand side of Fig. 8 shows the detailed near-surface
depth profile as was derived from HAXPES in the present work.
The maximum probing depth is about 20 nm. Within this range,
the coating film of the cathode consists of a mostly uniform
mixture of Li(1), Ti(v), Ni(n) and Mn(iv) oxides with the composi-
tion Li 1 1Nig24 0.0dMNg.40 0.04Ti12 0204 Thus, all metal ions are
in the same oxidation state as in LNMO and LTO, respectively.
The components of the coating possibly adopt a spinel structure
by forming a solid solution of the LTO and LNMO phases with
Li, Mn, Ni and Ti cations mixing on the spinel octahedral sites.
The cathode is covered by a 3 nm thin surface layer resulting
from electrolyte decomposition products. The surface layer con-
sists predominantly of organic polymers (90%) as well as metal
fluorides and fluorophosphates (10%).

4. Summary and conclusions

In this study we investigated a thin-film LiNi o sMn; sO4 cathode
coated with Li4TisO1, using electrochemical charge and dis-
charge experiments and subsequent hard X-ray photoelectron

spectroscopy (HAXPES) measurements in an energy range of 2...

This journal is ¢ the Owner Societies 2015

6 keV. We obtained non-destructive depth profiles of the cathode in
its discharged state with probing depths ranging from 6 to 20 nm.
The LTO coating was found to be covered by a 3 nm thin surface
layer that consists predominantly of organic polymers (90%), as
well as metal fluorides and fluor ophosphates (10%). A positive
influence of the Li 4TisO;, coating on the capacity retention was
found, but the size and stability of the surface layer should be
further investigated. Within the probing depth, the coating itself
consisted of a uniform mixture of Li( 1), Ti(iv), Ni(n) and Mn(iv)
oxides and had the composition Li 1 1Nig24Mng40Ti1 50, with all
metal cations having the same oxidation state as in LNMO and
LTO. The presence of Mn and Ni in the near-surface region
indicates that these elements diffuse from the LiNi gsMn4s04
(LMNO) layer into the Li4TisO;» (LTO) coating. Since both LMNO
and LTO are spinels, the resulting solid solution most likely also
has a spinel structure. The doping of Li4TisOq, with the open d-
shell ions Ni?* (d® and Mn** (d®) should increase the electronic
conductivity of the coating significantly and thus provides an
explanation for the very low impedance of the coating material
found by previous studies. Further insight into the chemical nature
of the transition metal ions was achieved by analysis of the complex
Ti 2p, Ni 2p and Mn 2p photoelectron spectra. Because of various
processes that can accompany theprimary photoemission, includ-
ing shake-up or plasmon loss structures and multiplet splitting,
binding energies of single peak maxima are often not characteristic
and should not be used alone to determine the chemical state of
transition metals.
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Abstract

We have carried out a basic study on the charge transfer across the interface betweeinls® (LNMO) high-
voltage cathode films and amorphous LiNE0OIid electrolyte films of variable thickness. Planar film structure
were prepared on top of Au substrates by means of sol-gel chemistry and sipig. dda film structures were
characterized by combining electrochemical impedance spectroscopy (EIS), crasmbkextanning electron
microscopy (SEM) and x-ray photoelectron spectroscopy (XPS). SEM imaging retletielde films are dense
and contain no detectable pinholes. Nb 3d XPS spectra of the LifNimS indicate that Nb is present in a single
oxidation state and are in perfect agreement with literature spectiidtidi. Three-electrode EIS was carried out
in a half-cell configuration of Au substrate / LNMO / LiNbQ@ liquid electrolyte with a reference electrode being
placed in the liquid electrolyte. The analysis of the impedance spectra feredfffLiNbQ film thicknesses
enables us to differentiate between (i) the overall charge transfer resisthfogl interfaces LNMO LiNbOs
and LiNbG; / liquid electrolyte and (ii) the bulk resistance of the LiNK@ms. We obtain interfacial charge
transfer resistances < 50cm?, which is a very promising result in view of the application of such coatings
high-power solid-state batteries.

1. Introduction In order to prevent this, cathode materials have been
The development of all-solid-state lithium ion batteriesoated with thin layers of stable solid ion conductors.
opens up new opportunities for enhancing the energxamples areLisTisO., Al,O;, ZrO, and LiINbG
density and the safety of battery systemsr fdayers*®'®2 \While Li* ion transport across such
electromotive applications as well as for the stationatgtyers is possible, the layers prevent electron transport
storage of renewable enerdis In conventional from the cathode to the battery electrolyte and thus a
lithium-ion batteries, safety risks are closely related wecomposition of the electrolyte. In particular,
the usage of volatile and thus flammable liquidmorphous LiINb@ was identified as a promising
electrolytes. In contrast, solid electrolytes are in genei@ating material for cathodes, since it exhibits high
non-flammable and exhibit a high thermal stability. Fopxidation stability and a rather high ionic conductivity
high-power applications, solid electrolytes with higfabout 1¢ S/cm). For instance, a LiNh@oated
lithium ion conductivity are required. Here, sulfideLliCoO, cathode and a highly conductive;,GeRS;,
based lithium superionic conductors seem to ladectrolyte were used ia prototype high-power $iol-
promising candidatés. Besides their high lithium ion state lithium ion battery.
conductivty, these materials are rather soft, which iBor further enhancing the energy density of such
beneficial for bringing all-solid state batteries into théatteries, it would be desirable to replace LiGo@the
desired shape. However, a drawback of sulfide-baskigh-voltage spinel LiNigMn;sO4, which intercalates/
electrolytes is their limited oxidation stability, whichdeintercalates Li at about 4.7 V vs'Li***’. For the
manifests in reactions with common cathode materiajgower density of such batteries, not only the coating
such as LiCo® or LiNigsMn4 0, (LNMO)1'8'9. These layer resistance is relevant, but also the charge transfer
reactions lead to the formation of highly resistiveesistance at the cathode/coating interface. In principle,
interfacial layers. electrochemical impedance spectroscopy (EIS) is
suitable for differentiating between these resistances.



However, if the thickness of the coating layers is in thEhe poly(vinylpyrrolidone) route (PVP route) was
nm range, this differentiation is very difficult, sinceapplied for the preparation of uniform LNMO precursor
coating layer capacitance and cathode/coatiraplutions® The starting materials for the LNMO
interfacial capacitance are similar. Consequently, waecursor solution were PVP powder with an average
prepared LNMO cathode films coated with a 550 nmmolecular weight of 25.000 g/mol, Li(GBOO) x 2
thick LiNbO; film and carried out EIS measurements ofl,O, Ni(CH,COO), x 4 HO, Mn(CHCOO)x 4 H,0O,

this planar film structuré Remarkably, we observed CH;COOH,i-C3H,OH, H,O (molar ratio = 0.94 : 0.69 :
only one major semicircle in the impedance spectra. An34 : 0.94 : 25.05 : 28.19 : 43.85). All starting
impedance semicircle originating exclusively from thenaterials, except for the PVP powder (Roth), were
LiNbO; layer could not be identified. This indicates thabbtained from Aldrich. The powdered starting materials
the interfacial charge transfer impedance and theere dissolved in the solvent mixtu@H;COOH -
LiNbO; layer impedance do not lead to well-separatetsH,OH + H,O, heated to 560C, and stirred for 6 hours
semicircles in the Nyquist plot. to obtain a clear turquoise solution. The sol was then
In order to study this phenomenon in more detail, wapin coated at a rotational speed of 3000 rpom fos 30
now carried out additional EIS measurements on plamamto the gold substrate to form a gel. Subsequently, the
film structure with different thickness of the LiNbO gel film was converted to a ceramic oxide by heating to
layer ranging from 550 nm to 1.5 um. The thicknes&00 °C for 10 minutes. The spin coating and heating
and morphology of the film structure was investigatesteps were repeated 12 times. Finally, the films were
by means of cross-sectional scanning electrdreated to 800 °C for 60 minutes in air in order to form
microscopy (SEM) subsequent to a focusmad beam crystalline LNMO.

(FIB) cut into the layer structure. In addition, thélhe starting materials for LiNbOwere: Lithium
oxidation state of Nb in the LiNbQOlayers was (Rockwood Lithium), Nb(GHsO); (Alfa Aesa,
characterized by means of X-ray photoelectro@,HsOH (Aldrich), HO (molar ratio= 5.5 : 5.0 : 85.0 :
spectroscopy (XPS). For the EIS measurements, Wwe). Lithium was dissolved in dry ethanol, before
used a half-cell configuratiolAu substrate/LNMO Nb(C,Hs0)s was added. The solution was stirred for 30
/LINbOg/liquid electrolyte with a reference electrodeminutes, then KD was added. Spin coating of the sol
being placed in the liquid electrolyte. Thus, thento the LNMO-coated substrates was carried out with
resistance of the LiNbQlayer as well as the chargea rotation speed of 1800 rpm for 40 s. The formed gel
transfer resistance of the interfaces LNMO / LiNbOfilm was then dried at 150 °C for 10 minutes. The spin
and LiNbQ / liquid electrolyte should contribute to thecoating and heating step was repeated several times.
impedance spectra. Remarkably, we again observe oRipally, the films were heated to 450 °C for 60 minutes
a single major semicircle, even for the film structur@ air in order to form an amorphous LiINpPCLNO)
with the thickest LiNb@ layer. However, an important layer. Three different layer structures with three, six
new finding is that the resistance of the semicirclend nine LNO layers, respectively, were fabricated.
increases in a linear fashion with increasing thickne®r the electrochemical measurements, we used
of the LiNbG; layer and that the conductivity extractedattery-type cell setup (Microcell HC &TSC battery
from this linear relation is exactly in line with the well-cell, RHD Instruments) in combination with a Zahner
known ionic conductivity of amorphous LINBOThis Zennium electrochemical workstation. The
allows us to determine the sum of the charge transfeeasurements were carried out at 293 K in a half-cell
resistances of the two interfaces by extrapioy the configuration Au/LNMO/LiINbQ/(liquid electrolyte in
layer thickness to zero. We obtain a value of only separator) with a silver wire pseudo reference
48 : cnt for the area-specific charge transfer resistanedectrode being placed in the middle of 10 pieces of
of both interfaces. This result demonstrates that th&hatman GF/A separators. The liquid electrelyt
charge transfer resistance between an LNMO cathodd®30, Merck) consisted of a mixture of dimethyl
and well-prepared coating layers is sufficiently low foearbonate (DMC) and ethylene carbonate (EC) (1:1 v/v)

high-power solid-state batteries. FRQWDLQL'QiPF,. PR ©elOwere subjected to
three voltammetric cycles in a voltage range between
2. Experimental 3.5 V and 4.9V with a scanning speed of 1 mV/s,

Polished planar gold electrodes were chosen kefore any other measurements were done. Then EIS

substrates for the preparation of the planar filrmeasurements were performed at different electrode dc

structures. The polishing was done by means of 0.pstentials in a frequency range from 500 kHz to 10
P GLDPRQG SNIDV@HEMDP@ishing pad. mHz using an ac voltage of 10 my Before starting



an impedance measurement at a specific dc potential, Results and Discussion

the cell was first held at this potential for 1 h. Tha) Morphology and thickness of films

collected impedance data were analyzed using theFig. 1a), we show a representative SEM image of
software suite RelaxIS (RHD Instruments). Aftethe layer structure with 9 layers of LiNB@Name of
finalizing the electrochemical measurements, the ceample: LNO_9L) after a FIB cut had been carried out.
were discharged to 3.5V vs. llii, disassembled and The different layers are clearly distinguishable. Both
the cathode was rinsed with dimethyl carbonate. the LMNO film and the LiNb® film are dense and
To determine the thicknesses of the films, cross sectiartntain no detectable pinholes.

of the samples were prepared and investigated by using

a focused (gallium) ion beam (FIB) and a scanning

electron microscope (SEM) (dual beam system, JIB

4601F, JEOL). lon beam damage in the sample was

reduced by depositing a protective carbon layer on the

sample surface before carrying out the FIB cut. The

elemental distribution within the different layers was

mapped using energy dispersive X-ray (EDX)

spectroscopy (detector: Bruker XFlash 5010) in the

SEM.

XPS measurements were conducted in a PHI

Versaprobe 1l Scanning ESCA Microprobe (Physical

(OHFWURQLFV XVLQJ D PR@®&FKURPDWL]HG $0O0 .. ;

source (beam diameter 200 um, X-ray power of 50 W)

equipped with an argon ion gun for depth profiling. The.

analyzer pass energy for detail spectra was set to Zg!g/ure 16/b) EODE ellemental distribution maps of the
eV with a step time of 50 ms and a step size of 0.2 e@l.J LNMO/LNO_3L layer structure.

During measuremest the sample was flooded with h | d be clearly identified b
slow electrons and argon ions using the built-in ioﬁ e LNMO layer could be clearly identified by means

sputter and electron guns in order to compensa% EDX, see Fig. Il b).fOn thed otr;er hanq, sw:ce thire
surface charging effects. Data evaluation wayas & stror:g 9"er apd(')ff'Aul an d'N : ED.thEnas oln the
performed using CasaXPS softwdreFor the charge energy scale, it was difficult to distinguish the Au layer

correction the energy of the Cls-line was set to 2843.§d the LiNbQ@ Iaygr from E.DX aloqe. However as
eV presentedn an earlier study, time-of-flight secondary

ion mass spectrometry (ToF-SIMS) depth profiling of
the LNO_3L sample showed that there is no
intermixing between the Au substrate and the LiRbO
layer. The thickness of the LNMO layer was
approximately 500 nm for all samples, while the
thickness of the LiNb@coating varied between 550 nm
and 1500 nm, see Table 1.

Table 1: Sample names with corresponding number of
LNO layers and the overall LNO coating thickness

Sample Number of Overall LINbO 3
name LiNbO ; layers coating thickness
LNO_3L 3 550 nm
LNO_6L 6 925 nm
Figure 1: a) Representative cross-sectional SEM im gnLNO—gL 9 1500 nm

of the AU/LNMO/LNO_OL structure (covered by a

rotective carbon layer) after a FIB cut at a viewin
P yer) ?n order to obtain information about the oxidation state

angle of 53°. . . .
of Nb in the LiNbQ layer and potential surface layers
formed during cycling, XPS measurements were



performed on the LNO coated electrode after cyclingstimated by using the Brifg formula %l
The survey spectra (not shown) indicated a quite purg 4%2? 95 .
LNO surface with low impurities from the cycling

procedure. All impurities could be removed with a

single low energy sputter clean (500 eV, 5 min). The

Nb 3d-spectrum before sputtering was fitted with a
Gaussian-Lorentzian line shape (GL(30)) and a Shirley
background. The perfect fit illustrated in Fig. 2 provides

strong indication that niobium has only one effective

oxidation state. The resulting energy position of 207.1

eV with a splitting of 2.75 eV matches exactly with the

literature datd for LiNbOs.

Figure 3: Impedance spectra obtained for the half-cell
configurations Au substrate / LNMO / LINBOLP30 at

4.6 V vs. Li/Li. The electrolyte resistance was
subtracted for a better comparison. The inset shows a
small high-frequency semicircle.

The dominating low-frequency semicircle is
represented by a resistancg R parallel to a constant-
phase element CRE Finally, the chemical Li diffusion

_ _in LNMO is described by a constant-phase element
Figure 2: Nb 3d XPS spectrum of the deposneq:PELNMO

LiNbO; film on LNO_6L and fit with a Gaussian-
Lorentzian line.

b) Analysis and interpretation of electrochemical

impedance spectra

The three-electrode impedance spectra of all samples

showed a single dominating semicircle. As an exampleigure 4: Equivalent circuit for fitting the impedance
we present in Fig. 3 Nyquist plots for all samples at apectra.

electrode potential of 4.6 V vs. "Lii. For a better

comparison, the liquid electrolyte resistance waBhe SEl-type process had very low resistances in the
subtracted from the spectra. At very low frequencies,range of 1- F Paid the capacitance was 5 pF/cm>.
straight line with an angle of about 45° is observefin estimation of the layer thickness based on the

(Warburg impedance), which is caused by chemicaghpacitance% |- f\°, (@ = vacuum permittivity, A =

diffusion of Li™"in LNMO. area) with an estimated relative permittivig= 20

) o o _ (typical value for solid electrolytes), yielded a value
An equwalgnt CI.rCUI'[ for fitting the impedance ?pe_Ctr%round d = 3.5 nm, whicfs in good agreement with
is shown in Fig. 4. Here 4R denotes the liquid

electrolyte resistance. A resistancg:Rn parallel to a
constant-phase element Gi2Eis used to fit a small The capacitance of the dominating semicirclgs C

impedance semicircle observable at high frequenCiSBtained from the Brug formula was around Fdcm?,
(see inset of Fig. 2), which most likely originates from B Fig. 5. This capacitance value is also in good
thin SEl-type layer on top of the LiNRQayer, see next

previous results from ToF-SIM%

_ agreement with results obtained in previous stdties
paragraph. The.lmp.edance;pz of a constant-phaseand is within the typical range of double layer
element? (CPE) is given by<, g+ 3?%:E@ with capacitances.

= Q.sHere,i LV WKH LPDJLQDU\ XQLW & LV WKH DQJXODU

frequency,Q is the prefactor of the CPE andits

exponent. The capacitance of the SEI layer was



Thus, although the thickness of the LiNpbfayer has
been increased to 1500 nm in this study, the charge
transfer impedances and the LiNpl@yer impedances

do not lead to separable semicircles in the Nyquist plot.
However, a distinction between the charge transfer
resistances and the LiNBQayer resistance can be
achieved by means of the fit shown in Fig. 6.
Consequently, the y-axis intercept can be identified
with the minimum charge transfer resistances at 4.65 V.

Figure 5. Dependence of the capacitance of the
dominating semicircle & on electrode potential E.

In Fig. 6, we plot the resistance of the dominating

semicircle, Rr, versus the electrode potential for all

three samples. Rexhibits a clear dependence on the

electrode potential with a minimum around 4.65 V.

This indicates that charge transfer resistances play an

important role for R-. On the other hand, Rincreases

with increasing thickness of the LiNQ@ayers. This is Figure 7: Influence of the LiNb® layer thickness on

at variance with the assumption thatrRcan be the resistance Rat 4.65 V.

interpretecexclusivelyas a charge transfer resistance.
The obtained value of 48 cm? is remarkably low in
view of the fact that this value represents the sum of the
charge transfer resistances at both interfaces LNMO /
LiNbO; and LiNbQ / liquid electrolyte. Only very few
studies®>'®?™? have been carried out so far on the
charge transfer resistance at solid electrolyte / liquid
electrolyte interfaces. In some cases, rather high R
values were reportétf®?® In view of these results, it is
likely that the interface LiNb®/ LP30 contributes
significantly to the overall charge transfer resistance of

Figure 6. Dependence of the resistance of thég_ cm2. This implies that the c.harge transfer

dominating low-frequency semicircle, & on the resistance 9f the mterfacg LNMO / LINBCE.|OV\.IeI'.

electrode potential E. f[han othe.r mte.rfac_lal .reS|stances observgd in lithium-

ion batteries with liquid electrolytes. For instance, the

charge transfer resistance of LNMO in direct contact to

In Fig. 7, we plot the minimum value of Rat 4.65 V 5.
H:’BO3 is larger than cm?, and the charge-transfer

versus the thickness of the LNMO layer. As seen frofrl * _ _ -
the figure, there is a linear relation between Bnd resistance of LiCo®in contact to a liquid electrolyte

layer thickness. Thus, the data can be fitted by a straiéf.l\?'%sQ / propylene carbonateis larger than 1000
line with a slope of 110 mcm? / nm (+ 4 m cm? / cm2. Thus, our results demonstrate that the charge

nm) and a y-axis intercept of 48cm? (+ 6 cm?). transfer resistance between LNMO high-voltage
The slope can be identified with a specific resistivity of2thodes and  well-prepared — coating  layers is
110 m cm? / nm = 1.1 M cm, corresponding to a sufficiently low for applying such coating in high-
specific conductivity of 0.9 pS/cm. This specifid®@Wer solid-state batteries.

conductivity value matches perfectly with the reported

Li* ion conductivity of amorphous LiNk£ 2. Summary and Conclusions _
We have carried out three-electrode impedance

These results provide strong evidence that tI§é)ectroscopic measurements on a planar layer structure

dominating semicircle is governed by both Chargéu/LNMO/'LiNbO3/LP3O' with the thickness of the
transfer resistances and the LiNp@yer resistance. -INPO3 coating layer varying between 550 nm and



1500 nm. FIB/SEM imaging confirmed that the LNMQ(3) Ozawa KLithium ion rechargeable batteripes

and LiINbQ layers are dense. The imaging was also  Wiley-VCH: Weinheim, 2009.

used for determining the thickness of the layers. Nb 3d) Ohta, S., Kobayashi, T., Seki, J., Asaoka, T.

XPS spectra of the LINbO3 layers were in perfect Electrochemical performance of an all-solid-state
agreement with literature data. lithium ion battery with garnet-type oxide
Independent of the LiNbOlayer thickness and of the electrolyte Journal of Power SourceX)12 202,
applied electrode potential, the impedance spectra were 332:335.

governed by a single semicircle. The resistance of ti{s) Ogawa, M., Kanda, R., Yoshida, K., Uemura, T.,
semicircle exhibited a minimum at about 4.65 V vs.  Harada, K. High-capacity thin film lithium

Li*/Li, indicating that interfacial charge transfer batteries with sulfide solid electrolytekurnal of
resistances exert a significant influence on the Power Source2012 205 487#490.

semicircle resistance. On the other hand, the resistaiige Kamaya, N., Homma, K., Yamakawa, Y.,

at 4.65 V vs. Li/Li was found to increase in a linear Hirayama, M., Kanno, R., Yonemura, M.,

fashion with the LiNb@ layer thickness, with a slope Kamiyama, T., Kato, Y., Hama, S., Kawamoto, K.,
identical to the specific resistivity of amorphous Mitsui, A. A lithium superionic conductoNat
LiNbO;. These results provide strong indication that Mater2011 10, 6825686.

both charge transfer resistances and LiNd@yer (7) Bron, P., Johansson, S., Zick, K., Schmedt auf der
resistances contribute to the semicircle resistance. By Gunne, Jorn, Dehnen, S., Roling, B.
extrapolating the LiNb@layer resistance to zero, we Li10SnP2S12: an affordable lithium superionic
calculated the charge transfer resistance of both conductorJ. Am. Chem. So2013 135 15694+
interfaces LNMO / LiNb@and LiNbQ / LP30, and we 15697.

obtained a value of 48 cm? (x 6 cm?2). Thus, the (8) Ohta, N., Takada, K., Sakaguchi, I., Zhang, L.,
charge transfer resistance of the interface LNMO / Ma, R., Fukuda, K., Osada, M., Sasaki, T.
LiNbO; appears to be lower than other interfacial LiNbO3-coated LiCoO2 as cathode material for all
resistances observed in lithium-ion batteries with liquid  solid-state lithium secondary batteries.
electrolytes, which is a very promising result in view of  Electrochemistry Communicatio@807, 9, 1486+
applying such coatings in high-power solid state 1490.

batteries. (9) Ohnta, N., Takada, K., Zhang, L., Ma, R., Osada,
M., Sasaki, T. Enhancement of the High-Rate
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