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Zusammenfassung

Die Wechselwirkung von Halbleitern mit elektromagnetischen Feldern ist seit
mehreren Jahrzehnten Gegenstand intensiver theoretischer und experimenteller
Grundlagenforschung. Das Hauptgewicht der Untersuchung von Halbleitern als
,passive” Materialien mit Hilfe optischer Methoden lag dabei lange Zeit auf der
Bestimmung von intrinsischen Materialeigenschaften. Mit der Entwicklung im-
mer besserer Technologien zur Herstellung von Halbleiterstrukturen hat sich die-
ses Gewicht auf die Untersuchung von speziell ausgelegten Proben verschoben,
mit denen man mafigeschneiderte optische Eigenschaften erzielen mochte. Im
Gegensatz zu diesem passiven Verhalten hat die Bedeutung von Halbleiterstruk-
turen als ,,aktives” Material in Halbleiterlasern stark zugenommen, da Halbleiter-
laser und mit ihnen die optische Kommunikation eine immer weitere Verbreitung
finden.

Die vorliegende Arbeit behandelt sowohl einen passiven als auch einen ak-
tiven Aspekt der Wechselwirkung von Halbleitern mit dem Lichtfeld. Der be-
herrschende Einflufs dieser Kopplung wird dabei einheitlich durch Kohédrenzen
beschrieben, die von dufleren Feldern im Material erzeugt werden.

Polariton-Propagation mit raumlicher Dispersion

Im ersten Teil der Arbeit wird eines der konzeptionell einfachsten und dabei
wichtigsten Probleme der Halbleiteroptik aufgegriffen: die Lichtausbreitung. Es
spielt ja keine Rolle, ob man bei einem optischen Experiment an den intrinsischen
Materialeigenschaften oder den durch Herstellungsprozesse verdnderbaren Ei-
genschaften interessiert ist; es ist immer von Bedeutung, welche Riickschliisse
auf die untersuchte Probe durch die Wechselwirkung mit dem Lichtfeld mdglich
sind. Schon im Fall sehr schwacher Lichtinsitdten ist die Untersuchung der Licht-
Materie-Wechselwirkung und Bestimmung des transmittierten und reflektierten
Signals auflerhalb der Probe aus den Probeneigenschaften theoretisch sehr kom-
pliziert.!”* Auch experimentell ergeben sich dabei erhebliche Schwierigkeiten, zu
wirklich aussagekriftigen Resultaten zu gelangen.

Theoretisch riihrt diese Komplexitat daher, dafd die Dynamik der Polarisation,
die durch das elektromagnetische Feld im Halbleiter angeregt wird, durch Exzi-



tonen bestimmt wird, d. h. durch Paarzustinde aus Elektronen und Lochern,
die {iber die Coulomb-Wechselwirkung korreliert sind.® Solche Elektron-Loch-
Paare, die den Zustdnden des Wasserstoff-Atoms entsprechen, kénnen nun mit
dem Lichtfeld Impuls austauschen, und deshalb breitet sich das Licht im Material
unter staindigem Austausch mit der Materialpolarisation aus. Fiir dieses Wechsel-
spiel wurde von Hopfield® das Wort ,Polariton” geprégt. Die eigentliche Schwie-
rigkeit besteht nun darin, daff die exzitonischen Bindungszustinde durch die
Anwesenheit der Materialoberflichen verdandert werden und dann nicht mehr
Wasserstoff-dhnlich sind. Man muf3 also zur theoretischen Beschreibung die kom-
plizierte Wechselwirkung zwischen dem makroskopischen Lichtfeld und den mi-
kroskopischen Elektron-Loch-Zustdnden inklusive der Kopplung von Elektronen
und Lochern tiber das Coulomb-Potential behandeln. Dieses Problem ist seit
tiber 40 Jahren bekannt und wurde bisher nur im Rahmen von Naherungen oder
Vereinfachungen behandelt. Die vorliegende Arbeit stellt die erste Losung des
gesamten mikroskopischen Selbstkonsistenz-Problems dar.

Auf Grund der experimentellen Schwierigkeiten, die Kopplung der Polarisa-
tion im Material und dem Lichtfeld im Detail zu studieren, waren die experimen-
tellen Untersuchungen zu diesem Problem lange Zeit wenig aussagekréftig. Erst
im letzten Jahr konnten hier Ergebnisse’ erzielt werden, die deutliche Abwei-
chungen von den Erwartungen brachten, die man auf Grund der bestehenden,
ndherungsweisen Behandlungen des Polariton-Problems hegte. Die neuen expe-
rimentellen Resultate konnten mit Hilfe der hier vorgestellten Theorie eindeutig
und quantitativ als polaritonische Effekte erklart werden.

Die oben erwdhnten Naherungslosungen haben wegen ihrer vergleichsweise
einfachen Handhabung eine weite Verbreitung gefunden. Allerdings existieren
nach der erstmaligen Einfiihrung einer solchen Ndherung durch Pekar® 1957 ver-
schiedene dhnliche Ansitze, die mit sog. zusétzlichen Randbedingungen (Addi-
tional Boundary Conditions, oder ABC im Englischen) arbeiten, aber zu wider-
spriichlichen Ergebnissen fithren. Eine aktuelle theoretische Arbeit’ von K. Hen-
neberger hat erneut die fehlenden mikroskopischen Grundlagen der ABC-Na-
herungen betont und eine neue Ndherung vorgeschlagen, was zu einer lebhaften
Debatte in Fachzeitschriften fiihrte. Da die hier vorgestellte Theorie das Polariton-
Problem vollstandig mikroskopisch 16st, konnen mit ihrer Hilfe zum ersten Mal
die verschiedenen Néaherungsverfahren kontrolliert theoretisch untersucht und
verglichen werden. Dies wird nach einer kurzen Vorstellung der ABC-N&herun-
gen und des Henneberger-Zuganges in der vorliegenden Arbeit ebenfalls durch-
gefithrt. Als Resultat ergibt sich zum Beispiel, dafs fiir Materialparameter, die
diinne GaAs-Volumenmaterialien beschreiben, keine der Ndherungen die Ergeb-
nisse der mikroskopischen Theorie reproduzieren kann. Die Ndherung von Pe-
kar gibt dabei qualitativ immer bessere Ubereinstimmung als die ABC von Ting
et al.!? und der Henneberger-Zugang.



Uber das Polariton-Problem hinaus, fiir das die mikroskopische Theorie aus-
gearbeitet wurde, kann sie ohne Verdnderung ebenfalls auf aktuelle Probleme
im Zusammenhang mit resonantem Tunneln!! durch Halbleiterstrukturen ange-
wandt werden.

Spin-Dynamik im Magnetfeld

Die theoretische Untersuchung der Polarisation wie hier vorgestellt benutzt als
wesentliche Grofie die mikroskopische Kohdrenz zwischen Elektronen und Lo-
chern, die durch das Lichtfeld induziert wird. Eine solche Kohidrenz kann auch
zwischen energetisch entarteten Elektronenbdndern durch ein transversales Ma-
gnetfeld erzeugt werden, da dieses am magnetischen Moment der Elektronen
angreift, das mit dem Spin verkniipft ist. Diese kohédrente Kopplung der Elektro-
nenbdnder mit unterschiedlichem Spin wird im zweiten Teil der Arbeit mit Hilfe
der elektronischen Kohdrenz untersucht. Obwohl die theoretische Betrachtungs-
weise der elektronischen Kohidrenz sehr dhnlich der Elektron-Loch-Kohéarenz ist,
die vom Lichtfeld getrieben wird, sind die experimentellen und technologischen
Realisierungen sehr unterschiedlich. Dies ist dadurch bedingt, dafy das Licht-
feld Elektronen vom Valenz- ins Leitungsband anregt, wihrend das Magnetfeld
rein elektronische Uberginge zwischen Zustinden mit verschiedenen Spins in-
duziert.

Als erste Anwendung der Theorie wird ein neuartiges Experiment analysiert,
das die Proportionalitdt zwischen Spin und magnetischem Moment der Elektro-
nen zu untersuchen erlaubt. Dieser Proportionalitdtsfaktor, der Landé-Faktor, ist
fiir Elektronen in Festkorpern ndmlich keine Naturkonstante wie fiir das Elek-
tron im Vakuum, sondern probenabhéngig, d. h. der Landé-Faktor wird durch
die verwendete Materialzusammensetzung und die Probengeometrie bestimmt,
wobei sich fiir verschieden Probengeometrien sogar verschiedene Vorzeichen des
Landé Faktors ergeben. Zur Messung dieses Vorfaktors, dessen Bestimmung bis-
her grofe Schwierigkeiten bereitet hat, wurde eine neue Methode!? entwickelt,
die ein transversales Magnetfeld benutzt und sich die optischen Auswahlregeln
im Halbleitermaterial zunutze macht. Fiir dieses Experiment wurden die Anre-
gungsbedingungen und die Spin-Dynamik bestimmt, die sich in der Lumines-
zenz der Probe niederschldgt und damit fiir den Landé-Faktor eine direkte Be-
stimmung des Vorzeichens ermdglicht.

Wie oben schon angedeutet, erlauben die elektronischen Uberginge, die durch
das Magnetfeld induziert werden, eine Anwendung als Kontrollmechanismus
fiir elektronische Spins. Da die Elektronen mit Lochern rekombinieren kénnen
und dabei Licht einer definierten Polarisation aussenden, kann die quantenme-
chanische Dynamik der Spins im Magnetfeld auf diese Weise in der makroskopi-
schen Lichtemission von Halbleitern sichtbar gemacht werden. Fiir diesen Zweck



sind Halbleiter-Mikrolaser, wie in Abbildung 5.1 schematisch dargestellt, beson-
ders geeignet. Die Resonatorldnge dieser Laser betrdgt typischerweise nur weni-
ge Mikrometer, so daf$ nur eine longitudinale Resonatormode im Spektralbereich
liegt, in dem optische Verstarkung durch das aktive Material, das aus Halbleiter-
Quantenfilmen besteht, erreicht werden kann. Die Lichtemission aus diesen Bau-
teilen ist dabei senkrecht zu den aktiven Quantenfilmen, so daf$ das elektroma-
gnetische Feld im Resonator nur auf einer viel kiirzeren Distanz mit dem aktiven
Material tiberlappt, als dies bei herkdmmlichen Halbleiterlasern der Fall ist. Aus
diesem Grund miissen die Spiegel besonders hohe Reflektivitidten aufweisen, da-
mit trotz der diinnen aktiven Schicht die optische Verstarkung fiir die Lasere-
mission ausreicht. Diese hohen Resonatorgiiten werden erreicht durch die Ver-
wendung von Bragg-Spiegeln (distributed Bragg-reflectors, oder DBR im Eng-
lischen), deren Reflektivitdten mehr als 99.9% im Spektralbereich um die Reso-
natorresonanz betragen konnen. Wegen des Einmodenbetriebs und der hohen
Resonatorgiite reagieren diese Laser besonders empfindlich auf die Ladungs-
tragerdynamik im aktiven Material, die mit dem transversalen Magnetfeld be-
einflufit wird.

Mit Hilfe dieser Mikrolaser kann so das quantenmechanische Phdnomen der
Spin-Dynamik makroskopisch als Modulation der Lichtemission sichtbar gemacht
werden. Dieser Effekt ist nicht nur von grundlegender, sondern auch von techno-
logischer Bedeutung, da solche Laser wichtige Anwendungen in optischen Netz-
werken und als zweidimensionale Anordnungen in Displays finden. In beiden
Fédllen kommt der schnellen Modulation der Laseremission entscheidende Be-
deutung zu, wobei die hier berechneten Effekte, die im Experiment'® nachgewie-
sen wurden, bereits die Modulationsfrequenz tibertreffen, die mit herkdmmlicher
elektrischer Modulation erreichbar ist. Die Physik dieses Modulationseffekts der
Laseremission wird in der vorliegenden Arbeit auf der Basis der Spin-Dynamik
erkldrt, die fiir diese Anwendung mit einer Lasertheorie fiir den Mikrolaser ver-
bunden wird.
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1. Introduction

The interaction of semiconductors with electromagnetic fields continues to be a
subject of active theoretical and experimental basic research. The investigation
of semiconductors as a “passive” material using optical fields is already several
decades old. Whereas the emphasis used to be on probing intrinsic material prop-
erties it has shifted to the use of optical experiments for the characterization of
newly fabricated semiconductor structures whose optical properties are almost
entirely determined by their design. On the other hand, the importance of semi-
conductors used as “active” media in semiconductor lasers has grown tremen-
dously, as semiconductor lasers take over ever more applications in the field of
optical communication.

The present work will theoretically discuss two instances of semiconductors
used as active and passive material for optical fields. The striking consequences
of the coupling of the semiconductor material to external fields is analyzed in
both cases using the coherence introduced into the material by the external fields.

Polariton Propagation with Spatial Dispersion

We will first focus on one of the conceptually simplest problems in semiconduc-
tor optics: the light propagation through samples with surfaces. Regardless of
whether one is interested in determining intrinsic or design properties of semi-
conductors using optical experiments it is important what information can ac-
tually be extracted from the interaction of the optical field with the sample. A
very schematic picture of a transmission experiment is shown in figure 1.1. An
incident light field propagates through the sample resulting in a transmitted and
reflected beam. The question considered here is what we can learn about the
semiconducting material and the sample design using such experiments. Even in
the case of weak optical pulses the determination of the transmitted and reflected
fields from the incident beam presents considerable theoretical difficulties and
precision measurements face experimental problems; overviews are presented,
for instance, in Refs. 1-4. We will illustrate the theoretical difficulty first by ap-
proaching the problem in three steps of increasing complexity. Only the last of
these steps is a model suitable to describe real transmission experiments for bulk
semiconductors.
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Figure 1.1.: Typical theoretician’s view of transmission experiment. The absorp-
tion spectrum a(w) indicated inside the sample shows the excitonic resonances
in an infinitely extended semiconductor material.

Since we are concerned here with weak optical fields the polarization induced
in the material by the electromagnetic field is formed by excitons, that is, Coulomb-
correlated electron-hole states. If we neglect the center-of-mass motion of the
electron-hole pairs in the sample, we obtain the well-known absorption spec-
trum o(w), see, e.g., Ref. 5. This is indicated schematically in figure 1.1: The
resonances are due to Coulomb-bound electron-hole states, i.e., the excitons, and
their absorption lineshapes in a perfect system (without disorder) are Lorentzian.

As a next step we consider spatial dispersion. Generally speaking, spatial
dispersion refers to the fact that elementary excitations in the semiconducting
material can exchange momentum with the electromagnetic field, that is, both
the excitation and the electromagnetic field interact with each other and prop-
agate inside the semiconductor. If no surfaces are present the excitonic states are
unchanged and still like hydrogen-atom states, only the center-of-mass degree
of freedom exchanges momentum with the optical field.* Hopfield introduced
the name polariton® for this interplay of the light field coupled to its excitonic
polarization, both of which propagate through the infinitely extended material.

As the last step, the actual complication is introduced when one analyzes spa-
tial dispersion in a bounded sample. Then the surfaces influence the formation of
the microscopic excitonic states and the picture of an exciton moving with a center-
of-mass momentum is no longer valid. Instead the complicated coupling be-
tween macroscopic optical field and microscopic electron-hole states in the pres-
ence of surfaces and Coulomb interaction has to be solved self-consistently. Ex-
cepting the approach presented here, the full microscopic self-consistency prob-

*The mathematical details of this argument which allow an analytical solution are reviewed in
chapter 3.
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Figure 1.2.: Experimental absorption spectra'* before (a) and after (b) anti-
reflection coating together with the excitation pulse spectrum (dotted line), cal-
culated from the measured intensity transmission spectrum T(w) according to
oL = —1log T (w). The features which emerge in the spectrum after anti-reflection
coating are marked by arrows. The light-hole (lh) excitonic resonance lies below
the heavy-hole (hh) resonance due to a strain-induced energy shift.

lem, whose exact mathematical statement is contained in chapter 2, has not been
solved without further approximations or simplifications.

The investigation of genuine exciton-polariton effects also poses experimen-
tal problems if one wishes to observe the details of the coupling between optical
field and material polarization because the decay of the excitonic coherence must
be small enough to conserve the coherence over the macroscopic lengthscales of
the electromagnetic field. If the material quality is not extremely high the dephas-
ing processes are too fast and the polaritonic effects are blurred by the energetic
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broadening of the excitonic states. Even for very high-quality samples ultrashort-
pulse techniques are required. These conditions are so severe that direct experi-
mental evidence of polariton effects in the transmission spectrum of bulk GaAs
remained completely unsatisfactory!® for a long time. Recent precision measure-
ments, however, have made the investigation of polaritonic effects in GaAs trans-
mission spectra possible. These experiments on a very high-quality bulk GaAs
sample yielded drastic deviations from the well-known textbook exciton absorp-
tion spectrum.” Figure 1.2(b) shows the absorption spectrum obtained from the
transmission measured on a sample that was carefully anti-reflection coated. The
spectrum differs from the one in figure 1.1 at first sight chiefly by the presence
of two excitonic peaks belonging to heavy-hole and light-hole transitions, which
are discussed in chapter 2. The important emergent features different from the
usual Lorentzian excitonic lineshapes are a double-peak structure on the light-
hole resonance together with two high-energy replicas and a clear asymmetry of
the heavy-hole resonance together with three replicas.

Attempts to explain these additional structures using approximative treat-
ments did not yield satisfactory results and we have therefore developed a treat-
ment of polariton propagation in semiconductors which is applicable to light
propagation through arbitrary semiconductor heterostructures. It solves the po-
lariton problem completely by treating the Coulomb interaction and surfaces on a
microscopic footing, as well as describing correctly the coupling between micro-
scopic electron-hole states and macroscopic electromagnetic field. Our theoretical
results can quantitatively and unambiguously explain the experimental spectra
by polaritonic effects. Moreover, because of the formal simililarity between the
Coulomb-bound electron-hole states included in our approach and the correlated
electron-hole pairs used in resonant tunneling problems, the theory is also appli-
cable there without modifications.!!

Approximative treatments as mentioned above have been applied to the po-
lariton problem since Pekar® proposed a macroscopic approximation which is
now known as Pekar’s additional boundary condition.” Recently Henneberger’
stressed again the lack of a microscopic foundation for these approximations
and suggested a new macroscopic approach causing a renewed debate!®!® as
to whether a general approximate description of the polariton problem with spa-
tial dispersion can be achieved. Since the theory developed in chapter 2 solves
the polariton problem completely all these approaches can be regarded as ap-
proximations to the microscopic solution. Therefore the full theory serves also
as a measure for the quality of these approximations. We review some of the
best-known macroscopic approaches in chapter 3 and compare numerical results
obtained in the framework of the various approximative approaches to our mi-
croscopic calculation. This allows a critical assessment of the macroscopic ap-
proximations.

T Additional boundary conditions are discussed in chapter 3.

10



Spin Dynamics in Magnetic Fields

As will be shown in detail in chapter 2 the key ingredient in the theoretical anal-
ysis of propagation effects is the microscopic electron-hole coherence induced by
the optical field. The light field drives this coherence via the electric dipole mo-
ment and the semiconductor dynamics is dominated by this interaction for the
whole range of carrier densities. Such a coherence can also be driven between
the two electron bands, but only by a transverse magnetic field which couples the
carriers via their magnetic dipole moment. This coherent coupling will be ana-
lyzed in the second part of this work, also from the point of view of coherence
introduced into the system by external fields.

Though the theoretical descriptions of the electron-hole and electron-electron
coherences have a lot in common, their experimental and technological realiza-
tion is very different. Whereas the optical field excites electrons from the valence
to the conduction band, the magnetic field interacts with the electrons” magnetic
dipole moment, which is connected to their spin, and thus induces electronic
transitions from, say, “spin up” to “spin down” states while the electronic energy
remains unchanged. For these electron-electron transitions in magnetic fields a
microscopic theory is developed here.

To illustrate the theory we first include an application to the analysis of exper-
iments which probe the proportionality between microscopic magnetic moments
and electron spin. This relation, the Landé factor, is not a fundamental physical
quantity for electrons in semiconductors as it is for the free electron. In semi-
conductors, it is only a material property which can be strongly influenced by
the design of semiconductor heterostructures, even its sign is determined by the
specific heterostructure. A new method!? for the determination of the Landé fac-
tor using the selective optical excitation of electronic spins has been developed
recently. This approach works particularly well for heterostructures of reduced
dimensionality. We use the selection rules for the optical excitation to obtain the
initial carrier distributions and determine their dynamics under the influence of
the magnetic field. Signatures of this dynamics are visible in the luminescence
and make it possible to extract the sign of the Landé factor.

The observation that the magnetic field introduces transitions between elec-
tron bands already suggests that the magnetic field can also work as a control
mechanism for electron spins. Since the electrons can undergo optical recombi-
nation with a specific light polarization the dynamics of the quantum-mechanical
spin degree of freedom can be transferred to the macroscopic emission of electro-
magnetic fields. For this purpose, semiconductor microlasers are especially well
suited. The cavity lengths of these lasers are very small, typically only a few mi-
crometers, so that only one longitudinal laser mode can experience optical gain
from the active material which is formed by one or several quantum wells in
the cavity. Furthermore, the emission direction is perpendicular to the quantum-

11
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well plane so that the electromagnetic field in the cavity only overlaps with the
quantum wells over a much shorter distance than in conventional semiconduc-
tor lasers. Therefore mirrors with very high reflectivities are needed in order
to achieve laser action. These are provided by the distributed Bragg reflectors
which reach reflectivities of more than 99.9% in a spectral region (“stop band”)
around the cavity resonance. Because of the single longitudinal-mode operation
and the high cavity quality the light emission of the semiconductor microlaser is
very sensitive to the carrier dynamics in the active material, and a modulation
of their output can be achieved from the carrier dynamics in magnetic fields. In
addition to the visualization of a truely microscopic phenomenon the modula-
tion of microlaser emission has a technological impact since these lasers are used
in optical fiber networks and in two-dimensional arrays as displays due to their
smallness and emission characteristics.!® In both these applications the switching
of the individual lasers with high frequencies is essential. The modulation calcu-
lated here and actually achieved in experiments'? already exceeds the frequency
limit which can be reached with electrical modulation. The physics of this modu-
lation effect for the microlaser emission is explained using the general theoretical
description of electron spin dynamics in transverse magnetic fields together with
a microlaser theory.

Overview

In chapter 2 the general theory for linear light propagation in semiconductor bulk
materials in the presence of surfaces is described. Details about the treatment of
the band structure and the numerics of the coupled system of partial differential
equations are given in Appendices A and B. Numerical results are used for a
detailed discussion of polariton spectra. A comparison to transmission experi-
ments on high-quality GaAs which constitute the first unambiguous evidence of
polaritonic effects in the GaAs transmission is also included here. In chapter 3 the
assumptions for various ABC schemes are first discussed and a comparison of the
full solution with results obtained in the framework of these approximations is
presented.

Chapter 4 introduces the microscopic theory of conduction electrons in semi-
conductors under the influence of transverse magnetic fields. Here, a simplified
version of the theory is applied to work out the spin dynamics after optical exci-
tation in a novel geometry. Chapter 5 uses the theory of chapter 4 to model the
dynamics of microlasers in transverse magnetic fields. The necessary information
about the description of microlasers is gathered in Appendix C.

12



2. Polariton Propagation

In this chapter we first describe a full solution of the propagation problem for
bulk materials with boundaries in the progation direction. On a microscopic level
we determine the semiconductor polarization, which is self-consistently coupled
to the propagating light field, without phenomenological assumptions other than
a dephasing rate. The theory is then applied to a key experiment to prove unam-
biguously the influence of polaritonic effects in GaAs transmission spectra.

2.1. Microscopic Theory of Polaritons

So far microscopic approaches to the polariton problem have been limited to
specific geometries or the full complexity of the problem has been reduced by
approximations. Direct calculations of the microscopic polarization coupled to
the propagating field have been applied to a half space geometry using a one-
dimensional contact interaction instead of the Coulomb interaction between elec-
trons and holes.?2! A similiar direct calculation has been carried out for thin
samples using an expansion of the polarization in quantum-well envelope func-
tions.?2 Other approaches have used various approximations to construct exci-
tonic wave functions in slab and half-space geometries to obtain the non-local
semiconductor response function,?>? or have analyzed the half-space problem
in wave-vector-space.?®

In this section we treat the polariton problem by directly solving the coupled
equations for the semiconductor polarization and the electromagnetic field. For
a derivation of the basic equations for a multi-band semiconductor we start with
a discussion of the nonlocal electron-hole amplitude in momentum space and
derive its equations of motion. We then turn to a slab geometry, i.e., an electro-
magnetic field propagating through a material which has surfaces in the direction
of propagation but is infinitely extended in the transverse direction.

13



2. Polariton Propagation

2.1.1. Momentum-space formulation

The equations of motion for the nonlocal electron-hole polarizations are derived
from the non-relativistic many-body Hamiltonian

Hiot = Hyin T Heour + Hint- (2.1)

The operators are expressed using electron and hole band spinor wavefunctions
at the zone center (k = 0). Measuring energies from the bottom of the hole band
and denoting the band-gap energy by E, one has for the kinetic part

Fiin = ;[E & (K)] ; ¢j (k)c; (k). (2.2)

Here, s refers to the z component of the electron spin and is used to label the
electron bands, which are assumed to be degenerate. Their energy dispersion is
described by an effective mass mg

ﬁZ

(K k) = ﬂ

(K2 +K2). (2.3)

The hole bands are described by a 4 x 4 Kohn-Luttinger Hamiltonian .7 which
is discussed in more detail in Appendix A. The hole states have a total angular
momentum quantum number of J = 3; they are labelled by the zcomponent of the
angular momentum | = j:%, +3 for all k values though they are only eigenstates
with well-defined angular momentum projection number at the zone center k = 0.
The Coulomb Hamiltonian in this basis reads

Flowr = 357 IV |3 k- 0K ~a)ey (Kl

+ ?ch (k+a)c], (k' —a)e; (K)e; (k) (2.4)

— 25 c(k+a)c| (K - q)c; (K)es(k)

S]

with the quantization volume ¥ and the 3D Coulomb potential in momentum
space

€ 1

V(q) = .
(a) Eongg P

(2.5)

14



2.1. Microscopic Theory of Polaritons

We will work here only in the MKS unit system and have included the back-
ground refractive index ny, of the semiconducting material. The light-matter in-
teraction Hamiltonian in dipole approximation is given by

ﬁint_zzdsl E(k—K)c (k)C}(_k/)+H' « 26)
kk’ s

with the dipole matrix elements dg; for the transition from hole band j to electron
band s.

The nonlocal electron-hole transition amplitude is expressed in terms of elec-
tron and hole annihilation operators

Wis(kn, Ke) = (¢j(—Kp)cs(ke)) - (2.7)

We will use the electron-hole picture throughout this work but we will continue
to label the hole band states with the valence band angular momentum j and
crystal momentum k;. The time evolution of the transition amplitude is deter-
mined in a time-dependent Hartree-Fock decoupling scheme. In the linear case,
the electron-hole transition amplitude is the only dynamical variable which de-
scribes the excitation of the semiconductor. We start from the Heisenberg equa-
tions of motion for the annihilation operators ¢; and cs to obtain

0
Ihﬁt (ki Ke,t) Z s(Kp, Ke, t) + [EG—I—Ee(ke)]LPjS(kh,ke,t)
2.8)
;V —q,Ke+0,t )+dsj'E(kh_ke7t)

where the dipole matrix element d s/d|j) has been assumed to be k indepen-

Sj = <
dent. Equation (2.8) combines the nonlocal electron-hole transition amplitude®”
with multiple valence bands.?

We wish to study the influence of surfaces extended perpendicular to the di-
rection of propagation and for definiteness we take this direction as the z direc-
tion. Therefore, it is assumed in equation (2.8) that the exciting laser field is spa-
tially homogenous in transverse direction, i.e., in the x-y plane. Then we have
E(k,, —ke) = E(k;,, — kez) and this homogeneous excitation in the plane perpendic-
ular to the zaxis leads to a conserved center-of-mass momentum

K, =k, +k,, =0 (2.9)
in that plane. Consequently,
Ky, —mKk
k, = el Thie. (2.10)
m, +Mme

15



2. Polariton Propagation

can be set

k, =k, =—k (2.11)

elL:

Hence K | will be dropped and only the dependence on the relative momentum
k | will be kept as indicated in the transition amplitude W(k  ;k,ke).

Since the transition amplitude still depends on the two dimensional vector k |,
that is on the modulus k, and phase ¢, , we analyze the ¢, dependence using the
expansion

1 2 .
VI k) = 57 [ o e TRk K ) (212)

Then the expansion of equation (2.8) using equation (2.12) becomes

17}
'ﬁatsz (k khzakez) E(kh —kez)5

+[EG+5e(kpk2)]qus (k Kz Kez) + z ‘%0(1"“ ™ (kL’kZ) <kJ_’khz7 Kez)

+— Z ;me LKL B WD (K ke, + G ker+0) - (2.13)

where the Coulomb matrix element is given by

o 2m anqo' e 1ime, gy (
v Ky / : 2.14
m (K KL, O2) = Eongg @ di (k, — kIJ_)Z e )
Here, the integrand depends on the angular variables through

(k, =K' )2=K +kZ—2k K cosq, . (2.15)

By transforming to 5 = @— ¢ it can be seen that the Coulomb potential (2.14) is
proportional to &, ... The m— m components of the Jt; matrix are determined
from equations (A.3)—(A.6). Because of the phase factors only the diagonal terms
are proportional to 8, . The off-diagonal terms, couple m to m =m=+2 and
m=m+1, respectlvely Because neither the driving term nor the Coulomb poten-
tial couple different ms, only the m= 0 components of the transition amplitudes
are appreciable when the system is driven by a weak electric field.? Therefore
the m# 0 components can be neglected to a very good approximation and we
will consider only the m= 0 coefficient

WK, Ky kez) = WO (K, 1k, ker) (2.16)
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2.1. Microscopic Theory of Polaritons

in the following. Since the restriction of the Hamiltonian . to its m=m =0
components is diagonal in the hole band indices, cf. equation(A.10), the different
bands are effectively decoupled.

We assume in the following polarized excitation E(r,t) = E(z t)0 .. The dipole
matrix elements

di 52 = \/§d¢,+1/2 = —0e0 ., (2.17)
d,_5,=V30d: ;=00 (2.18)
then yield that only the j = —3 — s=] and the j = —3 — s=* transitions are

driven. We have used here the definition for the complex polarization vectors

g, = %(eyj: iey) (2.19)

using the real Cartesian basis vectors € and €. Therefore only two interband
transition amplitudes remain which will be designated by v=HH and v = LH,

respectively. In particular, we have W ,, =W 4 and W, =V , v The corre-
-2 e
sponding dipole matrix elements are defined by
dyy = V3d, = dey - (2.20)

Therefore we can combine the contributions to the kinetic energy of equation (2.13)
into
EHH (kJ_a keza khz) = EG +AE+ EHH (kJ_a kZ) + Ee(kJ_a kZ)v (221)
ELH(kJ_a kez, khz) = EG —AE+ €LH (kL7 kz) + Ee(kj_a kz)a (2-22)

where the anisotropic HH and LH energies and the energy shift AE due to strain
are the diagonal Elements of () as given in equation (A.10). They are defined

by
ﬁZ
2m,,,

ﬁZ
2m

sk, k) = k2 + k2 (2.23)

vLl

cf. equations (A.8) and (A.9), and the isotropic electron dispersion is given in
equation (2.3). Note that in equations (2.21) and (2.22) a z dependent band-gap
energy can be introduced which allows the modelling of heterostructures.

2.1.2. Real space representation

In z direction the real space dependence is obtained after Fourier transformation
in the z, and z coordinates

Wk 2z = [ dk [ dedmden, kb (229

17



2. Polariton Propagation

and supplying the appropriate boundary conditions which will be discussed be-
low. The equation of motion for the “wave functions” W, (K, , Z,z,)

0 N L
|haV(kL’Zh’Ze):s"(kj_’khz’kez)wv(kuze,zh)
1
+W/Hj_dkﬁ_v(kj_7kﬁ_a|Zh_ze|)wv(kﬁ_’zh7ze) (225)

+dyE(zt) 0(z,— z)

where z= (2 +2,)/2. Here, we have assumed a local dependence of the dipole
matrix element on the relative variable dcy(z —z,) 0 &(z — 7,) because it is local-
ized on a length scale of a few percent of an excitonic Bohr radius.

The Fourier-transformed Coulomb potential is given by

&
V(k K ,|z,—2z])= m
g

21 e_|kJ__k,J_||Zh_Ze|
/0 3 (2.26)

[k =K

together with equation (2.15) and the sum over k, with 2D normalization area &/
has been replaced by the sum is replaced by an integral according to

! ! 00kdk an 2.27
g%—)w/o 9 L/o o , (2.27)

which reduces to the Kk, integration because all quantities are ¢, independent.
The transformation (2.24) also transforms the k;, and ke; dependence of the kinetic
energy into differential operators via the replacememts

kz = k; = —i 012
for ke; and k, , respectively, which gives equation (2.25) the form of a Schrodinger
equation. Since we have obtained a differential equation for the electron-hole
transition amplitude W a boundary condition must be specified. This is the essen-
tial difference to formulations using the macroscopic polarization calculated from
the transition amplitude because the macroscopic polarization does not obey a
differential equation. In our model calculations we assume

(2.28)

W(z,z,) =0 for z or z, on one of the surfaces. (2.29)
More complex heterostructures can easily be handled by including a zdependent
band gap energy.
With the definition of the transverse reduced masses
1 1 1
= +— (2.30)
Hyy m,, e
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2.1. Microscopic Theory of Polaritons

for v=LH, HH we obtain

_d N i
iAWy (K ,2,2) = ( Eg £AE —iy+ I | Wy (K ,Z,2)
ot 2, |
P 92 R 92
: <—2m; 37+ maag) Yoo @3y

/dw e (=2 W (K 2,2,)
+dVE(z,t) 0(Z —z,)-

for HH and LH parameters, respectively. In equation (2.31) we have also included
a phenomenological damping constant Y.

The macroscopic polarization P is computed by summing the contributions
from all transition amplitudes.

;d Wik, ,z2) (2.32)

where we have again assumed that the spatial dependence of the dipole matrix
element on the relative variable dcy(Z — z,) 0 6(z — 7,) is local.

2.1.3. Electromagnetic Field

The evolution of the electromagnetic field will be determined directly from Max-
well’s equations

n? 9 1 0
OxB= 2o —E+— 0 (J + 5 P) (2.33)
a
E=—-—B .
0 x o (2.34)
and
O0-B=0 (2.35)
0-(n°E) = p;, .. — O-P. (2.36)

Here, ¢; and g, are the vacuum speed of light and the permittivity of the vacuum,
respectively. For the case of circularly polarized transverse fields propagating in
z direction, E(r,t) = E(zt)g, and B(r,t) = B(zt)0,, equations (2.33) and (2.34)
lead to

5, 0 , 0 10
n“( )dt (zt) = —¢; dzB(Z t)——EP(z t) —J(zt), (2.37)
0 0
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2. Polariton Propagation

where n(z) is the nonresonant (background) refractive index profile along the
propagation direction. Within the homogeneous slab, n(z) = n,. Also, there are
no free charges, p; . =0, and equations (2.35) and (2.36) are automatically satis-
tied in this configuration.

Via the source term in equation (2.37) the electromagnetic field is coupled to
the macroscopic polarization P(r,t) = P(zt)0g . Using equation (2.32) this can be
expressed as

Pat=2m % / dk k, diWy(k,,z2t). (2.39)
v=LA,HH 0

In equation (2.39) we have neglegected nonresonant contributions. The current
J(z,t) in equation (2.37) acts as additional source term which is localized outside
of the sample. It is introduced in our numerical scheme as a convenient device to
generate the external electromagnetic driving field.

Equation (2.31) constitutes a partial integro-differential equation which has to
be solved together with equations (2.37) and (2.38) where the coupling is given
by equation (2.39). The numerical treatment of these coupled partial differential
equations is very involved and is only possible on present-day supercomputers.
Details about the approach used here are discussed in Appendix B.

2.2. EXperiment

This section is devoted to the analysis of a key experiment conducted in the group
of Daniel Chemla (Berkeley) which, for the first time, proves the influence of
polariton propagation on GaAs transmission spectra. Since the experiment has
several distinctive features and led to close collaboration between experiment
and theory, we first review these briefly before turning to the comparison with
theoretical results.

The measurements were performed on a very high quality 0.25 um thick GaAs
layer, clad between a Alj ;Ga ;As cap layer and a Al ;Ga, ;As stop-etch layer.
In order to allow transmission experiments, the GaAs substrate has been etched
and the sample has been anti-reflection (AR) coated on both sides before being
mounted on a sapphire disk. The sample was immersed in superfluid He and
the transmission was obtained by exciting the system with a 100-fs Ti:sapphire
laser. The absorption spectrum at T = 2K was already introduced in chapter 1
in figure 1.2(a), where also the laser profile (dotted line) is shown. The light-
hole /heavy-hole (LH/HH) exciton degeneracy is lifted due to the strain induced
by the difference in thermal expansion between the sapphire substrate and the
sample itself. Additionally, the transition linewidths are very small (below 0.25
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2.2. Experiment

Transmission 1-T Transmission 1-T Absorption oL

OO 1 1 ]
151 1.512 1.514

Energy (eV)

Figure 2.1.: Experimental absorption!* (a) and transmission (b) spectra for a high-
quality 0.25 ym GaAs sample and corresponding calculated transmission spec-
trum (c).

meV), showing the high quality of the sample. Nevertheless, the sapphire sub-
strate is responsible for the small Fabry-Pérot fringes, which appear close to the
base-line of the spectrum in figure 1.2(a). Thus, in a second step, the sapphire sub-
strate was AR-coated, too. For comparison, the absorption spectrum obtained us-
ing this technique and with the same excitation conditions as above is displayed
in figure 1.2(b). The AR-coating allows the unambiguous resolution of the impor-
tant features marked by arrows.

Figure 2.1(a-b) and figure 2.2(a) show respectively the retrieved absorption
and phase spectra at T = 2K and very low carrier density which were performed
using Fourier-transform spectral interferometry, in a Mach-Zender interferom-
eter. In order to allow an easy comparison with other works, we display in
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2. Polariton Propagation
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Figure 2.2.: Experimental'* (a) and calculated (b) phase spectra corresponding to
tigure 2.1.

figure 2.1(a) the conventional absorption a(w)L = —log T (w) calculated from the
transmission T (w) = |t(w)|?> which is given in terms of the incident and transmit-
ted electromagnetic fields by

t(w) = EI‘ELES‘))) (2.40)

But in the context of the analysis presented here, the use of a(w)L is not physi-
cally satisfying since a simple exponential absortion law for the transmitted and

incident intensities,

lirans (@) = I, (w)e™ (@)L, (2.41)
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2.3. Theoretical Results

is no longer valid. Instead, the comparison presented here is based on the trans-
mission 1 — T(w), shown in figure 2.1(b), where small features are more pro-
nounced than in the o (w)L spectrum.

The high experimental resolution shows that the excitonic lineshapes cannot
be described by Lorentzians: the HH transition at 1.5132 eV is asymmetric with a
shoulder on the high energy side and the LH transition at 1.5105 eV reveals a clear
fine structure. It is split in two components and followed by several reproducible
features at higher energy, all of which have a counterpart in the phase spectrum
o(w), figure 2.2(a).

The information contained in the phase ¢(w), which also characterizes the
optical response of the system, is usually neglected. In a linear absorption exper-
iment and if there are no zeros in the real part of the complex transmission t(w),
the phase is related to the absorption via a variant of the Kramers-Kronig trans-
formation. However, this relation has to be modified if there are zeros in the real
part of t(w). In this case, ¢(w) is given by

1o ,Iog\t @
_n@/_wd +Zarg<w oo*) (2.42)

where the first term on the right-hand side is a Hilbert transform (&7 denotes the
principal value) of log|t(w)| which is reminiscent of the usual Kramers-Kronig
relation. The second term, related to Blaschke factors in complex analysis,31 con-
tains the complex zeros of |t(w)| at w. These contributions are expected to occur
for stronger absorption or thicker samples than in the case discussed presently.

Generally, a mere computation of the phase spectrum through the Hilbert
transform of the absorption data suffers from conceptual as well as practical dif-
ficulties. First, it is not possible, in the most general case, to infer the zeros of the
real part of t(w) from the knowledge of |t(w)| alone. Second, the transmission
spectrum is always experimentally measured with a finite resolution and within
a finite window of frequencies, which results in a loss of resolution and diver-
gence at the boundaries in the computed phase spectrum. Moreover, as will be
shown below and in chapter 3, a complete comparison with theoretical models
must always include both amplitude and phase spectra.

2.3. Theoretical Results

For a comparison of experimental results we directly apply the theory discussed
in section 2.1. The parameters used in the following are collected in Table 2.1. As
a phenomenonlogical parameter we only use the dephasing y which corresponds
to a dephasing time T = 10 ps and a broadening of 0.06 meV. The dipole matrix
element is given by the microscopic position operator matrix element rey via dey =
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2. Polariton Propagation
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Figure 2.3.: Imaginary (a) and real (b) part of the calculated susceptibility belong-
ing to the transmission and phase spectra in Figs 2.1 and 2.2.

erg yielding a LT-splitting energy of A 1 = 87r3,/a4E = 0.17 meV. The energetic
shift of the LH and HH peaks due to strain is read off from the experimental
spectrum to be 2AE = 0.6 Eg = 2.4meV. We include the anti-reflection coating in
our model by using the same background refractive index inside and outside of
the sample since this suppresses all effects due to Fabry-Pérot resonances.

In figure 2.1 the experimental transmission spectrum (b) is shown together
with the calculated result (c). The characteristic splitting of the LH exciton reso-
nance and the asymmetric broadening of the HH exciton line are present in the ex-
periment and in the calculation. Both features can be explained unambigously by
the interplay of polaritonic effects and center-of-mass (COM) quantization (small
peaks on the high-energy side of the resonances) of the excitonic motion, as dis-
cussed in detail in section 3.3. Also, the energetically higher COM replicas for
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2.3. Theoretical Results

Symbol | Value Description

Eg 42meV | excitonic binding energy
ag 125 A excitonic Bohr radius

m; 0.067 m, | effective electron mass

m ny, 0.08m, | LH zmass

m oy, 0.23m, | LH transverse mass

Myny, 0.53 m, HH zmass
My, 0.11 m, HH transverse mass

Mg 3.61 background refractive index
Fev 5A microscopic dipole coupling
y 0.015Eg | phenomenological dephasing

Table 2.1.: GaAs parameters used for numerical computations.

the LH and HH excitonic resonances are present in the experimental and the cal-
culated result. Fig 2.2 shows the measured (a) and calculated (b) phase of the
transmitted field. We obtain an excellent overall agreement between the experi-
mental and theoretical results for transmission and phase spectra.

As a next step, we would like to contrast the linear susceptibility spectrum
in figure 2.3 with the corresponding transmission and phase spectra shown in
Figs. 2.1 and 2.2. One notices first that the energetic shift between both excitonic
resonances is almost entirely due to the strain contribution 2AE = 2.4 meV. This is
related to the mass reversal, i.e., the fact that the HH has a lighter zmass and the
LH a heavier zmass which makes the exciton binding energy very similar for HH
and LH excitons. More importantly, in semiconductors one often approximates
the intensity absorption coefficient

a(w) ~ —ﬁw%lmx(w) (2.43)

from equation (2.41) and the phase change

w
2Ny4Co

d—(p(w) ~— Re x (w) (2.44)
dz

by the imaginary and real parts of the susceptibility. Though these relations can
only be obtained in a slowly varying amplitude approximation®? they often serve
as a “rule of thumb” for the absorption and phase changes in situations where
they rigorously do not apply. Based on these relations, one would expect in the
present case the absorption lineshape to be approximately Lorentzian and the
phase spectrum to show a simple anomalous dispersion. But the features like the
double-peak structure of the LH and the replicas are completely absent from the
susceptibility spectra; thus the approximate equations (2.43) and (2.44) drastically
fail to describe polariton propagation.
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3. Microscopic Theory vs. ABCs

It has been the subject of a recently renewed debate” 1718 how an approximate
description of polariton propagation can be obtained using only the expression
for the macroscopic polarization of an infinitely extended medium. Since the
microscopic excitonic structure, which determines how the macroscopic polar-
ization falls off at the surface, cannot be calculated in such an approach, various
assumptions have been proposed to describe the spatial behavior of the polariza-
tion near surfaces. The first of these approximations was introduced by Pekar®
who imposed as an additional boundary condition (ABC) the vanishing of the
macroscopic polarization on all surfaces. Pekar’s ABC has been subsequently
augmented by other parameters, e.g., exciton-free dead layers at the surfaces and
surface potentials.>> The influence of the choice of dead-layer thickness** and
surface potentials®® has also been studied.

Attempts have been made to justify macroscopic approaches which lead to
contradicting results: Zeyher and co-workers®®3” conclude that the excitonic po-
larization should vanish at the surfaces according to Pekar’s ABC. With other
arguments, Ting et. al.!” suggest as a new ABC the vanishing polarization flux at
surfaces, and a different method has been presented recently.’

In the following we first review the simple case of polaritons in homogenous
media, where an analytical solution of the propagation problem including spa-
tial dispersion is possible. The separation of excitonic relative and center-of-mass
motion is introduced in this context. We then describe some macroscopic ap-
proaches which attack the problem by working only with the excitonic center-of-
mass motion and compare numerical results obtained from the approximations
to our calculations and to experimental data.

3.1. Polaritons in Homogenous Media

For the homogeneous, infinitely extended sample, the solution of the propagation
problem can be simplified considerably because it is possible to separate relative
and center-of-mass (COM) motion of the excited electron-hole pairs. For better
comparison with the general case where this separability is lost, we recall some
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3. Microscopic Theory vs. ABCs

facts about the treatment of polariton propagation in homogeneous media briefly.

We start from the equation of motion for the interband-transition amplitude
(2.8) in Hartree-Fock approximation. A transformation from electron and hole
momenta to spatial coordinates leads to a partial differential equation of the
Schrodinger type. For simplicity we assume in the following isotropic electron
and hole masses me and m,, respectively. Using relative

p=re—r, (3.1)
and COM coordinates
r r
r = Tele T Thly (32)
me +m,

one obtains instead of equation (2.8)

0 R? h?
oy~ Eot g+ 5 5 +V(leD| wirp —d(p)-ECD (33

with total mass M and reduced mass [, respectively. The LHS of equation (3.3)

contains Hamiltonians for the excitonic relative and COM motion which define
eigenvalue equations

2
Hot 91(0) = — [;—um,% +v<|p\>} 8,(0) = &.6,(p). (3.4
2
Heom ®q(r) = —;—MDdeq(r) = Ry Pq(r). (3.5)

The Wannier equation (3.4) , which contains the Coulomb interaction between
electron and hole

¢ 1
= 5 (3.6)
4megng, P

V(p)

describes bound and scattering states with eigenvalues & and eigenfunctions
¢,(p) whereas equation (3.5) leads to plane wave solutions

Pq(r) = €97 (3.7)
for the COM motion with the energy

ﬁ2 2
Ry = ﬁ . (3.8)
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3.1. Polaritons in Homogenous Media

The complete set of eigenfunctions can be used to expand the solution of the
Schrédinger equation for the combined electron-hole motion, equation (3.3),

r.p.) = Y [ €a¥en(t)4,(0)q(r) (39)
which leads to
< ﬁ% —&— ﬁwq) Won(t) = dEq(1). (3.10)
Here we have introduced the components of the dipole matrix element
d = [ &0 7 (p)d(p) (3.11)
and of the optical field
Eq(w) :/d3r (1, ) E(r, ) (3.12)

interacting with the corresponding excitonic states. The solution of equation (3.10)
can be found directly after Fourier-transforming from time to frequency argu-
ments:

d

hw—¢ — ﬁwq_,_iyEQ(w)- (3.13)

Won(w) =

This solution allows us to determine the macroscopic polarization defined by
equation (2.32). With equation (3.9) we obtain

P(r, w) Z/( °q 5 0 Wa n(w) Oq (1) (3.14)
d3 "o (r"E /’
:Z/(Zn)?’ |di|2fﬁwr_;(_rr),-wc(l;?;)q’q(r,w) (3.15)

where the definitions (3.11) and (3.12) have been used. Clearly equation (3.14) has
the form

P(r, w) :/dSr’X(r,r’,w)E(r’,w) , (3.16)

which defines a macroscopic susceptibility,

q-(r—r’)
x(r.r', ) Z|d|/27T3ﬁou & — hay+iy’

(3.17)
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3. Microscopic Theory vs. ABCs

As expected for the homogeneous case, the translational invariance in the COM,
X(r,r’;w) = x(r —r’, w) coordinate allows the introduction of the COM momen-
tum q by a Fourier transformation in r —r’. In momentum space, we directly
obtain

Fa(@) = X(9, 0)Eq(w) - (3.18)
The corresponding susceptibility

d|?
W) = = .
x(a,©) Zﬁw—si—hwqﬂy

(3.19)

describes excitonic resonances at & due to the influence of the Coulomb interac-
tion on the electron-hole relative motion as well as the energetic contribution hay,
of the COM motion. Since the boundary condition for the homogeneous case,

Y(r,p)—0 for |p| — oo, (3.20)

involves only the relative variable p, the excitonic relative and COM motion are
decoupled.

A propagating electromagnetic wave in an infinitely extended medium whose
response is described by equation (3.19) must be a solution of the EM field equa-
tions (2.37) and (2.38). Defining the dimensionless dielectric function

, W
£(0, w) = Ny + X(g ) (3.21)
0
the Fourier-transformed wave equation for E becomes®
w? )
C—%s(q, W) —q°| Eq(w) =0. (3.22)

For a propagating solution the difference in the brackets must vanish. If only
a ls-exciton resonance is considered (n = 1) one obtains from equations (3.22)
and (3.19) two complex solutions

2 1 2 2 1 2
of o) = 5 (aBy+ ) /7 (B —]) +x* (3.23)

Here we have defined

Obg = ?nbg ) (3.24)
0
2M :
Ok = =7 (fw—g +iY), (3.25)
2
s W 2M 2
K* = ———|d,|~. (3.26)
c3 R,
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3.2. Macroscopic Approaches

Assuming d(p) = dcy0(p) as always in this work, the dipole matrix element (3.11)
takes the form

|dev?
3
Mag
due to the normalization of the excitonic wavefunctions. The complex wavevec-
tors (3.23) form the two polariton dispersion branches. The real part of these
wave-vector frequency dispersions describe the propagation of polaritons in the
infinitely extended medium and the imaginary part is associated with the damp-
ing of the polariton waves. The propagating solutions from the infinitely ex-
tended medium have been used in various forms in the construction of macro-

scopic approximations for finite samples, some of which are discussed in the next
section.

dy|* = (3.27)

3.2. Macroscopic Approaches

We discuss in this section how approximations use the propagating solutions
for homogeneous media from section 3.1 to describe nonlocal (spatially inhomo-
geneous) situations.

If we consider a finite sample with surfaces in the propagation direction, the
system becomes spatially inhomogeneous and more complicated boundary con-
ditions for the interband transition amplitude apply. For the case of a slab geom-
etry we have the boundary condition that

qJ(re’ rh) ‘at surface 0, (3'28)

i.e., that the transition amplitude vanishes whenever re or r, are on one of the
surfaces. This boundary condition introduces an entanglement between the exci-
tonic relative and COM motion which was not present in the case of an infinitely
extended medium where the boundary condition simply required the vanishing
of W at infinity, cf. equation (3.20).

Since the direct computation of the transition amplitude from the two-particle
Schrodinger equation and the boundary condition (3.28) for the inhomogenous
case, as discussed in chapter 2, is numerically very demanding, in the past many
approaches have been based on the approximate separation of the excitonic rel-
ative and COM motion, even though the slab boundary conditon makes this im-
possible in a rigorous way. Instead of applying equation (3.28), boundary condi-
tions are imposed on the eigenvalue equation (3.5) of the COM Hamiltonian

h? _
Heom ®q(r) = — 55 Cf®q(r) = Ay Pq(r), (3.29)
QJq(r) ‘r at surface q)surf (3'30)
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3. Microscopic Theory vs. ABCs

by specifying the value ®__ . at the boundaries. This leads to eigenfunctions and
eigenenergies which are strikingly different from the solutions of equation (3.5)
without boundary condition. For the excitonic relative motion, however, the so-
lutions of the Wannier equation (3.4) for the homogeneous system are used. Thus
postulating boundary conditions for equation (3.29) results in approximations
that cannot account for the modification of the excitonic relative motion at the
boundaries which strongly influences the reduction of the macroscopic polariza-
tion near the surfaces. Moreover, different boundary conditions for the COM
problem lead to qualitatively different macroscopic approximations because the
spatial behavior of the macroscopic polarization near the surfaces critically influ-
ences the propagating solutions even in large samples.

In the following, we briefly outline approximation schemes based on the as-
sumptions discussed in the previous paragraph. Taking into account only the
interaction with the 1s exciton resonance, one uses the two complex polariton
wavevectors (3.23),for the propagating electromagnetic field inside the finite semi-
conductor domain

Enat(2 W) = Z Eg (w)e®( @24 B (w)e (@2, (3.31)
p=1,2

Here, propagating (E™) and counterpropagating waves (E~) are considered for
the slab geometry. Equation (3.31) describes the propagation of an optical field in
the infinitely extended system. The same equation (3.31) is now used as an ansatz
for the spatially inhomogeneous case. Then one applies Maxwell’s boundary con-
ditions to connect the polariton solutions inside the slab (3.31) to free solutions
of Maxwell’s equations outside the domain. The simplest possible geometry in-
volves an incident wave from the left and the reflected and transmitted compo-
nents, E; and E;, respectively,

Epe(00,2) = €%t + E () e %, (3.32)
Eright(wa z) = Et(w)eiqrightz (3.33)
where
W
Qeft = Mett o (3.34)
0

and a respective definition for gy, holds. The continuity of E and JE/dz on
both boundaries determines only four of the six unknown coefficients E(w),
E(w), Eff(w), and E5 (w). The remaining two conditions are fixed by prescrib-
ing macroscopic boundary conditions for the excitonic COM wavefunctions in
equation (3.30). This prescription together with equation (3.31) can be used to

32



3.2. Macroscopic Approaches

determine an additional boundary condition (ABC) for the macroscopic polariza-
tion. For instance, the choice ®_ . =0 at the boundary of a half-space geometry™
leads to the additional boundary condition for the macrocopic polarization

P(z w)| 0, (3.35)

zat boundary =

originally introduced by Pekar.® The choice ®_ .= 1in the same geometry results
in the Ting-Frankel-Birman (TFB) additional boundary condition!"

[i P(z, w)} =0. (3.36)

0z zat boundary

In both conditions (3.35) and (3.36) the macroscopic polarization is given by the
result valid in an infinitely extended material. For this special case it can be ob-
tained by using equations (3.17) and (3.31) in equation (3.16)

P(z w) = Z X (% 0)lg—q. () E; (w)P(@2 4+ B (w)e (@] (3.37)
p=1,2

In the past, equations (3.35) or (3.36) together with equation (3.37) used to be
regarded as a boundary-condition problem because one can also obtain them by
using the expression for the macroscopic polarization (3.37), which is valid in
an infinitely extended medium, and simply specifying equation (3.35) or (3.36) or
even a linear combination of equations (3.35) and (3.36) as a boundary condition.
As emphasized previously this does not define a mathematical boundary-value
problem since P(z ) itself is not determined by a differential equation.

In a recent paper,” Henneberger combined the macroscopic dielectric func-
tion of an infinitely extended medium with a new analysis of surface effects to
describe light propagation with spatial dispersion in finite samples. The assump-
tion underlying this approach is that only in a thin transition layer near a surface
deviations from the bulk properties are important. The key idea is to describe the
influence of surfaces via source layers with strength s, in the wave equation for
the infinitely extended medium, written in momentum space as

[%S(q, O)) - q2:| E(qa O)) = Z % (qa O.)) ’ (338)

0

cf. equation (3.22). The solutions of equation (3.38) for source terms within an
infinitely extended medium are used to describe finite samples ending at the po-
sition of the source layers. By matching the material solution to the outside solu-
tion, the source terms can be determined. The validity of this matching procedure
has to be checked because here one connects solutions for infinitely extended me-
dia at the surface, even though these solutions can only be a valid approximation
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3. Microscopic Theory vs. ABCs

away from the surface. Therefore, matching the two solutions at a boundary can
be a good approximation only if the difference between the outside solution E,
and material solution E,; is small. Following the original analysis,” both fields
are expanded up to second order in the distance from the surface. For a wave
propagating in z direction through a boundary at z= 0 one obtains

Z

2
o Emat:| >+ O(ZS)

0" g2
z=0 0z

02

o)~ Enal) = | 3z -

z=0 (3.39)

~ [(a - a)E + (@G- %)E ] 5
where the continuity of the fields and their first derivatives have been used. In
equation (3.39) q, is the wave number of the external field and q, , are the com-
plex polariton solutions for the 1s exciton resonance, cf. equation (3.23). At reso-
nances of the optical susceptibility of the semiconductor, the modulus of @3 ,(w)
becomes large and the thickness of the transition layer, which has to be used for z
in equation (3.39) is not clear. Hence it is difficult to show that the last line in
equation (3.39) is small enough to ensure a good approximation.

3.3. Comparison of Results

In this section we compare approximative treatments for the light-propagation in
bulk semiconductors under the influence of sample boundaries with the full solu-
tion of the propagation problem. We focus on samples of intermediate thickness
where the geometrical confinement for the material polarization as well as gen-
uine polaritonic effects due to the propagation of the optical field over distances
on the order of a wavelength are present. The combination of these mechanisms
leads to several interesting features in the optical transmission spectra.

Whereas for the description of experimental results in chapter 2 it is necessary
to include separate heavy and light-hole bands as well as anisotropic masses,
for clarity of the comparison we work with a two-band semiconductor model in
the present section. We use a single hole mass of m, =m,,=m_ = 0.46m, and
a dephasing rate y = 0.01Eg = 0.04 meV, which corresponds to a decay time of
T =15.7ps. For the other parameters we use the values given in table 2.1. We
again use the same background refractive index inside and outside of the sample
since this eliminates Fabry-Pérot resonances. As explained in chapter 2 the cor-
responding experimental situation can be realized in semiconductor heterostruc-
tures where one sandwiches the semiconductor material, which resonantly inter-
acts with the optical field, between buffer layers having a similar refractive index
but larger band-gap energies.
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3.3. Comparison of Results

Approximative solutions using ABC models and the Henneberger approach
are determined only for the contribution of the 1s-exciton resonance as usually
done in the literature even though the extension to other bound excitonic states is
possible in principle. The full solution always includes both excitonic bound and
continuum states.

Figure 3.1 shows transmission spectra for a sample thickness L = 10ag ob-
tained from the microscopic calculation together with transmission spectra based
on the Henneberger approach and the Ting-Frankel-Birman ABC. In the full cal-
culation the 1s-excitonic resonance exhibits a clear splitting (n= 1,2). Also addi-
tional peaks at higher energies (n > 3) occur. To analyze the multiple-peak struc-
ture in the transmission spectrum we consider the quantization of the excitonic
COM motion®38 as given by the approximate equations (3.29) and (3.30) which
neglect the coupling between the relative and COM exciton motion. The choice
of ®_ .= 0in equation (3.30) for a finite sample of length L then leads to discrete
energies for the COM motion,

E, = % (’—LT)ZnZ, (3.40)

where M = me +m, is the excitonic mass. Only peaks with lower oscillator strength
(n=4, 5, 6) can be roughly fitted with L ~ 9az as COM quantization resonances.
The smaller effective length that has to be used in equation (3.40) is a result of
a “dead layer” effect.> Due to the finite extension of the excitonic relative mo-
tion the macroscopic polarization remains small in regions near the surface. In
the “dead layer” picture the excitonic COM motion is confined to a reduced
slab length. Note that the odd numbered peaks have a much weaker oscillator
strength, for instance, n=5 at hw = —0.61 Eg is almost indiscernible. The detailed
structure of the double peak with the high oscillator strength, on the other hand,
is dominated by polaritonic effects: Using equation (3.40) to fit the double peak
leads to L ~ 25ag which clearly illustrates that the concept of excitons with mass
M confined to an effective length is not applicable near the main resonance.

The Henneberger approach does not account for the additional maxima above
the excitonic resonance in the transmission spectrum. Instead of a multiple peak
structure a single asymmetric lineshape is predicted. The ABC of Ting et al. leads
to only one very small replica; no satisfactory agreement is obtained with the full
calculation regarding the lineshape of the main resonance. Furthermore, it is not
possible to fit the results of Henneberger and Ting et al. to the full calculation
by artificially increasing the dipole coupling as shown by the dashed lines in
figure 3.1 where re, = 10 A has been used.

Figure 3.2 shows the corresponding transmission spectra calculated with Pe-
kar’s ABC. The sample length is varied to account for an exciton-free dead layer.
Transmission spectrum (a) is obtained without assuming a dead layer, i.e., using
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Figure 3.1.: Calculated transmission for a sample length L = 10ag using the full
calculation (a), the Henneberger approach (b), and the additional boundary con-
dition (ABC) of Ting, Frankel, and Birman (c). The detuning is relative to the bulk
semiconductor band-gap energy Eg in units of the three-dimensional exciton Ry-
dberg energy Eg. Solid lines correspond to a dipole coupling of rey = 5A and
dotted lines to rey = 10 A.
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Figure 3.2.: Calculated transmission using Pekar’s ABC with effective sample
lengths 10ag (a), 9,85 (b), and 8.5a5 (c) for otherwise the same parameters as in
tigure 3.1. Solid lines correspond to rey = 5 A and dotted lines to rey = 10 A.
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3. Microscopic Theory vs. ABCs

Pekar’s ABC in their original form with L = 10ag. This gives a qualitatively dif-
ferent picture compared to the full calculation because the double-peak structure
of the main resonance is not reproduced and the spacing of the higher replicas is
different. For figure 3.2(b) the effective length extracted from the full calculation,
L = 9ag, has been used. Then the high-energy replicas are reproduced but the
agreement for the lineshape of the main peak remains unsatisfactory. Curve (c) is
a fit which is aimed at reproducing the typical double-peak structure of the main
resonance as well as possible. This requirement leads to the choice L = 7ag and
does give a good agreement with the lineshape of the full calculation. However, it
does not reproduce the full spectrum because the COM replicas are now shifted.

When the effective sample length is regarded as a fitting parameter, Pekar’s
ABC allows qualitatively better fits to the full calculation than the Henneberger
or TFB approach. It is impossible, though, to obtain an overall agreement with
the full calculation because the choice of the effective sample length works in
different ways. First, it influences the COM quantization energies of the repli-
cas. Second, it is important for the interference of the propagating polaritons in
the sample. Optimizing the lineshape of the main peak, which is dominated by
propagation effects, leads to less satisfactory results for the energetical spacing of
the COM replicas, and vice versa. It is also impossible to improve the agreement
by artificially increasing the dipole coupling as illustrated by the dotted lines in
tigure 3.2.

Figure 3.3(a) shows again the full calculation for the same parameters as above
and sample lengths of L = 10ag5, 3ag, and 2ag. For decreasing sample length
we obtain a pronounced energy shift of the whole spectrum due to the confine-
ment of the electrons and holes which effectively shifts the entire electron and
hole bands. Furthermore the spacing of the exciton replica at higher energies in-
creases. For L = 3ag and L = 2ag the light-matter coupling results mainly in a
broadening of the exciton line. Figure 3.3 (b) contains the corresponding spec-
tra obtained with the same parameters using Pekar’s ABC. In this approximation
the energy shifts are caused only by the COM quantization of ideal 3D excitons
formed from electron and hole bands unaffected by a geometrical confinement.
Thus for the smaller samples the lineshapes obtained from Pekar’s ABC are qual-

itatively correct but the energy shifts due to carrier confinement are not repro-
duced.

The series of results for decreasing sample length in figure 3.3 also reveals
the nature of the splitting of the exciton resonance for L = 10ag and especially
the n= 2 peak in figure 3.1(a). As mentioned above, the peak position cannot be
explained as a replica due to COM quantization if one treats the COM motion
independently of the exciton relative motion. On the other hand, the n=2 peak
shifts away from the exciton resonance to higher energies (hw — E5 = 0.23Eg) if
the sample length is decreased to L = 3ag. The corresponding peak for L = 2ag
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Figure 3.3.: Calculated transmission for various sample lengths using the full
calculation (a) and Pekar’s ABC (b): L = 10ag (thin line), L = 3ag (solid line), and
L = 2a5(dashed line). The dipole coupling is rey = 5 A.

at hw — Eg = 1.9E; is not shown in figure 3.3. Hence, for L = 10ag, the n=2
resonance is due to the combined influence of the COM quantization and the
energy dressing of the coupled exciton-photon states which is described for the
spatially homogeneous system in section 3.1 in terms of polariton states. Clearly,
for L =3ag and L = 2ag the COM quantization energies are already so large that
the n = 2 replica does not interfere with the remaining radiatively broadened ex-
citon resonance.

39



3. Microscopic Theory vs. ABCs

T 1 T 1 T ]
08 [@ -
n n=1 -
0.6 - 5
o 041 —
§ 0.2 | -
s 00 b: 1
g |[® _
% n=2
E 01F —
© I i
o
(@)
g 0.0 '(c; ] N
8 n n=2
= 0.3 _ _
0.2 —
01F —
OO / 1 ] 1 ] Y ] 1 ] 1 \
0 2 4 6 8 10

Distance (ag)

Figure 3.4.: Spatial distribution of the macroscopic polarization for stationary,
monochromatic excitation at the absorption peaks corresponding ton=1,2 and 4
in figure 3.1(a).

The features in the transmission spectrum have their counterparts in the spa-
tial distribution of the macroscopic polarization. Using the full numerical solu-
tion of the propagaton problem, which determines the electron-hole transition
amplitude, we directly obtain from equation (2.32) the spatial distribution of the
macroscopic polarization which also enters Maxwell’s equations. For a station-
ary monochromatic driving field, we find different spatial distributions of the
macroscopic polarization depending on the driving field frequency. Figure 3.4
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Figure 3.5.: Spatial distribution of the macroscopic polarization for optical ex-
citation below (hw — E5 = —2.5Eg, dashed line) and near (hw— E5 = —1.25E,
dash-dotted line) the main absorption peak, as well as above the n = 4 peak
(hw — E5 = —0.6Eg, solid line), corresponding to figure 3.1(a).

shows the distribution of |P(2)|? over a sample of length L = 10a5. The curves (a),
(b), and (c) correspond to excitation energies at the n= 1, 2 and 4 peaks in fig-
ure 3.1(a), respectively. The spatial distribution further supports the connection
of the peaks to the COM quantization. If, for comparison, the COM motion is
considered independent of the relative motion, equation (3.29) together with the
boundary condition (3.30) and ®_ . = 0 determines eigenfunctions ®n(2), which
belong to the eigenvalues given by equation (3.40), as standing sine waves with n
maxima. Deviations of the full calculation in figure 3.4 from this behavior show
how the relative excitonic motion near the surface influences the macroscopic po-
larization. Also the concept of a uniform polarization-free region (dead layer)
near the surface can be now be investigated. Clearly, the thickness of layers with
reduced polarization is different for the |P(z)| distributions corresponding to en-
ergies in figure 3.1(a). For n=1 and n= 2, there is a region of roughly £ = 1.5a5
thickness at both surfaces, in agreement with the fitting procedure in figure 3.2(c)
to reproduce the features around the exciton resonance using an effective length
Les = L—2¢ =Tag. In figure 3.4(c), which corresponds to the n = 4 peak, this
dead layer is reduced to £ = 0.5ag which also explains the deviation of the ef-
fective length L & = L — 2/ = 9ag to fit the corresponding peak position in fig-
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ure 3.2(b). With the exception of Ref. 39 dealing with superlattices, approaches
which attempt to justify the dead-layer assumption usually predict that the quan-
tity £/(iag), where i denotes the principal exciton quantum number, be constant
for any given material and usually lead to numerical values in the range of 2-3
for this quantity.® This is violated here because all COM replicas belong to the
same 1s resonance but lead to different dead layers for different energies.

For completeness, we show in figure 3.5 the spatial distribution of |P(z)| for
the same configuration as figure 3.4 but excitation energies tuned away from the
resonances. In all cases we find a rapid growth of the polarization from the sur-
face into the sample without a dead layer.

The spatial distributions of the macroscopic polarization in the L = 3ag sam-
ple, whose linear spectrum is shown as solid line in figure 3.3, are given in fig-
ure 3.6. Only small regions of reduced polarization at the surfaces are obtained
for the two resonances at detunings hw — Eg = —0.38 Eg and +0.22Eg whereas
below the resonances (—0.9 Eg) these regions are completely absent.

After this comparison of macroscopic approaches to our microscopic results
we now return to the experimental results presented in chapter 2 for a compar-
ison of the macroscopic approaches. In figure 3.7 we show transmission spec-
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Figure 3.6.: Spatial distribution of the macroscopic polarization for a sample
length L = 3ag. The optical driving field is tuned below the main resonance
(hw — Eg = —0.9Eg, dotted line), and to the first (hw — Eg = —0.38 Eg, solid line)
and second (hw — Eg5 = 0.22Eg, dash-dotted line) peak in the transmission spec-
trum shown as solid line in figure 3.3(a).
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Figure 3.7.: Transmission spectra obtained from the Henneberger approach (top),
Ting-Frankel-Birman (middle) and Pekar’s ABC (bottom), using the same param-
eters as for the full calculation, figure 2.1(c).

tra obtained from the approaches due to Pekar, Ting et al. and Henneberger. In
the numerical calculations for the approximations we used the 1s-contribution of
the numerically calculated suceptibility including band-structure effects, which
is shown in figure 2.3. The Henneberger approach neither reproduces the char-
acteristic features of HH and LH excitonic lineshapes nor the COM replicas. The
Ting-Frankel-Birman ABC exhibits the characteristic double-peak structure of the
of the LH exciton line but the HH lineshape remains symmetrical and there are no
pronounced COM replicas as in the experimental spectrum. In comparison to the
other approaches, Pekar’s original ABC yields qualitatively the best results. The
detailed energy spacing of the features present in the spectra, however, cannot be
reproduced using this approach, as will be examined in detail in chapter 3.
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Figure 3.8.: Transmission spectrum (a) obtained with the Henneberger approach
using artificial mass parameters and an enlarged phenomenological dephasing
time T = 150 ps, and corresponding phase spectrum (b). The minimal phase spec-
trum (c) is calculated from the transmission spectrum via a Hilbert transform,
cf. equation (2.42).

In the context of approximative solutions, the free choice of material param-
eters can lead to wrong results if one chooses a macroscopic model which, in
comparison to Pekar’s ABC, has an entirely different dependence on the phys-
ical quantities entering the calculation, like the Henneberger model. One often
encounters situations where the material or growth parameters are not known.
Then hole mass, the sign of the strain energy, which is opposite for compressive
and tensile strain, and oscillator strength for a given excitonic resonance can only
be obtained by a fit based on a model calculation. Figure 3.8(a) shows the cal-
culated transmission spectrum obtained from the Henneberger approach where,
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in comparison to figure 3.7, the heavy hole mass parameters and dipole coupling
have been used for the light hole excitonic resonance and vice versa. Also, the
phenomenological dephasing time T has been increased by more than a factor
of 10 to T = 150 ps. With this unphysical choice of parameters the Henneberger
approach roughly reproduces both the double peak structure of the lower reso-
nance and the asymmetry of the higher resonance. Note that the main difference
between experimental and calculated spectra occurs as a narrow peak at the en-
ergetically lowest resonance. Due to the finite experimental resolution this does
not rule out a qualitative agreement between experiment and calculation and al-
lows an explanation in terms of wrong parameters and a strongly overestimated
dephasing time. Certainly, the discrepancy between the experimental and cal-
culated transmission spectrum is much smaller than one would expect from the
wrong choice of fitting parameters. The situation is different for the phase spec-
trum as can be seen in figure 3.8(b) where we show the corresponding calculated
phase. The dominating feature here is an increase of the phase by about 27T. Also,
the phase spectrum shows a very weak dip at the lower resonance and the signa-
ture of the ususal anomalous dispersion at the higher resonance. Since the overall
behavior deviates drastically from the experimental spectrum over the whole fre-
quency range, it completely rules out the explanation of the experiment in terms
of Henneberger’s model and the chosen parameters. This decisive information
can only be obtained by a separate phase measurement for the transmitted op-
tical field because the transmission alone does not contain this information. To
illustrate this point further we have calculated the Hilbert transform of log |t(w)|,
see equation (2.42), which yields the “minimal phase”! but not the additional
contributions of the Blaschke factors. The resulting phase spectrum is shown in
figure 3.8(c). Its overall resemblance to the experimental spectrum is much better
than that of the full phase. Moreover, the deviations are concentrated to small
regions of the frequency range which could be difficult to detect because of the
finite experimental resolution.
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4. Coherent Dynamics in
Transverse Magnetic Fields

4.1. Introduction

In this chapter we present an investigation of semiconductor quantum well ma-
terials under the influence of a magnetic field. In principle, one has two choices
for the alignment of the magnetic field with respect to the growth direction of the
quantum well. One possibility is the so-called Faraday geometry, in which the
magnetic field is directed perpendicular to the quantum well, i.e., in the growth
direction. Then the geometrical confinement of the carriers in the quantum-well,
which leads to a quasi two-dimensional electron gas, is combined with the con-
finement of the carriers on Landau levels introduced by the electromagnetic field.
This is useful if one wishes to achieve maximal confinement for the carriers.4!

The other possibility is the so-called Voigt geometry, which is the only config-
uration discussed in the following. Here, the magnetic field is oriented parallel to
the quantum-well plane, i.e., transverse to the growth direction. Then the mag-
netic field does not contribute to the carrier confinement but instead breaks the
rotational symmetry along the growth direction. The carrier states in the quan-
tum well are described by mixtures of angular momentum states defined with
respect to the growth direction as natural quantization axis. Because of the mag-
netic moment associated with the angular momentum the transverse magnetic
field induces carrier transitions between electron bands with different spin quan-
tum numbers. This carrier dynamics will be discussed theoretically in the present
chapter.

The transitions between electronic bands caused by the magnetic field lead to
an interplay with electron-hole transitions caused by optical fields. These effects
will be discussed in the subsequent chapter. Therefore the following theoretical
development is already directed towards taking also the interaction with optical
fields into account.
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Figure 4.1.: Schematic band structure. The energetically degenerate electron and
hole bands are drawn side by side. The two polarizations of the light field in-
teract with different subsystems of bands, the transitions are indicated as vertical
arrows marked by g, and 0 _, respectively. The transverse magnetic field couples
the electron bands of both subsystems, as indicated by the horizontal arrows.

4.2. 2D-Carrier System with Magnetic Field

In quantum wells the confinement in z direction introduced by different material
layers breaks the full rotational symmetry. In the majority of cases, though, it is
a good approximation to assume that the heterostructure is still invariant with
respect to rotations around the z axis and this makes the z axis the natural quan-
tization axis for angular momenta. Thus the definition of electron and hole band
states given in section 2.1, which uses the angular momentum projection quan-
tum numbers in z direction, can also be used for quantum-well bandstructures.
Due to the confinement in growth direction the band structure is qualitatively
modified leading, for instance, to the emergence of subbands.

For sufficiently narrow wells and excitation energies close to the fundamental
bandgap higher subbands are not excited. In quantum wells, the heavy and light
hole bands are energetically separated due to the reduction of symmetry® which
lifts the degeneracy present in bulk structures without strain.

Our model bandstructure including the heavy-hole and electron bands is de-
picted in figure 4.1: The bands are labeled according to their angular momentum
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projection quantum numbers in z direction by by |s) and |j), respectively. Elec-
tron states are described by the total spin S=  and spin projection s= +3.* The
heavy hole states carry the total angular momentum J = % and the projection
j = £3/2. Throughout the following we will use parabolic bands described by
dispersions & (k) and &, (k) with corresponding effective masses for electrons and
holes, respectively.

The Hamiltonian for the carriers is given by equation (2.1) together with the
magnetic field interaction Hamiltonian

I:l\mag = _ﬁ : Ba (4-1)

where [ is the operator of the magnetic moment. Using the electron and hole
band states discussed above, the Hamiltonian takes the form

Fnag= 3 3 (Sils)Boy()esk) + 5 5 (ilml1)Bej(k)ep (k). (42)
Ji'=%£3

s¥=+1

Again cf (k) denotes the creation operator for an electron with crystal momentum
k and spin component s= +1 in zdirection; C].L(k) represents the corresponding

creation operator for heavy holes with the projection quantum number j = +3.
Since we will only deal with quantum-wells in the following we have written the
two-dimensional crystal momentum simply as k and have omitted the “_L” used in
chapter 2 because no three-dimensional momenta will occur from now on.

For free electrons the magnetic moment is connected to the spin via

il = gy15S (4.3)

where g, = 2 is the numerical value of the electron vacuum Landé factor (without
corrections from quantum electrodynamics) and

_ hlel
- 2mg
is the Bohr magneton, defined using the electronic charge e and electronic vac-
uum mass M.

For carriers in crystal lattices, the Landé factor is not a fundamental quantity
as for the free electron, but is a quasi-particle property like the effective mass and
is therefore drastically influenced by details of the band-structure. Caculations
via k - p perturbation theory tend to be complicated since higher electron bands

need to be taken into account*>*3 to explain experimental data.** Therefore we
take the commonly accepted® effective electron Landé factor for GaAs g = —0.44

be (4.4)

*We also use s=1, | instead.
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4. Coherent Dynamics in Transverse Magnetic Fields

in the same spirit in which we use the empirical Luttinger mass parameters. Then
the electronic magnetic moment is given in terms of the spin Sby

fl = Gelt S. (4.5)

Since the X component of the electron spin operator is related to the spin raising
and lowering operators S, via

§=:5.+9) (4.6)

we find from equation (4.5)

|3 ifs#£d
fs)B=Fwy {2 ’ 47
(S7i9) q{Oihzg’ @)
with the Larmor energy defined by
hawy = geligB. (4.8)

In the geometry chosen here, the heavy holes are not influenced by the magnetic
field since using J = 3(J, +J_) on angular momentum states with total angular

momentum J = % and projection quantum number | = i% yields always

(ilix/j")y = 0. (4.9)

Electron-hole transitions are not driven by the magnetic field either since states
with different total angular momenta S# J are orthogonal. Therefore, the mag-
netic dipole interaction equation (4.2) becomes

Fing = —5- 5 T 9400 (4.10)

4.3. Carrier Dynamics with Magnetic Field

In Chapter 2 the electric dipole Hamiltonian acted as a driving field for the co-
herent electron-hole transition amplitude. In much the same way the static mag-
netic field drives a coherent transition amplitude between the two electron bands.
In order to distinguish between the two transition amplitudes we refer to the
electron-electron coherence as “Larmor polarization”. The Larmor polarization is
defined in generalization of the interband case, equation (2.7), by the off-diagonal
element of the electronic density matrix pg (k)

U (K) = Py (k) = (L (K)y(K))  (For s#€) (@.11)
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4.3. Carrier Dynamics with Magnetic Field

Here, no spatial dispersion is present and the transition amplitude depends only
on the relative wavevector variable k. Since )ss= (fg* for S= —s we keep only
one complex dynamical Larmor polarization ¢/ = ¢, .

The dynamical Hartree-Fock approximation yields then the equation of mo-
tion for the transition amplitude

|ﬁ%w(k) = [ (K) + iyl W(K) — AQ (K) [fT(k) - fi(k)] (4.12)

with the renormalized Larmor frequencies
hQ, (k) = ﬁw,_ gv k=K w(K). (4.13)
and the free polarization rotation due to the Coulomb Potential:
1 / / !
—EgV(\k—k\) [fT(k)—fi(k) . (4.14)

Here we have used the quasi two-dimensional Coulomb-potential for the ideal
quantum-well case

¢ 1
2egn5, 0

V() = (4.15)

with the normalization area &/ of the quantum well and the refractive index of the
semiconductor material n,,. Also, a phenomenological spin dephasing rate Yspin

has been added. The carrier distribution functions are defined as the diagonal
elements of the spin density matrix

fs(k) = pss(k) = (e (K)cs(K)) - (4.16)

To obtain a closed set of equation we also need to derive the Hartree-Fock equa-
tions for these carrier distributions:

0 0
510 == 5 h0|

i = 21m[Q} (k) (k)] (4.17)

Here, the subscript B indicates that this is the contribution to the dynamics from
the transverse magnetic field.

Note again, that the Larmor polarization (k) is a correlation which couples
only the electronic distribution functions (4.16). When there are coherent optical
transitions from electrons to hole bands these are described in the framework of
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4. Coherent Dynamics in Transverse Magnetic Fields

the Semiconductor Bloch equations (SBE).>?8 For the interband polarization we
obtain here the local k space version of equation (2.8)

iﬁ%sz(k) = [£j5(K) + iYope] Wjs(K) + hQg; (K)[1 — fs(k) — f; (k)] (4.18)

with the renormalized Rabi energy
hQ; Edsj-EQW+§EV(|k—k’|)WjS(k') (4.19)
and the interband energies
€s(k) = Eg + &e(K) + &, (k) — é EV(\k —K'D[fs(k) + f; (k)] (4.20)

with the gap energy E; and the electron and hole dispersions, & (k) and &, (k),
respectively. In equation (4.19) the confinement of the quantum well has been
taken into account using the quantum-well envelope functions &(z) by defining

Eow = / dz|& (2)|2E(2) ~ E(z=0) (4.21)

if the quantum well is located at z= 0. The Coulomb potential is again given
by equation (4.15) and a corresponding optical dephasing constant y,, has been
added. The system of differential equations is again closed by the equations for
the electron and hole carrier distributions

i’ d .
|Efs(k)\E=|Efj(k)|E:—2Im[QjSLPjS]. (4.22)

The formal similarities of the equations for the intra-electron-band dynamics
described by equations (4.12) and (4.17) on the one hand and equations (4.18) and
(4.22) on the other hand are striking. For a coherent optical field, equations (4.18)
and (4.22) describe the excitation of electrons from the valence band to the con-
duction band during one half of an optical cycle and the reabsorption of the en-
ergy by the field leading to the reverse effect for the carriers during the next half
of the optical cycle. In the same way, equations (4.18) and (4.22) describe the
depopulation of one of the electron bands and an increased population of the
other by the magnetic field during the first half of the cycle and the reverse effect
during the second half. This can be seen in figure 4.2 (top) where the computed
total density for both electron bands s = i% is shown after the excitation of the
quantum well and a Larmor precession period T, = 271/w, = 70ps. The optical
pump pulse has a full width at half maximum of 2 ps and is centered att = 0. The
phenomenological spin dephasing rate is taken to be zero.
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Figure 4.2.: Top: Computed time evolution of carrier densities in the electron
bands after short-pulse excitation. Bottom: Wave-vector dependence of the renor-

malized Larmor energy (4.13) at various times.

In equation (4.19), the optical Rabi energy is renormalized by the Coulomb
interaction and the Coulomb effects dominate the dynamics of the optical tran-
sition amplitude. For instance, excitonic resonances and the enhancement of the
absorption at the band edge in the low density regime and the enhancement of
the optical gain in the high density regime are entirely due to Coulomb effects.
Thus one would expect that the equivalent renormalizations lead to qualitative
changes of the Larmor frequency. However, studying the time evolution of the
densities in figure 4.2(top) shows that for the Larmor polarization the Coulomb
effects are not as drastic as in the case of the electron-hole amplitude and modi-
fications of the time-dependent carrier density shown in figure 4.2 remain small.
This can also be seen in the bottom part of figure 4.2 where the renormalized

53



4. Coherent Dynamics in Transverse Magnetic Fields

Larmor frequency is plotted as a function of the electron momentum for various
times: The kresolved difference between the Larmor frequency and the renormal-
ized Larmor frequency does not become appreciable during the time evolution, in
contrast to the optical polarization where this renormalization is dominant. The
reason for the difference is the energy dispersion of the carrier states involved
with the respective polarizations. For optical transitions, i.e., the electron-hole in-
terband polarization, this dispersion is present leading to a free “rotation” of W.
For magnetic transitions between the electron bands, which involve the Larmor
polarization (4.11), there is no dispersion entering equation (4.12). That is, in the
magnetic case, the Coulomb interaction does not couple different resonance ener-
gies as it does in the optical case. Therefore the resulting Coulomb contributions
to the Larmor frequency are not as important as for optical transitions. Qual-
itatively this behavior can be illustrated using the Fourier transformed Larmor
polarization {(w,k). Neglecting all Coulomb contributions the Fourier transfor-
mation of equation (4.12) results in

W(w,k) = ﬁ7‘*_’L_[fT(k) — £,(K)]. (4.23)

Since the denominator in equation (4.23) does not have an intrinsic k dependence
the Coulomb sum over k’ in equation (4.13) does not couple different resonances
of the system. For the optical polarization this is the case because there hw is re-
placed by hw — & (k) — &, (k). Therefore the resonances of the Larmor polarization
are not altered to the same extent as the resonances of the optical polarization are
altered by Coulomb effects.

The results derived here will be applied in the next chapter to the emission
dynamics of a microlaser in a transverse magnetic field. In the remainder of this
chapter we will present a method'? to determine the Landé factor in semicon-
ductor heterostructures because it furnishes an extremely simple example for the
application of the Larmor polarization.

4.4. Perpendicular Optical Excitation in Voigt
Geometry

As discussed above, in semiconductors the electronic Landé factor, denoted by
e, is not a fundamental quantity but varies from large negative values to g, = 2
of the free electron. The carrier dynamics in magnetic fields is therefore not only
determined by the direction of the magnetic field but also by the detailed material
properties of the semiconductor which influence both the magnitude and the sign
of the Landé factor. In particular, it is not sufficient to determine the magnitude
of ge but one also must have access to its sign.
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Figure 4.3.: Voigt geometry for perpendicular optical excitation with circularly
polarized light along the +y direction creating a mean spin (§))(t = 0). Obser-
vation in —Y direction antiparallel to the excitation does not yield photolumines-
cence oscillations since (S)(t) is the same for both +ge. However, observation in
+z direction perpendicular to the excitation yields a phase difference of 1Tin (S;)(t)
for different signs of ge. This is directly visible as a phase shift of the emitted
luminescence.!?

While the determination of the absolute value of g is straightforward by mea-
suring the Zeeman splitting, the sign of ge proved to be more difficult. For exam-
ple, the sign of ge at the conduction band minimum ¢ in GaAs has been dis-
cussed controversially for a long time.%¢

We will illustrate here how to calculate the electronic spin dynamics in a mag-
netic field after perpendicular optical excitation. The resulting spin polarization
which is connected to the optical polarization of the emitted luminescence then
directly yields the direction of the spin precession in semiconductors. Figure 4.3
shows the Voigt geometry with perpendicular optical excitation. The growth di-
rection of the sample is along the zaxis, i.e., the quantum-well is parallel to the x-y
plane. The magnetic field is aligned perpendicular to the growth direction along
the X axis. Optical excitation and detection is along the y axis. The important new
feature of this configuration is that detection is performed perpendicular to both
magnetic field and excitation.

We will first discuss the optical electron-hole excitation process in this con-
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4. Coherent Dynamics in Transverse Magnetic Fields

tiguration taking into account the optical dipole selection rules for the various
transitions. We then calculate the spin dynamics under the influence of the mag-
netic field in bulk and quantum well structures and use the result to analyze the
luminescence emitted from the sample after excitation.

4.4.1. Optical Excitation

Since the conduction-band degeneracy is only due to its spin degree of freedom
the dynamics of the electron spins in a magnetic field is not influenced by the dif-
ferent symmetries of bulk and quantum well materials. However, as discussed
in chapter 2 and above, the definition of the hole states involves the angular mo-
mentum projection quantum number j, which is defined with respect to a definite
quantization direction. In bulk materials we could choose this quantization axis
arbitrarily, but for quantum wells the rotational symmetry around the growth
axis leads to the natural choice of the growth axis (z axis) as the quantization
axis. In particular, the usual optical dipole selection rules for quantum wells are
defined only with respect to angular momentum projection quantum numbers
in z direction. Working with z as the quantization axis the following discussion
applies equally well to bulk and quantum well structures. For definiteness, we
choose the more intriguing quantum-well case for the calculation and comment
on differences in the bulk case later.

We first establish the initial conditions for the magnetic field dynamics, which
are created by the polarized optical excitation. The applied optical pulse drives
the interband polarization W;4(k) of the light-hole bands and the electrons.” The
vectorial dipole matrix elements d s as shown in figure 4.4, lie in the X-y plane for
both electron to light-hole (e-lh) and electron to heavy-hole (e-hh) transitions

dig/,=V3d, /=00, (4.24)
d¢,—3/2 = \/édT,+1/2 =doo_, (4.25)
or are directed along the z axis
2
dJ,,—l/z = dT,l/z = édcvez (4.26)

for e-lh transitions only. Here, 0, = %(exi iey) denote the polarization vectors
in the x-y plane and d¢y is the magnitude of the microscopic Cartesian dipole
moment. In our configuration, the electron-hole transitions are induced by a laser
tield that is circularly polarized in the x-z plane and propagating along the y axis.
Hence, the exciting laser field is given by
&—lie
V2

E(t) = Eexc(t) = Eexc(t) oY) . (4.27)

56



4.4. Perpendicular Optical Excitation in Voigt Geometry

7))
I
N =

=_1
S=75

Il
Nl

Figure 4.4.: Selection rules for optical transitions between light hole (j = i%),
heavy hole (j = i%) and electron (s= i%) bands. Here, d = dy is the magnitude
of the microscopic dipole moment and 0, = % (exEiey) the complex basis vectors
describing 0, polarizations in the x-y plane.

We determine the excitation of the electrons by a coherent conservation law?’
valid in the low-density limit which connects the electron density matrix p (k)
to the interband transition amplitude W 4(k) via :

Py (K) = > Wis(k) Wy (k). (4.28)
J

Using equations (4.11) and (4.16) we obtain the electron density in the bands s

Ns = Z Pss(K) (4.29)

and the Larmor polarization
P= Z Wﬂ(k) = Zpu(k)- (4.30)

Note that Y, = g*. In the following we expand the electron-hole transition am-
plitude

W)=Y wgf;) dn(K) (4.31)
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with respect to exciton basis functions ¢n(k), which are analogous® to the eigen-
functions defined in equation (3.4) but depend here on the two-dimensional mo-
mentum vector K. Retaining only the n = 0 (Is-exciton) components, WE(S)), we

obtain for the observable spin density-matrix
1 *
P = Y Pl 5 WY (v9) > ([ 432)
]

where we have included a normalization factor .4” for the density matrix. Us-
ing the equation of motion for the 1s-exciton polarization® we obtain for times t
longer than the pulse duration 1

wgfg(t) :i;%(k) Og(t)  (fort>1), (4.33)
where
t
RO () = /_ dg; - E(t)t’ (4.34)

is the area of the excitation pulse for the transition j —s. The most important
information contained in equations (4.33) and (4.34) is the coupling of the electric
tield vector (4.27) to the vectorial dipole moments. Therefore, we write equa-
tion (4.33) as

VY =i(dg-0%) £ 3 00O (4.3

is
with the area of the excitation pulse RO(t) = dey [* ., E, (t')dt’.

The calculation of the coherent optical excitation and of the spin dynamics
can be decoupled to a good approximation since the relevant time scales are very
different, i.e., the excitation pulse duration T = 1ps < T ~ 100ps, where T, is
the Larmor precession time. We now use equation (4.35) in equation (4.32) to
determine the initial values of the electron distributions

n(t=0)=n(t=0)=3 (for arbitrary excitation) (4.36)

2.
Pp=p(t=0)= —gl (for e-lh excitation) , (4.37)

valid for the light-hole to electron transition.
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4.4. Perpendicular Optical Excitation in Voigt Geometry

For the heavy-hole to electron transition, we obtain again equation (4.36), i.e.,
equal distributions for spin-up and spin-down electrons but

Pp=p(t=0)=0 (for e-hh excitation) , (4.38)

i.e.,, a vanishing magnetic polarization for the e-hh transition. For excitation of
both light-hole and heavy-hole transition the normalization of the density matrix
ensures that equation (4.36) still holds but the Larmor polarization is now given

by
i

10 (for e-lh and e-hh excitation) . (4.39)

Po=p(t=0)=
These values for n, n; and p are taken as the t = 0 initial values for the spin

dynamics. Using equations (4.12) and (4.17) we obtain after k summation and
neglection of the Coulomb renormalizations

%mm:_%mm:m@mm%mmo (4.40)

| 2000 = sign(@e) H(n, (1), (). @41)

Equations (4.40) and (4.41) are just a disguised oscillator equation for the inver-
sion An(t) = n,(t) —n (t) which is independent of the sign of ge

d2
Gn(t) = —wfAn(t). (4.42)

The solution is for the given initial conditions

An(t) = sign(ge) (—2ipy)sin(c ) (4.43)
p(t) = PoCos(cy 1) - (4.44)

4.4.2. Spin Polarization

The semiconductor luminescence equations*”#® yield the photoluminescence that

is emitted in the photon modes q. Ignoring all Coulomb renormalization ef-
fects, we obtain from these equations that the time evolution of the o, (0_)
photoluminescence-component emitted in an arbitrary direction is governed by
the average number of electrons with spin parallel (anti-parallel) to that direc-
tion and the dipole matrix elements. On the time scales considered here, there is
no hole contribution since the holes lose their angular momentum in a magnetic
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field due to the strong spin-orbit coupling significantly faster than the electrons.*’

Under these conditions, the degree of optical polarization in z direction

I, -1
I:)opt,z: T (4.45)

is determined only by the electronic spin polarization

Pipinz(t) = m = An(t). (4.46)

Since the inversion An from equation (4.43) is proportional to the sign of g the
time evolution of B, , shows directly the sign of ge. Equation (4.46) together
with equation (4.43) yield an extremal polarization for T, /4, where T, = 21/,
is the Larmor period. Depending on the respective excitation conditions (4.38),
(4.37) or (4.39), we obtain |Pspin,Z(TL /4)| = 0%, i. e. no effect, for resonant e-hh
pim’Z(TL /4)| = 80% for resonant e-lh excitation, and \Pspm’z(TL /4)| =
20% for excitation into the hh and lh continuum.

This method has been used to show directly the reversal of the electron Landé
factor in quantum wells of different thickness. For this purpose a sample was
tabricated consisting of two GaAs quantum wells with a well width of 5 nm and
10 nm, respectively, and 30 nm Al ;Ga, ;As barriers. The widths were chosen
because previous experiments indirectly yielded a negative ge for quantum wells
wider than 5.5 nm and a positive ge for quantum wells narrower than 5.5nm.
Excitation was performed into the continuum of the quantum wells with circu-
larly polarized light propagating perpendicular to the growth direction and mag-
netic field. The photoluminescence was detected perpendicular to the magnetic
tield and excitation direction and parallel to the growth direction. Figure 4.5 de-
picts the time-resolved P, ,, cf. equation (4.45), for both quantum wells. A phase
difference of 1is clearly visible shortly after excitation, demonstrating the oppo-
site signs of g in the different quantum wells. The measurement proves that the
experiment together with its theoretical interpretation presented here makes the
determination of ge factors feasible in low dimensional systems.

Finally, we would like to comment on the bulk case for which the analysis
given here is also valid. In addition to the results derived above, one can explore
easily the dynamics of the expectation values (sy) of the Cartesian spin compo-
nent @ =X, y, Z The connection between these mean spins and the magnetic
polarization is given by

excitation, |P,

p= (S0 +i(§) (4.47)
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Figure 4.5.: Experimental luminescence (from Ref. 12): Difference signal of o©
and 0~ photoluminescence in a 5nm (solid line) and 10 nm quantum well (dot-
ted line) at a magnetic field of 6 T. The phase difference of 1T between the photo-
luminescence oscillations results from the different sign of ge. The oscillation fre-
quencies are slightly different because the absolute values of ge are not the same
(ge = 0.143 in the 5 nm quantum well and ge = —0.165 in the 10nm quantum-
well). The large signal at t = 0 is due to scattered laser light.

since we have, by definitions (4.11) and (4.30), p= (§,) with §, =§+iS,. There-
fore
(So(t) =Rep(t), (4.48)
(§)(t) = Imp(t) (4.49)

ww

and (%) is simply given by
80 =5 [0 (0] = an0). (450)

Because the connection between the inversion J, the magnetic polarization p and

the average spin is given by equations (4.48)—(4.50) our solutions (4.43) and (4.44)

describe a mean spin (S)(t) precessing in the y-z plane as indicated in figure 4.3.
Using equations (4.46) and (4.50) we first obtain

Popinz(t) = 2(S)(t) (4.51)
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and exploiting the full rotational symmetry of a bulk configuration yields that the
photoluminescence in direction a = X, y, Zis determined by the spin polarization

Pspin,or(t) =2(Sa) (1) - (4.52)

Therefore, the sign of ge is visible in the optical polarization for observation in
z direction, but not in y direction, as can be seen by calculating the spin polariza-
tion in y direction

Ppiny(t) = 2(§)(t) = 2Imp(t) = —g cos(a t), (4.53)

which is independent of the sign of g.. These consideration also show that the
photoluminescence emitted in the direction backward to the excitation is, in the
bulk case and even without applied magnetic field, also partially circularly po-
larized. The photoluminescence perpendicular to the excitation without applied
magnetic field is not circularly polarized since the average spin projection in X
direction is always zero,

Pepinx(t) = 2(8) (t) = 2Rep(t) = 0. (4.54)
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5. Laser Dynamics with Magnetic
Field

In this chapter we will analyze the emission dynamics of a quantum well in a mi-
croresonator in the presence of a transverse magnetic field. We therefore briefly
discuss the microlaser and its physical properties first, leaving the details of the
laser model to Appendix C. Next, the carrier-carrier interaction and the inter-
action of carriers with the crystal lattice is examined because these complicated
mechanisms are crucial for the laser dynamics but make the problem numerically
very demanding. For the purposes of the present chapter we therefore need to
introduce some approximations to make the problem tractable.

We then use these ingredients to present numerical results for the microlaser
dynamics in a transverse magnetic field after pulse excitation. The physical pro-
cesses are discussed and it is shown how the dynamics of the laser can be con-
trolled by higher magnetic fields and different excitation conditions. A compari-
son to experimental results is also included.

5.1. Outline of Microlaser Theory

The Voigt geometry for the quantum-well laser with magnetic field is shown in
figure 5.1. The static magnetic field points in x-direction, B = Bey, and is perpendic-
ular to the growth direction z of the quantum well. Because of its small resonator
and the high reflectivities of the distributed Bragg structures, which form the
cavity mirrors, microlasers can be designed to operate on a single longitudinal-
mode. That is, due to the large mode spacing only one longitudinal mode lies the
spectral region where optical gain is produced by the carrier system.

We are interested here in the laser dynamics over a few hundred picoseconds
in experimentally accessible magnetic field strengths, which lead to Larmor peri-
ods of several tens of picosends. On these timescales it is not numerically feasible
to apply a microlaser theory which describes the microscopic non-equilibrium
carrier dynamics and the interaction with a quantized field in the resonator.>!-2
Such a theory can explain the microlaser action down to very short timescales
and, in particular, the switch-on behavior after ultrashort-pulse excitation.>>*
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Figure 5.1.: Schematic picture of a surface-emitting quantum-well microlaser in
a magnetic field. The length of the cavity is typically on the order of an opti-
cal wavelength. The distributed Bragg-reflectors, which serve as cavity mirrors,
consist of quarter-wave layers of alternating refractive index. Excitation of the
structure and laser emission is along the z axis. The magnetic field is aligned
perpendicular to the growth direction.

Also luminescence properties are included by treating the electromagnetic field
quantum-mechanically.

For the present purposes, therefore, we use a simpler semi-classical model for
the microlaser summarized in Appendix C. In this model, the laser dynamics is
described by the intensity at the cavity resonance I (t). The stimulated contribu-
tion to the intensity is given by

17}
EI (t) = gcaV(t)I (t) — Kl (t) (5.1)

stim

where g,y is the gain at the cavity resonance, cf. equation (C.10), and the constant
kK models the cavity losses. The computation of the gain from the carrier distri-
butions is a complicated many-body problem. Here, the gain is calculated by an
integral equation derived from the semiconductor Bloch equations. For stimu-
lated emission to occur, it is necessary that the gain overcompensates the cavity
loss. This is only possible if the carriers reach inversion at the cavity resonance.
Technically speaking, we must have fe(k) — f, (k) —1 > 0, for interband energies
E; + & (K) +&,(K) in the vicinity of the cavity resonance before stimulated emission
can set in. The discussion of the laser behavior in a magnetic field will be based
on this fact to a large extent.
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5.2. Incoherent Carrier Dynamics

The time evolution of the laser emission is dominated by incoherent processes,
such as carrier scattering and thermalization. The fast electron-electron scat-
tering drives the non-equilibrium carrier distributions towards an equilibrium
state described by Fermi functions. Furthermore the electron-hole scattering pro-
cess redistributes the kinetic energy of the carriers between electron and hole
bands. Both processes, however, do not dissipate energy from the carrier sys-
tem. Only the interaction of the carrier system with the crystal lattice trans-
fers energy from the electron-hole system to the lattice. Since the fast scatter-
ing processes take place on picosecond and sub-picosecond timescales but we
are interested here in the dynamics on the ten-picosecond timescale set by the
magnetic field, we approximate the complicated microscopic scattering and ther-
malization mechanisms by scattering rates. That is, we assume that the fast
Coulomb scattering leads to an equilibration of carriers between all the bands
on the timescale T, and the interaction with the crystal lattice leads to a ther-

malization on a timescale Tiherm

if(k,t) == f(kvt) — fscatt(k’t) . f(k7t) — 1:therm(k’t) . (5.2)

ot inc Tocatt Tiherm

Here, f. and fy . are Fermi distributions which are computed from the non-
equilibrium carrier distributions at any given time t. Technically, we first com-
pute the temperatures and chemical potentials of Fermi distributions with the
same number and energy density as the non-equilibrium carrier distributions.
From this we determine the average temperature T,_,,, and calculate f_, as the
Fermi function with temperature T, and the number density of the non-equi-
librium distribution f in the corresponding band. This is an effective model for
electron-electron and electron-hole scattering. The Fermi function f, . is com-
puted using the number density of f together with a temperature T, ... We do
not assume the lattice temperature for T, .. since the carriers never come near to
equilibrium with the lattice before and during the laser action.>® As can be seen

by calculating

d d

En(t) inc - Z E f (k,t) scatt =0 (5'3)
d d
S5EO| :Ze(k)af(k,t) . #0 (5.4)

the approximation (5.2) for the incoherent processes preserves the number den-
sity in each band but changes the kinetic energy in qualitatively the same way as
the microscopic Coulomb scattering and thermalization processes would.
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5. Laser Dynamics with Magnetic Field

In addition to these scattering mechanisms there is a fast relaxation of hole
spins.49 This is due to the mixing of valence band states, i.e., hole states with
different momenta Kk are different superpositions of angular momentum eigen-
states so that intraband hole scattering processes lead to equal carrier distribu-
tions for the two hole bands. This relaxation process is also approximated by
using a rate 7, ;.. In the following numerical evaluation these rates will always

be takenas 1, ;. = T .y =5Pps = 30 ps, and the effective lattice temperature
Tecart = 80K

scatt —

4 Ttherm

5.3. Microlaser-Emission Dynamics

Here we present numerical results for the laser emission after excitation with
circularly polarized picosecond optical pulses. Both excitation and emission are
in the zdirection, as shown schematically in figure 5.1. Theoretically it is possible
to study a spin polarization of the electron bands

n,—n
Pspin nT +n¢
T

(5.5)

which is exactly one by including only the light-hole to electron transition and
assuming excitation by g, light. The experimentally feasible spin polarization,
however, is limited by the excitation process in the specific experiment. For the
experiments discussed below a spin polarization of Popin = 0-5 was reached. This

is modelled by adjusting the Rabi energy of the j = —3 — s=| transition for the
excitation process so that Popin = 0-51s obtained.

Figure 5.2 shows the results for excitation of a microcavity with a 2 ps Gaus-
sian pulse where the excitation energy is hw.x. = 20Egz above the band gap. This
creates a carrier density n, = 1.3 x 10'?cm~? in a magnetic field of B=2T. Even
though the carrier density is excited almost instantaneously (on the 10ps time
scale shown in figure 5.2) laser action does not set until 70 ps. This delay is
explained by the cooling dynamics of carriers in the quantum well: The initial
excitation creates carrier distributions with high kinetic energies. For lasing to
occur these carrier distributions must show inversion, i.e., fe(k) — f (k) =1 >0
must hold for interband energies Eg + & (k) + &, (K) in the vicinity of the cavity res-
onance. The carrier scattering and energy dissipation process, i.e., the interaction
with other carriers and the lattice, is responsible for populating carrier states with
small k and the delayed onset of lasing action after short pulse excitation. For a
theoretical discussion using a fully microscopic approach to scattering mecha-
nisms and comparison to experiments, see references 53, 54.

When stimulated emission sets in the total laser intensity in figure 5.2(a) be-
gins with o_ polarization, as shown in figure 5.2(b), because the 0_ transition
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5.3. Microlaser-Emission Dynamics
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Figure 5.2.: Computed laser emission: (a) Total emission, (b) 0, and 0_ compo-
nents.

first experiences gain. Then the total laser emission oscillates with twice the fre-
quency of the 0, and 0_ polarized intensity components and its polarization
alternates between subsequent emitted pulses as is apparent from figure 5.2(b).
The “clock” of the oscillatory dynamics in figure 5.2(a) is set by the electrons’
Larmor frequency whereas the shape of the emitted pulses is determined by the
resonator quality and carrier thermalization. This macroscopic pulse emission is
a consequence of the fact that stimulated emission with a definite light polariza-
tion sets in whenever inversion for the corresponding electron-hole transition is reached.
Since the electron distributions oscillate with the Larmor frequency between the
s=1and s=| bands the inversion is directly controlled by the magnetic field and
carrier scattering processes.

Thus the magnetic field “switches” between 0, and 0_ polarizations of the
light by its coupling to the electron spin which is of a purely quantum-mechanical
nature. The modulation of the macroscopic laser emission can therefore be re-
garded as the macroscopic manifestation of microscopic quantum-mechanical
dynamics.
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5. Laser Dynamics with Magnetic Field
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Figure 5.3.: Experimental emitted laser intensity after short pulse excitation in a
2 Tesla magnetic field (from reference 56): (a) 0" -polarized and (b) 0~ -polarized
emission; (c) total emission.

The light emission of a microlaser in a transverse magnetic field was stud-
ied experimentally!®>” using a semiconductor microcavity laser consisting of a
3) cavity with two 8 nm In 5,Ga, gsAs quantum wells separated by GaAs barri-
ers. The wells were placed in the antinodes of the intracavity electric field, which
is formed by two GaAs/AlAs distributed Bragg reflectors with 99.6% reflectiv-
ities. This reflectivity is maintained over a whole frequency range around the
emission wavelength which acts as a stop band for light. This makes excita-
tion of the quantum-wells inside the cavity along the z direction only possible
with frequencies outside of the stop-band high-reflection region. Here, the pump
wavelength was above the microcavity stop-band, so that in addition to the quantum
wells the barriers inside the cavity and the DBR layers were excited. Excitation
was performed with circularly polarized pulses of a Ti:Sapphire laser with 2 ps
pulse length, 80 MHz repetition rate and 780 nm wavelength. The microcavity
emission at 835 nm was detected in reflection geometry, analyzed with a circular
polarizer, spectrally dispersed, and temporally resolved in a streak camera with
a time resolution of 7 ps. Throughout the experiment, the sample was kept at a
temperature of 15K in a superconducting magnet.
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5.4. Controlling the Microlaser

The behavior described theoretically above is present in experimental results
for the microlaser emission. Figure 5.3 shows the pulsed emission with alter-
nating polarization after an initial delay of several ten picoseconds. Due to the
specific experimental situation, the initial excitation leading to the laser emission
is above the microcavity stop-band, and the barriers and distributed Bragg reflec-
tors are also excited. Therefore the actual excitation conditions in the quantum well
are difficult to determine theoretically. As a consequence, the pulse delay, which
sensitively depends on the intial excitation in the quantum-well, can be different
for simulation and experiment, whereas the dynamics due to the magnetic field
is not influenced.

5.4. Controlling the Microlaser

In this section we analyze how the pulse emission behavior of the microlaser
emission can be controlled. We first focus on larger magnetic fields. Figure 5.4
shows the emitted laser intensity for various magnetic fields up to B= 11T. The
carrier density excited by the 2 ps pulse is n, = 1.2 x 10'2cm~2, and the spin polar-
ization Pspi]n = 0.5. For lower magnetic fields (B =2T and 4 T) the emission shows

clearly resolved pulses synchronized to the electron spin dynamics. For higher
magnetic fields (B =8T and 11T) the resolution is washed out by the intrinsic
laser dynamics because the cycle lengths of about 10 ps become comparable to
the time the laser needs to “switch off” emission of one polarization and “switch
on” emission of the other polarization. That is, the emission of laser light with
0, (0_) polarization has not ceased completely when stimulated emission with
0_(0,) polarization sets in. This behavior is shown in the computed result be-
cause the cavity quality has been modelled according to the experiment® by a
phenomenological cavity loss of k =1/(2ps). In general, for better cavity quali-
ties shorter pulses and pulse delays are to be expected.>

The experimental results for the laser emission in increasing magnetic fields
are shown in figure 5.5. As discussed above, the delay of the first pulse is dif-
ferent due to the excitation of the cladding layers. The changing modulation of
the emission is observed experimentally as well as theoretically, as shown in fig-
ure 5.4. As argued theoretically above, the incomplete modulation for the high
magnetic fields is a property of the specific laser design and not an intrinsic limi-
tation for the resolution of single pulses.

Next, the influence of different excitation conditions on the emission dynam-
ics is analyzed. In figure 5.6, the magnetic field has been kept constant at B =2T
but the Rabi energy of the optical excitation is varied from % = d. E = 0.5Eg
to # = 2.5Eg, where the excitation intensity is proportional to the Rabi energy
squared.
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Figure 5.4.: Computed laser emission for various magnetic fields; from top to
bottom: B= 0T, 2T, 4T, 8T, and 11T.
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5. Laser Dynamics with Magnetic Field

For the lowest excited carrier density the emitted intensity is luminescence
without spontaneous contribution because the laser threshold is not reached.
Here, the magnetic field dynamics does not show any influence because the am-
plification by the stimulated emission is missing. For higher excited carrier den-
sities the stimulated emission, which is sensitive to the electrons” dynamics in
the B field, becomes more pronounced. First the stimulated emission is just a
weak modulation of the spontaneous background but the modulation becomes
stronger as the threshold is approached. Well over the threshold, the stimulated
emission exceeds the spontaneous emission by several orders of magnitude and
the emitted signal shows a modulation depth of 100%. The modulation depth in
the total emission depends so strongly on the excited carrier density because the
oscillations arise from a switching from luminescence to lasing, and the behavior
of the laser switch-on is controlled by the inversion at the cavity resonance.

Experimental results for different pump intensities and constant magnetic
tield are shown in figure 5.7. The emission dynamics of the microlaser above
the threshold shows the same modulation behavior as the computed results, ex-
cept for the above-mentioned difference of the laser onset. Below the threshold,
however, one has a continuous rise of the measured intensity over a few hundred
picoseconds, in contrast to the falling-off of the computed curve in figure 5.6.
This is due to the fact that in the present theory spontaneous emission is only
included in the simplified treatment according to Fermi’s Golden Rule which is
a good approximation only for a carrier plasma at high densities. The lumines-
cence properties at low and intermediate densities require a quantum treatment
of the electromagnetic field and the inclusion of Coulomb correlations leading to
the semiconductor-luminescence equations.*® There it is shown that the impor-
tant quantity determining the emission in the spectral vicinity of the exciton reso-
nance is the overlap of the carrier distributions with the excitonic wave functions.
The experimental data presented here were taken from a sample which shows
strong normal-mode coupling which makes matters even more complicated. A
discussion of these points can be found in reference 58, where the luminescence
properties of the same sample are analyzed. A detailed analysis of these effects in
connection with the magnetic field dynamics is beyond the scope of our present
theory, which has therefore only limited validity in the low-density regime.
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Figure 5.6.: Computed light emission for various pulse excitation energies at a
magnetic field of 2 Tesla. From bottom to top the Rabi energies for the pulse
excitation are # = do E = 0.5Eg, 1.0Eg, 1.5E; and 2.5E5. Laser emission is only
present in the two upper figures; the lower curves correspond to excitation below
the laser threshold.
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Figure 5.7.: Experimental light emission® for increasing excitation intensities at
a magnetic field of 2 Tesla. The two lower curves show luminescence below the
lasing threshold.
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6. Conclusions and Outlook

In this thesis, the dynamics of coherences introduced in semiconducting materials
by external fields is analyzed theoretically. We have presented a solution to the
polariton propagation in bulk semiconductors in the first part of this work and
discussed the spin dynamics in transverse magnetic fields in the second part.

The microscopic theory of polariton propagation presented here constitutes
the first full solution of the polariton problem with spatial dispersion in media
with surfaces since the introduction of the problem over forty years ago. Our
theory takes the multi-band structures of realistic materials into account and its
only phenomenological parameter is a polarization dephasing time. The results
are in quantitative agreement with precision measurements on very high-quality
GaAs material.

The solution of the polariton problem presented here is very involved and
makes use of present-day supercomputers. Because of this complexity, many ap-
proximate approaches have been developed over the past forty years. It has long
been noted that these approximations yield contradicting results, and the debate
over their foundations has been renewed only recently with the introduction of
a new analysis of the problem.” With our full solution we have been able to in-
vestigate approximations to the polariton problem in detail: Numerical results
obtained from various approximations have been compared to the full calcula-
tion. While for the intermediate sample lengths considered here the macroscopic
approximations did not yield satisfactory agreement, Pekar’s original additional
boundary condition® consistently led to better results than other approximations.

The microscopic solution of the polariton problem as developed in chapter 2
has other interesting applications. First, within the present approach the calcu-
lation of quantum-well transmission spectra is possible which include the full
sub-band structure with confinement energies and excitonic binding energies.
This is an improvement over conventional theoretical treatments using an expan-
sion in subband eigenfunctions which can only determine the change of binding
energies.?? Second, the application of our results to resonant tunneling!! is also
directly possible since the theoretical description of tunneling processes is very
similar to the one in chapter 2.

The second part of the thesis deals with the theoretical description of the
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6. Conclusions and Outlook

electron-electron coherence induced in semiconductors by transverse magnetic
tields. The equations governing the electronic dynamics are formally very simi-
lar to those governing the electron-hole dynamics induced by optical fields. This
similarity has been discussed and a simplified version of the theory has been ap-
plied to the direct determination of the electronic Landé factor in arbitrary semi-
conductor structures in a novel geometry.!? Here, we have used the semiconduc-
tor Bloch-equations to determine the excitation conditions of a quantum-well by
including the dipole matrix elements of the electron-hole transitions involved.
We then have calculated the dynamics of the spin polarization which, for differ-
ent Landeé factor signs, results in different phases of the luminescence which is
experimentally directly visible.

An application to the emission of a microlaser in a transverse magnetic field
after short pulse excitation has been made by combining the microscopic the-
ory for the electronic coherence with a semiclassical microlaser theory. Here, we
were able to explain the modulation of laser emission in magnetic fields and show
that it constitutes a macroscopic manifestation of the microscopic electronic spin
dynamics. We have examined ways to control the laser modulation, i.e., how
to make shorter laser pulses, and compared our results to experiments which
prove the technical feasibility of controlling the microlaser emission using mag-
netic fields.

Since the dynamics of the electronic coherence for which the theory was pre-
sented here, is “visualized” with the help of the laser, the inclusion of the car-
rier interaction with the light field and with other carriers is also important for
a consistent description. The carrier-carrier interaction has been treated approxi-
mately in this microlaser model to demonstrate the possibility of modulating the
laser emission. For higher magnetic fields, i.e., shorter emitted pulses, or for ex-
periments probing the magnetic field dynamics on timescales comparable to the
scattering times this simplified treatment should be replaced by a microscopic
description.>!53
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A. Luttinger Hamiltonian

For the description of the hole-band structure we have employed a phenomeno-
logical approach due to Luttinger and Kohn®®® which is widely used in semi-
conductor physics.”?”6! Instead of presenting a derivation using k - p theory we
will introduce the Hamiltonian directly using symmetry considerations because
this is the important aspect here.

The information needed to construct the Hamiltonian is that the hole-band
states at the zone center (k = 0) are made up from atomic p orbitals. Because of the
spin-orbit interaction, therefore, the zone center basis-states are eigenstates of the
total angular momentum, i.e., their quantum numbers are J = % and | = i%, :t%,
orJ=%and j = £3. Since the states belonging to J = 1 are energetically shifted to
lower energies the hole states in the vicinity of the fundamental absorption edge
are the J = % states.

We will consider here the Luttinger Hamiltonian only in its spherically symmet-
ric form which can be obtained from the most general expression using the crystal
momentum K and the total angular momentum operator

HZ

5 ~
- o (y1+§y2)k2—2y2(k-\]) (A.1)

A (K)

which is invariant under rotations. This invariance is guaranteed because K is
a vector and J is a vector operator. We have written equation (A.1) using the
phenomenological parameters y;, y,, and y; introduced originally by Luttinger
(¥, = 3, in our case). Already from equation (A.1) it is apparent that (k) is ro-
tationally invariant only under symmetry transformations involving both k and
J. Therefore, even the so-called spherically symmetric Luttinger Hamiltonian
must have eigenenergies £(k), which generally do not depend on the modulus k
alone, that is, the energy dispersions do not show a rotational symmmetry in k
space.

Evaluating equation (A.1) for the basis states {|j)}, which are labeled by their

angular momentum projection quantum number in z direction j = 3,—(3,3,-3,
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A. Luttinger Hamiltonian

one obtains the 4 x 4 Luttinger matrix

P+Q R -S 0
| R P-Q O R
#O=| s o p_o s (A.2)
0 S R P+Q
with*
ﬁz 2 2
P(kpkz) = ﬁyl(kj_ + kz) ) (A.3)
~2
h 2 2
Q(kj_v kZ) = EVZ(kL - 2kz) 3 (A4)
ﬁz 2 2 ; 2 ﬁz 2 o—2i
R(kL) = _ﬁ\/éyz(kx - ky - 2|kxky) == ﬁ\/gyzkj_e_ Iq)i ) (A5)
i . R g

Note that the diagonal matrix elements only depend on the modulus of k; and
k, = |k, |, whereas the off-diagonal elements also depend on the angle @, =
tan—1(ky/kx) of the in-plane vector k | . The energy dispersion of the Hamiltonian
(A.2) describes two doubly degenerate hole bands, which are commonly desig-
nated as “light” and “heavy holes”. Including elastic strain in the Hamiltonian
matrix (A.2) leads to an energy shift AE in the diagonal elements of the Luttinger
matrix,®! which has the same magnitude but a different sign for the P+ Q and
P— Q terms.

We will extract the important symmetry information directly by expanding
H with respect to the functions €™, that is,

1 2n .
Ak, ) = /0 do, €™ (K | k) . (A7)

Because of the phase factors only the diagonal terms, equation (A.3) and (A.4) are
proportional to ,,,. The off-diagonal terms, on the other hand, equation (A.6)
and (A.5) are proportional to 8, ,, and &, ,, respectively. The contributions to

#0) are only from diagonal elements of the Hamiltonian (A.2). This important
result is used in chapter 2 and we will be only concerned with these m= 0 contri-

*In the spherical approximation to the original Luttinger approach, ¥, in the matrix element Ris
replaced by y,, = (y, + ¥3)/2.
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butions. Defining

R, R,
K k)= k K A.
(L) 2Myy J_+2mHHz ’ (A8)
gk, k) = i k2 + il k2 (A.9)
ST T amy, T 2myy, .
we obtain for the m= 0 component of equation (A.7)
g4y — AE 0 0 0
(0) _ 0 &t AE 0 0
Ak, le) 0 0 & y+AE 0 (A.10)
0 0 0 gqy —AE
with the anisotropic light hole and heavy hole masses given by the Luttinger
parameters
Mo Mo
my,=—-—-+—, Myy,=———, (A11)
LHz Vi n 2y23 HHz Yy — 2V23
My My
my, =———, My, =———. (A.12)
LHL = )y HHL = Y ¥y
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B. Numerical Techniques

In this Appendix we outline the numerical treatment of the coupled equations
(2.31), (2.37), (2.38) and (2.32). We first transform the dynamical quantities in
order to eliminate the explicit occurence of the gap energy in equation (2.31) be-
cause the numerically large value necessitates very small timesteps. Therefore
we define, e.g.,

P(t) = e DY(t), (B.1)
E(zt) = e ' ®E(z1). (B.2)

Here we have specialized w, to be the gap frequency, hay, = Ej. Since this trans-
formation affects all dynamical variables, i.e., polarizations electromagnetic fields,
and currents, we will omit the tilde in the following.

B.1. Schrodinger Equation

To focus on the discretization in the time domain we suppress space and mo-
mentum variables and rewrite the Schrédinger type equation (2.31) symbolically
as

0 ~ _

|hEW(t) =HWY(t) + hQ(t) (B.3)
where RQ(t) is a genereralized external driving term and H includes both the
kinetic Hamiltonian and the Coulomb interaction. For the numerical integration
of equation (B.3) we have used the explicit second-order differencing scheme!!-2

W(t+At) ~ W(t — At) —i(24t) [%H W(t) +Q(t)] : (B.4)

This differencing scheme has two advantages. First, it is explicit, i.e., the “new”
W(t + At) can be computed directly from values at earlier times without solving
a system of linear equations. Second, it respects the time-reversal symmetry of
the Schrodinger equation and therefore conserves the energy and the norm of the
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B. Numerical Techniques

complex wavefunction.? Also, if the chosen time step exceeds the stability limit
for equation (B.4), exponential solutions become dominant and lead to divergent
results which allows the empirical determination of the stability limit.

The amplitude W in equation (B.4) depends on two space and one momentum
variables. The space dependence is discretized using a two-dimensional equidis-
tant grid (Za,ZB) with spacing Azy,. For the momentum space variable k=k, a
Gaussian quadrature with grid points ki indexed by Kk are used. This leads to the
discretized quantity

wz(a7ﬁ):w(kKaza7Z 7tn)- (BS)

The singularity of the Coulomb potential is removed numerically® and we typi-
cally use 90 k; Gaussian quadrature points which are accumulated below k, =
4agl. Choosing the spacing of Az, = 0.1ag; we reach the stability limit of the
scheme (B.4) at At ~ 2.0 fs. We used for our computations At = 1.5fs. Choosing a
smaller time step At = 1.0fs for test purposes led to the same results.

Writing W"(a, B) in the following always refers to the whole “vector” formed
by the W (a, B). Derivatives are approximated on the space grid by using a sec-

ond order scheme,® i.e., the terms in equation (2.31) containing derivatives be-
come
19 1 0°
| W(2e,2,t) &
1 wn(a + 17B) - 21.|Jn<a7B) + l.|Jn<a - 17B)
— 5 (B.6)
Mez (Az)
L 1 Wi, p+1)—2W¥a, B) +W(a,f—1)
M, (82)2 '

Consequently, for the computation of Y™ (a,B) at time t,,, = t,+ At we need
only W"(a,B) together with the four neighboring values W"(a +1,), Y"(a —
1,B8),Y"(a,B+1),and W"(a, B —1). Note also that the Coulomb matrix element in
equation (2.31) only couples Wi (a, B) values with the same spatial (a, 8) but dif-
ferent momentum (k) indices. For numerical purposes, therefore, this index de-
pendence makes it effective to regard W"(a, B) as defined on a two-dimensional
space grid where (a, ) numbers the grid points. Each grid point is now a vector
with the discrete momentum index K.

Grouping the grid points into square cells in a checkerboard pattern leads to a
two dimensional mesh of cells such that every grid point belongs to only one cell,
as shown in figure B.1. The numerical computation is very well suited for parallel
computers if each of these cells is assigned to one processor. Since a space grid
point needs only its four neighboring points, the calculation of the RHS of (B.4)
using (B.6) for a time step can be carried out directly for all inner points, i.e., for
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B.1. Schrédinger Equation
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Figure B.1.: Partioning of z grid points on the two-dimensional processor topol-
ogy, shown for the case of 3 x 3 =9 processors. Each square represents a proces-
sor and each dot a grid point with coordinate (a,3). Inner points are drawn as
open, boundary points as solid circles. The diagonal points z, = z have also been
marked; they are used for the computation of the polarization, cf. equation (2.39).

points whose four neighbors belong to the same cell. The points that require the
values of W"(a, B) from another cell for the computation of W"(a, B) are lined up
along the square-shaped boundaries of each cell because the discretization (B.6)
makes only use of a and 8 values incremented or decremented by 1. Therefore
each processor must receive the values of the adjacent boundary points from the
four neighboring cells before equation (B.4) can be computed for the boundary
points of its own cell. This data exchange between all processors must occur in
each time step.

The grid structure outlined above can be implemented using the message
passing interface (MPI).%%%> Technically, nonblocking send and receive com-
mands handle the data exchange necessary for the boundary points while the
Whtl(a, B) values are computed for all inner points. When the data exchange
is complete, W"1(a, B) is computed for the boundary points of each cell.
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B. Numerical Techniques

B.2. Electromagnetic field

When treating the time evolution of the electromagnetic field one faces the prob-
lem that the space grid encompasses the sample and a finite space outside the
sample where the electromagnetic field is produced and detected. Now, the time
development must be computed for several picoseconds to monitor the radiation
from the slowly decaying polarization in the slab. Therefore, the initial pulse
has long reached the end of the computational domain before the computation
has finished and the spectrum can be computed. Thus multiple reflections occur
at the ends of the space grid if one discretizes Maxwell’s equation straightfor-
wardly and chooses a boundary condition for the computational domain because
any boundary condition will lead to at least partial reflection. This difficulty
is avoided by discretizing the equations for the electomagnetic field (2.37) and
(2.38) on a one-dimensional grid using Hartree’s method. Since this method is
described comprehensively in reference 63 (Sec. 4-15), we omit a detailed dis-
cussion and only quote the results here: The characteristic curves for Maxwell’s
equations are straight lines, Az= cAt, and the partial differential equations (2.37)
and (2.38) reduce to ordinary differential equations along these lines. These are
used to derive the discretized versions of the transformed equations (2.37) and
(2.38)

1 1
E]n+1 :ﬁn(Bj—l Bj+l)+§’7(E +Ej+l)
g (B.7)
+4 @I+ 91+ ),
ng
1
BTH— '7( 1+BJ+1)+2’7(E —Ef41)
At (B.8)
J

Here, we have discretized Ef' = E(z;,tn), B} = B(zj,tn), I = J(zj,th) + & P(ZJ ,tn)/ &
Also, we have defined & = 1—iw,At/2 and n = &*/&. These additional factors
are due to the transformation (B.2), the discretized versions of the original equa-
tions (2.37) and (2.38) are obtained by letting w, = 0.

The space grid for equations (B.7) and (B.8), Az, is chosen such that Azz = cAt
holds after At is determined according to the stability limit of equation (B.4). Typ-
ically, we obtain Az- on the order of one Bohr radius. This method is capable
of handling semiconductor heterostructures of arbitrary composition via the z
dependent background refractive index n(z). Since we are only interested in po-
laritonic effects due to the excitonic polarization, we use the constant GaAs value
for the refractive index n(z) = Npg = 3.71in equations (B.7) and (B.8).
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C. The Microlaser

C.1. Introduction

Microcavity lasers, as shown schematically in Fig. 5.1, are fabricated using layers
of semiconductor material with alternating refractive indices. The cavity lengths
are very small, typically only a few microns, and the active material is formed
by one or several quantum wells in the cavity. Light emission occurs through
the surfaces parallel to the quantum wells. Because the quantum wells are thin
in comparison to the gain region of conventional semiconductor lasers, mirrors
with very high reflectivities are needed in order to achieve laser action. These are
provided by the distributed Bragg reflectors which reach reflectivities of more
than 99.9% in a spectral region (“stop band”) around the cavity resonance.

The physics of these lasers which makes them a well-defined test case for basic
investigations of the light-matter interaction and an important tool for optical
switches and fiber communications is reviewed extensively in Ref. 19 and will not
be discussed here. We only need the fact that the resonator length is chosen so that
there is a single resonator mode in the spectral region where optical gain occurs.
Therefore in our semiclassical treatment, which uses the laser mainly as a tool to
investigate the spin dynamics, we will not compute gain and intensity spectra
but work with optical gain and intensities evaluated at the cavity resonance w,y.

C.2. Model of the Microlaser

The computations below are exactly the same for both the 0, and 0_ subsystems
shown in Fig. 4.1 and are formulated using the electromagnetic fields in the cavity
for o, and 0_ polarization, together with the carrier distribution functions corre-
sponding to the transitions. For notational simplicity we will therefore omit the
+ for the electromagnetic quantities like intensities and susceptibilities and de-
note the carrier distributions belonging to the electromagnetic transition simply
by “e” and “h”.
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C.2.1. Electromagnetic Field in the Cavity

We start by combining equations (2.37) and (2.38) to the one-dimensional wave
equation

n? 92 1 9?2

—PE4+—-—-E=——_—"_
2 9t2 2 At2
cg ot £yC5 Ot

(C.1)

which describes the electromagnetic field with the polarization as source term.
We now express the time and space dependence of the electromagnetic field in
the microresonator

E(r,t) = &(t)e~'%tu(r) + complex conjugate (C.2)

using the complex coefficients & and the mode function u(r) for the microres-
onator. The mode functions u(r) satisfy

2 2
D2u(r) + (nbgwcav> u(r) =0 (C.3)

)

with the appropriate boundary condition which is, in principle, determined by
the cavity design.
In the following we keep only the positive frequency parts

E(zt) ~ &(t)e™ @aty(r), (C.4)

that is we will always work in the rotating-wave approximation (RWA) which
neglects terms rotating with twice the relevant cavity frequency. Using equa-
tions (C.4) and (C.3) in the wave equation (C.1) we perform the slowly-varying
envelope approximation®? which amounts to neglecting the second order spatial
and time derivatives. Then equation (C.1) becomes a simple first order differen-
tial equation which relates the time evolution of the complex electric field to the
polarization

0 o Weay
até"(t)_ 2i nggsoﬁ(t). (C.5)

Here we have used P in the form analogous to (C.4)
P(r,t) ~ 2 (t)e " @aly(r) . (C.6)

Assuming that the space dependence of the quantum-well polarization P(r,t) is
described by an independent function f(r) we obtain

1
2t) = FE ZdCVW(k,t) (C.7)
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where the overlap between mode function and quantum-well is defined by

r:/d?’rf(r)u*(r). (C.8)
It is taken to be I' = 0.6 in all numerical computations. Defining the susceptiblity
2)
)= —= .

equation (C.5) yields an equation for the laser intensity | (t) = |£(t) |2 by differen-
tiating the product & (t)&™(t)

d a)cav
I (t = OI(t) — —=<I(t 1
with the gain at the cavity resonance

Qe (t) = —2T ‘*r’]g“ Imx(t) (C.11)

bg

and a phenomenological decay term K = .,y /(2Q) which models losses due to
the cavity quality Q. For the numerical evaluation we have used hwe,y = 1Eg and

K =1/(2ps).

C.2.2. Polarization of the Active Medium

Since the polarization dephasing used in equation (C.9) occurs on a very short
timescale due to polarization and carrier scattering it is given by its value in
a quasi-equilibrium state which is determined by the carrier distributions and
electromagnetic field.? To obtain the quasi-equilibrium susceptibility one regards
the dependence of equation (4.18) on the distribution functions fe(k) = fe(k;t),
f, (k) = f,(k,t) and & = &(t) as parametric and perfoms a Fourier transformation
for time dependence of the polarization. The result is a self-consistency equation
for x(k,w) = W(k,w)/&

1= fe(k) — f, (k)
 hw— g, (k) +iy

X(k, w) = dev + ZVS(|k —KDX(K,w)| . (C.12)
K

The interband energy &, (k) is given by equation (4.20). The Coulomb potential
Vs is screened due to the high carrier density present in the quantum-well. This
plasma screening is computed here using a single plasmon-pole approximation®
for the longitudinal dielectric function. Evaluating the result of equation (C.12)
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at W = Wy yields x(k,t) = X(K, (eay) at time t given the non-equilibrium carrier
distributions at that time. Technically the computation is performed by replacing

;ﬁ = /O " dkk /O "o (C.13)

in equation (C.12) and solving the resulting integral equation using matrix com-
putation techniques.®® Having obtained x(t) = 5, x(k,t) the gain (C.11) and the
time evolution of the intensity can be computed.

The carrier dynamics due to the coherent intracavity field is also determined
by x(k,t), as follows from equation (4.22),

0
5 fe/h(t)

—2Im [(dcv+ gvsqk - k’\)x(k’,t))*x(k,t)] 1(0). (C.14)

stim

C.2.3. Spontaneous Contributions

It remains to determine the spontaneous contributions which cannot be derived
in the framework of Maxwell’s equations. We use here simplified rate-equation
forms of a quantum treatment of the microlaser.’">> The spontaneous recombi-
nation is described by

0

fo(K) fo (K
L (910

=8 (C.15)
spont Tspont

where the spontaneous decay rate Tspont(k) = Typont Nas been assumed to be k
independent. That is, we have lumped together the Coulomb corrections of the
spontaneous recombination into an effective spontaneous decay constant. The
spontaneous emission into the cavity mode is given by

0

El(t)

B Z y fo(K) T, (K) (C.16)

spont B Tspont (ﬁw_ geh (k))2 + VZ )

where 1 — 3 models the fraction of the total emission into non-lasing modes. In

the numerical evaluations we have used T, = 800ps, B = 103, and y=5E;.
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